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BSS001PREF G PREFACE 10-FEB-2021 

DCNPSO-015210_01
Engineering Order to 
BSS001PREF Rev G 

01 BSS001PREF 
DOCUMENT CHANGE 
NOTICE 

10-FEB-2021 

BSS7001 D CRITERIA FOR LIMITED 
CONTAMINATION 
AREAS 

06-JUL-1976 

BSS7002 AG STORAGE OF TIME AND 
TEMPERATURE 

SENSITIVE (TATS) 
MATERIALS 

04-SEP-2020 

DCNPSO-013663_01
Engineering Order to 
BSS7002 Rev AG 

01 BSS7002 DOCUMENT 
CHANGE NOTICE 

04-SEP-2020 

8-15
Departure to BSS7002 

STORAGE OF TIME AND 
TEMPERATURE 
SENSITIVE MATERIALS 
(TATS) 

25-MAR-2019 

8-16
Departure to BSS7002 

STORAGE OF TIME AND 
TEMPERATURE 
SENSITIVE MATERIALS 
(TATS) 

03-JAN-2020 

9-476

Departure to BSS7002 

- STORAGE OF TIME AND 

TEMPERATURE 
SENSITIVE MATERIALS 
(TATS) 

17-AUG-2010 

9-496
Departure to BSS7002 

STORAGE OF TIME AND 
TEMPERATURE 

SENSITIVE (TATS) 
MATERIALS 

25-APR-2018 

BSS7006 D IDENTIFICATION-
CLASSIFICATION AND 

STORAGE OF WELDING 
AND BRAZING FILLER 
METAL AND 
ELECTRODES 

26-SEP-1988 

6-2

Departure to BSS7006 

IDENTIFICATION-

CLASSIFICATION AND 
STORAGE OF WELDING 
AND BRAZING FILLER 
METAL AND 
ELECTRODES 

05-NOV-2007 

BSS7009 J REPAIR PROCEDURES 
FOR PRINTED-WIRING 
BOARDS AND 
ASSEMBLIES 

16-APR-1998 

07-OCT-2002 
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6-2
Departure to BSS7009 

REPAIR PROCEDURES 
FOR PRINTED-WIRING 
BOARDS AND 
ASSEMBLIES 

BSS7010 F ELECTRICAL/ELECTRONI
C MATERIALS LIST 

20-AUG-1993 

BSS7011 C GUIDELINES FOR THE 
APPLICATION OF PAINT 

20-APR-2000 

6-1

Departure to BSS7011 

GUIDELINES FOR THE 

APPLICATION OF PAINT 

10-DEC-2007 

6-3
Departure to BSS7011 

GUIDELINES FOR THE 
APPLICATION OF PAINT 

16-FEB-2016 

9-1
Departure to BSS7011 

GUIDELINES FOR THE 
APPLICATION OF PAINT 

14-MAR-1994 

BSS7012 B MANUFACTURE OF 
SILKSCREENS 

23-JUN-1993 

BSS7013 B REPAIR PROCEDURES 07-APR-1989 

BSS7015 ORG DIMENSIONAL 
CONTROL OF CASTINGS 
AND FORGINGS 

25-OCT-1989 

BSS7016 A CRITERIA FOR LIMITED 
CONTAMINATION 

AREAS 

01-OCT-1990 

BSS7017 ORG GUIDELINES FOR 
SOLVENT ACCEPTANCE 
RECEIVING 

14-MAY-1990 

BSS7018 B PACKAGING OF 

ELECTRICAL WIRE AND 
CABLE 

06-JUN-2018 

DCNPSO-005012_01
Engineering Order to 

BSS7018 Rev B 

01 BSS7018 DOCUMENT 
CHANGE NOTICE 

06-JUN-2018 

BSS7019 ORG CLEANROOM 
STATIONERY, SUPPLIES, 
AND EQUIPMENT 

21-APR-1992 

BSS7020 A SOLDERABILITY 

MAINTENANCE PLAN 

24-MAY-1996 

BSS7021 ORG DoD COMPLIANT - 
PROCESS CONTROL 
DOCUMENTS FOR 
ELECTRICAL/ELECTRONI

C ASSEMBLY 

17-JUN-1993 

9-1
Departure to BSS7021 

DoD COMPLIANT - 
PROCESS CONTROL 
DOCUMENTS FOR 
ELECTRICAL/ELECTRONI

C ASSEMBLY 

22-SEP-1995 

BSS7022 A PROCEDURES AND 
EQUIPMENT FOR 
MEASUREMENT OF 

FASTENER HOLES 

06-APR-2015 

6-9
Departure to BSS7022 

PROCEDURES AND 
EQUIPMENT FOR 
MEASUREMENT OF 
FASTENER HOLES 

17-APR-2018 

BSS7023 AT MANUFACTURING 
FACILITIES WITH 
APPROVED OPERATING 
PROCEDURES FOR 

23-MAR-2020 
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MANUFACTURING 
PROCESS CONTROL 
DOCUMENTS 

DCNPSO-012249_01

Engineering Order to 
BSS7023 Rev AT 

01 BSS7023 DOCUMENT 

CHANGE NOTICE 

23-MAR-2020 

BSS7025 ORG ESTABLISHING AND 
MAINTAINING PROCESS 

CONTROL DOCUMENTS 
FOR METALLIC 
MATERIALS 

12-JUL-1994 

BSS7028 E REQUIREMENTS FOR 
SOLDERED 

ELECTRICAL/ELECTRONI
C ASSEMBLIES 

19-JUN-2008 

BSS7029 C FIRST PART 
QUALIFICATION (FPQ) 
PROCEDURES AND 

REQUIREMENTS FOR 
COMPOSITE PARTS 

15-NOV-2012 

6-1
Departure to BSS7029 

FIRST PART 
QUALIFICATION (FPQ) 

PROCEDURES AND 
REQUIREMENTS FOR 
COMPOSITE PARTS 

13-MAR-2014 

BSS7034 - BACKLIGHT 
INSPECTION OF 

TRANSLUCENT 
COMPOSITE 
STRUCTURES 

17-SEP-2018 

DCNPSO_004438_01
Engineering Order to 

BSS7034 Rev - 

01 BSS7034 DOCUMENT 
CHANGE NOTICE 

17-SEP-2018 

BSS7035 ORG ELECTRIC/ELECTRONIC 
GLOSSARY 

19-MAR-1996 

BSS7036 ORG CRIMPING OF SPLICES, 
TERMINALS AND TAPER 

PINS 

23-DEC-1997 

9-11
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 
PINS 

16-MAY-2001 

9-12
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 
PINS 

02-MAY-2002 

9-13
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 

PINS 

04-SEP-2003 

9-14
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 
PINS 

09-NOV-2010 

9-4
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 
PINS 

26-MAR-1998 

9-6
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 

PINS 

11-JUN-1998 

9-7
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 
PINS 

12-NOV-1998 
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9-8
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 
PINS 

24-JUN-1999 

9-9
Departure to BSS7036 

CRIMPING OF SPLICES, 
TERMINALS AND TAPER 

PINS 

05-AUG-1999 

BSS7037 A CRIMPING OF 
CONTACTS FOR 
ELECTRICAL 

CONNECTORS 

19-NOV-1998 

9-17
Departure to BSS7037 

CRIMPING OF 
CONTACTS FOR 
ELECTRICAL 
CONNECTORS 

01-APR-1999 

9-22
Departure to BSS7037 

CRIMPING OF 
CONTACTS FOR 

ELECTRICAL 
CONNECTORS 

12-APR-2001 

9-28
Departure to BSS7037 

CRIMPING OF 
CONTACTS FOR 
ELECTRICAL 

CONNECTORS 

25-OCT-2001 

9-34
Departure to BSS7037 

CRIMPING OF 
CONTACTS FOR 
ELECTRICAL 
CONNECTORS 

04-JAN-2007 

BSS7039 D LIQUID PENETRANT 

TESTING 

13-MAR-2020 

DCNPSO_010654_01
Engineering Order to 
BSS7039 Rev D 

01 BSS7039 DOCUMENT 
CHANGE NOTICE 

13-MAR-2020 

6-4

Departure to BSS7039 

LIQUID PENETRANT 

INSPECTION 

22-NOV-2004 

6-9
Departure to BSS7039 

LIQUID PENETRANT 
INSPECTION 

28-JUL-2015 

8-5
Departure to BSS7039 

LIQUID PENETRANT 
INSPECTION 

13-MAR-2020 

9-5
Departure to BSS7039 

LIQUID PENETRANT 
INSPECTION 

17-MAY-2001 

9-6
Departure to BSS7039 

LIQUID PENETRANT 
INSPECTION 

13-MAR-2020 

BSS7040 C MAGNETIC PARTICLE 
INSPECTION 

21-AUG-2014 

8-1
Departure to BSS7040 

MAGNETIC PARTICLE 
INSPECTION 

30-AUG-2001 

8-2

Departure to BSS7040 

MAGNETIC PARTICLE 

INSPECTION 

19-JUN-2014 

9-2
Departure to BSS7040 

MAGNETIC PARTICLE 
INSPECTION 

17-MAY-2001 
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BSS7041 D RADIOLOGIC 
INSPECTION, 
RADIOGRAPHY (FILM) 

21-SEP-2012 

6-4
Departure to BSS7041 

RADIOLOGIC 
INSPECTION, 

RADIOGRAPHY (FILM) 

12-DEC-2001 

6-5
Departure to BSS7041 

RADIOLOGIC 
INSPECTION, 
RADIOGRAPHY (FILM) 

24-AUG-2005 

6-6

Departure to BSS7041 

RADIOLOGIC 

INSPECTION, 
RADIOGRAPHY (FILM) 

10-JAN-2011 

6-7
Departure to BSS7041 

RADIOLOGIC 
INSPECTION, 

RADIOGRAPHY (FILM) 

19-JUL-2017 

BSS7042 A RADIOLOGIC 
INSPECTION, 
RADIOSCOPY 

17-SEP-2012 

6-1

Departure to BSS7042 

RADIOLOGIC 

INSPECTION, 
RADIOSCOPY 

24-AUG-2005 

BSS7043 C RADIOLOGIC 
INSPECTION, STORAGE 
PHOSPHOR PLATE 

03-SEP-2015 

6-1
Departure to BSS7043 

RADIOLOGIC 
INSPECTION, STORAGE 
PHOSPHOR PLATE 

24-AUG-2005 

6-2
Departure to BSS7043 

RADIOLOGICAL 
INSPECTION, STORAGE 

PHOSPHOR PLATE 

14-APR-2014 

BSS7044 C RADIOLOGIC 
INSPECTION, DIGITAL 
DETECTOR ARRAY 

08-SEP-2016 

BSS7045 ORG RADIOLOGIC 
INSPECTION, 
COMPOSITE 
STRUCTURES 

17-NOV-1999 

BSS7046 A RADIOLOGIC 

INSPECTION, 
COMPUTED 
TOMOGRAPHY 

15-AUG-2019 

DCNPSO_009926_01
Engineering Order to 

BSS7046 Rev A 

01 BSS7046 DOCUMENT 
CHANGE NOTICE 

15-AUG-2019 

BSS7048 D EDDY CURRENT 
INSPECTION, 
DISCONTINUITIES 

16-MAR-2015 

9-2

Departure to BSS7048 

EDDY CURRENT 

INSPECTION, 
DISCONTINUITIES 

17-MAY-2001 

BSS7050 A INFRARED 
THERMOGRAPHIC 

INSPECTION 

26-APR-2018 

DCNPSO_004201_01
Engineering Order to 
BSS7050 Rev A 

01 BACXXXX DOCUMENT 
CHANGE NOTICE 

26-APR-2018 

BSS7052 C ULTRASONIC 

INSPECTION, GENERAL 

08-MAY-2013 

6-2
Departure to BSS7052 

ULTRASONIC 
INSPECTION, GENERAL 

20-SEP-2004 

BSS7055 B 07-OCT-2013 
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ULTRASONIC 
INSPECTION, WROUGHT 
PRODUCTS 

6-4

Departure to BSS7055 

ULTRASONIC 

INSPECTION, WROUGHT 
PRODUCTS 

15-MAY-2008 

6-5
Departure to BSS7055 

ULTRASONIC 
INSPECTION, WROUGHT 

PRODUCTS 

12-FEB-2016 

BSS7057 ORG SHEAROGRAPHIC 
NONDESTRUCTIVE 
INSPECTION - GENERAL 

14-FEB-2002 

BSS7060 ORG FIRST PART 

QUALIFICATION 
PROCEDURES FOR 
STRUCTURAL METAL 
BONDED PARTS 

10-SEP-1999 

BSS7061 B REQUIREMENTS FOR 

TIME AND 
TEMPERATURE 
RECORDERS USED 
WITH TIME AND 

TEMPERATURE 
SENSITIVE (TATS) 
MATERIALS 

28-JUN-2011 

BSS7062 G INSPECTION OF 
EXTERNAL SWAGING 

TOOLS 

10-FEB-2020 

DCNPSO-011825_01
Engineering Order to 
BSS7062 Rev G 

01 BSS7062 DOCUMENT 
CHANGE NOTICE 

10-FEB-2020 

BSS7063 D GENERAL 

REQUIREMENTS FOR 
CERTIFICATION OF 
ELECTRICAL 
TERMINATING TOOLS 

31-JUL-2020 

DCNPSO_011520_01

Engineering Order to 
BSS7063 Rev D 

01 BSS7063 DOCUMENT 

CHANGE NOTICE 

31-JUL-2020 

1-52
Departure to BSS7063 

GENERAL 
REQUIREMENTS FOR 

CERTIFICATION OF 
ELECTRICAL 
TERMINATING TOOLS 

06-AUG-2020 

1-53
Departure to BSS7063 

- GENERAL 
REQUIREMENTS FOR 

CERTIFICATION OF 
ELECTRICAL 
TERMINATING TOOLS 

05-OCT-2020 

6-27
Departure to BSS7063 

GENERAL 
REQUIREMENTS FOR 

CERTIFICATION FOR 
ELECTRICAL 
TERMINATING TOOLS 

10-NOV-2009 

6-33

Departure to BSS7063 

GENERAL 

REQUIREMENTS FOR 
CERTIFICATION OF 
ELECTRICAL 
TERMINATING TOOLS 

07-MAR-2014 

9-15

Departure to BSS7063 

GENERAL 

REQUIREMENTS FOR 
CERTIFICATION OF 
ELECTRICAL 
TERMINATING TOOLS 

24-NOV-2014 

BSS7064 D CERTIFICATION OF 

ELECTRICAL CRIMP 
TOOLS BY GO/NOGO 
GAGING 

30-JUL-2020 

DCNPSO-011913_01
Engineering Order to 

BSS7064 Rev D 

01 BSS7064 DOCUMENT 
CHANGE NOTICE 

30-JUL-2020 
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1-34
Departure to BSS7064 

CERTIFICATION OF 
ELECTRICAL CRIMP 
TOOLS BY GO/NOGO 
GAGING 

30-JUL-2020 

1-35
Departure to BSS7064 

- CERTIFICATION OF 
ELECTRICAL CRIMP 
TOOLS BY GO/NOGO 
GAGING 

27-OCT-2020 

BSS7065 D CERTIFICATION OF 
ELECTRICAL CRIMP 
TOOLS BY MINIMUM 
AND MAXIMUM DIE 
CLOSURE 

MEASUREMENT 

31-JUL-2020 

DCNPSO-011828_01
Engineering Order to 
BSS7065 Rev D 

01 BSS7065 DOCUMENT 
CHANGE NOTICE 

31-JUL-2020 

BSS7066 G CERTIFICATION OF 

MISCELLANEOUS 
ELECTRICAL CRIMP 
TOOLS 

22-SEP-2017 

DCNPSO-002319_01

Engineering Order to 
BSS7066 Rev G 

01 BSS7066 DOCUMENT 

CHANGE NOTICE 

22-SEP-2017 

8-1
Departure to BSS7066 

CERTIFICATION OF 
MISCELLANEOUS 
ELECTRICAL CRIMP 

TOOLS 

10-SEP-2013 

BSS7067 A GENERAL 
REQUIREMENTS FOR 
CALIBRATION OF 
MISCELLANEOUS 

ELECTRICAL WIRE 
PROCESSING TOOLS 

10-APR-2020 

DCNPSO-012231_01
Engineering Order to 
BSS7067 Rev A 

01 BSS7067 DOCUMENT 
CHANGE NOTICE 

10-APR-2020 

BSS7069 ORG MAINTENANCE OF 
CRIMP TOOLS 

04-DEC-2014 

1-2
Departure to BSS7069 

MAINTENANCE OF 
CRIMP TOOLS 

12-NOV-2017 

BSS7070 ORG GENERAL 

REQUIREMENTS FOR 
AUTHORIZATION OF 
CRIMPED TERMINATION 
COMBINATIONS AND 
EVALUATION OF 

TERMINATING TOOLS 

16-NOV-2010 

1-2
Departure to BSS7070 

GENERAL 
REQUIREMENTS FOR 
AUTHORIZATION OF 

CRIMPED TERMINATION 
COMBINATIONS AND 
EVALUATION OF 
TERMINATING TOOLS 

28-JUN-2012 

1-3

Departure to BSS7070 

GENERAL 

REQUIREMENTS FOR 
AUTHORIZATION OF 
CRIMPED TERMINATION 
COMBINATIONS AND 
EVALUATION OF 

TERMINATING TOOLS 

10-DEC-2014 

BSS7072 ORG QUALIFICATION 
PROCEDURES AND 
REQUIREMENTS FOR 
THERMAL SPRAYED 

COATING 

18-JUL-2012 

BSS7074 D LEAK-DETECTING 
SYSTEMS 

11-MAY-2018 
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DCNPSO_004759_01
Engineering Order to 

BSS7074 Rev D 

01 BSS7074 DOCUMENT 
CHANGE NOTICE 

11-MAY-2018 

BSS7075 A QUALIFICATION OF 
NON-FILM 
RADIOGRAPHIC 
SYSTEMS 

20-JUL-2016 

BSS7076 B REWORK OF LEAKS IN 
HONEYCOMB 
SANDWICH PANELS 

29-JUN-2004 

BSS7077 A CALIBRATION AND USE 

OF INFRARED COATING 
WEIGHT READER 

08-NOV-2007 

BSS7079 ORG NON-CONTACT 
MATERIALS USED IN 
COMPOSITE 

FABRICATION AND 
ADHESIVE BONDING 

14-MAY-2005 

BSS7080 ORG SUPPLIER MG'NT 
REQUIREMENTS FOR 
DESIGNING AND 

PROCURING PRINTED-
WIRING BOARDS AND 
PRINTED-WIRING 
ASSEMBLIES 

20-DEC-2005 

BSS7082 A PREPRODUCTION 
VERIFICATION (PPV) 
PROCEDURES AND 
REQUIREMENTS 

15-NOV-2012 

BSS7083 E TORQUE PROCEDURES 

AND TOOLS FOR 
FASTENER 
INSTALLATION 

04-SEP-2019 

DCNPSO-010427_01
Engineering Order to 

BSS7083 Rev E 

01 BSS7083 DOCUMENT 
CHANGE NOTICE 

04-SEP-2019 

BSS7084 A PRE-APPROVED 
STATISTICAL SAMPLING 
PLANS 

16-JUN-2014 

BSS7085 C APPROVAL PROCESS 

FOR COMPOSITE PART 
MANUFACTURING 
PLANS 

13-MAY-2020 

DCNPSO-011710_01

Engineering Order to 
BSS7085 Rev C 

01 BSS7085 DOCUMENT 

CHANGE NOTICE 

13-MAY-2020 

BSS7086 ORG REQUIREMENTS FOR 
CHEMICAL 
TECHNOLOGY 

APPLICATION CONTROL 
DOCUMENTS (ACDs) 

24-MAR-2011 

BSS7090 A REQUIREMENTS FOR 
ABRASIVE MATERIALS 

27-MAR-2014 

BSS7091 ORG GUIDELINES FOR 

AIRPLANE WASHING 

04-APR-2014 

BSS7094 ORG GUIDELINES FOR THE 
APPLICATION AND 
INSPECTION OF 
INTEGRAL FUEL TANK 

SEALING 

27-FEB-2015 

BSS7096 ORG HOLE PATTERN 
ACCURACY 
QUALIFICATION FOR 
CNC MACHINES IN 

ACCORDANCE WITH 
BAC5114 

26-MAY-2016 
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BSS7097 - PREPRODUCTION 
VERIFICATION (PPV) 
PROCEDURES AND 
REQUIREMENTS FOR 

FUSED FILAMENT 
FABRICATION (FFF) 
THERMOPLASTIC PARTS 

02-FEB-2017 

BSS7098 - FIRST PART 

QUALIFICATION (FPQ) 
PROCEDURES AND 
REQUIREMENTS FOR 
FUSED FILAMENT 
FABRICATION (FFF) 

THERMOPLASTIC PARTS 

02-FEB-2017 

BSS7100 R ALTERNATIVES 
DOCUMENT - 
PROCESSES, 
MATERIALS AND PARTS 

02-APR-2013 

BSS7101 A REQUIREMENTS FOR 
THE PROCESS CONTROL 
DOCUMENT (PCD) 
SYSTEM FOR SUPPLIERS 

OF RAW MATERIALS TO 
BOEING MATERIAL 
SPECIFICATIONS 

06-MAY-2011 

BSS7103 A CONSTRUCTION 
DETAILS FOR 

COMPOSITE 
SUBSTRATES USED IN 
SEALANT 
PERFORMANCE TESTING 

20-MAR-2012 

BSS7106 B NIR RESIN POCKET 

INSPECTION 
REQUIREMENTS 

05-OCT-2015 

BSS7107 B ACCEPTANCE CRITERIA 
AND INSPECTION 
METHODS FOR 

MOLDED, EXTRUDED, 
AND SHEET RUBBER 

01-DEC-2020 

DCNPSO-012706_01
Engineering Order to 

BSS7107 Rev B 

01 BSS7107 DOCUMENT 
CHANGE NOTICE 

01-DEC-2020 

BSS7108 ORG QUALIFICATION OF 
DIGITAL DETECTOR 
ARRAY SYSTEMS FOR 
CASTING INSPECTION 

19-NOV-2013 

BSS7109 ORG QUALIFICATION OF 
PHOSPHOR PLATE 
RADIOGRAPHIC 
SYSTEMS FOR CASTING 
INSPECTION 

12-NOV-2013 

BSS7110 ORG QUALIFICATION OF 
PHOSPHOR PLATE 
RADIOGRAPHIC 
SYSTEMS FOR WELD 

INSPECTION 

21-OCT-2014 

BSS7111 ORG QUALIFICATION OF 
DIGITAL DETECTOR 
ARRAY RADIOGRAPHIC 
SYSTEMS FOR WELD 

INSPECTION 

26-APR-2016 

BSS7112 ORG QUALIFICATION OF 
COMPUTED 
RADIOGRAPHIC AND 
DIGITAL 

RADIOGRAPHIC 
SYSTEMS FOR 
STRUCTURES 
INSPECTION 

16-MAR-2015 

BSS7114 - QUALIFICATION OF 

COMPUTED 

05-APR-2017 

Page 9 of 41PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



TOMOGRAPHY SYSTEMS 
FOR INSPECTION OF 
WELDED ALUMINUM 
HYDRAULIC 

RESERVOIRS 
BSS7115 A INSPECTION OF AXIAL 

SWAGE TOOLING 
21-AUG-2020 

DCNPSO-013186_01
Engineering Order to 

BSS7115 Rev A 

01 BSS7115 DOCUMENT 
CHANGE NOTICE 

21-AUG-2020 

BSS7116 C QUALIFICATION OF 
SOURCES FOR 
THERMOPLASTIC 

COMPOSITE PARTS 

20-JUL-2020 

DCNPSO-012609_01
Engineering Order to 
BSS7116 Rev C 

01 BSS7116 DOCUMENT 
CHANGE NOTICE 

20-JUL-2020 

BSS7119 A QUALIFICATION OF 

SOURCES FOR 
COMPOSITE PARTS 

04-OCT-2017 

DCNPSO-002865_01
Engineering Order to 
BSS7119 Rev A 

01 BSS7119 DOCUMENT 
CHANGE NOTICE 

04-OCT-2017 

BSS7119-1 AR LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH A 

19-MAR-2021 

DCNPSO-015777_01
Engineering Order to 

BSS7119-1 Rev AR 

01 BSS7119-1 DOCUMENT 
CHANGE NOTICE 

19-MAR-2021 

BSS7119-10 C LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH J 

07-OCT-2020 

DCNPSO-013968_01
Engineering Order to 

BSS7119-10 Rev C 

01 BSS7119-10 DOCUMENT 
CHANGE NOTICE 

07-OCT-2020 

BSS7119-11 L LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 

EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH K 

05-OCT-2020 

DCNPSO-014003_01

Engineering Order to 
BSS7119-11 Rev L 

01 BSS7119-11 DOCUMENT 

CHANGE NOTICE 

05-OCT-2020 

BSS7119-12 N LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 

EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH L 

12-FEB-2021 

DCNPSO-015407_01
Engineering Order to 
BSS7119-12 Rev N 

01 BSS7119-12 DOCUMENT 
CHANGE NOTICE 

12-FEB-2021 

BSS7119-13 V LISTING OF QUALIFIED 
SOURCES FOR 

COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH M 

25-FEB-2021 
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DCNPSO-015461_01
Engineering Order to 
BSS7119-13 Rev V 

01 BSS7119-13 DOCUMENT 
CHANGE NOTICE 

25-FEB-2021 

BSS7119-14 E LISTING OF QUALIFIED 

SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH N 

30-OCT-2020 

DCNPSO-014181_01
Engineering Order to 
BSS7119-14 Rev E 

01 BSS7119-14 DOCUMENT 
CHANGE NOTICE 

30-OCT-2020 

BSS7119-15 - LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH O. 

05-SEP-2017 

DCNPSO-001880_01
Engineering Order to 

BSS7119-15 Rev - 

01 BSS7119-15 DOCUMENT 
CHANGE NOTICE 

05-SEP-2017 

BSS7119-16 - LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH P. 

05-SEP-2017 

DCNPSO-001881_01
Engineering Order to 

BSS7119-16 Rev - 

01 BSS7119-16 DOCUMENT 
CHANGE NOTICE 

05-SEP-2017 

BSS7119-18 D LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH R. 

06-FEB-2020 

DCNPSO-011960_01

Engineering Order to 
BSS7119-18 Rev D 

01 BSS7119-18 DOCUMENT 

CHANGE NOTICE 

06-FEB-2020 

BSS7119-19 AK LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 

EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH S 

25-NOV-2020 

DCNPSO-014334_01

Engineering Order to 
BSS7119-19 Rev AK 

01 BSS7119-19 DOCUMENT 

CHANGE NOTICE 

25-NOV-2020 

BSS7119-2 BB LISTING OF QUALIFIED 
SOURCES FOR 

COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH B 

07-APR-2021 

DCNPSO-016020_01
Engineering Order to 
BSS7119-2 Rev BB 

01 BSS7119-2 DOCUMENT 
CHANGE NOTICE 

07-APR-2021 

BSS7119-20 Y LISTING OF QUALIFIED 
SOURCES FOR 

COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH T 

02-FEB-2021 

01 02-FEB-2021 
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DCNPSO-015275_01
Engineering Order to 
BSS7119-20 Rev Y 

BSS7119-20 DOCUMENT 
CHANGE NOTICE 

BSS7119-21 - LISTING OF QUALIFIED 

SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH U 

27-APR-2018 

DCNPSO_004835_01
Engineering Order to 
BSS7119-21 Rev - 

01 BSS7119-21 DOCUMENT 
CHANGE NOTICE 

27-APR-2018 

BSS7119-22 - LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH V 

07-JAN-2020 

DCNPSO_011689_01
Engineering Order to 

BSS7119-22 Rev - 

01 BSS7119-22 DOCUMENT 
CHANGE NOTICE 

07-JAN-2020 

BSS7119-23 A LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH W. 

22-NOV-2017 

DCNPSO-003444_01
Engineering Order to 

BSS7119-23 Rev A 

01 BSS7119-23 DOCUMENT 
CHANGE NOTICE 

22-NOV-2017 

BSS7119-24 - LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH X. 

05-SEP-2017 

DCNPSO-001886_01

Engineering Order to 
BSS7119-24 Rev - 

01 BSS7119-24 DOCUMENT 

CHANGE NOTICE 

05-SEP-2017 

BSS7119-25 A LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 

EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH Y. 

10-JUN-2019 

DCNPSO-009227_01

Engineering Order to 
BSS7119-25 Rev A 

01 BSS7119-25 DOCUMENT 

CHANGE NOTICE 

10-JUN-2019 

BSS7119-3 G LISTING OF QUALIFIED 
SOURCES FOR 

COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH C 

29-JAN-2020 

DCNPSO-011822_01
Engineering Order to 
BSS7119-3 Rev G 

01 BSS7119-3 DOCUMENT 
CHANGE NOTICE 

29-JAN-2020 

BSS7119-4 H LISTING OF QUALIFIED 
SOURCES FOR 

COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH D 

11-SEP-2019 

01 11-SEP-2019 
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DCNPSO-010664_01
Engineering Order to 
BSS7119-4 Rev H 

BSS7119-4 DOCUMENT 
CHANGE NOTICE 

BSS7119-5 D LISTING OF QUALIFIED 

SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH E. 

09-JUL-2020 

DCNPSO-013244_01
Engineering Order to 
BSS7119-5 Rev D 

01 BSS7119-5 DOCUMENT 
CHANGE NOTICE 

09-JUL-2020 

BSS7119-6 G LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH F 

02-MAR-2020 

DCNPSO-012164_01
Engineering Order to 

BSS7119-6 Rev G 

01 BSS7119-6 DOCUMENT 
CHANGE NOTICE 

02-MAR-2020 

BSS7119-7 E LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH G 

06-MAR-2020 

DCNPSO-012165_01
Engineering Order to 

BSS7119-7 Rev E 

01 BSS7119-7 DOCUMENT 
CHANGE NOTICE 

06-MAR-2020 

BSS7119-8 B LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 
EQUIPMENT IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH H 

07-FEB-2020 

DCNPSO-011879_01

Engineering Order to 
BSS7119-8 Rev B 

01 BSS7119-8 DOCUMENT 

CHANGE NOTICE 

07-FEB-2020 

BSS7119-9 F LISTING OF QUALIFIED 
SOURCES FOR 
COMPOSITE PARTS AND 

EQUIPMENT IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH I 

30-MAR-2020 

DCNPSO-012493_01

Engineering Order to 
BSS7119-9 Rev F 

01 BSS7119-9 DOCUMENT 

CHANGE NOTICE 

30-MAR-2020 

BSS7120 B QUALIFICATION OF 
EQUIPMENT FOR 

FABRICATION OF 
COMPOSITE 
STRUCTURE 

26-AUG-2019 

DCNPSO-009409_01
Engineering Order to 

BSS7120 Rev B 

01 BSS7120 DOCUMENT 
CHANGE NOTICE 

26-AUG-2019 

BSS7121 - QUALIFICATION OF 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS 

18-SEP-2019 

DCNPSO-006843_01
Engineering Order to 
BSS7121 Rev - 

01 BSS7121 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-1 B LISTING OF QUALIFIED 
SOURCES FOR 

INTERIOR PLASTIC 

09-FEB-2021 
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PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH A 

DCNPSO-015272_01
Engineering Order to 
BSS7121-1 Rev B 

01 BSS7121-1 DOCUMENT 
CHANGE NOTICE 

09-FEB-2021 

BSS7121-11 - LISTING OF QUALIFIED 

SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 

WITH K 

18-SEP-2019 

DCNPSO_006858_01
Engineering Order to 
BSS7121-11 Rev - 

01 BSS7121-11 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-12 - LISTING OF QUALIFIED 

SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH L 

19-SEP-2019 

DCNPSO_006861_01
Engineering Order to 
BSS7121-12 Rev - 

01 BSS7121-12 DOCUMENT 
CHANGE NOTICE 

19-SEP-2019 

BSS7121-14 A LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH N 

16-APR-2020 

DDCNPSO-012553_01
Engineering Order to 
BSS7121-14 Rev A 

01 BSS7121-14 DOCUMENT 
CHANGE NOTICE 

16-APR-2020 

BSS7121-16 - LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH P 

18-SEP-2019 

DCNPSO-006864_01
Engineering Order to 

BSS7121-16 Rev - 

01 BSS7121-16 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-19 A LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH S 

15-APR-2020 

DCNPSO-012527_01

Engineering Order to 
BSS7121-19 Rev A 

01 BSS7121-19 DOCUMENT 

CHANGE NOTICE 

15-APR-2020 

BSS7121-2 A LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 

PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH B 

09-JUN-2020 

DCNPSO-012945_01

Engineering Order to 
BSS7121-2 Rev A 

BSS7121-2 DOCUMENT 

CHANGE NOTICE 

09-JUN-2020 

BSS7121-20 C LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 

PARTS IN 

07-APR-2020 
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ALPHANUMERIC 
SEQUENCE, STARTING 
WITH T 

DCNPSO-012491_01

Engineering Order to 
BSS7121-20 Rev C 

01 BSS7121-20 DOCUMENT 

CHANGE NOTICE 

07-APR-2020 

BSS7121-21 - LISTING OF QUALIFIED 
SOURCES FOR 

INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH U 

22-NOV-2019 

DCNPSO_008976_01
Engineering Order to 
BSS7121-21 Rev - 

01 BSS7121-21 DOCUMENT 
CHANGE NOTICE 

22-NOV-2019 

BSS7121-22 - LISTING OF QUALIFIED 
SOURCES FOR 

INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 

WITH V 

18-SEP-2019 

DCNPSO_006867_01
Engineering Order to 
BSS7121-22 Rev - 

01 BSS7121-22 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-25 A LISTING OF QUALIFIED 

SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 

WITH Y 

16-APR-2020 

DCNPSO-012439_01
Engineering Order to 
BSS7121-25 Rev A 

01 BSS7121-25 DOCUMENT 
CHANGE NOTICE 

16-APR-2020 

BSS7121-3 - LISTING OF QUALIFIED 

SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH C 

18-SEP-2019 

DCNPSO_006845_01
Engineering Order to 
BSS7121-3 Rev - 

01 BSS7121-3 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-4 B LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 

SEQUENCE, STARTING 
WITH D 

23-OCT-2020 

DCNPSO-014054_01
Engineering Order to 

BSS7121-4 Rev B 

01 BSS7121-4 DOCUMENT 
CHANGE NOTICE 

23-OCT-2020 

BSS7121-5 A LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 

ALPHANUMERIC 
SEQUENCE, STARTING 
WITH E 

10-APR-2020 

DCNPSO-012542_01
Engineering Order to 

BSS7121-5 Rev A 

01 BSS7121-5 DOCUMENT 
CHANGE NOTICE 

10-APR-2020 

BSS7121-6 - LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 
PARTS IN 

ALPHANUMERIC 

18-SEP-2019 
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SEQUENCE, STARTING 
WITH F 

DCNPSO_006854_01
Engineering Order to 

BSS7121-6 Rev - 

01 BSS7121-6 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-7 - LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 

PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH G 

18-SEP-2019 

DCNPSO-008978_01

Engineering Order to 
BSS7121-7 Rev - 

01 BSS7121-7 DOCUMENT 

CHANGE NOTICE 

18-SEP-2019 

BSS7121-8 - LISTING OF QUALIFIED 
SOURCES FOR 
INTERIOR PLASTIC 

PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH H 

18-SEP-2019 

DCNPSO_006855_01
Engineering Order to 
BSS7121-8 Rev - 

01 BSS7121-8 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7121-9 - LISTING OF QUALIFIED 
SOURCES FOR 

INTERIOR PLASTIC 
PARTS IN 
ALPHANUMERIC 
SEQUENCE, STARTING 
WITH I 

18-SEP-2019 

DCNPSO_006856_01
Engineering Order to 
BSS7121-9 Rev - 

01 BSS7121-9 DOCUMENT 
CHANGE NOTICE 

18-SEP-2019 

BSS7122 A METHOD FOR 
DETERMINATION OF 

REPLACEMENTS FOR 
CANCELED EXTERNAL 
STANDARDS 
APPEARING ON BOEING 

DRAWINGS/DATASETS/
PRODUCT STANDARDS 

20-DEC-2018 

DCNPSO-006674_01
Engineering Order to 
BSS7122 Rev A 

01 BSS7122 DOCUMENT 
CHANGE NOTICE 

20-DEC-2018 

BSS7123 - QUALIFICATION OF 
AUTOCLAVES AND 
OVENS FOR METAL 
BONDING AND CURING 
COMPOSITE 

STRUCTURE 

11-AUG-2017 

DCNPSO-002023_01
Engineering Order to 
BSS7123 Rev - 

01 BSS7123 DOCUMENT 
CHANGE NOTICE 

11-AUG-2017 

6-2
Departure to BSS7123 

QUALIFICATION OF 
AUTOCLAVES AND 
OVENS FOR METAL 
BONDING AND CURING 
COMPOSITE 

STRUCTURE 

17-APR-2019 

8-1
Departure to BSS7123 

QUALIFICATION OF 
AUTOCLAVES AND 
OVENS FOR METAL 
BONDING AND CURING 

COMPOSITE 
STRUCTURE 

21-NOV-2019 

BSS7124 - LAMINATE COMPOSITE 
MATERIAL SYSTEM 
REQUIREMENTS FOR 

REINFORCEMENTS 

18-JUN-2019 
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FABRICATED WITH 
BMS8-366, TYPE 1, 
CLASS 160, FORM 2, 
GRADE B RESIN 

DCNPSO_006554_01
Engineering Order to 
BSS7124 Rev - 

01 BSS7124 DOCUMENT 
CHANGE NOTICE 

18-JUN-2019 

BSS7124-1 - COMPOSITE MATERIAL 

SYSTEM PROPERTIES 
FOR BMS9-222, STYLE 
1, FORM 1 LAMINATES 

18-JUN-2019 

DCNPSO_006555_01
Engineering Order to 

BSS7124-1 Rev - 

01 BSS7124-1 DOCUMENT 
CHANGE NOTICE 

18-JUN-2019 

BSS7126 - REQUIREMENTS FOR 
QUALIFICATION OF 
AUTOMATED FIBER 
PLACEMENT EQUIPMENT 

31-AUG-2018 

DCNPSO_005324_01
Engineering Order to 
BSS7126 Rev - 

01 BSS7126 DOCUMENT 
CHANGE NOTICE 

31-AUG-2018 

BSS7128 - FIRST PART 

QUALIFICATION (FPQ) 
PROCEDURES AND 
REQUIREMENTS FOR 
RUBBER PARTS 

10-JUL-2018 

DCNPSO_004655_01

Engineering Order to 
BSS7128 Rev - 

01 BSS7128 DOCUMENT 

CHANGE NOTICE 

10-JUL-2018 

BSS7129 - PREPRODUCTION (PPV) 
PROCEDURES AND 
REQUIREMENTS FOR 

RUBBER PARTS 

19-JUL-2018 

DCNPSO_004796_01
Engineering Order to 
BSS7129 Rev - 

01 BSS7129 DOCUMENT 
CHANGE NOTICE 

19-JUL-2018 

BSS7130 - APPROVAL PROCESS 

FOR RUBBER PART 
MANUFACTURING 
PLANS 

29-MAY-2018 

DCNPSO-004741_01

Engineering Order to 
BSS7130 Rev - 

01 BSS7130 DOCUMENT 

CHANGE NOTICE 

29-MAY-2018 

BSS7134 A QUALIFICATION OF 
DRILLING AND 
FASTENING PROCESSES 

WHERE STRUCTURE 
WILL NOT BE 
DISASSEMBLED AFTER 
DRILLING TO CLEAN 
AND DEBURR 

INTERFACES 

02-APR-2021 

DCNPSO-015081_01
Engineering Order to 
BSS7134 Rev A 

01 BSS7134 DOCUMENT 
CHANGE NOTICE 

02-APR-2021 

BSS7134-1 A LISTING OF QUALIFIED 
PROCESSES OF 
DRILLING AND 
FASTENING PROCESSES 
AND EQUIPMENT 

WHERE STRUCTURE 
WILL NOT BE 
DISASSEMBLED AFTER 
DRILLING TO CLEAN 
AND DEBURR 

INTERFACES FOR 
BOEING SITES 

17-JUL-2020 

DCNPSO-013191_01
Engineering Order to 
BSS7134-1 Rev A 

01 BSS7134-1 DOCUMENT 
CHANGE NOTICE 

17-JUL-2020 

BSS7134-2 - 19-DEC-2019 
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LISTING OF QUALIFIED 
PROCESSES OF 
DRILLING AND 
FASTENING EQUIPMENT 

AND PROCESSES 
WHERE STRUCTURE 
WILL NOT BE 
DISASSEMBLED AFTER 

DRILLING TO CLEAN 
AND DEBURR 
INTERFACES FOR 
KAWASAKI HEAVY 
INDUSTRIES 

DCNPSO-006478_01
Engineering Order to 
BSS7134-2 Rev - 

01 BSS7134-2 DOCUMENT 
CHANGE NOTICE 

19-DEC-2019 

BSS7134-3 A LISTING OF QUALIFIED 
PROCESSES OF 

DRILLING AND 
FASTENING EQUIPMENT 
AND PROCESSES 
WHERE STRUCTURE 

WILL NOT BE 
DISASSEMBLED AFTER 
DRILLING TO CLEAN 
AND DEBURR 
INTERFACES FOR 

LEONARDO 

14-JUL-2020 

DCNPSO-013197_01
Engineering Order to 
BSS7134-3 Rev A 

01 BSS7134-3 DOCUMENT 
CHANGE NOTICE 

14-JUL-2020 

BSS7134-4 A LISTING OF QUALIFIED 

PROCESSES OF 
DRILLING AND 
FASTENING EQUIPMENT 
AND PROCESSES 
WHERE STRUCTURE 

WILL NOT BE 
DISASSEMBLED AFTER 
DRILLING TO CLEAN 
AND DEBURR 

INTERFACES FOR 
LATECOERE 

14-JUL-2020 

DCNPSO-013198_01
Engineering Order to 
BSS7134-4 Rev A 

01 BSS7134-4 DOCUMENT 
CHANGE NOTICE 

14-JUL-2020 

BSS7134-5 - LISTING OF QUALIFIED 
PROCESSES OF 
DRILLING AND 
FASTENING EQUIPMENT 
AND PROCESSES 

WHERE STRUCTURE 
WILL NOT BE 
DISASSEMBLED AFTER 
DRILLING TO CLEAN 

AND DEBURR 
INTERFACES FOR 
SPIRIT AEROSYSTEMS 

19-DEC-2019 

DCNPSO-006480_01
Engineering Order to 

BSS7134-5 Rev - 

01 BSS7134-5 DOCUMENT 
CHANGE NOTICE 

19-DEC-2019 

BSS7134-6 - LISTING OF QUALIFIED 
PROCESSES OF 
DRILLING AND 
FASTENING EQUIPMENT 

AND PROCESSES 
WHERE STRUCTURE 
WILL NOT BE 
DISASSEMBLED AFTER 
DRILLING TO CLEAN 

AND DEBURR 

19-DEC-2019 
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INTERFACES FOR 
SUBARU CORPORATION 

DCNPSO-006481_01
Engineering Order to 

BSS7134-6 Rev - 

01 BSS7134-6 DOCUMENT 
CHANGE NOTICE 

19-DEC-2019 

BSS7134-7 - LISTING OF QUALIFIED 
PROCESSES OF 
DRILLING AND 

FASTENING EQUIPMENT 
AND PROCESSES 
WHERE STRUCTURE 
WILL NOT BE 
DISASSEMBLED AFTER 

DRILLING TO CLEAN 
AND DEBURR 
INTERFACES FOR SAAB 
MANUFACTURING 

19-DEC-2019 

DCNPSO_006482_01

Engineering Order to 
BSS7134-7 Rev - 

01 BSS7134-7 DOCUMENT 

CHANGE NOTICE 

19-DEC-2019 

BSS7134-8 A LISTING OF QUALIFIED 
PROCESSES OF 

DRILLING AND 
FASTENING EQUIPMENT 
AND PROCESSES 
WHERE STRUCTURE 
WILL NOT BE 

DISASSEMBLED AFTER 
DRILLING TO CLEAN 
AND DEBURR 
INTERFACES FOR 
MITSUBISHI HEAVY 

INDUSTRIES 

23-JUN-2020 

DCNPSO-012973_01
Engineering Order to 
BSS7134-8 Rev A 

01 BSS7134-8 DOCUMENT 
CHANGE NOTICE 

23-JUN-2020 

BSS7135 - QUALIFICATION OF 

PROCESSORS TO 
PERFORM SOL-GEL 
SURFACE PREPARATION 
AND SUBSEQUENT 

STRUCTURAL BONDING 

22-OCT-2018 

DCNPSO_005921_01
Engineering Order to 
BSS7135 Rev - 

01 BSS7135 DOCUMENT 
CHANGE NOTICE 

22-OCT-2018 

BSS7135-1 A LISTING OF QUALIFIED 

PROCESSORS TO 
PERFORM SOL-GEL 
SURFACE PREPARATION 
AND SUBSEQUENT 
STRUCTURAL BONDING 

28-JAN-2019 

DCNPSO_006903_01
Engineering Order to 
BSS7135-1 Rev A 

01 BSS7135-1 DOCUMENT 
CHANGE NOTICE 

28-JAN-2019 

BSS7136 - QUALIFICATION AND 

TESTING 
REQUIREMENTS FOR 
BAC5353 

18-JUN-2019 

DCNPSO_006158_01
Engineering Order to 

BSS7136 Rev - 

01 BSS7136 DOCUMENT 
CHANGE NOTICE 

18-JUN-2019 

BSS7136-1 - LISTING OF QUALIFIED 
PROCESSORS AND 
PARTS FOR BAC5353 

18-JUN-2019 

DCNPSO_006157_01

Engineering Order to 
BSS7136-1 Rev - 

01 BSS7136-1 DOCUMENT 

CHANGE NOTICE 

18-JUN-2019 

BSS7137 - QUALIFICATION OF 
AUTOMATED AND SEMI 
AUTOMATED SEALING 

29-OCT-2018 
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PROCESS, TOOL, 
AND/OR EQUIPMENT 

DCNPSO_005991_01
Engineering Order to 

BSS7137 Rev - 

01 BSS7137 DOCUMENT 
CHANGE NOTICE 

29-OCT-2018 

BSS7137-1 B LISTING OF QUALIFIED 
PROCESSORS, TOOLS, 
AND EQUIPMENT FOR 

AUTOMATED AND SEMI 
AUTOMATED SEALING 

04-AUG-2020 

DCNPSO-013253_01
Engineering Order to 
BSS7137-1 Rev B 

01 BSS7137-1 DOCUMENT 
CHANGE NOTICE 

04-AUG-2020 

BSS7139 - MANUFACTURING 
PROCESS CONTROL 
DOCUMENT 
REQUIREMENTS FOR 
BAC5657 PROCESSING 

31-OCT-2019 

DCNPSO_010772_01
Engineering Order to 
BSS7139 Rev - 

01 BSS7139 DOCUMENT 
CHANGE NOTICE 

31-OCT-2019 

BSS7140 - COMMON 

QUALIFICATION 
REQUIREMENTS FOR 
RESIN INFUSION 
PROCESSORS 

18-JUN-2019 

DCNPSO_006822_01

Engineering Order to 
BSS7140 Rev - 

01 BSS7140 DOCUMENT 

CHANGE NOTICE 

18-JUN-2019 

BSS7142 - QUALIFICATION OF 
SOURCES FOR PARTS 
FABRICATED BY 

ADDITIVE 
MANUFACTURING 

04-JUN-2020 

DCNPSO_012332_01
Engineering Order to 
BSS7142 Rev - 

01 BSS7142 DOCUMENT 
CHANGE NOTICE 

04-JUN-2020 

BSS7143 - REPAIR PROCEDURES 
FOR FINISHES AND 
COATINGS 

23-JUL-2020 

DCNPSO_010545_01

Engineering Order to 
BSS7143 Rev - 

01 BSS7143 DOCUMENT 

CHANGE NOTICE 

23-JUL-2020 

BSS7147 - THERMAL PROFILE 
REQUIREMENTS FOR 
ALTERNATIVE CURE 

PROCESSES OF 
COMPOSITE 
STRUCTURE 

17-SEP-2020 

DCNPSO_012881_01
Engineering Order to 

BSS7147 Rev - 

01 BSS7147 DOCUMENT 
CHANGE NOTICE 

17-SEP-2020 

BSS7149 - BACS13DN FIBER OPTIC 
SPLICE ASSEMBLIES 

30-JUL-2020 

DCNPSO-012921_01
Engineering Order to 

BSS7149 Rev - 

01 BSS7149 DOCUMENT 
CHANGE NOTICE 

30-JUL-2020 

BSS7150 - QUALIFICATION OF 
MANUAL, SEMI-
AUTOMATED, AND 

AUTOMATED 
EQUIPMENT, 
MACHINES, AND 
PROCESSES FOR 
AIRCRAFT STRUCTURE 

ASSEMBLY 

30-SEP-2020 

DCNPSO_013047_01
Engineering Order to 
BSS7150 Rev - 

01 BSS7150 DOCUMENT 
CHANGE NOTICE 

30-SEP-2020 

BSS7150-1 - 30-SEP-2020 
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LISTING OF QUALIFIED 
MANUAL, SEMI-
AUTOMATED, AND 
AUTOMATED 

EQUIPMENT, 
MACHINES, AND 
PROCESSES FOR 
AIRCRAFT STRUCTURE 

ASSEMBLY 
DCNPSO_013048_01
Engineering Order to 
BSS7150-1 Rev - 

01 BSS7150-1 DOCUMENT 
CHANGE NOTICE 

30-SEP-2020 

BSS7153 - THERMAL SPRAY REPAIR 

OF EXTERIOR CLAD 
ALUMINUM SKINS 

18-MAR-2021 

DCNPSO-013863_01
Engineering Order to 
BSS7153 Rev - 

01 BSS7153 DOCUMENT 
CHANGE NOTICE 

18-MAR-2021 

BSS7201 B FATIGUE, LAP, 
ADHESIVE BOND 

14-AUG-1987 

BSS7202 E SHEAR, LAP, ADHESIVE 
BOND 

31-JUL-2014 

BSS7204 B CREEP, LAP, ADHESIVE 

BONDED 

07-JUN-1989 

BSS7205 B TENSION, FLATWISE, 
ADHESIVE BONDED 

04-APR-1994 

BSS7206 F PEEL, METAL-TO-METAL, 
ADHESIVE BONDED 

15-JUN-2004 

BSS7207 D PEEL, HONEYCOMB, 

ADHESIVE BONDED 

17-AUG-2004 

BSS7208 B CRACK EXTENSION 
FORCE, ADHESIVE 
EVALUATION 

19-NOV-1998 

BSS7209 A ENVIRONMENTAL 

EXPOSURE: HUMIDITY: 
SUSTAINED STRESS, 
LAP, ADHESIVE 
BONDED 

14-OCT-1988 

BSS7210 A ENVIRONMENTAL 
EXPOSURE, SALT SPRAY 

07-JUN-1989 

BSS7211 A ENVIRONMENTAL 
EXPOSURE, HIGH 
HUMIDITY 

07-JUN-1989 

BSS7212 A ENVIRONMENTAL 
EXPOSURE, FLUIDS 

03-JUL-1989 

BSS7216 B SOLIDS CONTENT AND 
VOLATILES CONTENT 

16-OCT-2014 

BSS7217 C AIR CLEANLINESS, 
SHOP COMPRESSED AIR 

25-MAR-1999 

BSS7219 E INTERGRANUAL 
ATTACK, TEST METHOD 

30-APR-2014 

BSS7220 A CORROSION CURRENT 
TEST METHOD 

12-FEB-1987 

BSS7221 H HARDNESS, TEST 

METHOD 

19-MAR-1996 

BSS7222 D EFFECT OF ADHESIVE 
TAPE ON TITANIUM 
ALLOYS 

18-OCT-2013 

BSS7223 B PREBOND MASKING 
TAPE SUITABILITY 

29-SEP-1989 
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BSS7224 B EFFECT OF MATERIAL 
ON ACRYLIC PLASTICS 

20-JUL-1988 

BSS7225 L ADHESION, TAPE TEST 08-DEC-2020 

BSS7226 D FLOW TEST FOR 
ADHESIVES/SEALANTS 

23-MAY-2019 

DCNPSO_008495_01
Engineering Order to 

BSS7226 Rev D 

01 BSS7226 DOCUMENT 
CHANGE NOTICE 

23-MAY-2019 

BSS7229 A HYDROLYTIC STABILITY 
(REVERSION 
RESISTANCE), HIGH 

HUMIDITY, ELEVATED 
TEMPERATURE, TEST 
METHOD 

23-MAY-1988 

BSS7230 H DETERMINATION OF 
FLAMMABILITY 

PROPERTIES OF 
AIRCRAFT MATERIALS 

29-JUL-1994 

BSS7231 C CRAZING TEST METHOD 09-JUN-1988 

BSS7232 D LOW TEMPERATURE 

RESISTANCE COLD 
BEND TEST METHOD 

14-JAN-2016 

BSS7233 D WEAR TEST FOR SOLID 
BONDED LUBRICANTS 

23-JUL-2012 

BSS7234 D VISCOSITY, ZAHN 15-MAY-2019 

DCNPSO_008540_01
Engineering Order to 
BSS7234 Rev D 

01 BSS7234 DOCUMENT 
CHANGE NOTICE 

15-MAY-2019 

BSS7235 B ADHESION TEST 

METHOD, PLATING 

03-NOV-1987 

BSS7236 A VISCOSITY, ELEVATED 
TEMPERATURE, HOT 
MELT ADHESIVES 

11-AUG-1988 

BSS7237 A CORE BEAM SHEAR AND 

FLEXURE TESTS, 
HONEYCOMB 
SANDWICH 

12-JUL-1988 

BSS7238 C TEST METHOD FOR 
SMOKE GENERATION BY 

MATERIALS ON 
COMBUSTION 

26-JUN-1997 

BSS7239 A TEST METHOD FOR 
TOXIC GAS 
GENERATION BY 

MATERIALS ON 
COMBUSTION 

18-JAN-1988 

BSS7241 A METALLOGRAPHIC 
INSPECTION 

PROCEDURE FOR 
CIRCUIT BOARDS 

01-FEB-1988 

BSS7242 A DETERMINATION OF 
THE CONCENTRATION 
OF CYANIDE, 

CHLORIDE, AND 
FLOURIDE IONS IN 
SOLUTIONS FROM 
COMBUSTION 

16-NOV-1989 

BSS7245 D PHOSPHORIC ACID 

ANODIZING 

03-AUG-1993 
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SOLUTIONS, ANALYSIS 
OF 

BSS7246 B HYDROGEN 
EMBRITTLEMENT TEST 

05-AUG-1987 

BSS7247 A ALKALINE RESIDUE 
DETECTION, AIRCRAFT 
EXTERIOR SURFACES, 
PRIOR TO PAINTING 

12-JUL-1989 

BSS7248 C PAINT ADHESION, 

PORTABLE BUTTON 
TESTER, AIRCRAFT 
EXTERIOR 

23-OCT-2014 

BSS7249 B SALT SPRAY (FOG) 
TESTING 

14-OCT-2015 

BSS7250 B HUMIDITY TEST, 
CONDENSING 

05-FEB-2015 

BSS7251 B NONVOLATILE CONTENT 
ORGANIC SOLVENTS 
AND DILUENTS 

16-OCT-2014 

BSS7252 C NONVOLATILE 
CONTENT, ORGANIC 
FINISHES 

25-SEP-2019 

DCNPSO-010728_01
Engineering Order to 

BSS7252 Rev C 

01 BSS7252 DOCUMENT 
CHANGE NOTICE 

25-SEP-2019 

BSS7253 B ACCELERATED 
WEATHERING 
ENCLOSED TWIN 

CARBON ARC 

28-JUL-2014 

BSS7255 C WEIGHT PER GALLON, 
LIQUIDS, SEMI-
VISCOUS 

15-MAY-2019 

DCNPSO_008339_01

Engineering Order to 
BSS7255 Rev C 

01 BSS7255 DOCUMENT 

CHANGE NOTICE 

15-MAY-2019 

BSS7256 C HIDING POWER, 
ORGANIC COATINGS 

05-AUG-2019 

DCNPSO-009302_01

Engineering Order to 
BSS7256 Rev C 

01 BSS7256 DOCUMENT 

CHANGE NOTICE 

05-AUG-2019 

BSS7257 C PEEL TEST, SEALANT 30-OCT-2012 

BSS7258 A CORROSION, FILIFORM 11-NOV-1987 

BSS7259 A SEALANT TESTING 07-JUN-1989 

BSS7260 C ADVANCED COMPOSITE 
COMPRESSION TESTS 

23-DEC-1988 

BSS7261 B LOW TEMPERATURE 

FLEXIBILITY 

29-MAR-2011 

BSS7262 B THERMAL 
TRANSMISSIVITY 

22-DEC-1992 

BSS7263 D HARDNESS TEST, 
PENCIL METHOD 

09-JAN-2020 

DCNPSO_011502_01
Engineering Order to 
BSS7263 Rev D 

01 BSS7263 DOCUMENT 
CHANGE NOTICE 

09-JAN-2020 

BSS7264 A TEST FOR CORROSIVE 
EFFECTS OF PERMEABLE 

20-NOV-1987 
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FABRICS (TUBE 
METHOD) 

BSS7265 A DIMENSIONAL 
STABILITY OF 

UPHOLSTERY AND 
DRAPERY TEXTILE 
MATERIALS 

30-APR-1987 

BSS7266 B TEST FOR CORROSIVE 

PROPERTIES OF FABRIC 

17-DEC-2014 

BSS7267 D APPLICATION TIME 17-JUL-2020 

DCNPSO-013066_01
Engineering Order to 
BSS7267 Rev D 

01 BSS7267 DOCUMENT 
CHANGE NOTICE 

17-JUL-2020 

BSS7268 B SMOKE STAIN TEST 18-SEP-1995 

BSS7269 A DENSITY 
MEASUREMENT FOR 
ADVANCED 

COMPOSITES 

06-SEP-1988 

BSS7270 A VOLUME SHRINKAGE 
TEST 

08-DEC-1992 

BSS7271 C IMPACT RESISTANCE 
AND SCRATCHED, 

REVERSE IMPACT 
RESISTANCE (DROPPED 
WEIGHT TEST) 

23-APR-1993 

BSS7272 C LAP SHEAR, SEALANTS 15-OCT-2012 

BSS7273 E GIP INTERLAMINAR 
FRACTURE TOUGHNESS 
FIBER-REINFORCED 
COMPOSITES 

09-MAY-2018 

DCNPSO-004908_01
Engineering Order to 
BSS7273 Rev E 

01 BSS7273 DOCUMENT 
CHANGE NOTICE 

09-MAY-2018 

BSS7274 C NONVOLATILE 
CONTENT, SEALANTS, 

TEST FOR 

05-JUL-2019 

DCNPSO_009028_01
Engineering Order to 
BSS7274 Rev C 

01 BSS7274 DOCUMENT 
CHANGE NOTICE 

05-JUL-2019 

BSS7275 A COMPRESSION - 

DEFLECTION, TEST 
METHOD FOR 

12-NOV-1992 

BSS7276 B GEL TIME, PREPREG, 
TEST METHOD FOR 
DETERMINATION OF 

07-JUN-1990 

BSS7278 D TACK-FREE TIME 
TESTING OF SEALANTS 

27-JUN-2019 

DCNPSO_009193_01
Engineering Order to 
BSS7278 Rev D 

01 BSS7278 DOCUMENT 
CHANGE NOTICE 

27-JUN-2019 

BSS7279 A SOIL TESTER TEST 23-SEP-1987 

BSS7281 A THERMAL SHOCK TEST 22-JUN-1988 

BSS7285 A CORROSION TEST 

(RUBBER) 

03-NOV-1987 

BSS7286 F STATISTICAL PROCESS 
CONTROL OF 
DESIGNATED 

29-OCT-2018 
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ENGINEERING 
CHARACTERISTICS 

DCNPSO_005915_01
Engineering Order to 

BSS7286 Rev F 

01 BSS7286 DOCUMENT 
CHANGE NOTICE 

29-OCT-2018 

BSS7287 B CLEANABILITY OF 
DRAPERY AND 
UPHOLSTERYTEXTILE 

MATERIALS 

23-SEP-1987 

BSS7288 D SQUEEZE-OUT LIFE 
TEST 

10-APR-2020 

DCNPSO-011756_01
Engineering Order to 

BSS7288 Rev D 

01 BSS7288 DOCUMENT 
CHANGE NOTICE 

10-APR-2020 

BSS7290 C HEAT RESISTANCE, 
SEALANTS, TEST FOR 

19-NOV-2020 

DCNPSO-014073_01
Engineering Order to 

BSS7290 Rev C 

01 BSS7290 DOCUMENT 
CHANGE NOTICE 

19-NOV-2020 

BSS7291 B TEST FOR CORROSION 
OF SEALANT COATED 
METAL SURFACES 

17-MAY-2011 

BSS7294 A SPHERICAL BEARINGS 

RADIAL PLAY TEST 
METHOD 

08-JUN-1987 

BSS7296 B RESISTANCE TO 
MARRING, TAPE TEST 

26-MAY-2016 

BSS7298 A DETERMINATION OF 

MOLECULAR WEIGHT BY 
LIQUID 
CHROMATOGRAPHY 

03-DEC-1987 

BSS7299 A TEST FOR LACK OF 
CHROME PLATE ON 

STEEL 

28-APR-1988 

BSS7300 B CARPET WEAR TEST 
FOOD/BEVERAGE CART 
METHOD 

04-SEP-2012 

BSS7302 A SEAT WEAR TEST FOR 

UPHOLSTERY FABRICS 
AND FIREBLOCKING 
LAYERS 

12-JUL-1988 

BSS7303 D AIRCRAFT SEAT 

CUSHIONS, 
DETERMINATION OF 
FIRE RESISTANCE OF 

10-MAR-2005 

BSS7304 A DETERMINATION OF 
SURFACE 

FLAMMABILITY OF 
MATERIALS USING A 
RADIANT HEAT ENERGY 
SOURCE 

09-JUN-1988 

BSS7305 B HIGH PERFORMANCE 

LIQUID 
CHROMATOGRAPHY - 
REVERSE PHASE 
METHOD 

30-AUG-2007 

BSS7306 A BURNTHROUGH, 
MATERIALS' 
RESISTANCE TO, 
DETERMINATION OF 

26-AUG-1988 

BSS7307 A DETERMINATION OF 

THERMAL PROPERTIES 
GLASS TRANSITION 
TEMPERATURE AND 
HEAT OF REACTION 

14-OCT-1988 

8-1

Departure to BSS7307 

DETERMINATION OF 

THERMAL PROPERTIES 
GLASS TRANSITION 

21-MAY-2002 
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TEMPERATURE AND 
HEAT OF REACTION 

BSS7308 A CROSS SECTION AND 
PHOTOMICROGRAPHIC 
EVALUATION OF 
ADVANCED 
COMPOSITES 

29-APR-1988 

BSS7309 A MOISTURE 
DETERMINATION IN 
RESIN-FABRIC 
COMPOSITE MATERIALS 

28-JAN-1988 

BSS7310 A DIMENSIONAL 

STABILITY OF CARPETS, 
TEST METHOD FOR 

09-JAN-1990 

BSS7311 B ELECTROSTATIC 
PROPENSITY, TEST 

METHOD FOR 

25-FEB-2002 

BSS7312 A SOUND ATTENUATION, 
TEST METHOD FOR 

16-NOV-1989 

BSS7313 B EDGE BINDING 
STRENGTH, TEST 
METHOD FOR 

23-JAN-2006 

BSS7314 B DETECTION OF 
ALUMINUM-LITHIUM 
ALLOYS 

29-JAN-2013 

BSS7315 A RADIANT HEAT 

RESISTANCE OF ESCAPE 
SLIDE MATERIALS 

21-DEC-1989 

BSS7316 B CARPET 
CONSTRUCTION, TEST 
METHOD FOR 

25-FEB-2002 

BSS7319 A COLOR MEASUREMENTS 
OF COATINGS, 
SPECTROPHOTOMETRIC 

20-NOV-1987 

BSS7320 A TENSILE TESTING OF 
COMPOSITES 

26-JAN-1989 

BSS7321 G HYDROGEN DETECTION 
INSTRUMENT TEST 
METHOD 

25-AUG-2017 

DCNPSO-002144_01
Engineering Order to 

BSS7321 Rev G 

01 BSS7321 DOCUMENT 
CHANGE NOTICE 

25-AUG-2017 

BSS7322 B OHIO STATE 
UNIVERSITY 
CALORIMETER HEAT 

RELEASE, 
DETERMINATION OF 

27-JUN-2013 

BSS7323 ORG CARGO LINER 
MATERIAL, 
DETERMINATION OF 

FIRE RESISTANCE 

22-DEC-1986 

BSS7324 L PROCEDURE FOR 
TESTING ELECTRICAL 
WIRE AND CABLE 

04-APR-2018 

DCNPSO_004217_01

Engineering Order to 
BSS7324 Rev L 

01 BSS7324 DOCUMENT 

CHANGE NOTICE 

04-APR-2018 

BSS7325 B GRAVIMETRIC METHOD 
FOR DETERMINING THE 
PERCENT HYDRATION 

OF SEALED ANODIC 
COATINGS 

22-JAN-2013 

BSS7326 A IMPACT TESTING OF 
FIBER REINFORCED 

PLASTIC LAMINATES 

14-JUL-2000 

BSS7327 ORG 25-AUG-1986 
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Sonodur and Microdur 
Hardness Testing of 
Case Hardened Steel 
Parts 

BSS7328 A SANDBLAST TEST 
(EROSION) 

12-NOV-1992 

BSS7330 ORG SHRINKAGE OF 
THERMOPLASTIC 
SHEET, 

DETERMINATION OF 

29-SEP-1989 

BSS7331 A APPLICATION TIME, 
SMALL SCALE 
EXTRUSION RATE TEST 

09-NOV-1992 

BSS7333 B AIR CONTENT OF 
SEALANTS 

26-JUN-2019 

DCNPSO_009060_01
Engineering Order to 
BSS7333 Rev B 

01 BSS7333 DOCUMENT 
CHANGE NOTICE 

26-JUN-2019 

BSS7335 D RESIN FLOW OF 
PREPREG FABRIC AND 
TAPE, TEST METHODS 
FOR 

08-MAY-2015 

BSS7336 A RESIN CONTENT AND 

FIBER AREAL WEIGHT 
OF PREPREG FABRIC 
AND TAPE, TEST 
METHODS FOR 

15-JAN-1996 

BSS7337 C VOLATILE CONTENT OF 

PREPREG FABRIC AND 
TAPE, TEST METHODS 
FOR 

27-MAR-2015 

BSS7338 ORG POWERPLANT FLAME 

PENETRATION TEST 

25-JAN-1993 

BSS7339 B SOLDERING (HAND) 
AND DESOLDERING 
DEVICES, TEST 
METHODS 

20-MAR-2014 

BSS7341 B PART/TOOL THERMAL 

PROFILING PROCEDURE 

02-SEP-2016 

BSS7343 F NONDESTRUCTIVELY 
DETERMINING 
PRESENCE OF NON-
VISIBLE COATING, TEST 

METHOD USING 
RESISTANCE PROBE 

17-FEB-2015 

BSS7345 A CORROSION TEST, 
ACCELERATED, USING 

ELECTROCHEMICAL 
METHOD 

09-JUN-1999 

BSS7346 C FASTENER SYSTEMS, 
FLUID TIGHT, TESTING 
OF 

22-JUL-2009 

BSS7347 ORG ACID NUMBER OF 
AIRCRAFT ENGINE OIL 
BY pH TITRATION, TEST 
METHOD FOR 

11-NOV-1992 

BSS7348 A RATE TESTING 

PROCEDURE FOR 
CHEMICAL REMOVAL OF 
METAL 

06-DEC-2012 

BSS7349 B SCREW THREAD 

INSPECTION 

22-OCT-2010 

BSS7350 F ROCKWELL HARDNESS 
TESTING PROCEDURES 

11-JUN-2019 

01 11-JUN-2019 
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DCNPSO_005071_01
Engineering Order to 
BSS7350 Rev F 

BSS7350 DOCUMENT 
CHANGE NOTICE 

BSS7351 G EDDY CURRENT 

ELECTRICAL 
CONDUCTIVITY - 
DIRECT READING 
METHOD 

22-APR-2020 

DCNPSO-010274_01
Engineering Order to 
BSS7351 Rev G 

01 BSS7351 DOCUMENT 
CHANGE NOTICE 

22-APR-2020 

BSS7352 ORG STRAIN RATE 
SENSITIVITY AT 

ELEVATED 
TEMPERATURES, TEST 
METHODS FOR 

24-FEB-1995 

BSS7355 ORG BARCOL HARDNESS OF 
COMPOSITES AT AN 

ELEVATED 
TEMPERATURE, TEST 
METHODS FOR 

19-SEP-1995 

BSS7356 D PERFORMANCE TESTS 

FOR PART MARKING 
MATERIALS 

11-FEB-2019 

DCNPSO-007012_01
Engineering Order to 
BSS7356 Rev D 

01 BSS7356 DOCUMENT 
CHANGE NOTICE 

11-FEB-2019 

BSS7357 ORG THERMAL/ACOUSTIC 
INSULATION BLANKET 
COVERING, 
DETERMINATION OF 
RESISTANCE TO FIRE 

PROPAGATION 

10-MAR-1997 

BSS7358 ORG THERMAL/ACOUSTIC 
INSULATION 
FIBERGLASS BATTING, 
DETERMINATION OF 

RESISTANCE TO FIRE 
PROPAGATION 

05-AUG-1997 

BSS7360 ORG CARBON FIBER 
CRYSTALLINITY BY 

LIGHT MICROSCOPY 

10-JUN-1998 

BSS7363 A COMPATIBILITY TESTS 
FOR ULTRASONIC 
COUPLANTS 

06-MAY-2015 

BSS7364 ORG FIBER-TO-MATRIX 

ADHESION, 
INDENTATION TEST 

18-JUL-2001 

BSS7365 F FLAMMABILITY AND 
FLAME PROPAGATION 
CHARACTERISTICS OF 

THERMAL/ACOUSTIC 
INSULATION 
MATERIALS, 
DETERMINATION OF 

02-DEC-2014 

BSS7366 ORG MEASUREMENT SYSTEM 
TO INSPECT METAL 
SURFACES AFTER 
ABRASIVE METAL 
REMOVAL PROCESS 

19-DEC-2002 

BSS7367 ORG TEST METHOD FOR 
TENSILE PROPERTIES 
OF POLYMERIC MATRIX 
COMPOSITES 

22-AUG-2002 

BSS7369 ORG GENERAL TEST 

REQUIREMENTS FOR 
POLYMERIC MATRIX 
COMPOSITE COUPON 
TESTING 

12-DEC-2002 

BSS7370 ORG SWAGE MACHINE 

PRESSURE 

23-NOV-2005 
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DETERMINATION AND 
VALIDATION FOR 
ELASTOMERIC SWAGED 
FITTING JOINTS 

BSS7371 ORG SWAGE MACHINE 
TORQUE OR PRESSURE 
DETERMINATION AND 
VALIDATION FOR 

ROLLER AND 
ELASTOMERIC SWAGED 
FERRULE JOINTS 

23-NOV-2005 

BSS7373 ORG CONDITION IN 
CONTAINER OF LIQUID 

ORGANIC COATING 
COMPONENTS 

26-JUN-2013 

BSS7377 - STANDARD BUBBLE 
TEST TO EVALUATE 
BUBBLING RISKS ON 

DECORATIVE SURFACES 

21-DEC-2017 

DCNPSO_003323_01
Engineering Order to 
BSS7377 Rev - 

01 BSS7377 DOCUMENT 
CHANGE NOTICE 

21-DEC-2017 

BSS7378 - QUALIFICATION OF 
MACHINED FROM 
SOLIDS DUCTING 

20-DEC-2019 

DCNPSO_009719_01
Engineering Order to 

BSS7378 Rev - 

01 BSS7378 DOCUMENT 
CHANGE NOTICE 

20-DEC-2019 

BSS7380 A METHOD FOR THE 
DETERMINATION OF 
ISOCYANATE CONTENT 
IN URETHANE CURING 

SOLUTIONS 

27-MAR-2015 

BSS7382 A METHOD FOR 
DETERMINING 
RHEOLOGICAL 
PROPERTIES OF 

COATINGS 

24-JUN-2019 

DCNPSO_008527_01
Engineering Order to 
BSS7382 Rev A 

01 BSS7382 DOCUMENT 
CHANGE NOTICE 

24-JUN-2019 

BSS7383 ORG ELEVATED 
TEMPERATURE 
CONSTANT STRAIN 
RATE PULL TEST 

13-JUL-2004 

BSS7384 A METHOD FOR 

EVALUATING TOOL 
MATERIALS FOR USE 
ON UNPAINTED CLAD 
ALUMINUM 

06-MAR-2014 

BSS7386 ORG CARPET TAPE PEEL TEST 

TO EVALUATE FLOOR 
PANEL FACE SKIN 
ADHESION 

30-OCT-2009 

BSS7387 E BURNTHROUGH 

RESISTANCE OF 
THERMAL/ACOUSTIC 
INSULATION 
MATERIALS, 
DETERMINATION OF 

10-OCT-2017 

DCNPSO_002599_01
Engineering Order to 
BSS7387 Rev E 

01 BSS7387 DOCUMENT 
CHANGE NOTICE 

10-OCT-2017 

BSS7390 A SO2/XENON 
ALTERNATING 

EXPOSURE TESTING 

15-DEC-2015 

BSS7391 B ADHESION, WATER 
DROP IMPACT JET TEST 

11-JUN-2019 

01 BSS7391 DOCUMENT 
CHANGE NOTICE 

11-JUN-2019 
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DCNPSO-008752_01
Engineering Order to 
BSS7391 Rev B 
BSS7392 B DETERMINATION OF 

DYNAMIC COEFFICIENT 
OF FRICTION 

02-JUL-2014 

BSS7393 A WHIRLING ARM RAIN 
EROSION TEST 

01-OCT-2015 

BSS7394 C THERMAL MOISTURE 

CYCLING 

03-FEB-2020 

DCNPSO-011109_01
Engineering Order to 
BSS7394 Rev C 

01 BSS7394 DOCUMENT 
CHANGE NOTICE 

03-FEB-2020 

BSS7395 A DETECTION OF 

PINHOLES, THIN 
SPOTS, AND OTHER 
DISCONTINUITIES ON 
APPLIED DIELECTRIC 

COVERINGS 

28-OCT-2015 

BSS7396 B NEAR INFRARED 
COATING WEIGHT 
MEASUREMENT ON 
COMPOSITE MATERIALS 

08-JAN-2013 

BSS7398 B LOOP RESISTANCE TEST 
PROCEDURE 

23-OCT-2020 

DCNPSO_013847_01
Engineering Order to 
BSS7398 Rev B 

01 BSS7398 DOCUMENT 
CHANGE NOTICE 

23-OCT-2020 

BSS7399 F FOREIGN OBJECT 
DEBRIS (FOD) 
MEASUREMENT FOR 
INTEGRAL FUEL TANK 

20-APR-2020 

DCNPSO-012261_01

Engineering Order to 
BSS7399 Rev F 

01 BSS7399 DOCUMENT 

CHANGE NOTICE 

20-APR-2020 

BSS7400 C REQUIREMENTS FOR 
BOLTS WITH 
PERMANENTLY 

MOUNTED ULTRASONIC 
TRANSDUCERS 

22-FEB-2018 

DCNPSO-003905_01
Engineering Order to 

BSS7400 Rev C 

01 BSS7400 DOCUMENT 
CHANGE NOTICE 

22-FEB-2018 

BSS7401 B FIBER OPTIC LOSS 
TESTING PROCEDURE 

28-NOV-2007 

BSS7402 B DYNAMIC 
PERFORMANCE TEST 

FOR SEALANT 

17-AUG-2016 

BSS7403 ORG MORTORQ RECESS, 
INSPECTION 
PROCEDURE FOR 

12-JAN-2007 

BSS7404 B TEST METHODS FOR 

QUALIFYING 
PROCESSING AIDS FOR 
FABRICATING 
COMPOSITE PARTS 

11-FEB-2021 

DCNPSO-014068_01

Engineering Order to 
BSS7404 Rev B 

01 BSS7404 DOCUMENT 

CHANGE NOTICE 

11-FEB-2021 

BSS7405 A PROCEDURES AND 
EQUIPMENT FOR THE 

MEASUREMENT OF 
INSTALLED FASTENER 
CHARACTERISTICS 

18-JUN-2020 

DCNPSO-012695_01
Engineering Order to 

BSS7405 Rev A 

01 BSS7405 DOCUMENT 
CHANGE NOTICE 

18-JUN-2020 
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BSS7407 A GAS CHROMATOGRAPHY 10-AUG-2011 

BSS7409 ORG TEST METHODS FOR 
MOISTURE CONTENT 

VERIFICATION 

30-JAN-2009 

BSS7412 A QUALIFICATION OF 
ULTRASONIC 
INSPECTION 
EQUIPMENT FOR 

COMPOSITE PARTS 

23-MAY-2016 

BSS7413 A NON-DESTRUCTIVE 
THICKNESS 
MEASUREMENT OF 

NON-CONDUCTIVE 
COATINGS APPLIED TO 
FERROUS AND NON-
FERROUS METAL 
ALLOYS 

18-OCT-2018 

DCNPSO-005791_01
Engineering Order to 
BSS7413 Rev A 

01 BSS7413 DOCUMENT 
CHANGE NOTICE 

18-OCT-2018 

BSS7416 ORG ABRASION RESISTANCE 
TEST FOR 

TRANSPARENT 
COATINGS, TABER 
ABRASION TEST 

08-SEP-2010 

BSS7417 ORG ABRASION RESISTANCE 

TEST FOR 
TRANSPARENT 
COATINGS, FALLING 
SAND TEST 

08-SEP-2010 

BSS7418 ORG SIMULTANEOUS 

THERMAL AND STRESS 
CYCLING FOR DURABLE 
TRANSPARENT 
COATINGS 

29-MAR-2011 

BSS7419 ORG WIPER ABRASION 

TESTING FOR 
HYDROPHOBIC 
COATINGS 

13-JUN-2011 

BSS7420 ORG METHOD TO DETERMINE 
THE K-FACTOR OF 

COATED AND 
UNCOATED PLASTICS 

13-JUN-2011 

BSS7421 ORG Elongation Testing of 
Transparent Coatings on 

Polymeric Substrates 

13-JUN-2011 

BSS7422 A LAMINAR FLOW 
COATING DEFECT AND 
PAINT EDGE PROFILE 
MEASUREMENT 

21-NOV-2012 

BSS7423 A BARKHAUSEN 
INSPECTION OF STEEL 
FOR THERMAL DAMAGE 

16-MAR-2015 

6-1
Departure to BSS7423 

BARHAUSEN 
INSPECTION OF STEEL 

FOR THERMAL DAMAGE 

01-FEB-2016 

BSS7424 ORG ION CHROMATOGRAPHY 23-OCT-2012 

BSS7425 A Volume Conductivity 
Measurement Methods 

for Carbon Fiber 
Reinforced Plastics 

19-MAR-2015 

BSS7431 - DESTRUCTIVE 
THICKNESS 
MEASUREMENT OF 

COATINGS OVER 
NONMETALLIC 
SUBSTRATES 

05-SEP-2019 
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DCNPSO_003644_01
Engineering Order to 
BSS7431 Rev - 

01 BSS7431 DOCUMENT 
CHANGE NOTICE 

05-SEP-2019 

BSS7432 - EVALUATION OF 

AIRPLANE 
MAINTENANCE 
MATERIALS 

28-MAY-2019 

DCNPSO_008427_01

Engineering Order to 
BSS7432 Rev - 

01 BSS7432 DOCUMENT 

CHANGE NOTICE 

28-MAY-2019 

BSS7433 - BOEING TEST METHOD 
FOR AMINE-BASED 
COATING COMPONENTS 

05-JUN-2019 

DCNPSO_008593_01
Engineering Order to 
BSS7433 Rev - 

01 BSS7433 DOCUMENT 
CHANGE NOTICE 

05-JUN-2019 

BSS7434 - CHEMICAL 
COMPATIBILITY OF 

CLEANING PRODUCTS 
AND INTERIOR 
PARTS/MATERIALS OF 
COMMERCIAL 

TRANSPORT AIRCRAFT 

04-JUN-2019 

DCNPSO_008740_01
Engineering Order to 
BSS7434 Rev - 

01 BSS7434 DOCUMENT 
CHANGE NOTICE 

04-JUN-2019 

6-1

Departure to BSS7434 

CHEMICAL 

COMPATIBILITY OF 
CLEANING PRODUCTS 
AND INTERIOR 
PARTS/MATERIALS OF 
COMMERCIAL 

TRANSPORT AIRCRAFT 

07-APR-2020 

BSS7435 - PERFORMANCE TESTS 
FOR INTERIOR 
DECORATIVE SPECIAL 
EFFECT PIGMENTS 

04-SEP-2020 

DCNPSO-013105_01
Engineering Order to 
BSS7435 Rev - 

01 BSS7435 DOCUMENT 
CHANGE NOTICE 

04-SEP-2020 

BSS7436 - DESTRUCTIVE 

THICKNESS 
MEASUREMENT OF 
COATINGS OVER 
NONMETALLIC 
SUBSTRATES 

30-JUL-2020 

DCNPSO-013188_01
Engineering Order to 
BSS7436 Rev - 

01 BSS7436 DOCUMENT 
CHANGE NOTICE 

30-JUL-2020 

BSS7438 A COMPATIBILITY OF 
DISINFECTION 

PRODUCTS AND 
METHODS ON INTERIOR 
PARTS/MATERIALS OF 
COMMERCIAL 

TRANSPORT AIRCRAFT 

25-FEB-2021 

DCNPSO_014716_01
Engineering Order to 
BSS7438 Rev A 

01 BSS7438 DOCUMENT 
CHANGE NOTICE 

25-FEB-2021 

BSS7444 ORG AUTOIGNITION 

TEMPERATURE TEST 
FOR ELASTOMER 
COUPONS 

18-NOV-2014 

BSS7445 ORG FLASH POINT TEST FOR 
ELASTOMER COUPONS 

18-NOV-2014 

BSS7446 A GROUND-AIR-GROUND 
(TEMPERATURE, 
HUMIDITY AND 
ALTITUDE) CYCLING 

03-FEB-2020 

A 03-FEB-2020 
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DCNPSO-011680_01
Engineering Order to 
BSS7446 Rev A 

BSS7446 DOCUMENT 
CHANGE NOTICE 

BSS7448 A WEDGE TEST FOR 

ADHESIVE BOND 
ENVIRONMENTAL 
DURABILITY 

05-APR-2013 

BSS7450 A DETERMINATION OF 

HEAT RELEASE OF 
PLASTICS AND OTHER 
SOLID MATERIALS 
USING MICROSCALE 
COMBUSTION 

CALORIMETRY (MCC) 

16-MAR-2018 

DCNPSO_003749_01
Engineering Order to 
BSS7450 Rev A 

01 BSS7450 DOCUMENT 
CHANGE NOTICE 

16-MAR-2018 

BSS7453 ORG TEST METHODS FOR ICE 

RESISTANCE 
PROPERTIES 

05-NOV-2015 

BSS7454 ORG MID-RANGE FOURIER 
TRANSFORM INFRARED 

SPECTROSCOPY (MID-
FTIR) 

22-APR-2016 

BSS7455 A LONG BEAM TEST 
METHOD FOR 
MEASURING 

VIBRATION-DAMPING 
PROPERTIES OF 
MATERIALS 

26-JUL-2017 

DCNPSO-001582_01
Engineering Order to 

BSS7455 Rev A 

01 BSS7455 DOCUMENT 
CHANGE NOTICE 

26-JUL-2017 

BSS7456 ORG NON-DESTRUCTIVE 
MEASUREMENT OF 
COATING THICKNESS 
USING MICROWAVE 

RESONANCE 

17-AUG-2016 

BSS7501 B SPECIMEN 
CONFIGURATION, 
SHEAR, LAP, ADHESIVE 

BONDED 

14-OCT-1988 

BSS7503 ORG SPECIMEN 
CONFIGURATION, 
DOUBLE LAP SHEAR 
TEST FOR LOW 

MODULUS MATERIALS 

19-FEB-1988 

BSS7505 ORG DETERMINATION OF 
THE STRESS 
CORROSION CRACKING 
THRESHOLD (KISCC) 

FOR STEEL USING THE 
INCREMENTAL STEP 
LOAD TECHNIQUE, TEST 
METHOD FOR 

12-AUG-2008 

BSS7566 - ORANGE PEEL 
MEASUREMENT OF 
PAINTED SURFACES 

08-MAR-2017 

BSS7567 B THERMOPHYSICAL 
PROPERTIES OF 

THERMOPLASTIC 
COMPOSITE POLYMERS, 
PREPREGS, AND 
LAMINATES (PARTS) 
VIA DSC 

21-MAY-2020 

DCNPSO-012676_01
Engineering Order to 
BSS7567 Rev B 

01 BSS7567 DOCUMENT 
CHANGE NOTICE 

21-MAY-2020 

BSS7568 A THERMAL CYCLE 
VALIDATION OF 

THERMOPLASTIC PARTS 

27-JAN-2021 
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DCNPSO-013622_01
Engineering Order to 
BSS7568 Rev A 

01 BSS7568 DOCUMENT 
CHANGE NOTICE 

27-JAN-2021 

BSS7600 Y EMPLOYEE 

CERTIFICATION, 
GENERAL 
REQUIREMENTS 

21-AUG-2020 

DCNPSO-012754_01

Engineering Order to 
BSS7600 Rev Y 

01 BSS7600 DOCUMENT 

CHANGE NOTICE 

21-AUG-2020 

6-16
Departure to BSS7600 

EMPLOYEE 
CERTIFICATION, 
GENERAL 

REQUIREMENTS 

21-AUG-2020 

9-12
Departure to BSS7600 

EMPLOYEE 
CERTIFICATION, 
GENERAL 
REQUIREMENTS 

21-AUG-2020 

9-13
Departure to BSS7600 

EMPLOYEE 
CERTIFICATION, 
GENERAL 
REQUIREMENTS 

21-AUG-2020 

BSS7601 M EMERGENCY ESCAPE 
SYSTEMS, EMPLOYEE 
CERTIFICATION FOR 

26-NOV-2014 

BSS7602 Y OXYGEN SYSTEMS, 
EMPLOYEE 

CERTIFICATION FOR 

31-JAN-2020 

DCNPSO_010882_01
Engineering Order to 
BSS7602 Rev Y 

01 BSS7602 DOCUMENT 
CHANGE NOTICE 

31-JAN-2020 

BSS7603 H LIMITED 

CONTAMINATION 
AREAS, PERSONNEL 
CERTIFICATION FOR 

23-FEB-2005 

BSS7604 AH SEALING OPERATIONS, 
EMPLOYEE 

CERTIFICATION FOR 

24-FEB-2021 

DCNPSO-014872_01
Engineering Order to 
BSS7604 Rev AH 

01 BSS7604 DOCUMENT 
CHANGE NOTICE 

24-FEB-2021 

BSS7605 A REPAIR OF CLAD 
ALUMINUM EXTERIOR 
SKIN QUALITY 
MATERIAL, PERSONNEL 
CERTIFICATION FOR 

29-MAR-1994 

BSS7606 K INSTALLATION OF HOSE 
AND TUBE 
FITTINGS/ASSEMBLIES, 
EMPLOYEE 
CERTIFICATION FOR 

18-OCT-2013 

6-1
Departure to BSS7606 

INSTALLATION OF HOSE 
AND TUBE 
FITTINGS/ASSEMBLIES, 
EMPLOYEE 

CERTIFICATION FOR 

13-AUG-2015 

BSS7607 G INSTALLATION OF 
COUPLINGS, EMPLOYEE 
CERTIFICATION FOR 

26-MAY-2010 

BSS7608 P PNEUMATIC TEST 

OPERATIONS, 
EMPLOYEE 
CERTIFICATION FOR 

14-MAY-2019 

DCNPSO_008766_01
Engineering Order to 

BSS7608 Rev P 

01 BSS7608 DOCUMENT 
CHANGE NOTICE 

14-MAY-2019 

BSS7609 C VERIFICATION OF U.S. 
FOOD AND DRUG 
ADMINISTRATION (FDA) 
- AFFECTED 

INSTALLATIONS, 

08-JAN-2016 
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EMPLOYEE 
CERTIFICATION FOR 

6-2
Departure to BSS7609 

VERIFICATION OF U.S. 
FOOD AND DRUG 

ADMINISTRATION (FDA) 
- AFFECTED 
INSTALLATIONS, 
EMPLOYEE 

CERTIFICATION FOR 

16-FEB-2016 

BSS7610 G WRAPPED WIRE 
ELECTRIC 
CONNECTORS, 
EMPLOYEE 

CERTIFICATION FOR 

10-JUN-2010 

BSS7611 J INSTALLATION OF 
PERMASWAGE 
FITTINGS, EMPLOYEE 
CERTIFICATION FOR 

02-NOV-2012 

6-4
Departure to BSS7611 

INSTALLATION OF 
PERMASWAGE 
FITTINGS, EMPLOYEE 
CERTIFICATION FOR 

11-OCT-2013 

BSS7612 E ADHESIVE BONDING 
REPAIR OF 
STRUCTURAL 
ALUMINUM PANELS 
PERSONNEL 

CERTIFICATION FOR 

13-OCT-2005 

BSS7613 L DOOR OPERATIONS, 
EMPLOYEE 
CERTIFICATION FOR 

03-MAY-2019 

DCNPSO_007408_01

Engineering Order to 
BSS7613 Rev L 

01 BSS7613 DOCUMENT 

CHANGE NOTICE 

03-MAY-2019 

BSS7614 M AIRPLANE ENGINE 
OPERATION, EMPLOYEE 
CERTIFICATION FOR 

08-OCT-2020 

DCNPSO-013850_01
Engineering Order to 
BSS7614 Rev M 

01 BSS7614 DOCUMENT 
CHANGE NOTICE 

08-OCT-2020 

BSS7615 D RADIOGRAPHIC 

INSPECTION, 
PERSONNEL 
CERTIFICATION FOR 

11-JUN-1997 

BSS7616 E ENGAGING AND 
DISENGAGING 

ELECTRICAL 
CONNECTORS, 
EMPLOYEE 
CERTIFICATION FOR 

12-DEC-2017 

DCNPSO_003235_01

Engineering Order to 
BSS7616 Rev E 

01 BSS7616 DOCUMENT 

CHANGE NOTICE 

12-DEC-2017 

BSS7617 R ELECTRICAL BONDING 
AND GROUNDING, 

EMPLOYEE 
CERTIFICATION FOR 

10-APR-2012 

6-6
Departure to BSS7617 

ORG ELECTRICAL BONDING 
AND GROUNDING, 
PERSONNEL 

CERTIFICATION FOR 

31-AUG-2009 

BSS7618 F GAS TURBINE 
BORESCOPE 
INSPECTION, EMPLOYEE 
CERTIFICATION FOR 

09-MAR-2021 

DCNPSO-015241_01
Engineering Order to 
BSS7618 Rev F 

01 BSS7618 DOCUMENT 
CHANGE NOTICE 

09-MAR-2021 

BSS7619 E INSTALLATION OF 
SAFETYING DEVICES, 

13-MAY-2016 
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EMPLOYEE 
CERTIFICATION FOR 

BSS7620 E HYDRAULIC SYSTEM 
CONTAMINATION LEVEL 

SAMPLING, PERSONNEL 
CERTIFICATION FOR 

25-JUL-2008 

BSS7621 F HYDROGEN DETECTION 
INSTRUMENT 

OPERATOR, PERSONNEL 
CERTIFICATION FOR 

01-NOV-2005 

BSS7622 A METAL/COMPOSITE 
INTERFACE 
DEBURRING, EMPLOYEE 

CERTIFICATION FOR 

28-SEP-2010 

BSS7623 C PENETRANT 
INSPECTION, 
PERSONNEL 
CERTIFICATION FOR 

11-JUN-1997 

BSS7624 C MAGNETIC PARTICLE 
INSPECTION, 
PERSONNEL 
CERTIFICATION FOR 

11-JUN-1997 

BSS7625 ORG STRAIN GAGE 
INSTALLATION AND 
INSPECTION, 
PERSONNEL 
CERTIFICATION FOR 

05-FEB-2009 

BSS7626 D APPLICATION OF 
CORROSION RESISTANT 
FUEL TANK COATING, 
EMPLOYEE 
CERTIFICATION FOR 

16-MAR-2018 

DCNPSO_004323_01
Engineering Order to 
BSS7626 Rev D 

01 BSS7626 DOCUMENT 
CHANGE NOTICE 

16-MAR-2018 

BSS7627 H AIRPLANE JACKING AND 
DEJACKING, EMPLOYEE 

CERTIFICATION FOR 

13-NOV-2014 

BSS7628 E AIRCRAFT 
DEICING/ANTI-ICING 
OPERATIONS, 

PERSONNEL 
CERTIFICATION FOR 

27-AUG-2015 

BSS7629 A DESIGNATED EME 
FASTENERS OR 
ASSEMBLIES, 

EMPLOYEE 
CERTIFICATION FOR 

29-FEB-2012 

BSS7630 G SHOT PEENING 
OPERATIONS, 
PERSONNEL 

CERTIFICATION FOR 

20-MAR-2007 

6-3
Departure to BSS7630 

SHOT PEENING 
OPERATIONS, 
PERSONNEL 

CERTIFICATION FOR 

09-OCT-2013 

8-1
Departure to BSS7630 

SPEC SUPPORT TITLE 
SHOT PEENING 
OPERATIONS, 
PERSONNEL 

CERTIFICATION FOR 

13-MAR-2013 

BSS7631 A DESTRUCTIVE 
THICKNESS 
MEASUREMENT OF 
COATINGS OVER 

NONMETALLIC 
SUBSTRATES, 
EMPLOYEE 
CERTIFICATION FOR 

17-MAR-2021 

01 BSS7631 DOCUMENT 

CHANGE NOTICE 

17-MAR-2021 

Page 36 of 41PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



DCNPSO-015411_01
Engineering Order to 
BSS7631 Rev A 
BSS7632 F INSTALLATION OF 

MOLDABLE PLASTIC 
SHIM, PERSONNEL 
CERTIFICATION FOR 

30-OCT-2008 

9-1

Departure to BSS7632 

INSTALLATION OF 

MOLDABLE PLASTIC 
SHIM, PERSONNEL 
CERTIFICATION FOR 

09-JUL-2007 

9-2
Departure to BSS7632 

INSTALLATION OF 
MOLDABLE PLASTIC 

SHIM, PERSONNEL 
CERTIFICATION FOR 

16-MAY-2016 

BSS7636 H ETCH INSPECTION OF 
GROUND OR MACHINED 
STEEL PARTS, 

EMPLOYEE 
CERTIFICATION FOR 

25-APR-2012 

8-1
Departure to BSS7636 

ETCH INSPECTION OF 
GROUND OR MACHINED 

STEEL PARTS, 
EMPLOYEE 
CERTIFICATION FOR 

02-JUL-2013 

BSS7637 C AMMONIUM 
BIFLUORIDE ETCH 

INSPECTION, 
CERTIFICATION FOR 
EMPLOYEE 

28-OCT-2010 

BSS7639 C ULTRASONIC 
INSPECTION, 

PERSONNEL 
CERTIFICATION FOR 

11-JUN-1997 

BSS7640 A COLD WORK HOLES, 
EMPLOYEE 
CERTIFICATION FOR 

29-MAR-2013 

BSS7641 B ADHESIVELY BONDED 
FASTENERS, EMPLOYEE 
CERTIFICATION FOR 

16-JUL-2012 

BSS7642 A EMPLOYEE 

CERTIFICATION FOR 
MOVEABLE TRAILING 
EDGE WEDGE REWORK 

10-MAR-2021 

DCNPSO-015365_01
Engineering Order to 

BSS7642 Rev A 

01 BSS7642 DOCUMENT 
CHANGE NOTICE 

10-MAR-2021 

BSS7643 E IMPREGNATION AND 
EMBEDMENT OF 
MAGNETIC DEVICES, 
EMPLOYEE 

CERTIFICATION FOR 

15-MAY-2013 

BSS7644 U ELECTRIC/ELECTRONIC 
ASSEMBLY, EMPLOYEE 
CERTIFICATION FOR 

14-AUG-2014 

BSS7646 E HARDNESS TESTING OF 
METALS, PERSONNEL 
CERTIFICATION FOR 

25-JAN-2005 

6-2
Departure to BSS7646 

HARDNESS TESTING OF 
METALS, PERSONNEL 

CERTIFICATION FOR 

15-AUG-1997 

6-3
Departure to BSS7646 

HARDNESS TESTING OF 
METALS, PERSONNEL 
CERTIFICATION FOR 

03-AUG-2006 

8-1

Departure to BSS7646 

HARDNESS TESTING OF 

METALS, PERSONNEL 
CERTIFICATION FOR 

05-SEP-2012 

BSS7647 ORG CARE AND HANDLING 
OF TRANSPARENCIES, 
EMPLOYEE 

CERTIFICATION FOR 

15-JAN-2013 
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BSS7649 G STYLUS OR BRUSH 
PLATING, ANODIZING, 
AND ELECTROCHEMICAL 
ETCHING, EMPLOYEE 

CERTIFICATION FOR 

16-MAR-2020 

DCNPSO-012185_01
Engineering Order to 
BSS7649 Rev G 

01 BSS7649 DOCUMENT 
CHANGE NOTICE 

16-MAR-2020 

BSS7650 J POTTING OF ELECTRIC 
CONNECTORS, 
EMPLOYEE 
CERTIFICATION FOR 

17-OCT-2017 

DCNPSO_002606_01

Engineering Order to 
BSS7650 Rev J 

01 BSS7650 DOCUMENT 

CHANGE NOTICE 

17-OCT-2017 

BSS7651 B DIRECT READING 
CONDUCTIVITY 
INSPECTION, 

PERSONNEL 
CERTIFICATION FOR 

24-JUL-2002 

6-1
Departure to BSS7651 

DIRECT READING 
CONDUCTIVITY 

INSPECTION, 
PERSONNEL 
CERTIFICATION FOR 

17-JAN-1997 

8-2
Departure to BSS7651 

DIRECT READING 
CONDUCTIVITY 

INSPECTION, 
PERSONNEL 
CERTIFICATION FOR 

05-FEB-2013 

BSS7653 H ASSEMBLY OF ELECTRIC 
TERMINATIONS, 

EMPLOYEE 
CERTIFICATION FOR 

30-APR-2019 

DCNPSO_008467_01
Engineering Order to 
BSS7653 Rev H 

01 BSS7653 DOCUMENT 
CHANGE NOTICE 

30-APR-2019 

6-5
Departure to BSS7653 

ASSEMBLY OF 
ELECTRICAL 
TERMINATIONS, 
EMPLOYEE 

CERTIFICATION FOR 

30-AUG-2012 

8-1
Departure to BSS7653 

ASSEMBLY OF ELECTRIC 
TERMINATIONS, 
EMPLOYEE 
CERTIFICATION FOR 

04-MAR-2013 

9-1
Departure to BSS7653 

ASSEMBLY OF ELECTRIC 
TERMINATIONS, 
EMPLOYEE 
CERTIFICATION FOR 

13-APR-2016 

BSS7654 F TAPER SHANK 

FASTENER 
INSTALLATION, 
PERSONNEL 
CERTIFICATION FOR 

06-FEB-2020 

DCNPSO-011761_01
Engineering Order to 
BSS7654 Rev F 

01 BSS7654 DOCUMENT 
CHANGE NOTICE 

06-FEB-2020 

BSS7655 H PHOSPHORIC ACID 
ANODIZING, 

PERSONNEL 
CERTIFICATION FOR 

22-NOV-2017 

BSS7657 M FABRICATION OF 
ELECTRIC WIRE 
BUNDLES, EMPLOYEE 

CERTIFICATION FOR 

13-JUL-2020 

DCNPSO-013078_01
Engineering Order to 
BSS7657 Rev M 

01 BSS7657 DOCUMENT 
CHANGE NOTICE 

13-JUL-2020 

BSS7662 G WELDERS AND 

WELDING OPERATORS, 

01-FEB-2012 

Page 38 of 41PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



EMPLOYEE 
CERTIFICATION FOR 

BSS7663 E EDDY CURRENT 
INSPECTION, 

PERSONNEL 
CERTIFICATION FOR 

11-JUN-1997 

BSS7665 E THERMAL SPRAY REPAIR 
OF EXTERIOR 
ALUMINUM SKINS, 

PERSONNEL 
CERTIFICATION FOR 

22-AUG-2008 

BSS7666 H VISION 
REQUIREMENTS, 

EMPLOYEE 
CERTIFICATION FOR 

11-JAN-2019 

DCNPSO_006519_01
Engineering Order to 
BSS7666 Rev H 

01 BSS7666 DOCUMENT 
CHANGE NOTICE 

11-JAN-2019 

BSS7669 L ASSEMBLY OF COAXIAL 
AND QUADRAXIAL 
CONNECTORS AND 
CONTACTS, EMPLOYEE 
CERTIFICATION FOR 

29-APR-2019 

DCNPSO_008452_01
Engineering Order to 
BSS7669 Rev L 

01 BSS7669 DOCUMENT 
CHANGE NOTICE 

29-APR-2019 

BSS7670 A EMPLOYEE 

CERTIFICATION FOR 
CLEANING OF 
COMPOSITE INTEGRAL 
FUEL TANK STRUCTURE 

27-OCT-2017 

DCNPSO_002717_01

Engineering Order to 
BSS7670 Rev A 

01 BSS7670 DOCUMENT 

CHANGE NOTICE 

27-OCT-2017 

BSS7672 H COMPOSITE REPAIR, 
EMPLOYEE 
CERTIFICATION FOR 

03-FEB-2020 

DCNPSO-011517_01
Engineering Order to 
BSS7672 Rev H 

01 BSS7672 DOCUMENT 
CHANGE NOTICE 

03-FEB-2020 

BSS7674 E LAMINAR FLOW 
COATING APPLICATION 

PROCESSES, EMPLOYEE 
CERTIFICATION FOR 

19-SEP-2019 

DCNPSO_008404_01
Engineering Order to 

BSS7674 Rev E 

01 BSS7674 DOCUMENT 
CHANGE NOTICE 

19-SEP-2019 

BSS7675 K VISUAL WELD 
INSPECTORS, 
EMPLOYEE 
CERTIFICATION FOR 

18-NOV-2013 

6-3
Departure to BSS7675 

VISUAL WELD 
INSPECTORS/EXAMINER
S, PERSONNEL 
CERTIFICATION FOR 

14-MAR-2002 

BSS7679 P INSTALLATION OF 

FIBER OPTIC CABLE 
HARNESSES, EMPLOYEE 
CERTIFICATION FOR 

30-JUL-2020 

DCNPSO-011711_01

Engineering Order to 
BSS7679 Rev P 

01 BSS7679 DOCUMENT 

CHANGE NOTICE 

30-JUL-2020 

BSS7685 M HANDLING 
ELECTROSTATIC 
SENSITIVE DEVICES, 

EMPLOYEE 
CERTIFICATION FOR 

01-SEP-2016 

BSS7686 B EXPLOSIVE/POWDER 
ACTUATED TOOL 
OPERATION, 

02-OCT-1997 
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PERSONNEL 
CERTIFICATION FOR 

BSS7687 A ORDNANCE HANDLER, 
PERSONNEL 
CERTIFICATION FOR 

08-MAR-1996 

BSS7688 L TOWING OF AIRCRAFT, 
EMPLOYEE 

CERTIFICATION FOR 

20-DEC-2013 

BSS7689 E ASSEMBLY AND 
BONDING OF TAB AND 
SLOT JOINTS, 
EMPLOYEE 

CERTIFICATION FOR 

26-AUG-2009 

BSS7690 A FLARELESS TUBE END 
ROLLER SWAGE 
OPERATIONS, 

EMPLOYEE 
CERTIFICATION FOR 

12-APR-2013 

BSS7691 B INSTALLATION OF 
AXIALLY SWAGED 
HYDRAULIC FITTINGS, 

PERSONNEL 
CERTIFICATION FOR 

08-MAY-2020 

DCNPSO-012663_01
Engineering Order to 
BSS7691 Rev B 

01 BSS7691 DOCUMENT 
CHANGE NOTICE 

08-MAY-2020 

6-2
Departure to BSS7691 

INSTALLATION OF 
AXIALLY SWAGED 
HYDRAULIC FITTINGS, 
EMPLOYEE 
CERTIFICATION FOR 

11-OCT-2013 

BSS7692 F APPLICATION OF 
INSULATIVE COATING 
SYSTEM, PERSONNEL 
CERTIFICATION FOR 

23-JAN-2018 

DCNPSO_003409_01
Engineering Order to 
BSS7692 Rev F 

01 BSS7692 DOCUMENT 
CHANGE NOTICE 

23-JAN-2018 

BSS7693 C LOOP RESISTANCE 
TESTING, PERSONNEL 

CERTIFICATION FOR 

27-JUN-2008 

BSS7694 C ELECTROMAGNETIC 
DENT PULLER 
OPERATION, 
PERSONNEL 

CERTIFICATION FOR 

09-NOV-2005 

BSS7695 ORG EMPLOYEE 
CERTIFICATION FOR 
ASSEMBLY OF BACS31T 
SEAL FITTING 

29-JUN-2015 

BSS7698 K NONDESTRUCTIVE 
INSPECTION, EMPLOYEE 
CERTIFICATION FOR 

27-NOV-2018 

DCNPSO_006166_01

Engineering Order to 
BSS7698 Rev K 

01 BSS7698 DOCUMENT 

CHANGE NOTICE 

27-NOV-2018 

BSS7699 E LEAK TESTING, 
PERSONNEL 
CERTIFICATION FOR 

01-SEP-2015 

6-10
Departure to BSS7699 

LEAK TESTING, 
PERSONNEL 
CERTIFICATION FOR 

03-JUN-2020 

BSS7835 A TORX PLUS RECESS, 
INSPECTION 

PROCEDURE FOR 

19-JAN-2016 
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