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Number Rev Title Release
Date

DPS1.001 J INDEX OF 
SUPPLEMENTAL DPS'S 

14-MAY-2010 

DPS1.019 A SUPERSEDED BY DPS 
1.091 

06-FEB-1981 

DPS1.04-1 E LAMINATING "A" STAGE 

POLYESTER SYSTEMS 

31-AUG-2004 

DPS1.04-1.1 B LAMINATING "A" STAGE 
FIBERGLASS 
REINFORCED 
POLYESTER 
ASSEMBLIES 

21-FEB-2003 

DPS1.04-10 INACT
IVE 

FABRICATION OF 
BRAIDED GLASS 
ROVING REINFORCED 
PLASTIC DUCTS AND 

CONDUITS 

29-MAR-1982 

DPS1.04-11 A LAMINATING "B" STAGE 
POLYIMIDE SYSTEMS 

28-MAY-1976 

C17-518
Departure to DPS1.04-

11 

LAMINATING "B" STAGE 
POLYIMIDE SYSTEMS 

20-JUN-2014 

DPS1.04-14 U LAMINATING 
CONTROLLED FLOW "B" 
STAGE EPOXY 

26-JUN-2012 

001-DJC

Departure to DPS1.04-
14 

NEW LAMINATING 

CONTROLLED FLOW "B" 
STAGE EOPXY 

12-JUL-2013 

002-IS
Departure to DPS1.04-
14 

U LAMINATING 
CONTROLLED FLOW "B" 
STAGE EPOXY 

11-NOV-1999 

004-PP
Departure to DPS1.04-
14 

NEW LAMINATING 
CONTROLLED FLOW "B" 
STAGE EOPXY 

08-JUL-2014 

027-LT

Departure to DPS1.04-
14 

LAMINATING 

CONTROLLED FLOW "B" 
STAGE EPOXY 

31-MAR-1997 

030-LT
Departure to DPS1.04-
14 

LAMINATING 
CONTROLLED FLOW "B" 
STAGE EPOXY 

02-MAY-1997 

15-002
Departure to DPS1.04-
14 

B LAMINATING 
CONTROLLED FLOW "B" 
STAGE EPOXY 

18-FEB-2016 

DPS1.04-15 M PLASTIC LAMINATES, 
GENERAL PROCESSING 

12-DEC-1995 
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002-LT
Departure to DPS1.04-
15 

PLASTIC LAMINATES, 
GENERAL PROCESSING 

16-JUN-1995 

s92-013

Departure to DPS1.04-
15 

PLASTIC LAMINATES, 

GENERAL PROCESSING 

24-MAR-1992 

DPS1.04-16 NEW PROCESSING DMS 1926 
PREPREG/DMS 2265 

CORE SANDWICH 
PANELS 

15-APR-1988 

s95-034
Departure to DPS1.04-
16 

PROCESSING DMS 1926 
PREPREG/DMS 2265 
CORE SANDWICH 

PANELS 

11-JUL-1995 

DPS1.04-18 A FABRICATION OF FOAM 
CORE RADOMES - DMS 
2463 PREPREG/ DMS 
2265 FOAM CORE 

11-JAN-2001 

DPS1.04-2 F LAMINATING "B" STAGE 
POLYESTER SYSTEMS 

25-OCT-2016 

DPS1.04-2.1 B FABRICATION OF 
POLYESTER RADOMES 

03-JAN-1990 

DPS1.04-3 J LAMINATING "A" STAGE 

EPOXY SYSTEMS 

31-AUG-2004 

DPS1.04-3.1 C LAMINATING "A" STAGE 
EPOXY SYSTEMS - 
NONMETALLIC PARTS 

31-AUG-2004 

DPS1.04-4 G LAMINATING "B" STAGE 

EPOXY SYSTEMS 

28-APR-1997 

16-001
Departure to 
DPS1.04-4 

D LAMINATING "B" STAGE 
EPOXY SYSTEMS 

05-APR-2021 

DPS1.04-5 T LAMINATING "B" STAGE 

PHENOLIC SYSTEMS 

08-APR-2003 

038-MM
Departure to 
DPS1.04-5 

- LAMINATING ¿B¿ STAGE 
PHENOLIC SYSTEMS 

20-JAN-2017 

HB-01

Departure to 
DPS1.04-5 

LAMINATING "B" STAGE 

PHENOLIC SYSTEMS 

07-FEB-1996 

ND001
Departure to 
DPS1.04-5 

NEW LAMINATING "B" STAGE 
PHENOLIC SYSTEMS 

12-JUL-2011 

DPS1.04-6 INACT
IVE 

LAMINATING "B" STAGE 
SILICONE SYSTEMS 

26-OCT-1988 

DPS1.04-7 INACT
IVE 

GLASS FIBER LAMINATE 
FACED DMS 1974 
HONEYCOMB 

26-OCT-1988 

DPS1.04-9 B LAMINATING "B" STAGE 
GLASS FIBER BATT 

20-MAY-1976 

DPS1.042 INACT
IVE 

WATER REPELLENT 
TREATMENT - FIBROUS 
MATERIALS 

28-NOV-2000 

DPS1.05 AC HARDNESS TESTING OF 
METALS 

19-MAR-1999 

DPS1.05-1 R HARDNESS TESTING 
EQUIPMENT & 
PERSONNEL 

31-MAR-1998 

DPS1.05-2 J HARDNESS TESTING 
PROCEDURES 

24-AUG-2004 

DPS1.05-3 AV 22-MAR-2011 
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HARDNESS VALUES FOR 
ALUMINUM ALLOYS 

001-V
Departure to 

DPS1.05-3 

HARDNESS VALUES FOR 
ALUMINUM ALLOYS 

10-FEB-2006 

C17-461
Departure to 
DPS1.05-3 

HARDNESS VALUES FOR 
ALUMINUM ALLOYS 

01-AUG-2007 

C17-492

Departure to 
DPS1.05-3 

HARDNESS VALUES FOR 

ALUMINUM ALLOYS 

18-MAR-2011 

DPS1.05-4 J HARDNESS VALUES, 
CARBON & ALLOY 

STEELS 

16-MAY-2002 

C17-057
Departure to 
DPS1.05-4 

HARDNESS VALUES, 
CARBON & ALLOY 
STEELS 

02-OCT-1995 

DPS1.05-5 AE HARDNESS VALUES FOR 

STAINLESS STEEL, 
COPPER AND NICKEL 
ALLOYS 

09-DEC-2009 

DPS1.05-6 INACT
IVE 

HARDNESS VALUES FOR 
MAGNESIUM 

24-FEB-1981 

DPS1.05-7 W STATISTICAL SAMPLING 
FOR HARDNESS 
INSPECTION 

05-NOV-1991 

DPS1.05-8 J EDDY CURRENT 
CONDUCTIVITY 

TESTING - EQUIPMENT 
& PROCEDURES 

19-SEP-2002 

DPS1.067 INACT
IVE 

REPAIRING FABRIC 
CONTROL SEALS 

25-MAY-1982 

DPS1.069 A BUMPER TRIM STRIPS, 

PLASTIC, PRESSURE 
SENSITIVE 

29-SEP-1976 

s98-006B
Departure to 
DPS1.069 

BUMPER TRIM STRIPS, 
PLASTIC, PRESSURE 
SENSITIVE 

09-DEC-2003 

DPS1.07 H INDEX OF CEMENTING 
DPS'S 

19-OCT-1993 

DPS1.07-1 B CANCELLED 13-AUG-1971 

DPS1.07-10 INACT

IVE 

CEMENTING ACETATE & 

ACETATE BUTYRATE 
PLASTICS 

01-JUN-1973 

DPS1.07-100 NEW BONDING WITH 
DOUBLE COATED FOAM 
OR ADHESIVE 

TRANSFER TAPE 

19-SEP-1990 

DPS1.07-101 NEW CEMENTING DMS 2431 
DECORATIVE 
THERMOPLASTIC 

21-FEB-1994 

DPS1.07-102 B BONDING OF DC-
10/MD-11 
INTERLOCKING CARGO 
BARRIER 

16-JUL-1999 

s98-006B

Departure to DPS1.07-
102 

Bonding of DC-10/MD-

11 Interlocking Cargo 
Barrier 

09-DEC-2003 

DPS1.07-103 NEW CEMENTING 
INSULATION & 
INSULATION COVERING 

- RADIANT PANEL 
COMPLIANT - 
COMMERCIAL 

12-OCT-2004 

DPS1.07-11 D CEMENTING CORK 04-FEB-1992 
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s98-006B
Departure to DPS1.07-

11 

CEMENTING CORK 09-DEC-2003 

DPS1.07-12 INACT
IVE 

CEMENTING 
CARDBOARD 

25-AUG-1972 

DPS1.07-14 M CEMENTING AND 
STITCHING FELT 

20-SEP-2011 

DPS1.07-15 INACT
IVE 

RIVET INSTALLATION 
USING CEMENT OR 
TAPE 

23-JAN-1986 

DPS1.07-16 B CEMENTING WOOD-TO-
WOOD 

21-JUL-1982 

DPS1.07-17 INACT
IVE 

CEMENTING BIGELOW 
LOKWEB TAPE TO RUG 

01-JUN-1973 

DPS1.07-18 INACT
IVE 

CEMENTING PAPER 
CHARTS 

25-AUG-1972 

DPS1.07-19 L CEMENTING 
ELECTRICAL HEATER 

ELEMENTS 

06-AUG-2003 

DPS1.07-2 AK CEMENTING METAL 16-MAY-2014 

001-MA
Departure to 

DPS1.07-2 

CEMENTING METAL 04-OCT-2005 

DPS1.07-21 D CEMENTING LEATHER 18-AUG-1993 

s98-006B
Departure to DPS1.07-

21 

CEMENTING LEATHER 09-DEC-2003 

DPS1.07-22 A LEAD SHEET, 
CEMENTING OF 

16-DEC-1982 

s98-006B
Departure to DPS1.07-

22 

LEAD SHEET, 
CEMENTING OF 

09-DEC-2003 

DPS1.07-24 INACT
IVE 

CEMENTING RED FIBER 25-AUG-1972 

DPS1.07-26 F CEMENTING VINYL 
COATED FABRICS 

20-DEC-1995 

s98-006B
Departure to DPS1.07-
26 

CEMENTING VINYL 
COATED FABRICS 

09-DEC-2003 

DPS1.07-27 F CEMENTING NEOPRENE 
(CHLOROPRENE TYPE 

RUBBER 

30-APR-2002 

001-US
Departure to DPS1.07-
27 

CEMENTING NEOPRENE 
(CHLOROPRENE TYPE 
RUBBER) 

27-SEP-1996 

007-LT
Departure to DPS1.07-
27 

CEMENTING NEOPRENE 
(CHLOROPRENE TYPE 
RUBBER) 

23-AUG-1995 

DPS1.07-28 INACT
IVE 

CEMENTING NATURAL 
RUBBER 

13-MAY-1982 

DPS1.07-29 B CEMENTING BUNA 
"N" (NITRILE RUBBER 

16-APR-1999 

C17-515
Departure to DPS1.07-
29 

CEMENTING BUNA ¿N¿ 
(NITRILE) RUBBER 

28-FEB-2013 

DPS1.07-3 F 13-OCT-1992 
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CEMENTING MINERAL 
FIBER MATERIALS TO 
METAL 

s98-006B

Departure to 
DPS1.07-3 

CEMENTING MINERAL 

FIBER MATERIALS TO 
METAL 

09-DEC-2003 

DPS1.07-30 C CEMENTING HYPALON 
RUBBER 

30-APR-2002 

DPS1.07-31 B CEMENTING ETHYLENE 

PROPYLENE RUBBER 
("EPR" 

15-MAR-2000 

DPS1.07-35 INACT
IVE 

CEMENTING FIBERGLAS 
TAPE 

15-JAN-1981 

DPS1.07-36 INACT

IVE 

INSTALLING FLEXWOOD 25-AUG-1972 

DPS1.07-38 K CEMENTING ABS 
MATERIAL 

23-AUG-1993 

s98-006B
Departure to DPS1.07-

38 

CEMENTING ABS 
MATERIAL 

09-DEC-2003 

DPS1.07-39 AD CEMENTING LAMINATED 
PLASTICS 

09-DEC-2009 

008-MV
Departure to DPS1.07-

39 

CEMENTING LAMINATED 
PLASTICS 

18-DEC-1997 

DPS1.07-41 C CEMENTING WOOD TO 
METAL 

15-SEP-1998 

DPS1.07-42 J CEMENTING 
POLYCARBONATE 

09-DEC-2009 

DPS1.07-47 N CEMENTING 
NAMEPLATES 

15-APR-2003 

DPS1.07-49 V CEMENTING SILICONE & 
FLUOROSILICONE 
RUBBERS 

09-AUG-2005 

DPS1.07-5 INACT
IVE 

CEMENTING MELAMINE 30-JUL-1990 

DPS1.07-52 D CEMENTING FLEXIBLE 
VINYL PLASTIC 

31-JAN-1992 

DPS1.07-53 INACT
IVE 

CEMENTING RIGID 
VINYL PLASTIC SHEET 

26-OCT-1979 

DPS1.07-54 B CANCELLED 11-JUN-1981 

DPS1.07-55 AL CEMENTING PLASTIC 
FOAMS 

13-AUG-2009 

001-SD

Departure to DPS1.07-
55 

CEMENTING PLASTIC 

FOAMS 

11-SEP-1997 

DPS1.07-57 E CEMENTING 
REACTIVATED VINYL 
FILM - SUPERSEDED 

03-MAR-1980 

DPS1.07-6 G CEMENTING ACRYLIC 
PLASTIC 

06-DEC-1996 

DPS1.07-66 Y CEMENTING NYLON 15-SEP-1998 

C17-285

Departure to DPS1.07-
66 

CEMENTING NYLON 15-MAR-2001 

CEMENTING NYLON 24-OCT-1997 
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s87-049D
Departure to DPS1.07-
66 
DPS1.07-7 H CEMENTING UNCOATED 

FABRIC 

06-JAN-2006 

DPS1.07-71 T CEMENTING TEFLON 
(TFE & FEP) 

24-JUL-2014 

DPS1.07-73 F CEMENTING POLYESTER 
PLASTIC SHEET 

08-AUG-1990 

DPS1.07-75 E CEMENTING BUTYL 
RUBBER 

24-SEP-1993 

s98-006B
Departure to DPS1.07-
75 

CEMENTING BUTYL 
RUBBER 

09-DEC-2003 

DPS1.07-79 INACT
IVE 

REPAIR OF DC-8 FLOOR 
PANELS 

25-AUG-1972 

DPS1.07-8 J CEMENTING CLOSURE 
TAPE 

09-DEC-2009 

DPS1.07-85 INACT
IVE 

CEMENTING 
POLYSTYRENE 

29-MAR-1982 

DPS1.07-87 C CEMENTING ACETAL 11-JUN-2013 

DPS1.07-88 INACT
IVE 

CEMENTING CROSS-
LINKED STYRENE 
COPOLYMER 

14-MAY-1987 

DPS1.07-89 E CEMENTING 
POLYSULFONE 

04-APR-1979 

DPS1.07-9 AA CEMENTING 
INSULATION & 
INSULATION COVERING 

- MILITARY PROGRAMS 
- SUPERSEDED 

21-OCT-2004 

DPS1.07-90 C CEMENTING 
POLYURETHANE 
RUBBER 

17-DEC-2001 

DPS1.07-91 D CEMENTING GRAPHITE-
FILLED PVC VIBRATION 
DAMPING MATERIAL 

29-JUN-1990 

DPS1.07-92.1 A INSTALLATION OF 

CANOPY OVERHEAD 
MDC PYROTECHNIC 
FRACTURING SYSTEM 

25-FEB-1988 

s90-162
Departure to DPS1.07-
92.1 

INSTALLATION OF 
CANOPY OVERHEAD 
MDC PYROTECHNIC 

FRACTURING SYSTEM 

11-JAN-1991 

DPS1.07-92.2 A INSTALLATION OF 
CANOPY PERIPHERAL 
MDC PYROTECHNIC 
FRACTURING SYSTEM 

25-FEB-1988 

s90-162

Departure to DPS1.07-
92.2 

INSTALLATION OF 

CANOPY PERIPHERAL 
MDC PYROTECHNIC 
FRACTURING SYSTEM 

11-JAN-1991 

DPS1.07-94 D CEMENTING 
POLYETHERIMIDE (PEI) 

29-OCT-2015 

DPS1.07-95 C BONDING DMS2264 

FOAM CONSTRUCTIONS 

28-JUN-2016 
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DPS1.07-96 NEW JOINING OF INTERIOR 
FIBERGLASS FACED 
SANDWICH PANELS 

18-FEB-1988 

DPS1.07-97 A CEMENTING FLEXIBLE 

POLYIMIDE FOAM 

03-MAY-1990 

DPS1.07-99 NEW CEMENTING POLY 
(ETHER KETONE 
KETONE 
THERMOPLASTIC, LOW 

HEAT RELEASE 

22-FEB-1999 

s98-045
Departure to DPS1.07-
99 

CEMENTING POLY 
(ETHER KETONE 
KETONE 

THERMOPLASTIC, LOW 
HEAT RELEASE 

05-FEB-1999 

DPS1.075-1 INACT
IVE 

REPAIR OF LEATHER 14-FEB-1975 

DPS1.075-2 INACT

IVE 

REPAIR OF VINYL 

COATED FABRICS 

14-FEB-1975 

DPS1.077 E FRAYING PREVENTION 
OF TEXTILES 

13-FEB-1996 

DPS1.079 K CLEANING AIRCRAFT 
INTERIORS 

24-JAN-2006 

DPS1.080 AG INSTALLING FLOOR 

COVERINGS, 
WAINSCOTING & 
TAPESTRIES 

14-APR-2005 

DPS1.081 V INSTALLATION OF 
EROSION PROTECTION 

BOOTS AND LIGHTNING 
PROTECTION STRIPS 

19-AUG-2003 

DPS1.082 INACT
IVE 

INSTALLATION OF 
GENERCO FLOOR 

COVERING 

26-SEP-1975 

DPS1.083 H MIRRORS 31-JAN-1992 

DPS1.084 W CEMENTING INTERIOR 
DECORATIVE 

MATERIALS 

17-NOV-1997 

s98-006B
Departure to 
DPS1.084 

CEMENTING INTERIOR 
DECORATIVE 
MATERIALS 

09-DEC-2003 

DPS1.084-10 C APPLICATION OF DC 10 

INTERIOR MATERIALS - 
SUPERSEDED 

09-NOV-1989 

DPS1.084-10-2 A NO TITLE - 
SUPERSEDED 

01-JUN-1971 

DPS1.084-10-3 A NO TITLE - 

SUPERSEDED 

01-JUN-1971 

DPS1.084-8 INACT
IVE 

APPLICATION OF DC-8 
INTERIOR MATERIALS 

25-AUG-1972 

DPS1.084-9 G APPLICATION OF DC 9 
INTERIOR MATERIALS - 
SUPERSEDED 

09-NOV-1989 

DPS1.085 P MYLAR CORROSION 
SHIELD AND GLASS 
FIBER UNDERLAY 

29-JUN-1990 

s98-006B

Departure to 
DPS1.085 

MYLAR CORROSION 

SHIELD AND GLASS 
FIBER UNDERLAY 

09-DEC-2003 

DPS1.086 C BONDING SPECIAL 
ATTACHMENTS 

17-APR-1990 
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DPS1.087 F TAPE INSTALLATION OF 
ATTACHMENTS 

03-JUL-2007 

DPS1.088 W FABRICATION OF 
AIRCRAFT INTERIOR 

PANELS 

31-AUG-2004 

DPS1.088-1 INACT
IVE 

INSTALLATION 
CLEARANCES OF DC-8 
50 SERIES INTERIOR 
PANELS 

25-AUG-1972 

DPS1.088-10 INACT
IVE 

FABRICATION OF 
ENCLOSURE 
ASSEMBLIES, 
LAVATORIES, DC-10 

20-SEP-1989 

DPS1.088-11 B FORMING AND 
SPLICING RIGID 
POLYURETHANE FOAM - 
SUPERSEDED 

18-JUN-1971 

DPS1.088-12 K FABRICATION OF 

AIRCRAFT INTERIOR 
ACOUSTICAL PANELS - 
SUPERSEDED 

11-MAR-1999 

DPS1.088-14 INACT
IVE 

FABRICATING 
ASSEMBLIES USING 

DMS 1903 ADHESIVE 

20-OCT-1988 

DPS1.088-15 INACT
IVE 

FABRICATING 
ASSEMBLIES USING 
ADHESIVE COATED 

HONEYCOMB CORE 

20-OCT-1988 

DPS1.088-16 B FABRICATING INTERIOR 
STRUCTURAL PANELS 

05-APR-1990 

DPS1.088-17 L FABRICATING INTERIOR 
NONACOUSTICAL 

PANELS, LOW HEAT 
RELEASE 

04-AUG-2014 

037-MM
Departure to 
DPS1.088-17 

- FABRICATING INTERIOR 
NONACOUSTICAL 
PANELS, LOW HEAT 

RELEASE 

20-JAN-2017 

C17-392
Departure to 
DPS1.088-17 

FABRICATING INTERIOR 
NONACOUSTICAL 
PANELS, LOW HEAT 
RELEASE 

11-FEB-2004 

DPS1.088-18 D FABRICATING INTERIOR 
PANELS, LOW HEAT 
RELEASE 

05-SEP-2014 

DPS1.088-19 D FABRICATING 
GLASS/EPOXY FOAM 

CORE PANELS 

29-JUN-2012 

DPS1.088-2 D LIGHT SEALS INTERIOR 
PANELS 

17-MAY-1990 

DPS1.088-3 AD FABRICATING INTERIOR 
NONACOUSTICAL 

PANELS 

12-JUL-2012 

DPS1.088-4 INACT
IVE 

INSTALLATION 
CLEARANCES OF DC-8 
60 SERIES INTERIOR 

PANELS 

25-AUG-1972 

DPS1.088-5 INACT
IVE 

GEOMETRIC CORE 
INTERIOR PANELS 

01-JUN-1973 

DPS1.089 INACT
IVE 

REWORK OR SALVAGE 
OF BONDED WOOD 

INTERIOR PANELS 

18-FEB-1983 

DPS1.091 E TAPE, APPLICATION OF 22-NOV-2004 

DPS1.092 A LAMINATING ADHESIVE 
FILMS 

11-MAY-1970 
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s98-006B
Departure to 

DPS1.092 

LAMINATING ADHESIVE 
FILMS 

09-DEC-2003 

DPS1.093 E REWORK OF 
DECORATIVE 
LAMINATED PANELS 

09-JAN-1992 

s98-006B

Departure to 
DPS1.093 

REWORK OF 

DECORATIVE 
LAMINATED PANELS 

09-DEC-2003 

DPS1.094 L INTERIOR PANELS, 
DECORATIVE COVERING 

07-MAY-2002 

15-050

Departure to 
DPS1.094 

NEW INTERIOR PANELS, 

DECORATIVE COVERING 

28-OCT-2015 

DPS1.095 A CANCELLED 09-JUN-1970 

DPS1.096 D FORMING SELF-

COILING WINDOW 
SHADES 

09-JUN-1989 

DPS1.097 B INSTALLATION OF 
ADHESIVELY-BACKED 

POLYURETHANE RUB 
STRIPS 

19-DEC-2000 

DPS1.098 H INSTALLATION OF RAIN 
EROSION AND IMPACT 
PROTECTION TAPES 

29-SEP-2011 

DPS1.10 INACT
IVE 

SELF-SEALING CELLS 19-MAY-1983 

DPS1.101 P AIRCRAFT FUEL CELLS 24-JUL-1998 

DPS1.102 NEW FERRY TANKS - 

COLLAPSABLE FUEL 
CELL - RANGE 
EXTENSION SYSTEM 

26-JUN-1969 

DPS1.131 B REACTIVATION OF 
DESICCANT 

10-SEP-1990 

DPS1.132 B DESICCANT - STORAGE, 
HANDLING AND 
SHIPPING OF 

25-JUL-1990 

DPS1.14 AB CLOSURE OF OPENINGS 25-AUG-2016 

DPS1.151 A AIRCRAFT FUELS, 
LUBRICANTS AND 
HYDRAULIC FLUIDS 

18-MAY-1981 

DPS1.151-1 T AIRCRAFT FUEL 
HANDLING 

30-APR-1997 

DPS1.151-2 C LUBRICANT AND 

HYDRAULIC FLUID 
REQUIREMENTS 

19-APR-1996 

DPS1.151-4 D AVIATION FUEL - 
BIOCIDE TREATMENT 

16-SEP-1997 

DPS1.152 J SAFETY CANS & 

SOLVENT DISPENSERS 

31-JUL-1975 

DPS1.153-2 INACT
IVE 

HANDLING INJECTION 
WATER FOR JT9D 
ENGINES 

25-NOV-1992 

DPS1.155 C SOLVENT DISPENSERS 

POLYETHYLENE - 
SUPERSEDED 

11-AUG-1969 

DPS1.18 Y FIRE EXTINGUISHERS 04-AUG-2006 
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DPS1.22 P ANTISEIZE LUBRICANTS 21-APR-1999 

DPS1.272 G DRIVER BITS FOR 
RECESSED HEAD 
SCREWS 

12-NOV-1987 

DPS1.33 AH INSTALLING BUSHINGS, 
BEARINGS, SHRINK FIT 

ASSEMBLIES AND 
GENERAL STAKING 

18-JUN-2013 

DPS1.33-17 E INSTALLING BUSHINGS, 
BEARINGS, SHRINK FIT 
ASSEMBLIES AND 

GENERAL STAKING 

22-AUG-2019 

DCNPSO-009999_01
Engineering Order to 
DPS1.33-17 Rev E 

01 DPS1.33-17 DOCUMENT 
CHANGE NOTICE 

22-AUG-2019 

012-HAF
Departure to DPS1.33-
17 

A INSTALLING BUSHINGS, 
BEARINGS, SHRINK FIT 
ASSEMBLIES AND 
GENERAL STAKING 

13-JUL-2016 

028-GL

Departure to DPS1.33-
17 

A INSTALLING BUSHINGS, 

BEARINGS, SHRINK FIT 
ASSEMBLIES AND 
GENERAL STAKING 

30-APR-2019 

C17-525
Departure to DPS1.33-

17 

- INSTALLING BUSHINGS, 
BEARINGS, SHRINK FIT 

ASSEMBLIES AND 
GENERAL STAKING 

19-JAN-2018 

DPS1.33-2 M INSTALLING ANNULAR 
GROOVED BEARINGS & 

BUSHINGS 

07-MAY-2013 

DPS1.33-2-17 A INSTALLING ANNULAR 
GROOVED BEARINGS & 
BUSHINGS 

18-AUG-2003 

C17-488

Departure to DPS1.33-
2-17 

INSTALLING ANNULAR 

GROOVED BEARINGS & 
BUSHINGS 

27-JAN-2011 

DPS1.33-3 C INSTALLATION OF 
FORCEMATE HIGH 
INTERFERENCE FIT 

BUSHING 

01-DEC-2020 

DCNPSO-013641_01
Engineering Order to 
DPS1.33-3 Rev C 

01 DPS1.33-3 DOCUMENT 
CHANGE NOTICE 

01-DEC-2020 

DPS1.33-4 B INSTALLATION OF COLD 

EXPANSION STYLE 
BULKHEAD FITTINGS 

27-MAY-2005 

DPS1.333 NEW PERMANENT MAGNETS 03-AUG-1972 

DPS1.334 INACT

IVE 

INSTALLING TYPE E 

1795 ANTENNA 
FITTINGS 

15-JAN-1981 

DPS1.335 INACT
IVE 

PUSH-PULL CONTROLS 14-JAN-1981 

DPS1.336 AC INSTALLATION OF 

PRELOAD INDICATING 
WASHERS 

20-JUL-2009 

DPS1.34 K ELECTRICAL 
INSTALLATIONS INDEX 

- MILITARY 

21-JAN-2010 

DPS1.34-1 AM COPPER ELECTRICAL 
TERMINALS - MILITARY 

14-APR-2014 

DPS1.34-10 B 15-NOV-1989 
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FLEXIBLE ELECTRICAL 
CONDUIT, INDEX - 
MILITARY 

DPS1.34-10.1 NEW FLEXIBLE ELECTRICAL 

CONDUIT, METALLIC - 
MILITARY 

15-NOV-1989 

DPS1.34-10.2 NEW FLEXIBLE ELECTRICAL 
CONDUIT, 

NONMETALLIC - 
MILITARY 

15-NOV-1989 

DPS1.34-11 F FUEL QUANTITY 
SENSING SYSTEM 
INDEX - MILITARY 

11-JUL-1989 

DPS1.34-11.1 U FUEL QUANTITY 
SENSING SYSTEM - C17 
AIRCRAFT 

07-AUG-2014 

004-MM
Departure to DPS1.34-

11.1 

FUEL QUANTITY 
SENSING SYSTEM - C17 

AIRCRAFT 

13-FEB-1996 

009-MM
Departure to DPS1.34-
11.1 

FUEL QUANTITY 
SENSING SYSTEM - C17 
AIRCRAFT 

29-MAR-1996 

035-MM
Departure to DPS1.34-
11.1 

FUEL QUANTITY 
SENSING SYSTEM - 
C-17 AIRCRAFT 

16-JUN-2011 

DPS1.34-11.2 NEW FUEL QUANTITY 
SENSING SYSTEM - A4 

AIRCRAFT 

19-JUL-1990 

s95-039
Departure to DPS1.34-
11.2 

FUEL QUANTITY 
SENSING SYSTEM - A4 
AIRCRAFT 

11-JAN-1996 

DPS1.34-12 AA ELECTRICAL 

IDENTIFICATION & 
SHOP PRACTICES - 
MILITARY 

03-FEB-2014 

016-MM
Departure to DPS1.34-

12 

ELECTRICAL 
IDENTIFICATION & 

SHOP PRACTICES - 
MILITARY 

22-JAN-1997 

DPS1.34-13 AG COAXIAL CABLE 
CONNECTORS, INDEX - 
MILITARY 

30-SEP-1993 

DPS1.34-13.1 INACT
IVE 

CONNECTORS, COAXIAL 
CABLE (WITHOUT TERM 
CODES - MILITARY 

06-OCT-1993 

DPS1.34-13.2 AK CONNECTORS, COAXIAL 
CABLE (WITH TERM 

CODES) - MILITARY 

16-OCT-2015 

DPS1.34-15 INACT
IVE 

REPAIRING AIRCRAFT 
ELECTRICAL WIRES 
AND CABLES 

15-JAN-1981 

DPS1.34-16 A SEMI-FLEXIBLE 

COAXIAL CABLE 

24-AUG-1962 

010-LL
Departure to DPS1.34-

16 

SEMI-FLEXIBLE 
COAXIAL CABLE 

30-MAY-2008 

DPS1.34-18 E PLASTIC MECHANICAL 
STRAPS - SUPERSEDED 

12-NOV-1987 

DPS1.34-19 N TERMINAL JUNCTION 
BLOCKS, POWER 

DISTRIBUTION BUSSES 
AND GROUNDING 
BLOCKS - MILITARY 

29-JUN-2011 

DPS1.34-2 C ALUMINUM ELECTRICAL 
TERMINALS - MILITARY 

04-FEB-1997 
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DPS1.34-20 G WALTER KIDDE FIRE 
DETECTORS - MILITARY 

21-OCT-1993 

DPS1.34-21 INACT
IVE 

ASSEMBLY AND 
INSTALLATION OF 
EDISON FIRE 
DETECTOR SYSTEM 

23-JAN-1981 

DPS1.34-22 L MANIFOLD OVERHEAT 

DETECTION SYSTEM - 
MILITARY 

21-AUG-2008 

DPS1.34-24 B AIRPLANE STORAGE 
BATTERIES - MILITARY 

21-FEB-2007 

DPS1.34-27 AC STRIPPING ELECTRICAL 
WIRE AND CABLE - 
MILITARY 

11-JUN-2012 

001-PLI

Departure to DPS1.34-
27 

- STRIPPING ELECTRICAL 

WIRE AND CABLE - 
MILITARY 

05-JUL-2019 

DPS1.34-3 U ELECTRICAL 
CONNECTORS INDEX - 
MILITARY 

19-DEC-2006 

DPS1.34-3.1 BH ELECTRICAL 
CONNECTORS GENERAL 
REQUIREMENTS - 
MILITARY 

22-MAY-2014 

005-LL

Departure to 
DPS1.34-3.1 

ELECTRICAL 

CONNECTORS GENERAL 
REQUIREMENTS - 
MILITARY 

01-JUN-2008 

DPS1.34-3.10 R ELECTRICAL 

CONNECTORS - MIL-
C-26482 (MIL-C-83723 
SERIES I)- MILITARY 

24-JAN-2011 

DPS1.34-3.11 AM ELECTRICAL 
CONNECTORS - MIL-

C-38999 - MILITARY 

19-SEP-2018 

DCNPSO-003824_01
Engineering Order to 
DPS1.34-3.11 Rev AM 

01 DPS1.34-3.11 
DOCUMENT CHANGE 
NOTICE 

19-SEP-2018 

019-MM

Departure to 
DPS1.34-3.11 

ELECTRICAL 

CONNECTORS - MIL-
C-38999 - MILITARY 

30-APR-1997 

C17-538
Departure to 
DPS1.34-3.11 

- ELECTRICAL 
CONNECTORS - MIL-
C-38999 - MILITARY 

18-FEB-2021 

DPS1.34-3.12 A ELECTRICAL 
CONNECTORS - FLIGHT 

28-JUL-2009 

DPS1.34-3.13 M ELECTRICAL 
CONNECTORS - (MIL-C-
83723 SERIES III AND 

MS3459) - MILITARY 

08-NOV-2011 

DPS1.34-3.14 P ELECTRICAL 
CONNECTORS - MIL-
C-5015 (MIL-C-83723 

SERIES II)- MILITARY 

29-JUN-2011 

005-MM
Departure to 
DPS1.34-3.14 

ELECTRICAL 
CONNECTORS - MIL-
C-5015 (MIL-C-83723 
SERIES II) - MILITARY 

13-FEB-1996 

DPS1.34-3.15 NEW ELECTRICAL 
CONNECTORS - 
AVIBANK 

02-AUG-1978 

DPS1.34-3.16 BH RECTANGULAR AND 
RACK & PANEL 

10-APR-2013 
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CONNECTORS - 
MILITARY 

003-LL
Departure to 

DPS1.34-3.16 

RECTANGULAR AND 
RACK & PANEL 

CONNECTORS - 
MILITARY 

07-FEB-2008 

008-LL
Departure to 

DPS1.34-3.16 

RECTANGULAR AND 
RACK & PANEL 

CONNECTORS - 
MILITARY 

17-MAR-2008 

008A-LL
Departure to 
DPS1.34-3.16 

RECTANGULAR AND 
RACK & PANEL 
CONNECTORS - 

MILITARY 

10-APR-2008 

C17-539
Departure to 
DPS1.34-3.16 

- RECTANGULAR AND 
RACK & PANEL 
CONNECTORS - 
MILITARY 

19-FEB-2021 

DPS1.34-3.17 A ELECTRICAL 
CONNECTORS - MIL-
C-81703 - MILITARY 

09-JUL-2005 

DPS1.34-3.19 AK DATA BUS CONTACTS 

AND CONNECTORS - 
MILITARY 

23-SEP-2014 

DPS1.34-3.2 M ELECTRICAL 
CONNECTORS - 
AMPHENOL 

13-JUN-2013 

DPS1.34-3.3 A ELECTRICAL 
CONNECTORS - BENDIX 

14-FEB-1973 

DPS1.34-3.4 D ELECTRICAL 
CONNECTORS - BURNDY 

28-MAY-1976 

DPS1.34-3.5 M ELECTRICAL 

CONNECTORS - 
CANNON 

16-DEC-2008 

DPS1.34-3.6 F ELECTRICAL 
CONNECTORS - 
DEUTSCH 

05-FEB-2009 

DPS1.34-3.7 NEW ELECTRICAL 
CONNECTORS - 
SOURIAU 

27-FEB-1970 

DPS1.34-3.8 N ELECTRICAL AND 
ELECTRONIC 

COMPONENTS - 
MILITARY 

18-NOV-2011 

DPS1.34-3.9 R ELECTRICAL 
CONNECTORS - 
MISCELLANEOUS - 

MILITARY 

22-APR-2020 

DCNPSO-012516_01
Engineering Order to 
DPS1.34-3.9 Rev R 

01 DPS1.34-3.9 
DOCUMENT CHANGE 
NOTICE 

22-APR-2020 

006-LL
Departure to 
DPS1.34-3.9 

TERMINATING 
ELECTRICAL SHIELDS - 
MILITARY 

01-JUN-2008 

DPS1.34-30 F HEAT SHRINKABLE 
INSULATING 

MATERIALS - MILITARY 

10-APR-2010 

DPS1.34-31 NEW STATIC DISCHARGERS - 
MILITARY 

02-APR-1991 

DPS1.34-32 A FABRICATING FIBER 
OPTIC CABLES - 

MILITARY 

11-DEC-2003 

030-MM R3
Departure to DPS1.34-
32 

FABRICATING FIBER 
OPTIC CABLES - 
MILITARY 

11-APR-2005 

033-MM

Departure to DPS1.34-
32 

FABRICATING FIBER 

OPTIC CABLES - 
MILITARY 

15-APR-2008 
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DPS1.34-39 INACT
IVE 

FABRICATING 
ELECTRICAL SHIELDED 
WIRE BUNDLES 

16-JUN-1987 

DPS1.34-4 T SPLICING ELECTRICAL 

WIRING INDEX - 
MILITARY 

31-AUG-1989 

DPS1.34-4.1 AD SPLICING ELECTRICAL 
WIRING WITH COPPER 

CRIMP SPLICES - 
MILITARY 

03-SEP-2014 

DPS1.34-4.2 G SPLICING ELECTRICAL 
WIRING WITH SOLDER 
SLEEVE SPLICES - 

MILITARY 

25-JUN-2009 

DPS1.34-40 A ELECTRICAL COMPUTER 
CODES - MILITARY 

31-MAR-1987 

DPS1.34-40.1 AM ELECTRICAL WIRE 
CODES - MILITARY 

07-AUG-2014 

036-MM
Departure to DPS1.34-
40.1 

ELECTRICAL WIRE 
CODES - MILITARY 

31-MAY-2011 

C17-407
Departure to DPS1.34-

40.1 

ELECTRICAL WIRE 
CODES - MILITARY 

23-JUN-2004 

DPS1.34-40.2 BP ELECTRICAL WIRE END 
TERMINATION CODES - 
MILITARY 

03-JUL-2017 

DCNPSO-001639_01

Engineering Order to 
DPS1.34-40.2 Rev BP 

01 DPS1.34-40.2 

DOCUMENT CHANGE 
NOTICE 

03-JUL-2017 

DPS1.34-40.3 BJ ELECTRICAL TOOL 
CODES, IN-

PRODUCTION AIRCRAFT 
- MILITARY 

13-JUN-2019 

DCNPSO-008805_01
Engineering Order to 
DPS1.34-40.3 Rev BJ 

01 DPS1.34-40.3 
DOCUMENT CHANGE 
NOTICE 

13-JUN-2019 

015-MM
Departure to DPS1.34-
40.3 

ELECTRICAL TOOL 
CODES, IN-
PRODUCTION AIRCRAFT 
- MILITARY 

15-NOV-1996 

DPS1.34-40.4 NEW ELECTRICAL WIRE 

CODES, OUT-OF-
PRODUCTION - 
MILITARY 

21-MAR-1991 

DPS1.34-40.5 NEW ELECTRICAL WIRE END 

TERMINATION CODES, 
OUT OF PRODUCTION 
AIRCRAFT - MILITARY 

27-JUL-1994 

DPS1.34-40.6 NEW ELECTRICAL TOOL 
CODES, OUT-OF-

PRODUCTION AIRCRAFT 
- MILITARY 

18-NOV-1991 

DPS1.34-5 AB SOLDERING 
ELECTRICAL 
TERMINATIONS - 

MILITARY 

30-JAN-2009 

003-MM
Departure to 
DPS1.34-5 

SOLDERING 
ELECTRICAL 
TERMINATIONS - 
MILITARY 

13-FEB-1996 

007-LL
Departure to 
DPS1.34-5 

SOLDERING 
ELECTRICAL 
TERMINATIONS - 
MILITARY 

13-FEB-1996 

DPS1.34-51 W 17-MAY-2012 
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BRAIDED ELECTRICAL 
WIRE HARNESS - 
MILITARY 

010-MM

Departure to DPS1.34-
51 

BRAIDED ELECTRICAL 

WIRE HARNESS - 
MILITARY 

06-MAY-1996 

011-MM
Departure to DPS1.34-

51 

BRAIDED ELECTRICAL 
WIRE HARNESS - 

MILITARY 

17-MAY-1996 

C17-479
Departure to DPS1.34-
51 

BRAIDED ELECTRICAL 
WIRE HARNESS - 
MILITARY 

10-MAR-2010 

DPS1.34-52 M PROTECTION OF 

ELECTROSTATIC 
DISCHARGE SENSITIVE 
COMPONENTS - 
MILITARY 

15-DEC-2011 

DPS1.34-6 U ATTACHING TERMINALS 

TO TERMINAL STRIPS 
AND EQUIPMENT - 
MILITARY 

21-AUG-2008 

DPS1.34-7 BJ FABRICATING AND 

INSTALLING WIRE 
HARNESSES - MILITARY 

19-SEP-2018 

DCNPSO-002127_01
Engineering Order to 
DPS1.34-7 Rev BJ 

01 DPS1.34-7 DOCUMENT 
CHANGE NOTICE 

19-SEP-2018 

DPS1.34-8 D INSTALLING WIRE IN 
RIGID METALLIC 
CONDUIT - MILITARY 

26-OCT-1994 

DPS1.34-9 CB TERMINATING 
ELECTRICAL SHIELDS - 

MILITARY 

06-APR-2021 

DCNPSO-011041_01
Engineering Order to 
DPS1.34-9 Rev CB 

01 DPS1.34-9 DOCUMENT 
CHANGE NOTICE 

06-APR-2021 

DPS1.341 E BUS BARS, INSULATION 

AND INSTALLATION 

13-APR-2016 

DPS1.348 INACT
IVE 

AIRPLANE STORAGE 
BATTERIES 

23-JAN-1981 

DPS1.349 AT RESILIENT POTTING OF 
ELECTRICAL 

CONNECTORS 

24-MAY-2016 

DPS1.349-2 INACT
IVE 

SEALING WIRE 
BUNDLES 

06-FEB-1981 

DPS1.350 K RIGID POTTING OF 
ELECTRICAL SYSTEM 

COMPONENTS 

25-OCT-1985 

s87-049C
Departure to 
DPS1.350 

RIGID POTTING OF 
ELECTRICAL SYSTEM 
COMPONENTS 

31-MAR-1992 

DPS1.350-2 E THERMAL-SHOCK 

RESISTANT POTTING 
COMPOUND 

13-AUG-1974 

DPS1.37 AE ELECTRICAL BONDING 
CONNECTIONS - 

MILITARY 

14-MAR-2012 

009-MC
Departure to DPS1.37 

ELECTRICAL BONDING 
CONNECTIONS - 
MILITARY 

15-AUG-1995 

DPS1.381 INACT

IVE 

ELECTRONIC 

COMPONENT 
FABRICATION 

15-JAN-1981 

DPS1.39 E SERVING & 
PREPARATION OF WIRE 
INSULATION 

03-DEC-1987 

DPS1.40 INACT
IVE 

26-FEB-1992 
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INSULATION OF 
ELECTRICAL CONDUIT & 
LINES 

DPS1.41 INACT

IVE 

GLASS & SYNTHETIC 

FIBER LAMINATES 
THERMAL RADIATION 
REFLECTANT 

09-JUN-1987 

DPS1.410 A ULTRASONIC WELDING 

OF THERMOPLASTICS 

09-JUN-1989 

DPS1.43 NEW LOST WAX LAMINATES 15-APR-1966 

DPS1.434 U INJECTION MOLDING - 
PLASTIC PARTS 

31-AUG-2004 

DPS1.436 D FABRICATING 

POLYCARBONATES 

19-OCT-2000 

DPS1.44 G REINFORCED PLASTIC 
LAMINATES 
(REFERENCES DPS 1.04 
SER. 

06-MAR-1970 

DPS1.441 C REPAIR OF REINFORCED 
PLASTIC PARTS 

03-AUG-1992 

DPS1.441-1 SUPER
SEDED 

NO TITLE - 
SUPERSEDED 

10-JUL-1964 

DPS1.441-3 INACT

IVE 

REWORK & REPAIR OF 

MOLDED MELAMINE 
PARTS 

30-JUL-1990 

DPS1.442 G INSTALLING RING 
LOCKED INSERTS & 
STUDS AND KNIFE 

THREAD INSERTS 

02-DEC-1992 

DPS1.443 D COMPRESSION MOLDED 
PLASTIC PARTS 

17-APR-1990 

DPS1.445 INACT
IVE 

FABRICATING FLUTED 
CORE PANELS 

21-NOV-1988 

DPS1.446 INACT
IVE 

FABRICATING PANEL 
ASSEMBLIES USING 
PRETRIMMED FLUTED 
CORE 

18-NOV-1988 

DPS1.448 B FORMING RIGID 

PLASTIC TUBING 

08-JAN-1990 

DPS1.448-1 A SWAGING OF RIGID 
NYLON TUBING 

12-APR-1990 

013-MC
Departure to 

DPS1.448-1 

SWAGING OF RIGID 
NYLON TUBING 

08-JAN-1996 

DPS1.450 D GLASS FIBER - 
PREFORM MOLDING 

30-APR-2002 

DPS1.451 V VACUUM FORMING 
SHEET PLASTIC 

31-AUG-2004 

DPS1.453 E PLASTICS REINFORCED 

- GENERAL PURPOSE 

16-OCT-1978 

DPS1.456 D SURFACE COATING, 
REINFORCED PLASTIC 
LAMINATES 

19-OCT-2004 

DPS1.461 G SEAT TRACK AND 

SPECIAL MARKERS 

25-MAR-1993 

s98-006B
Departure to 
DPS1.461 

SEAT TRACK AND 
SPECIAL MARKERS 

09-DEC-2003 
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DPS1.463 INACT
IVE 

FIBERGLASS FILAMENT 
WINDING 

26-OCT-1988 

DPS1.464 F REINFORCED PLASTICS 
FIREWALL LAMINATES 

21-FEB-2019 

DCNPSO-006543_01
Engineering Order to 
DPS1.464 Rev F 

01 DPS1.464 DOCUMENT 
CHANGE NOTICE 

21-FEB-2019 

DPS1.465 B LAMINATE 
FABRICATION DMS 

2191 - SUPERSEDED 

30-MAY-1996 

DPS1.466 A DIFFUSED 
TRANSPARENT 
SURFACES 

10-APR-1990 

DPS1.467 A COMPRESSION 

MOLDING PHENOLIC 
BMC, SMC, AND 
PREFORMS 

09-NOV-1989 

DPS1.468 A VACUUM/PRESSURE 

FORMING SHEET 
PLASTIC, LOW HEAT 
RELEASE 

19-FEB-1990 

s98-006B
Departure to 

DPS1.468 

VACUUM/PRESSURE 
FORMING SHEET 

PLASTIC, LOW HEAT 
RELEASE 

09-DEC-2003 

DPS1.469 B RESIN TRANSFER 
MOLDED (RTM PARTS 

05-NOV-2004 

DPS1.469-1 NEW RESIN TRANSFER 

MOLDED (RTM - FUEL 
DRAIN MAST 

30-MAR-1994 

s98-006B
Departure to 
DPS1.469-1 

RESIN TRANSFER 
MOLDED (RTM - FUEL 
DRAIN MAST 

09-DEC-2003 

DPS1.49 E SERVING NON-
METALLIC CORDS & 
CABLES 

13-MAR-1991 

DPS1.500 NEW GLASS & SYNTHETIC 
FIBER LAMINATES - 

RESIN SYSTEM - 
SUPERSEDED 

02-SEP-1966 

DPS1.560 INACT
IVE 

POLYURETHANE FOAMS 06-MAY-1970 

DPS1.561 B HEAT FORMING 

POLYURETHANE FOAM, 
FLEXIBLE 

22-JAN-1990 

DPS1.562 A PROCESSING FLEXIBLE 
URETHANE WATER 

BLOWN FOAM WITH 
FORMED ABS SKIN 

29-JUN-1990 

DPS1.563 INACT
IVE 

MOLDING, FOAM, 
SYNTACTIC 

06-SEP-1989 

DPS1.564 C CASTING EPOXY FOAM - 

SUPERSEDED 

25-MAY-2004 

DPS1.565 F SHIM, FORM-IN-PLACE, 
RESILIENT 

10-SEP-2001 

DPS1.565-1 D SHIM FACSIMILE 
FABRICATION, FORM-
IN-PLACE, ASSEMBLY 

AID 

03-SEP-2014 

s98-006B
Departure to 
DPS1.565-1 

SHIM FACSILILE 
FABRICATION, FORM-
IN-PLACE, ASSEMBLY 

AID 

09-DEC-2003 

DPS1.566 D CASTING DMS 2140 
URETHANE 

18-DEC-1998 
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DPS1.567 T PROCESSING RIGID 
URETHANE FOAM 

09-JUL-2012 

DPS1.568 L PROCESSING FLEXIBLE 
URETHANE FOAMS 

01-AUG-2012 

DPS1.569 A MACHINE PROCESSING 
FLEXIBLE URETHANE 
FOAM - SUPERSEDED 

28-JAN-1972 

DPS1.570 E DUCTS AND CONDUITS, 
FABRICATING 

12-JUN-1990 

DPS1.571 B MACHINING RIGID 
POLYMETHACRYLIMIDE 
FOAM 

05-MAR-2009 

DPS1.621 INACT
IVE 

GRAPHITE COMPOSITE 
LAMINATES, THERMAL 
EXPANSION MOLDED 

01-APR-1988 

DPS1.621-1 INACT
IVE 

Rudder Assembly, 
Graphite Composite, 

Upper Aft 

01-APR-1988 

DPS1.621-2 INACT
IVE 

Rudder Assembly Woven 
Graphite Composite, 
Upper Aft 

01-APR-1988 

DPS1.621-3 INACT

IVE 

DC-9 Advanced 

Composite Rudder Tab 

01-APR-1988 

DPS1.622 INACT
IVE 

GRAPHITE COMPOSITE 
LAMINATES, 
AUTOCLAVE MOLDED 

24-JUN-1988 

DPS1.622-1 INACT
IVE 

DPS 1.622 Series 24-JUN-1988 

DPS1.622-2 INACT
IVE 

DPS 1.622 Series 24-JUN-1988 

DPS1.622-3 INACT
IVE 

DPS 1.622 Series 24-JUN-1988 

DPS1.622-5 INACT
IVE 

DPS 1.622 Series 24-JUN-1988 

DPS1.623 INACT
IVE 

ARAMID FIBER/PMR-15 
POLYIMIDE 
COMPOSITES 

24-JUN-1988 

DPS1.624 W AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

06-FEB-2020 

DCNPSO-003628_01

Engineering Order to 
DPS1.624 Rev W 

01 DPS1.624 DOCUMENT 

CHANGE NOTICE 

06-FEB-2020 

001-HCA
Departure to 

DPS1.624 

- AUTOCLAVE 
PROCESSING OF 

ADVANCED COMPOSITE 
PREPREG 

27-APR-2017 

001-MV
Departure to 
DPS1.624 

AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 

PREPREG 

20-OCT-1997 

001-UT
Departure to 
DPS1.624 

AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

17-DEC-2007 

01-JUN-1995 
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002-NC
Departure to 
DPS1.624 

AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

004-HB
Departure to 
DPS1.624 

AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

20-JUL-1996 

004-LT
Departure to 
DPS1.624 

AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

16-JUN-1995 

006-MV

Departure to 
DPS1.624 

AUTOCLAVE 

PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

11-DEC-1997 

020-MV
Departure to 

DPS1.624 

AUTOCLAVE 
PROCESSING OF 

ADVANCED COMPOSITE 
PREPREG 

03-JUL-2006 

022-MV
Departure to 

DPS1.624 

AUTOCLAVE 
PROCESSING OF 

ADVANCED COMPOSITE 
PREPREG 

01-FEB-2008 

C17-437
Departure to 
DPS1.624 

AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 

PREPREG 

02-NOV-2005 

C17-528
Departure to 
DPS1.624 

- AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

12-FEB-2019 

ND002
Departure to 
DPS1.624 

A AUTOCLAVE 
PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

11-APR-2012 

s10-001

Departure to 
DPS1.624 

AUTOCLAVE 

PROCESSING OF 
ADVANCED COMPOSITE 
PREPREG 

02-JUL-2010 

DPS1.624-1 B BLEED PROCESS - DMS 
2224 PREPREG 

16-DEC-1988 

DPS1.624-10 NEW VACUUM BAG LOW 

TEMPERATURE CURE - 
DMS2500 

10-MAY-2011 

DPS1.624-2 F NO-BLEED PROCESS - 
350°F CURING PREPREG 

15-JUL-1996 

016-MV

Departure to 
DPS1.624-2 

NO-BLEED PROCESS - 

350°F CURING PREPREG 

22-SEP-1998 

DPS1.624-3 C 250°F CURE PROCESS - 
DMS 2288 PREPREG 

16-DEC-1988 

005-MH

Departure to 
DPS1.624-3 

250°F CURE PROCESS - 

DMS 2288 PREPREG 

23-FEB-2005 

007-MH
Departure to 
DPS1.624-3 

250°F CURE PROCESS - 
DMS 2288 PREPREG 

23-FEB-2005 

009-MH
Departure to 
DPS1.624-3 

250°F CURE PROCESS - 
DMS 2288 PREPREG 

26-MAY-2009 

018-MV

Departure to 
DPS1.624-3 

250°F CURE PROCESS - 

DMS 2288 PREPREG 

10-DEC-1999 
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021-MV
Departure to 
DPS1.624-3 

250°F CURE PROCESS - 
DMS 2288 PREPREG 

31-MAY-2007 

FK-003

Departure to 
DPS1.624-3 

250°F CURE PROCESS - 

DMS 2288 PREPREG 

11-APR-2002 

DPS1.624-4 E NO BLEED PROCESS - 
DMS2322 PREPREG 

17-AUG-2010 

DPS1.624-5 NEW PROCESSING DMS 2337 

PREPREG, 300°F CURE 

29-SEP-1988 

005-MV
Departure to 
DPS1.624-5 

PROCESSING DMS 2337 
PREPREG, 300°F CURE 

18-DEC-1997 

s96-002

Departure to 
DPS1.624-5 

PROCESSING DMS 2337 

PREPREG, 300°F CURE 

09-FEB-1996 

DPS1.624-6 B NO-BLEED PROCESS - 
50 PSI AUTOCLAVE 

CURE 

25-SEP-1997 

DPS1.624-7 A FIBER PLACED 
CARBON/EPOXY 
LAMINATES, 
FABRICATION AND 

ACCEPTANCE OF 

30-AUG-1998 

DPS1.624-8 A PROCESSING DMS 2455 
PREPREG, 350F CURE 

26-JUN-1997 

034-LT
Departure to 

DPS1.624-8 

PROCESSING DMS 2455 
PREPREG, 350°F CURE 

26-JUN-1997 

037-LT
Departure to 
DPS1.624-8 

PROCESSING DMS 2455 
PREPREG, 350°F CURE 

22-SEP-1997 

040-LT

Departure to 
DPS1.624-8 

PROCESSING DMS 2455 

PREPREG, 350°F CURE 

11-NOV-1997 

051-LT
Departure to 

DPS1.624-8 

PROCESSING DMS 2455 
PREPREG, 350°F CURE 

22-JUL-2002 

DPS1.624-9 NEW VACUUM BAG 
PRESSURE/250°F CURE 
- DMS 2437 

18-JUL-1997 

DPS1.630 B RESIN FILM INFUSION 

(RFI) 

14-MAY-2009 

DPS1.631 C CONTROLLED 
ATMOSPHERIC 
PRESSURE RESIN 
INFUSION (CAPRI 

05-JUL-2006 

024-MV
Departure to 
DPS1.631 

CONTROLLED 
ATMOSPHERIC 
PRESSURE RESIN 
INFUSION (CAPRI) 

28-OCT-2009 

DPS1.632 A RESIN TRANSFER 

MOLDING (RTM) OF 
FIBER REINFORCED 
PARTS 

26-APR-2004 

DPS1.640 F STITCHING DRY FIBER 

PREFORMS 

17-JUL-2006 

DPS1.650 A ARAMID FIBER BASE - 
PLASTIC LAMINATES 
FOR STRUCTURAL USE 

14-JUN-1989 

DPS1.650-1 A LAMINATE 
FABRICATION - 

COMPOSITE 

03-JAN-1990 
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ASSEMBLIES, DC-9 
MODEL 80 

DPS1.660 A LAMINATE 
FABRICATION - 

COMPOSITE 
ASSEMBLIES WITH 
SYNTACTIC CORE FOR 
MD-80 

11-JUL-1989 

DPS1.670 D PROCESSING OF 
POLYIMIDE AND 
BISMALEIMIDE FIBER 
REINFORCED 
LAMINATES 

11-JUL-2007 

013-LT
Departure to 
DPS1.670 

PROCESSING OF 
POLYIMIDE AND 
BISMALEIMIDE FIBER 
REINFORCED 
LAMINATES 

04-OCT-1996 

DPS1.670-1 NEW FABRICATION OF PMR-
15 POLYIMIDE/CARBON 
LAMINATES, DMS 2305 

22-OCT-1987 

DPS1.670-2 A FABRICATION OF 

BISMALEIMIDE/CARBON 
LAMINATES, DMS 2279 

03-MAR-1994 

003-UK
Departure to 
DPS1.670-2 

FABRICATION OF 
BISMALEIMIDE/CARBON 
LAMINATES, DMS2279 

10-JUN-1997 

005-AHL
Departure to 
DPS1.670-2 

FABRICATION OF 
BISMALEIMIDE/CARBON 
LAMINATES, DMS2279 

21-FEB-2000 

DPS1.670-3 D FABRICATION OF 

REINFORCED 
BISMALEIMIDE 
LAMINATE, DMS 2438 

09-DEC-2009 

s98-041
Departure to 
DPS1.670-3 

FABRICATION OF 
REINFORCED 
BISMALEIMIDE 

LAMINATE, DMS 2438 

25-NOV-1998 

DPS1.680 NEW CONSOLIDATION 
PROCESS CARBON 
REINFORCED 
THERMOPLASTIC - DMS 

2366 (PEEK 

13-NOV-1989 

DPS1.700 W PYROMETRY 10-DEC-2013 

GA005
Departure to 

DPS1.700 

PYROMETRY 07-APR-1992 

GR-001
Departure to 
DPS1.700 

NEW PYROMETRY 08-MAY-2013 

DPS1.834 E COMMERCIAL AIRCRAFT 

ELECTRICAL 
INSTALLATIONS INDEX 

02-AUG-1991 

DPS1.834-1 BR COPPER ELECTRICAL 
TERMINALS - 
COMMERCIAL 

22-OCT-2013 

DPS1.834-10 C FLEXIBLE ELECTRICAL 
CONDUIT - INDEX 

03-DEC-1969 

DPS1.834-10.1 A FLEXIBLE ELECTRICAL 
CONDUIT - METALLIC 

10-DEC-1971 

FLEXIBLE ELECTRICAL 

CONDUIT - METALLIC 

02-MAY-1996 
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s96-025
Departure to 
DPS1.834-10.1 
DPS1.834-10.2 K FLEXIBLE ELECTRICAL 

CONDUIT - 
NONMETALLIC 

21-NOV-2001 

DPS1.834-11 R FUEL QUANTITY 
SENSING SYSTEMS 

INDEX - COMMERCIAL 

10-MAY-1988 

DPS1.834-11.1 J FUEL QUANTITY 
SENSING SYSTEMS - 
GENERAL 
REQUIREMENTS 

14-DEC-1995 

DPS1.834-11.2 L FUEL QUANTITY 
SENSING SYSTEMS - 
CONNECTORS 

02-JUL-2009 

DPS1.834-11.3 R FUEL QUANTITY 
SENSING SYSTEMS - 

PROBE TERMINATIONS - 
COMMERCIAL 

06-DEC-2013 

DPS1.834-12 AC ELECTRICAL 
IDENTIFICATION & 

SHOP PRACTICES - 
COMMERCIAL 

15-SEP-2009 

DPS1.834-13 N COAXIAL CABLE 
CONNECTOR 
REQUIREMENTS - 

COMMERCIAL 

31-AUG-2004 

DPS1.834-13.1 SUPER
SEDED 

COAXIAL CABLE 
CONNECTORS (SERIES) 
- SUPERSEDED 

07-AUG-1989 

DPS1.834-13.10 SUPER

SEDED 

CONNECTORS, COAXIAL 

CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.11 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.12 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.13 SUPER

SEDED 

CONNECTORS, COAXIAL 

CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.14 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.2 AC CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

06-MAY-2013 

DPS1.834-13.3 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.4 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.5 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.6 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.7 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.8 SUPER

SEDED 

CONNECTORS, COAXIAL 

CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-13.9 SUPER
SEDED 

CONNECTORS, COAXIAL 
CABLE - COMMERCIAL 

21-OCT-2008 

DPS1.834-15 J REPAIRING ELECTRICAL 
WIRE AND CABLE 

26-APR-2002 
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DPS1.834-16 A SEMI-FLEXIBLE 
COAXIAL CABLE 

09-OCT-1964 

DPS1.834-17 A TAPER PIN 
TERMINATIONS 

08-DEC-1967 

DPS1.834-18 M PLASTIC MECHANICAL 
STRIPS - SUPERSEDED 

11-AUG-1987 

DPS1.834-19 AK TERMINAL JUNCTION 
BLOCKS, POWER 
DISTRIBUTION BUSSES, 

DISCONNECT PANELS, 
AND GROUNDING 
BLOCKS - COMMERCIAL 

17-DEC-2014 

17-006
Departure to 

DPS1.834-19 

- TERMINAL JUNCTION 
BLOCKS, POWER 

DISTRIBUTION BUSSES, 
DISCONNECT PANELS, 
AND GROUNDING 
BLOCKS - COMMERCIAL 

19-SEP-2017 

DPS1.834-2 M ALUMINUM ELECTRICAL 

TERMINALS - 
COMMERCIAL 

16-OCT-1997 

DPS1.834-20 G KIDDE FIRE DETECTOR 
SYSTEM 

14-MAY-1985 

DPS1.834-21 L EDISON FIRE 

DETECTORS 

21-JAN-1980 

DPS1.834-22 T OVERHEAT DETECTOR 
SYSTEM - COMMERCIAL 

14-AUG-2013 

DPS1.834-23 CD Identification Of 
Electrical Wire - 

Commercial 

16-MAY-2012 

DPS1.834-24 D AIRCRAFT STORAGE 
BATTERIES 

07-NOV-1985 

DPS1.834-25 T ELECTRICAL BONDING 
CONNECTIONS - 

COMMERCIAL 

28-APR-2011 

DPS1.834-27 AG STRIPPING ELECTRICAL 
WIRE, CABLE AND 
COAXIAL CABLE - 
COMMERCIAL 

13-AUG-2003 

17-002
Departure to 
DPS1.834-27 

- STRIPPING ELECTRICAL 
WIRE, CABLE AND 
COAXIAL CABLE - 
COMMERCIAL 

27-JUL-2017 

DPS1.834-28 K NYLON CONDUIT 06-MAY-1992 

DPS1.834-3 V ELECTRICAL 
CONNECTORS - INDEX - 
COMMERCIAL 

12-FEB-1988 

DPS1.834-3.1 BU ELECTRICAL 

CONNECTORS - 
GENERAL 
REQUIREMENTS - 
COMMERCIAL 

21-OCT-2008 

DPS1.834-3.10 J DEUTSCH ELECTRICAL 
CONNECTORS 

17-OCT-2013 

DPS1.834-3.11 F FLIGHT ELECTRICAL 
CONNECTORS 

29-NOV-1977 

DPS1.834-3.12 E ELECTRICAL 
CONNECTORS - MIL-

C-38999 

24-AUG-2011 

- 05-OCT-2017 
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17-004
Departure to 
DPS1.834-3.12 

ELECTRICAL 
CONNECTORS - MIL-
C-38999 

DPS1.834-3.13 A LEACH ELECTRICAL 

CONNECTORS - 
SUPERSEDED 

14-AUG-1973 

DPS1.834-3.14 A MICRODOT ELECTRICAL 
CONNECTORS 

29-NOV-1977 

DPS1.834-3.15 B PYLE NATIONAL 

ELECTRICAL 
CONNECTORS 

30-SEP-1999 

DPS1.834-3.16 NEW WAVELABS ELECTRICAL 
CONNECTORS 

02-MAR-1971 

DPS1.834-3.17 AJ MISCELLANEOUS 

ELECTRICAL 
CONNECTORS - 
COMMERCIAL 

07-MAR-2013 

DPS1.834-3.18 AH ELECTRICAL 

CONNECTORS - 
BAN7025 - 
COMMERCIAL 

25-JUN-2013 

DPS1.834-3.2 F AMPHENOL ELECTRICAL 
CONNECTORS - 

COMMERCIAL 

15-MAR-1994 

DPS1.834-3.3 A BENDIX ELECTRICAL 
CONNECTORS 

11-APR-1978 

DPS1.834-3.4 J BURNDY ELECTRICAL 
CONNECTORS 

10-JUL-1980 

DPS1.834-3.5 N ITT CANNON 
ELECTRICAL 
CONNECTORS - 
CIRCULAR 

29-MAY-2002 

DPS1.834-3.6 AN RECTANGULAR AND 

RACK & PANEL 
CONNECTORS - 
COMMERCIAL 

25-NOV-2014 

17-005
Departure to 

DPS1.834-3.6 

- RECTANGULAR AND 
RACK & PANEL 

CONNECTORS - 
COMMERCIAL 

29-AUG-2017 

20-001
Departure to 
DPS1.834-3.6 

- RECTANGULAR AND 
RACK & PANEL 
CONNECTORS - 

COMMERCIAL 

02-JUL-2020 

DPS1.834-3.7 A CINCH ELECTRICAL 
CONNECTORS 

23-NOV-1977 

DPS1.834-3.8 M RELAY SOCKETS, 
SWITCH BLOCKS, AND 

ROTARY SWITCH 
PLUGS, ELECTRICAL - 
COMMERCIAL 

21-JAN-2015 

DPS1.834-3.9 NEW CONTINENTAL 

ELECTRICAL 
CONNECTORS 

02-MAR-1971 

DPS1.834-30 K HEAT SHRINKABLE 
INSULATING 
MATERIALS - 

COMMERCIAL 

21-JAN-1992 

DPS1.834-30.1 D HEAT SHRINKABLE 
TUBING - COMMERCIAL 

14-AUG-2008 

DPS1.834-30.2 C HEAT SHRINKABLE 
CONNECTOR BOOTS - 

COMMERCIAL 

20-MAY-1998 

DPS1.834-31 C STATIC DISCHARGERS - 
COMMERCIAL 

03-JUL-2008 
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DPS1.834-4 P SPLICING ELECTRICAL 
WIRING INDEX - 
COMMERCIAL 

30-NOV-1988 

DPS1.834-4.1 AG SPLICING ELECTRICAL 

WIRING WITH COPPER 
CRIMP SPLICES - 
COMMERCIAL 

06-APR-2015 

DPS1.834-4.2 G SPLICING ELECTRICAL 

WIRING WITH SOLDER 
SLEEVE SPLICES - 
COMMERCIAL 

19-NOV-1998 

DPS1.834-40 A ELECTRICAL COMPUTER 
CODES - COMMERCIAL 

13-JAN-1989 

DPS1.834-40.1 AK ELECTRICAL WIRE 
CODES - COMMERCIAL 

19-MAY-2009 

17-003
Departure to 
DPS1.834-40.1 

- ELECTRICAL WIRE 
CODES - COMMERCIAL 

22-SEP-2017 

DPS1.834-40.2 CL ELECTRICAL WIRE END 
TERMINATION CODES - 
COMMERCIAL 

09-NOV-2015 

DPS1.834-40.3 BP ELECTRICAL TOOL 
CODES - COMMERCIAL 

18-DEC-2015 

DPS1.834-5 P SOLDERING 
ELECTRICAL 
TERMINATIONS 

26-AUG-2004 

DPS1.834-50 NEW RAYCHEM MULTIPLE 
TERMINATION SYSTEM 

01-NOV-1977 

DPS1.834-51 P BRAIDED ELECTRICAL 
WIRE BUNDLES - 
COMMERCIAL 

04-JUN-2014 

DPS1.834-52 H PROTECTION OF 
ELECTROSTATIC 

DISCHARGE SENSITIVE 
COMPONENTS - 
COMMERCIAL 

01-FEB-2007 

DPS1.834-53 C IDENTIFICATION, 
HANDLING, AND 

TESTING OF LIMITED 
SHELF LIFE AVIONICS 
EQUIPMENT - 
COMMERCIAL 

14-OCT-2011 

DPS1.834-6 AU ATTACHING TERMINALS 

TO TERMINAL STRIPS, 
GROUNDS & 
EQUIPMENT - 
COMMERCIAL 

24-OCT-2013 

DPS1.834-7 DF FABRICATING AND 
INSTALLING WIRE 
HARNESSES - 
COMMERCIAL 

16-SEP-2008 

DPS1.834-8 H INSTALLING WIRE IN 

RIGID METALLIC 
CONDUIT - 
COMMERCIAL 

10-JUN-1988 

DPS1.834-9 CG TERMINATING 
ELECTRICAL SHIELDS - 

COMMERCIAL 

20-MAR-2014 

17-001
Departure to 
DPS1.834-9 

- TERMINATING 
ELECTRICAL SHIELDS - 
COMMERCIAL 

18-AUG-2017 

DPS1.880 CANCE
LLED 

METAL ADHESIVE 
BONDING - 
SUPERSEDED 

16-AUG-1963 

DPS1.90 SUPER
SEDED 

INDEX OF HONEYCOMB 
SPECIFICATIONS 

07-APR-1967 
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DPS1.901 Y EDGE FILLING & 
POTTING OF 
ASSEMBLIES 

04-AUG-2014 

073-LT

Departure to 
DPS1.901 

NEW EDGE FILLING & 

POTTING OF 
ASSEMBLIES 

21-JAN-2014 

DPS1.902 AM INSERTS IN SANDWICH 
& OPEN PANELS, 

POTTED 

10-SEP-2014 

001-CSS
Departure to 
DPS1.902 

- INSERTS IN SANDWICH 
& OPEN PANELS, 
POTTED 

06-AUG-2018 

001-SC

Departure to 
DPS1.902 

INSERTS IN SANDWICH 

& OPEN PANELS, 
POTTED 

18-MAY-2011 

C17-426
Departure to 
DPS1.902 

INSERTS IN SANDWICH 
& OPEN PANELS, 
POTTED 

21-JUL-2005 

DPS1.902-1 AJ INSERTS IN SANDWICH 
& OPEN PANELS, 
NONPOTTED 

21-FEB-2001 

DPS1.902-2 D INSTALLATION OF 

THERMOBONDED 
INSERTS 

24-JUN-1982 

DPS1.902-3 R INSTALLATION OF 
ADHESIVE BONDED 
INSERTS 

18-MAY-2011 

DPS1.903 INACT
IVE 

FABRICATING SOUND 
ABATEMENT PANELS 

20-OCT-1988 

DPS1.904 D FABRICATING INTEGRAL 
WOVEN FABRIC 
ACOUSTIC PANELS 

06-OCT-1989 

DPS1.904-1 D FABRICATING 
POLYIMIDE WOVEN 
FABRIC DUCTS 

02-FEB-1987 

DPS1.904-2 INACT
IVE 

FABRICATING INTEGRAL 
WOVEN FABRIC 

ACOUSTIC PANELS 
(X-CORE 

04-FEB-1982 

DPS1.904-3 A FABRICATING DC-10 
APU INLET DUCTS 

14-JUN-1982 

DPS1.92 J TESTING STRUCTURAL 

ADHESIVES & 
ADHESIVE BONDED 
COMPONENTS 

10-NOV-1999 

DPS1.93 INACT
IVE 

FABRICATION OF METAL 
FACED PAPER 

HONEYCOMB 
SANDWICH 
ASSEMBLIES 

20-OCT-1988 

DPS1.94 INACT

IVE 

FABRICATION OF 

NONMETALLIC FACED 
PAPER HONEYCOMB 
SANDWICH 
ASSEMBLIES 

09-JUN-1989 

DPS1.950 AR METAL ADHESIVE 

BONDING 

31-AUG-2004 

001-HC
Departure to 
DPS1.950 

METAL ADHESIVE 
BONDING 

17-DEC-2007 

DPS1.950-1 H METAL ADHESIVE 

BONDING SINGLE 
PHASE - SUPERSEDED 

30-MAY-1980 

DPS1.950-1.1 H BONDING, SINGLE 
PHASE, DMS 1911 

17-APR-2009 

DPS1.950-1.11 B BONDING, SINGLE 

PHASE, DMS 2103 

27-JUL-1989 
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DPS1.950-1.3 D BONDING, SINGLE 
PHASE, DMS 1557 

19-MAR-1999 

DPS1.950-1.5 A BONDING SINGLE 
PHASE DMS 1808 - 
SUPERSEDED 

19-MAY-1980 

DPS1.950-15 A BONDING OF LEADING 
EDGE SLAT SKINS - 

SUPERSEDED 

06-NOV-1970 

DPS1.950-15.4 G BONDING LEADING 
EDGE SLAT SKINS, DMS 
2041 

02-AUG-2004 

ND004

Departure to 
DPS1.950-15.4 

NEW BONDING LEADING 

EDGE SLAT SKINS, 
DMS2041 

19-OCT-2011 

DPS1.950-15.6 B BONDING LEADING 
EDGE SLAT SKINS DMS 

1892 - SUPERSEDED 

03-JAN-1991 

DPS1.950-16 A METAL ADHESIVE 
BONDING SPECIAL - 
SUPERSEDED 

06-NOV-1970 

DPS1.950-16.1 INACT

IVE 

BONDING, SPECIAL, 

DMS 1911 

20-OCT-1988 

DPS1.950-17.1 A STRUCTURAL BONDING 
OF STRAIN AMPLIFIERS 

25-JUN-1990 

DPS1.950-18.1 INACT
IVE 

BONDING, SINGLE 
PHASE, DMS 1911 

20-OCT-1988 

DPS1.950-2 B METAL ADHESIVE 

BONDING OF DETAILS 
REQUIRING 150 TO 225 
PREBOND - 
SUPERSEDED 

06-NOV-1970 

DPS1.950-3 E METAL ADHESIVE 
BONDING OF DETAILS 
REQUIRING PRESSURE 
DIFFERENTIAL 
PREBOND - 

SUPERSEDED 

06-NOV-1970 

DPS1.950-3.3 E BONDING DETAILS 
REQUIRING PRESSURE 
DIFFERENTIAL 
PREBOND, DMS 1557 

11-JUL-2001 

DPS1.950-31.14 J METAL ADHESIVE 
BONDING, IMPROVED 
ENVIRONMENTAL 
RESISTANCE 

30-OCT-2020 

DCNPSO-013029_01

Engineering Order to 
DPS1.950-31.14 Rev J 

01 DPS1.950-31.14 

DOCUMENT CHANGE 
NOTICE 

30-OCT-2020 

001-BF
Departure to 

DPS1.950-31.14 

METAL ADHESIVE 
BONDING, IMPROVED 

ENVIRONMENTAL 
RESISTANCE 

25-AUG-1995 

DPS1.950-31.17 A METAL ADHESIVE 
BONDING, DMS 2200 

07-DEC-1990 

DPS1.950-4 K METAL ADHESIVE 

BONDING OF FLOOR 
PANEL ASSEMBLIES - 
SUPERSEDED 

22-JAN-1980 

DPS1.950-4.3 H BONDING FLOOR 
PANELS, DMS 1557 

30-MAR-2000 

DPS1.950-4.9 C BONDING FLOOR 
PANELS DC8 & DC9 - 
SUPERSEDED 

22-JAN-1980 
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DPS1.951 AK CONTROL PROCEDURE - 
STRUCTURAL ADHESIVE 
BONDING 

31-AUG-2017 

DCNPSO-001483_01

Engineering Order to 
DPS1.951 Rev AK 

01 DPS1.951 DOCUMENT 

CHANGE NOTICE 

31-AUG-2017 

004-MV
Departure to 

DPS1.951 

CONTROL PROCEDURE - 
STRUCTURAL ADHESIVE 

BONDING 

26-NOV-1997 

DPS1.951-1 P STRUCTURAL ADHESIVE 
BONDING MATERIALS - 
STORAGE 
REQUIREMENTS 

10-MAY-2005 

DPS1.952 G ADHESIVE BONDING OF 
PLASTICS - 
SUPERSEDED 

18-FEB-1982 

DPS1.952-1 SUPER
SEDED 

DETAILED PROCEDURE 
FOR BONDING FLOOR 

PANELS - SUPERSEDED 

11-MAR-1966 

DPS1.954 F TOLERANCE 
REQUIREMENTS FOR 
BOND DETAILS 

09-DEC-1987 

032-LT
Departure to 
DPS1.954 

TOLERANCE 
REQUIREMENTS FOR 
BOND DETAILS 

07-MAY-1997 

DPS1.957 B PRESSURE TESTING 
ALUMINUM HONEYCOMB 

PANELS 

29-MAY-1990 

DPS1.958 AB SALVAGE OF 
STRUCTURAL BONDED 
ASSEMBLIES 

31-AUG-2004 

DPS1.958-1 INACT

IVE 

END FITTING 

REPLACEMENT - DC-9 
SPOILER 

20-OCT-1988 

DPS1.96 INACT
IVE 

GLASS FIBER LAMINATE 
FACED HONEYCOMB 

20-OCT-1988 

DPS1.960 R ADHESIVE BONDING OF 

COMPOSITE 
STRUCTURE 

15-MAR-2000 

001-MT
Departure to 
DPS1.960 

- ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

11-AUG-2017 

002-MV
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

11-NOV-1997 

003-AHL

Departure to 
DPS1.960 

ADHESIVE BONDING OF 

COMPOSITE 
STRUCTURE 

01-NOV-1999 

003-NC
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

09-APR-1996 

005-HB
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

19-DEC-2012 

009-MV
Departure to 

DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 

STRUCTURE 

11-JAN-1998 

015-MV
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

06-NOV-1998 

016-LT
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

04-OCT-1996 

023-MV
Departure to 

DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 

STRUCTURE 

01-FEB-2008 

046-LT
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

30-SEP-1998 

02-NOV-2005 
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C17-438
Departure to 
DPS1.960 

ADHESIVE BONDING OF 
COMPOSITE 
STRUCTURE 

C17-529

Departure to 
DPS1.960 

- ADHESIVE BONDING OF 

COMPOSITE 
STRUCTURE 

30-APR-2019 

ND003
Departure to 

DPS1.960 

A ADHESIVE BONDING OF 
COMPOSITE 

STRUCTURE 

11-APR-2012 

DPS1.960-1.1 NEW FABRICATING 
COMPOSITE 
ASSEMBLIES - DMS 
1911 

21-DEC-1987 

DPS1.960-1.12 B FABRICATING 

COMPOSITE 
ASSSEMBLIES - DMS 
2278 FOAM CORE 

19-JUN-1995 

DPS1.960-1.13 C CORE PREPARATION - 

DMS2265 

21-JUN-2012 

DPS1.960-1.14 D FABRICATING 
COMPOSITE 
ASSEMBLIES - DMS 
2169 

19-DEC-1995 

003-MV
Departure to 
DPS1.960-1.14 

FABRICATING 
COMPOSITE 
ASSEMBLIES - DMS 
2169 

21-NOV-1997 

007-MV

Departure to 
DPS1.960-1.14 

FABRICATING 

COMPOSITE 
ASSEMBLIES - DMS 
2169 

12-DEC-1997 

GKN-002
Departure to 

DPS1.960-1.14 

FABRICATING 
COMPOSITE 

ASSEMBLIES - DMS 
2169 

13-JUL-2005 

GKN-002 R1
Departure to 

DPS1.960-1.14 

FABRICATING 
COMPOSITE 

ASSEMBLIES - DMS 
2169 

27-JUL-2005 

DPS1.960-1.16 B FABRICATING 
COMPOSITE 
ASSEMBLIES - DMS 

2177 

28-NOV-1988 

DPS1.960-1.17 NEW FABRICATING 350?F 
SERVICE COMPOSITE 
ASSEMBLIES - 
DMS2200 

11-DEC-1987 

001-LT
Departure to 
DPS1.960-1.17 

FABRICATING 350°F 
SERVICE COMPOSITE 
ASSEMBLIES - 
DMS2200 

09-MAY-1995 

DPS1.960-1.18 NEW FABRICATING 

COMPOSITE 
ASSEMBLIES - DMS 
2412 

30-NOV-1994 

001-HT

Departure to 
DPS1.960-1.18 

FABRICATING 

COMPOSITE 
ASSEMBLIES - DMS 
2412 

26-MAY-2009 

DPS1.964 G STRUCTURAL BONDING 
FOR ELEVATED AND 

CRYOGENIC 
TEMPERATURE 

06-DEC-1991 

DPS1.966 F ADHESIVE BONDING OF 
GRAPHITE/EPOXY 
COMPOSITE 

30-SEP-1983 
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STRUCTURE - 
SUPERSEDED 

DPS1.967 A ADHESIVE BOND 
FABRICATION OF 

COMPOSITE 
ASSEMBLIES - DC-9-80 

24-AUG-1990 

DPS1.968 B PLASTIC SHIM 
COMPOUNDS FOR 

COMPOSITE 
ASSEMBLIES 

03-JUL-2006 

028-LT
Departure to 
DPS1.968 

PLASTIC SHIM 
COMPOUNDS FOR 
COMPOSITE 

ASSEMBLIES 

04-APR-1997 

DPS1.97 INACT
IVE 

GLASS FIBER LAMINATE 
FACED AIRCOMB 

20-OCT-1988 

DPS1.98 INACT
IVE 

GLASS FIBER LAMINATE 
FACED GLASS FIBER 

HONEYCOMB 

20-OCT-1988 

DPS1.99 AY METAL-FACED 
SANDWICH PANELS 

01-SEP-1999 

015-LT
Departure to DPS1.99 

METAL-FACED 
SANDWICH PANELS 

04-OCT-1996 

031-LT
Departure to DPS1.99 

METAL-FACED 
SANDWICH PANELS 

05-MAY-1997 

038-LT
Departure to DPS1.99 

METAL-FACED 
SANDWICH PANELS 

07-OCT-1997 

064-LT
Departure to DPS1.99 

METAL-FACED 
SANDWICH PANELS 

25-JAN-2007 

074-LT
Departure to DPS1.99 

METAL-FACED 
SANDWICH PANELS 

19-FEB-2014 

s01-003
Departure to DPS1.99 

METAL-FACED 
SANDWICH PANELS 

14-MAR-2001 

DPS1.99-1 K FABRICATING 

MISCELLANEOUS 
ASSEMBLIES - 
SUPERSEDED 

09-JUN-1980 

DPS1.99-1.1 A FABRICATING 
MISCELLANEOUS 

ASSEMBLIES, DMS 1911 
- SUPERSEDED 

22-MAR-2005 

DPS1.99-1.11 F Fabricating 
Miscellaneous 
Assemblies, DMS 2103 

10-FEB-2016 

s92-033
Departure to 
DPS1.99-1.11 

FABRICATING 
MISCELLANEOUS 
ASSEMBLIES, DMS 2103 

25-MAR-1992 

DPS1.99-1.2 E FABRICATING 
MISCELLANEOUS 

ASSEMBLIES, DMS 1633 

03-JUN-1993 

DPS1.99-1.5 SUPER
SEDED 

FABRICATING 
MISCELLANEOUS 
ASSEMBLIES, DMS 1808 

- SUPERSEDED 

08-MAR-1974 

DPS1.99-10 B FABRICATION OF METAL 
FACED HONEYCOMB 
FLOOR PANELS - 
SUPERSEDED 

09-JUN-1980 

DPS1.99-10.1 F FABRICATION OF METAL 
FACED HONEYCOMB 
FLOOR PANELS 

22-JUL-1997 

DPS1.99-10.10 A FABRICATION OF METAL 
FACED HONEYCOMB 

06-JUN-1974 
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FLOOR PANELS, DMS 
2102 

DPS1.99-11 C FABRICATING SPOILER 
ASSEMBLIES - 

SUPERSEDED 

22-OCT-1969 

DPS1.99-12 C FABRICATING TAB 
ASSEMBLIES - 
SUPERSEDED 

22-OCT-1969 

DPS1.99-13 G FABRICATING VANE 
ASSEMBLIES DC 9 - 
SUPERSEDED 

07-APR-1980 

DPS1.99-13.11 G FABRICATING VANE 
ASSEMBLIES, DMS 2103 

29-APR-2003 

DPS1.99-13.5 SUPER
SEDED 

FABRICATING DC 9 
VANE ASSEMBLIES DMS 
1808 - SUPERSEDED 

12-MAR-1974 

DPS1.99-14 C FABRICATING 
MISCELLANEOUS 

ASSEMBLIES - 
SUPERSEDED 

30-OCT-1969 

DPS1.99-2 G FABRICATING TAB 
ASSEMBLIES - 
SUPERSEDED 

04-JUN-1980 

DPS1.99-2.11 M FABRICATING TAB 
ASSEMBLIES, DMS 2103 

03-JUL-1997 

DPS1.99-2.2 D FABRICATING TAB 
ASSEMBLIES, DMS 1633 

03-JUN-1993 

DPS1.99-2.5 SUPER

SEDED 

FABRICATING TAB 

ASSEMBLIES DMS 1808 
- SUPERSEDED 

08-MAR-1974 

DPS1.99-21 B FABRICATION OF 
SOUND SUPPRESSION 
PANELS - SUPERSEDED 

22-AUG-1980 

DPS1.99-21.7 C FABRICATION OF 
SOUND SUPPRESSION 
PANELS, DMS 2002 - 
SUPERSEDED 

14-MAR-1996 

DPS1.99-22 A METAL FACED METAL 

HONEYCOMB BONDING 
DC-10 FAN ACCESS 
DOORS - SUPERSEDED 

29-JUN-1970 

DPS1.99-22.6 A METAL FACED 

SANDWICH PANELS 
ELEVATED 
TEMPERATURE SERVICE 
DC-10 

07-AUG-1990 

DPS1.99-23 B FABRICATION OF DC 10 

VANE ASSEMBLIES - 
SUPERSEDED 

09-JUN-1980 

DPS1.99-23.2 INACT
IVE 

FABRICATION OF DC-10 
VANE ASSEMBLIES, 
DMS 1633 

25-MAR-1992 

DPS1.99-24 C FABRICATION OF METAL 
FACED POLYAMIDE 
HONEYCOMB PANELS - 
SUPERSEDED 

09-JUN-1980 

DPS1.99-24.1 SUPER
SEDED 

FABRICATING 
POLYAMIDE 
HONEYCOMB 
ASSEMBLIES, DMS 1911 
- SUPERSEDED 

08-MAR-1974 

DPS1.99-24.2 G FABRICATION OF METAL 
FACED POLYAMIDE 
HONEYCOMB PANELS, 
DMS 1633 

30-JUN-1997 

DPS1.99-25.11 B FABRICATION OF FUEL 

CELL FLOOR PANELS, 
DMS 2103 

17-SEP-1996 
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DPS1.99-25.2 H FABRICATION OF FUEL 
CELL FLOOR PANELS, 
DMS 1633 

11-SEP-1996 

DPS1.99-26.13 B FABRICATION OF 

NONMETALLIC FACED 
SANDWICH FLOOR 
PANELS 

12-AUG-1976 

DPS1.99-27 A CANCELLED 20-JAN-1988 

DPS1.99-3 G FABRICATION OF VANE 
ASSEMBLIES - 
SUPERSEDED 

04-JUN-1980 

DPS1.99-3.2 INACT

IVE 

FABRICATION OF VANE 

ASSEMBLIES, DMS 1633 

09-JUN-1989 

DPS1.99-31.14 P METAL-FACED 
SANDWICH PANELS, 
IMPROVED 
ENVIRONMENT 

RESISTANT ADHESIVE 

08-AUG-1997 

s87-049D
Departure to DPS1.99-
31.14 

METAL-FACED 
SANDWICH PANELS, 
IMPROVED 
ENVIRONMENT 

RESISTANT ADHESIVE 

24-OCT-1997 

DPS1.99-31.17 D FABRICATION OF 350F 
(177C SERVICE 
SANDWICH PANELS, 
DMS 2200 

31-MAR-2010 

071-LT
Departure to DPS1.99-
31.17 

A FABRICATION OF 350 
DEGREES F (177 
DEGREES C) SERVICE 
SANDWICH PANELS, 

DMS2200 

07-JUN-2016 

DPS1.99-4 E FABRICATING SPOILER 
ASSEMBLIES - 
SUPERSEDED 

09-JUN-1980 

DPS1.99-4.1 INACT

IVE 

FABRICATING SPOILER 

ASSEMBLIES, DMS 1911 

16-MAY-1980 

DPS1.99-4.11 E FABRICATING SPOILER 
ASSEMBLIES, DMS 2103 

21-APR-1999 

DPS1.99-4.2 A FABRICATING SPOILER 
ASSEMBLIES, DMS 1633 

29-JUN-1990 

DPS1.99-4.5 SUPER

SEDED 

FABRICATING SPOILER 

ASSEMBLIES DMS 1808 
- SUPERSEDED 

08-MAR-1974 

DPS1.99-5 B FABRICATION OF 
MOVABLE CARGO 
PARTITIONS - 

SUPERSEDED 

04-AUG-1980 

DPS1.99-5.1 A FABRICATION OF 
MOVABLE CARGO 
PARTITIONS, DMS 1911 

- SUPERSEDED 

22-MAR-2005 

DPS1.99-5.2 INACT
IVE 

FABRICATION OF 
MOVABLE CARGO 
PARTITIONS, DMS 1633 

09-JUN-1989 

DPS1.99-6 B METAL FACED METAL 

HONEYCOMB BONDING 
¿ 350F SERVICE 
TEMPERATURE - 
SUPERSEDED 

19-AUG-1980 

DPS1.99-6.6 B METAL-FACED METAL 

HONEYCOMB BONDING 
350¿F SERVICE 
TEMPERATURE, DMS 
1892 

03-JUN-1993 
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DPS1.99-9 C FABRICATION OF METAL 
FACED BALSA 
ASSEMBLIES - 
SUPERSEDED 

20-JAN-1978 

DPS1.99-9.15 E FABRICATION OF 
METAL-FACED BALSA 
ASSEMBLIES 

12-NOV-1990 

DPS1.99-9.8 A FABRICATION OF METAL 

FACED BALSA 
ASSEMBLIES - DMS 
1987 

08-JAN-1990 

DPS1.999 B PERMANENT BONDING 
OF STRAIN SENSORS 

02-JUL-2014 

s95-034
Departure to 
DPS1.999 

PERMANENT BONDING 
OF STRAIN SENSORS 

11-JUL-1995 

DPS10.200 D METALLIC ARC 
WELDING 

03-NOV-1987 

DPS10.225 W GAS TUNGSTEN ARC 
WELDING (GTAW) 

14-AUG-2013 

001-WDJ
Departure to 
DPS10.225 

TUNGSTEN INERT GAS 
SHIELDED ARC 
WELDING (TIG) 

18-NOV-2009 

C17-073
Departure to 
DPS10.225 

GAS TUNGSTEN ARC 
WELDING (GTAW) 

26-MAR-1996 

C17-135
Departure to 

DPS10.225 

GAS TUNGSTEN ARC 
WELDING (GTAW) 

21-MAR-1997 

DPS10.230 INACT
IVE 

SUBMERGED ARC 
WELDING 

07-DEC-1988 

DPS10.250 D WELDING & BRAZING 
(COMMERCIAL QUALITY 

23-JUL-1986 

DPS10.251 B NON-AIRCRAFT 
STRUCTURAL WELDING 
- STEEL 

16-JUL-1990 

DPS10.252 A NON-AIRCRAFT 
STRUCTURAL WELDING 

- ALUMINUM 

13-JUL-1990 

DPS10.265 K CUTTING, THERMAL, 
AUTOMATIC 

13-JUN-2003 

DPS10.268 G GAS TUNGSTEN ARC 
(G.T.A. FUSION SPOT 

WELDING 

01-AUG-1989 

DPS10.301 F FUSION WELDING 
PROCESSES 

28-FEB-2013 

001-EV
Departure to 

DPS10.301 

FUSION WELDING 
PROCESSES 

20-JUL-2006 

002-AHF
Departure to 
DPS10.301 

FUSION WELDING 
PROCESSES 

20-JUL-2006 

s98-035A

Departure to 
DPS10.301 

FUSION WELDING 

PROCESSES 

16-NOV-2005 

DPS10.305 J QUALIFICATION OF 
FUSION WELDERS & 
WELDING OPERATORS 

06-FEB-2013 

DPS10.320 L FUSION WELDING 
ACCEPTANCE 
STANDARDS 

04-MAY-1998 

001-AARC

Departure to 
DPS10.320 

FUSION WELDING 

ACCEPTANCE 
STANDARDS 

18-MAR-2002 

16-FEB-1995 
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001-MH
Departure to 
DPS10.320 

FUSION WELDING 
ACCEPTANCE 
STANDARDS 

DPS10.322 U ORBITAL TUBE 

WELDING 

06-SEP-2000 

DPS10.330 NEW SYMBOLS FOR 
WELDING AND BRAZING 

09-JUL-1986 

DPS10.340 NEW ELECTRON BEAM 
WELDING 

21-OCT-1988 

s98-035A
Departure to 
DPS10.340 

ELECTRON BEAM 
WELDING 

16-NOV-2005 

DPS10.342 E ELECTRON BEAM 
WELDING OF ADG7008 

ASG7010 AND 5955667 
PARTS - SUPERSEDED 

11-NOV-1996 

DPS10.350 G STANDARD WELDING 
PROCEDURE 

17-JUL-2008 

DPS10.350-17 A STANDARD WELDING 

PROCEDURE - MILITARY 

28-FEB-2013 

DPS10.351 F SOOT REMOVAL AND 
PLUG WELDING 
PROCEDURE 

08-FEB-1989 

DPS10.352 H FOUNDRY IN-PROCESS 

WELDING OF CASTINGS 

13-APR-1990 

s98-035A
Departure to 
DPS10.352 

FOUNDRY IN-PROCESS 
WELDING OF CASTINGS 

16-NOV-2005 

DPS10.400 C GAS WELDING 25-JUN-1986 

DPS10.500 C PRESSURE GAS 
WELDING; LOW ALLOY 
STEEL TUBULAR 
ASSEMBLIES 

06-SEP-2005 

DPS10.600 N FLASH WELDING STEEL 14-NOV-1996 

s98-035A
Departure to 
DPS10.600 

FLASH WELDING STEEL 16-NOV-2005 

DPS10.600-1 NEW PROOF TESTING FLASH 
WELDED SPARES 

26-AUG-1960 

DPS10.603 A FLASH WELDING OF 
RINGS 

15-JAN-1988 

DPS10.607 H RESISTANCE FLASH 

WELDING ALUMINUM 

14-NOV-1996 

s98-035A
Departure to 
DPS10.607 

RESISTANCE FLASH 
WELDING ALUMINUM 

16-NOV-2005 

DPS10.608 J CAPACITOR DISCHARGE 

STUD WELDING 

14-NOV-1996 

DPS10.609 B INERTIA WELDING 12-JAN-1990 

s98-035A
Departure to 
DPS10.609 

INERTIA WELDING 16-NOV-2005 

DPS10.700 D FRICTION STIR 
WELDING 

29-APR-2010 

DPSQPL10.700
QPL to DPS10.700 

1 FRICTION STIR 
WELDING 

29-APR-2010 
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DPS10.750 CANCE
LLED 

PRESSURE VESSEL & 
PIPING (ASME) 

WELDING 

16-AUG-1974 

DPS10.751 CANCE
LLED 

PRESSURE VESSEL 
WELDING 
CERTIFICATION 

16-AUG-1974 

DPS10.791 INACT

IVE 

ELECTRIC RESISTANCE 

HEATING FOR 
UPSETTING, 
FLATTENING OR 
BENDING 

26-JAN-1981 

DPS10.800 T RESISTANCE SPOT AND 
SEAM WELDING 

09-AUG-1999 

C17-372
Departure to 
DPS10.800 

Resistance Spot and 
Seam Welding 

29-MAY-2003 

s98-035A
Departure to 
DPS10.800 

Resistance Spot and 
Seam Welding 

16-NOV-2005 

DPS10.801 C RESISTANCE SPOT 
WELDING; HONEYCOMB 

CORE ASSEMBLIES 

08-JUN-2010 

DPS10.803 G RESISTANCE ROLL 
SEAM WELDING - 
SUPERSEDED 

28-MAR-1988 

DPS10.809 A RESISTANCE 

PROJECTION WELDING 

25-JAN-1995 

s98-035A
Departure to 
DPS10.809 

Resistance Projection 
Welding 

16-NOV-2005 

DPS10.810 A SPOT WELDING, 

COMMERCIAL QUALITY 

26-JAN-1976 

DPS10.900 B BRAZING & SOLDERING 
INDEX 

14-SEP-1978 

DPS10.901 K ALUMINUM BRAZING 29-JUN-2009 

DPS10.902 N BRAZING OF STEEL, 
NICKEL AND COPPER 
ALLOYS 

12-JAN-1998 

DPS10.903 C SOLDERING - GENERAL 09-DEC-1987 

DPS10.914 K BRAZING TUBE JOINTS, 
AUTOMATIC 

07-AUG-1989 

DPS10.914-1 N HIGH STRENGTH TUBE 
JOINTS, AUTOMATIC 
BRAZING 

29-OCT-1991 

DPS10.914-2 J BRAZING, AUTOMATIC, 

FLEXIBLE TITANIUM 
TUBE JOINTS 

16-AUG-1989 

DPS10.914-3 B TUBE BRAZING, R.F. 
INDUCTION GAGE 

MEASUREMENTS 

14-JAN-1988 

DPS10.914-4 E TITANIUM TUBE 
JOINTS, AUTOMATIC 
BRAZING 

17-DEC-1998 

s00-031B

Departure to 
DPS10.914-4 

Titanium Tube Joints, 

Automatic Brazing 

13-SEP-2006 

DPS10.916 INACT
IVE 

BRAZING OF 6AL-4V 
TITANIUM ALLOY 

29-AUG-1988 

DPS10.917 C 22-SEP-1989 
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BRAZING HONEYCOMB 
ASSEMBLIES 

DPS10.917-1 D VACUUM BRAZING 
INCONEL 625 

HONEYCOMB 
ASSEMBLIES 

09-NOV-2004 

001-CMC
Departure to 
DPS10.917-1 

VACUUM BRAZING 
INCONEL 625 
HONEYCOMB 

ASSEMBLIES 

13-SEP-2004 

002-CMC
Departure to 
DPS10.917-1 

VACUUM BRAZING 
INCONEL 625 
HONEYCOMB 

ASSEMBLIES 

13-SEP-2004 

003-CMC
Departure to 
DPS10.917-1 

VACUUM BRAZING 
INCONEL 625 
HONEYCOMB 
ASSEMBLIES 

06-MAY-2009 

003-KT
Departure to 
DPS10.917-1 

VACUUM BRAZING 
INCONEL 625 
HONEYCOMB 
ASSEMBLIES 

29-JUN-1996 

004-KT

Departure to 
DPS10.917-1 

VACUUM BRAZING 

INCONEL 625 
HONEYCOMB 
ASSEMBLIES 

08-OCT-2004 

C17-103

Departure to 
DPS10.917-1 

VACUUM BRAZING 

INCONEL 625 
HONEYCOMB 
ASSEMBLIES 

25-SEP-1996 

DPS10.920 B SUPERPLASTIC 
FORMING/DIFFUSION 

BONDING 

21-MAR-1989 

C17-476
Departure to 
DPS10.920 

SUPERPLASTIC 
FORMING/DIFFUSION 
BONDING 

15-JAN-2010 

DPS10.921 C SUPERPLASTIC 
FORMING TITANIUM 

31-JAN-1997 

C17-065
Departure to 

DPS10.921 

SUPERPLASTIC 
FORMING TITANIUM 

08-FEB-1996 

DPS10.922 C SUPERPLASTIC 
FORMING ALUMINUM 

24-JAN-1989 

018-MC
Departure to 

DPS10.922 

SUPERPLASTIC 
FORMING ALUMINUM 

24-JUN-1996 

s98-035A
Departure to 
DPS10.922 

SUPERPLASTIC 
FORMING ALUMINUM 

16-NOV-2005 

DPS11.01 AR CHROMIC ACID 
ANODIZING ALUMINUM 

31-OCT-2007 

001-BPC
Departure to 
DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

21-FEB-2013 

001-DS

Departure to 
DPS11.01 

CHROMIC ACID 

ANODIZING ALUMINUM 

27-FEB-2007 

001-MF
Departure to 

DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

27-FEB-2007 
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001-MIC
Departure to 
DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

27-FEB-2007 

002-AXL

Departure to 
DPS11.01 

CHROMIC ACID 

ANODIZING ALUMINUM 

27-FEB-2007 

006-MH
Departure to 

DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

19-MAR-2007 

010-MH
Departure to 
DPS11.01 

CHROMIC ACID 
ANODIZING 

21-JAN-2011 

024-LT

Departure to 
DPS11.01 

CHROMIC ACID 

ANODIZING ALUMINUM 

26-FEB-1997 

033-LT
Departure to 
DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

01-JUL-1997 

069-LT
Departure to 
DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

11-MAY-2009 

CF-002

Departure to 
DPS11.01 

CHROMIC ACID 

ANODIZING ALUMINUM 

11-SEP-2009 

GKN-005
Departure to 
DPS11.01 

CHROMIC ACID 
ANODIZING ALUMINUM 

22-MAY-2012 

DPS11.01-2 J CHROMIC ACID 
ANODIZING FOR METAL 
ADHESIVE BONDING OF 
ALUMINUM ALLOYS 

10-OCT-2002 

DPS11.01-3 J CHROMIC ACID 

ANODIZING ALUMINUM 
- CHROMATE SEALED 

13-SEP-2010 

002-MIC
Departure to 
DPS11.01-3 

CHROMIC ACID 
ANDODIZING 
ALUMINUM - CHROMATE 

SEALED 

14-AUG-2009 

007-MO
Departure to 
DPS11.01-3 

CHROMIC ACID 
ANDODIZING 
ALUMINUM - CHROMATE 

SEALED 

14-AUG-2009 

CF-003
Departure to 
DPS11.01-3 

CHROMIC ACID 
ANDODIZING 
ALUMINUM - CHROMATE 
SEALED 

11-SEP-2009 

DPS11.04 W HARD ANODIZING 
ALUMINUM 

08-OCT-2010 

038-HAF
Departure to 
DPS11.04 

HARD ANODIZING 
ALUMINUM 

10-JUN-2015 

C17-021
Departure to 
DPS11.04 

HARD ANODIZING 
ALUMINUM 

17-APR-1995 

DPS11.05 T SULFURIC ACID 
ANODIZING 

15-APR-2011 

044-LT
Departure to 
DPS11.05 

SULFURIC ACID 
ANODIZING 

06-AUG-1998 

DPS11.05-1 J SULFURIC ACID 
ANODIZING - 

CONTROLLED 
THICKNESS 

07-AUG-2012 

001-ACP
Departure to 

DPS11.05-1 

SULFURIC ACID 
ANODIZING - 

CONTROLLED 
THICKNESS 

14-MAY-2008 
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001-PA
Departure to 
DPS11.05-1 

PHOSPOHORIC ACID 
ANODIZING 

29-JUL-2004 

002-MS

Departure to 
DPS11.05-1 

SULFURIC ACID 

ANODIZING - 
CONTROLLED 
THICKNESS 

28-MAR-2006 

DPS11.05-2 F SULFURIC ACID 

ANODIZING - THIN FILM 

25-MAR-2013 

001-CPC
Departure to 
DPS11.05-2 

SULFURIC ACID 
ANODIZING - THIN FILM 

01-DEC-2008 

002-SP

Departure to 
DPS11.05-2 

SULFURIC ACID 

ANODIZING - THIN FILM 

09-OCT-2009 

DPS11.05-3 NEW BORIC ACID - SULFURIC 
ACID ANODIZING 

17-OCT-2007 

DPS11.06 K COLOR ANODIZING 

DECORATIVE PARTS 

09-DEC-2008 

DPS11.07 INACT
IVE 

BRUSH ANODIZING 30-SEP-1987 

DPS11.08 P PHOSPHORIC ACID 
ANODIZING OF 
ALUMINUM 

12-NOV-2009 

003-LT
Departure to 
DPS11.08 

PHOSPHORIC ACID 
ANODIZING OF 
ALUMINUM 

16-JUN-1995 

11-002

Departure to 
DPS11.08 

NEW PHOSPHORIC ACID 

ANODIZING OF 
ALUMINUM 

01-JUN-2011 

C17-485
Departure to 
DPS11.08 

PHOSPHORIC ACID 
ANODIZING OF 
ALUMINUM 

05-NOV-2010 

s09-002
Departure to 
DPS11.08 

PHOSPHORIC ACID 
ANODIZING OF 
ALUMINUM 

10-NOV-2009 

WL017
Departure to 

DPS11.08 

PHOSPHORIC ACID 
ANODIZING OF 

ALUMINUM 

21-APR-1992 

DPS2.401 J SURFACE ROUGHNESS 
CONTROL 

21-MAY-1991 

DPS2.401-1 E SPAR CAP FINISH 
REQUIREMENTS - 

SUPERSEDED 

21-JAN-1972 

DPS2.431-1 D AIRCRAFT FUEL 
DISPENSING AND TEST 
EQUIPMENT 

24-MAY-1990 

DPS2.431-2 R LUBRICANT, HYDRAULIC 
FLUID AND UTILITY 
FLUID DISPENSING AND 
TESTING EQUIPMENT 

14-MAY-2003 

DPS2.47 H PRESSURE TESTING 

COMPONENTS 

24-AUG-2004 

DPS2.485 INACT
IVE 

SEALING DC-3 AND 
C-47 TYPE METALLIC 
FUEL TANKS AND FUEL 
DUMP CHUTES 

25-AUG-1972 

DPS2.49 N AIRCRAFT FUELING, 
DEFUELING & 
POSITIONING 

17-JUN-1997 

C17-281
Departure to DPS2.49 

AIRCRAFT FUELING, 
DEFUELING & 

POSITIONING 

15-JAN-2001 

DPS2.49-1 F 12-JAN-2005 
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STORED AIRCRAFT FUEL 
CONTAMINATION 
CONTROL 

DPS2.50 BG SEALING - MATERIALS 

AND METHODS 

02-DEC-2009 

DPS2.50-17 P SEALING - MATERIALS 
AND METHODS - 
MILITARY 

14-FEB-2020 

DCNPSO-010336_01

Engineering Order to 
DPS2.50-17 Rev P 

01 DPS2.50-17 DOCUMENT 

CHANGE NOTICE 

14-FEB-2020 

001-GP
Departure to DPS2.50-

17 

SEALING - MATERIALS 
AND METHODS - 

MILITARY 

31-JAN-1996 

001-HH
Departure to DPS2.50-
17 

SEALING - MATERIALS 
AND METHODS - 
MILITARY 

14-FEB-1995 

001-HV

Departure to DPS2.50-
17 

SEALING - MATERIALS 

AND METHODS - 
MILITARY 

10-JUL-1996 

002-CV
Departure to DPS2.50-
17 

SEALING - MATERIALS 
AND METHODS, C-17 
AIRCRAFT 

02-JUN-2011 

003-MH
Departure to DPS2.50-
17 

SEALING - MATERIALS 
AND METHODS - 
MILITARY 

15-MAR-1996 

004-FK

Departure to DPS2.50-
17 

SEALING - MATERIALS 

AND METHODS - 
MILITARY 

01-APR-2003 

012-MM
Departure to DPS2.50-
17 

SEALING - MATERIALS 
AND METHODS - 
MILITARY 

12-AUG-1996 

027-MC
Departure to DPS2.50-
17 

SEALING - MATERIALS 
AND METHODS - 
MILITARY 

23-JUN-2000 

072-LT
Departure to DPS2.50-

17 

SEALING ¿ MATERIALS 
AND METHODS - 

MILITARY 

30-OCT-2013 

C17-502
Departure to DPS2.50-
17 

SEALING ¿ MATERIALS 
AND METHODS - 
MILITARY 

12-DEC-2011 

C17-513

Departure to DPS2.50-
17 

A SEALING - MATERIALS 

AND METHODS - 
MILITARY 

14-FEB-2020 

TN-004
Departure to DPS2.50-

17 

SEALING - MATERIALS 
AND METHODS - 

MILITARY 

23-DEC-2010 

UK002 R1
Departure to DPS2.50-
17 

SEALING - MATERIALS 
AND METHODS - 
MILITARY 

01-FEB-1995 

DPS2.50-17.1 F SEALING TAPE - 

MATERIALS AND 
METHODS OF 
APPLICATION - 
MILITARY 

08-NOV-2017 

DPS2.50-17.2 NEW PRE-APPLIED FAYING 

SURFACE SEALANT - 
MATERIALS AND 
METHODS, C-17 
AIRCRAFT 

24-SEP-1998 

DPS2.50-17.3 A INSTALLATION OF 
POLYURETHANE 
ELECTRICALLY 
CONDUCTIVE GASKETS 

02-OCT-2018 

DCNPSO-005384_01

Engineering Order to 
DPS2.50-17.3 Rev A 

DPS2.50-17.3 

DOCUMENT CHANGE 
NOTICE 

02-OCT-2018 

DPS2.504 INACT
IVE 

A-4 SERIES AIRCRAFT 
SEALING 
REQUIREMENTS 

14-SEP-1979 
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DPS2.508 INACT
IVE 

DC-8 SERIES 
AIRPLANES SEALING 
REQUIREMENTS 

04-AUG-1972 

DPS2.510 E SEALING 

REQUIREMENTS - 
DC-10/MD-11 SERIES 
AIRPLANES 

25-AUG-1987 

DPS2.510-1 INACT

IVE 

SEALING INTEGRAL 

FUEL TANKS - DC-10 
SERIES 10 AIRPLANES 

06-APR-1987 

DPS2.510-1.1 INACT
IVE 

SEALING INTEGRAL 
FUEL TANKS, DC-10 
SERIES 30/40 

AIRPLANES 

14-DEC-1995 

DPS2.510-1.2 U SEALING, INTEGRAL 
WING FUEL TANKS - 
MD-11 SERIES 
AIRPLANES 

04-JUN-1998 

s04-007
Departure to 
DPS2.510-1.2 

SEALING, INTEGRAL 
WING FUEL TANKS - 
MD-11 SERIES 
AIRPLANES 

09-NOV-2004 

s98-006B
Departure to 
DPS2.510-1.2 

SEALING, INTEGRAL 
WING FUEL TANKS - 
MD-11 SERIES 
AIRPLANES 

09-DEC-2003 

DPS2.510-10 E SEALING, SWAGED 

TUBE FITTINGS 

27-MAR-1989 

s98-006B
Departure to 
DPS2.510-10 

SEALING, SWAGED 
TUBE FITTINGS 

09-DEC-2003 

DPS2.510-11 INACT

IVE 

SEALING, AFT FILLET 

TANK - DC-10 SERIES 
AIRPLANES 

06-APR-1987 

DPS2.510-12 C SEALING AFT 
AUXILIARY FUEL TANKS 
- DC-10 SERIES 

AIRPLANES 

06-AUG-1990 

s98-006B
Departure to 
DPS2.510-12 

SEALING AFT 
AUXILIARY FUEL TANKS 
- DC-10 SERIES 
AIRPLANES 

09-DEC-2003 

DPS2.510-12.1 D FUSELAGE FUEL CELL 
INSTALLATION - AFT 
AUXILIARY - DC-10 
SERIES AIRPLANES 

26-OCT-1988 

s98-006B
Departure to 
DPS2.510-12.1 

FUSELAGE FUEL CELL 
INSTALLATION - AFT 
AUXILIARY - DC-10 
SERIES AIRPLANES 

09-DEC-2003 

DPS2.510-13 P SEALING HORIZONTAL 

STABILIZER INTEGRAL 
FUEL TANK - MD-11 
SERIES AIRPLANES 

08-SEP-1994 

s98-006B
Departure to 

DPS2.510-13 

SEALING HORIZONTAL 
STABILIZER INTEGRAL 

FUEL TANK - MD-11 
SERIES AIRPLANES 

09-DEC-2003 

DPS2.510-2 BK SEALING, PRESSURE - 
DC-10/ MD-11 SERIES 

AIRPLANES 

11-MAY-2005 

DPS2.510-3 T SEALING, AIR 
CONDITIONING - 
DC-10/MD-11 SERIES 
AIRPLANES 

28-JAN-2003 

DPS2.510-4 HC SEALING, SAFETY & 
CORROSION - 
DC-10/MD-11/KC-10 
SERIES AIRPLANES 

17-JUL-2007 

DPS2.510-4.1 D 22-MAR-1996 
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SEALING CORROSION 
PREVENTION LOWER 
FUSELAGE, LONGERONS 
40 TO 48 - 

SUPERSEDED 
DPS2.510-4.2 F SEALING CORROSION 

PREVENTION ENTRANCE 
AND UPPER CARGO 

DOOR AREAS - 
SUPERSEDED 

14-JUL-1995 

DPS2.510-4.3 D SEALING, CORROSION 
PREVENTION - SEAT 
TRACKS, GALLEY & 

LAVATORY AREA, SCN 
J53-102 

27-FEB-2002 

DPS2.510-4.4 C SEALING, CORROSION 
PREVENTION - 
LAVATORY 

INSTALLATION 
DETAILS, SCN J25-101 

17-NOV-1988 

s98-006B
Departure to 

DPS2.510-4.4 

SEALING, CORROSION 
PREVENTION - 

LAVATORY 
INSTALLATION 
DETAILS, SCN J25-101 

09-DEC-2003 

DPS2.510-4.5 E SEALING CORROSION 
PREVENTION LOWER 

FUSELAGE 
PRESSURIZED AREA - 
SUPERSEDED 

14-JUL-1995 

DPS2.510-4.6 C SEALING, CORROSION 
PREVENTION - LANDING 

GEAR FLANGED 
BUSHINGS, SCN 32-
0006 

01-FEB-1989 

s98-006B
Departure to 

DPS2.510-4.6 

SEALING, CORROSION 
PREVENTION - LANDING 

GEAR FLANGED 
BUSHINGS, SCN 32-
0006 

09-DEC-2003 

DPS2.510-4.7 A CORROSION 

PREVENTION SEALING - 
LOWER FUSELAGE 
AREAS, KC-10 
AIRPLANES 

14-JAN-1991 

s98-006B

Departure to 
DPS2.510-4.7 

CORROSION 

PREVENTION SEALING - 
LOWER FUSELAGE 
AREAS, KC-10 
AIRPLANES 

09-DEC-2003 

DPS2.510-4.8 D SEALING, CORROSION 

PREVENTION - ARB, KC-
10 AIRPLANES 

18-JUN-2002 

DPS2.510-4.9 A SEALING, MAIN AND 
CENTER LANDING 

GEAR, FORWARD 
SURFACES 

28-SEP-1994 

s98-006B
Departure to 
DPS2.510-4.9 

SEALING, MAIN AND 
CENTER LANDING 
GEAR, FORWARD 

SURFACES 

09-DEC-2003 

DPS2.510-6 AG SEALING, FUEL CELL 
CAVITY & CELL 
INSTALLATION - 
DC-10/MD-11 SERIES 

AIRPLANES 

16-DEC-1994 

s98-006B
Departure to 
DPS2.510-6 

SEALING, FUEL CELL 
CAVITY & CELL 
INSTALLATION - 

09-DEC-2003 

Page 41 of 104PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



DC-10/MD-11 SERIES 
AIRPLANES 

DPS2.510-6.1 H SEALING, FUEL CELL 
CAVITY AND CELL 

INSTALLATION - KC-10 
SERIES AIRPLANES 

02-AUG-1993 

s98-006B
Departure to 
DPS2.510-6.1 

SEALING, FUEL CELL 
CAVITY AND CELL 
INSTALLATION - KC-10 

SERIES AIRPLANES 

09-DEC-2003 

DPS2.510-7 J SEALING, POWER PLANT 
- COMPONENT - 
DC-10/MD-11 SERIES 
AIRPLANES 

02-JUN-1989 

s98-006B
Departure to 
DPS2.510-7 

SEALING, POWER PLANT 
- COMPONENT - 
DC-10/MD-11 SERIES 
AIRPLANES 

09-DEC-2003 

DPS2.510-8 P SEALING, THERMAL 
ANTI-ICING SYSTEM - 
DC-10/MD-11 SERIES 
AIRPLANES 

18-JUL-1997 

s98-006B

Departure to 
DPS2.510-8 

SEALING, THERMAL 

ANTI-ICING SYSTEM - 
DC-10/MD-11 SERIES 
AIRPLANES 

09-DEC-2003 

DPS2.510-9 M SEALING, 
AERODYNAMIC 

SURFACE - DC-10/MD-
11 SERIES AIRPLANES 

09-SEP-1996 

DPS2.512 F SEALING CARBON-
EPOXY ASSEMBLIES 

31-AUG-2004 

DPS2.527 INACT

IVE 

SEALING BOMB RACKS 25-NOV-1992 

DPS2.534 INACT
IVE 

SEALING AIRBORNE 
INSTRUMENTS 
LABORATORY (AIL AND 
AN-AL-Q76 POD 

ASSEMBLIES 

25-NOV-1992 

DPS2.535 C SEALING ELECTRICALLY 
BONDED JOINTS 

18-DEC-2000 

DPS2.551 INACT
IVE 

SEALING CORE 
ASSEMBLY TUBES 

06-APR-1987 

DPS2.590 C SEALING 
REQUIREMENTS - DC-9, 
MD-80, MD-90, AND 
717 SERIES AIRPLANES 

09-OCT-1996 

DPS2.590-1 INACT

IVE 

INTEGRAL TANK 

SEALING - DC-9 SERIES 
AIRPLANES 

06-APR-1987 

DPS2.590-1.1 H SEALING, INTEGRAL 
FUEL TANKS - 
MD-80/MD-90 SERIES 

AIRPLANES 

25-SEP-1997 

s04-007
Departure to 
DPS2.590-1.1 

SEALING, INTEGRAL 
FUEL TANKS - 
MD-80/MD-90 SERIES 

AIRPLANES 

09-NOV-2004 

DPS2.590-1.2 L SEALING, INTEGRAL 
FUEL TANKS - 717 
SERIES AIRPLANES 

08-MAY-2003 

s03-009

Departure to 
DPS2.590-1.2 

SEALING, INTEGRAL 

FUEL TANKS - 717 
SERIES AIRPLANES 

18-JUN-2003 

09-NOV-2004 
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s04-007
Departure to 
DPS2.590-1.2 

SEALING, INTEGRAL 
FUEL TANKS - 717 
SERIES AIRPLANES 

DPS2.590-2 BR SEALING, PRESSURE - 

DC-9/MD-80/MD-
90/717 SERIES 
AIRPLANES 

29-OCT-2008 

DPS2.590-3 N SEALING, AIR 

CONDITIONING - DC-9, 
MD-80, MD-90, AND 
717 SERIES AIRPLANES 

24-SEP-2001 

s03-009
Departure to 

DPS2.590-3 

SEALING, AIR 
CONDITIONING - DC-9, 

MD-80, MD-90, AND 
717 SERIES AIRPLANES 

18-JUN-2003 

DPS2.590-4 FE SEALING, SAFETY & 
CORROSION - 
DC-9/MD-80/MD-

90/717 SERIES 
AIRPLANES 

27-AUG-2008 

DPS2.590-4.1 C SEALING, CORROSION 
PROTECTION, SEAT 

TRACKS UNDER 
GALLEYS AND 
LAVATORIES 

09-APR-1998 

DPS2.590-5 AW SEALING WEATHER DC 
9/MD 80 SERIES 

AIRPLANES - 
SUPERSEDED 

17-AUG-1995 

DPS2.590-6 V SEALING, 
SUPPLEMENTAL FUEL 
TANK, DC-9, MD-80, 

MD-90 & MD-95 SERIES 
AIRPLANES 

22-SEP-1997 

s98-006B
Departure to 
DPS2.590-6 

SEALING, 
SUPPLEMENTAL FUEL 
TANK, DC-9, MD-80, 

MD-90 & MD-95 SERIES 
AIRPLANES 

09-DEC-2003 

DPS2.590-8 W SEALING, THERMAL 
ANTI-ICING SYSTEM - 

DC-9/MD-80/MD-90/ 
717 SERIES AIRPLANES 

13-AUG-2003 

DPS2.590-9 N SEALING, 
AERODYNAMIC 
SURFACE - DC-9/MD-

80/MD-90/717 
AIRPLANES 

27-FEB-2001 

s03-009
Departure to 
DPS2.590-9 

SEALING, 
AERODYNAMIC 
SURFACE - DC-9/MD-

80/MD-90/717 
AIRPLANES 

18-JUN-2003 

DPS2.70 H ASSEMBLY SHOP 
PRACTICE INDEX 

25-AUG-2004 

DPS2.70-11 BY STRUCTURAL JOINT 

ASSEMBLY - DC-9/MD-
80/90 AND 717 SERIES 

10-APR-2003 

DPS2.70-12 C ASSEMBLY PRACTICES 
FOR DC-8 & DC-9 

SINGLE PANEL 
WINDSHIELD 
INSTALLATION 

16-NOV-1990 

DPS2.70-13 B STRAIGHTENING 
ALUMINUM ALLOY 

ASSEMBLIES 

22-MAY-1989 

DPS2.70-14 B STRUCTURAL JOINT 
ASSEMBLY DC 10 - 
SUPERSEDED 

10-SEP-1969 

DPS2.70-15 F 28-JUN-2012 
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INSTALLING SCREWS IN 
RIGID FOAMS 

DPS2.70-16 F CEMENTING PARTS FOR 
AUTOMATIC RIVETING 

24-AUG-2004 

DPS2.70-17 A STRUCTURAL JOINT 
ASSEMBLY MD 11 
FUSELAGE ASSEMBLIES 
- SUPERSEDED 

14-MAY-1996 

DPS2.70-18 NEW SHIMMING MD-11 

FUSELAGE ASSEMBLIES 

14-MAY-1996 

DPS2.70-2 DE ASSEMBLY SHOP 
PRACTICE - 
COMMERCIAL 

08-AUG-2013 

DPS2.70-2-17 AD ASSEMBLY SHOP 

PRACTICE - MILITARY 
AIRCRAFT 

23-JUN-2015 

C17-391
Departure to DPS2.70-
2-17 

ASSEMBLY SHOP 
PRACTICE - MILITARY 
AIRCRAFT 

11-DEC-2003 

DPS2.70-2.1 N ASSEMBLY SHOP 
PRACTICE - OVERSIZE 
FASTENER 
INSTALLATION 

09-FEB-2012 

DPS2.70-6 INACT
IVE 

ASSEMBLY PRACTICES 
FOR DC-8 DOUBLE 
PANEL WINDSHIELD 
INSTALLATION 

09-JUN-1989 

DPS2.70-7 INACT

IVE 

STRUCTURAL JOINT 

ASSEMBLY - DC-8 

27-OCT-1972 

DPS2.701 INACT
IVE 

HOLE EXPANSION - 
DC6/7 SPAR CAP 

16-MAY-1980 

DPS2.709 A INSTALLATION OF PIN 
EXPANSION PLUGS 

27-JUL-1989 

s98-006B

Departure to 
DPS2.709 

INSTALLATION OF PIN 

EXPANSION PLUGS 

09-DEC-2003 

DPS2.900 F POLYURETHANE AND 
NYLON COATINGS 

19-JUL-2005 

DPS3.02 BP IDENTIFICATION OF 

PARTS AND 
ASSEMBLIES 

27-SEP-2007 

11-010
Departure to DPS3.02 

NEW IDENTIFICATION OF 
PARTS AND 

ASSEMBLIES 

16-SEP-2011 

DPS3.02-17 R IDENTIFICATION OF 
PARTS AND 
ASSEMBLIES - 
MILITARY 

17-FEB-2015 

001-AI
Departure to DPS3.02-
17 

IDENTIFICATION OF 
PARTS AND 
ASSEMBLIES - 
MILITARY 

03-APR-2006 

009-GL

Departure to DPS3.02-
17 

IDENTIFICATION OF 

PARTS AND 
ASSEMBLIES - 
MILITARY 

25-JUN-2014 

026-GL

Departure to DPS3.02-
17 

A IDENTIFICATION OF 

PARTS AND 
ASSEMBLIES - 
MILITARY 

02-MAY-2019 

034-HAF
Departure to DPS3.02-

17 

IDENTIFICATION OF 
PARTS AND 

24-JUN-2014 
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ASSEMBLIES - 
MILITARY 

DPS3.021 F BOLT IDENTIFICATION 15-JAN-1988 

14-001
Departure to 
DPS3.021 

NEW BOLT IDENTIFICATION 18-DEC-2014 

DPS3.022 J IDENTIFYING TORQUE 
TIGHTENED ITEMS - 

SUPERSEDED 

10-MAY-1971 

DPS3.024 INACT
IVE 

IDENTIFYING POWER 
PLANT DISCONNECT 
POINTS 

14-JAN-1981 

DPS3.026 D IDENTIFICATION - 
FLIGHT TEST 
EQUIPMENT 

15-FEB-1996 

s98-006B
Departure to 

DPS3.026 

IDENTIFICATION - 
FLIGHT TEST 

EQUIPMENT 

09-DEC-2003 

DPS3.027 D IDENTIFICATION, 
NONPRODUCTION 
PARTS 

24-SEP-1985 

DPS3.028 INACT

IVE 

IDENTIFICATION AND 

INSTALLATION OF DC-8 
STATION NUMBERS 

25-AUG-1972 

DPS3.029 K IDENTIFICATION AND 
INSTALLATION OF 

DC-9, MD-80, MD-87, 
MD-90 AND 717 
STATION NUMBERS 

23-MAR-1999 

s98-006B
Departure to 

DPS3.029 

IDENTIFICATION AND 
INSTALLATION OF 

DC-9, MD-80, MD-87, 
MD-90 AND 717 
STATION NUMBERS 

09-DEC-2003 

DPS3.029-17 NEW IDENTIFICATION AND 
INSTALLATION OF 

STATION NUMBERS - 
C-17 FUSELAGE 

22-NOV-2005 

DPS3.030 D IDENTIFICATION OF 
DC-10/ MD-11 STATION 
NUMBERS 

23-JUL-1991 

s98-006B
Departure to 
DPS3.030 

IDENTIFICATION OF 
DC-10/ MD-11 STATION 
NUMBERS 

09-DEC-2003 

DPS3.031 INACT

IVE 

TEMPORARY 

IDENTIFICATION OF 
METRIC DIMENSIONED 
HARDWARE 

06-AUG-1991 

DPS3.05 INACT
IVE 

LAPPING & HONING 26-JUN-1981 

DPS3.06 AF ACRYLIC PLASTICS 12-OCT-2004 

DPS3.061 INACT
IVE 

PLASTIC TIPS FOR 
BELTS 

19-AUG-1980 

DPS3.062 B ACRYLIC OPTICAL 
FINISHING 

11-JUL-1990 

DPS3.064 F REINFORCED ACRYLIC 
LAMINATES 

01-MAY-2002 

DPS3.067 C DYEING ACETATE 
PLASTIC MATERIALS 

20-MAR-1992 

DPS3.067-1 NEW DYEING NYLON PLASTIC 

MATERIALS 

14-NOV-1996 

DPS3.069 T 24-FEB-1997 
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PROTECTING GLASS & 
ACRYLIC 
TRANSPARENCIES 

DPS3.070 K SEAM SEALING 

INSULATION BLANKET 
COVERS 

14-NOV-2001 

DPS3.071 H PROTECTION OF 
PLASTIC MATERIALS 

(RAW STOCK & PARTS 

25-OCT-1993 

DPS3.072 INACT
IVE 

TRANSPARENT PLASTIC 
- THERMOSETTING 

19-JAN-1981 

DPS3.073 INACT
IVE 

RESILIENT CASTING 
PLASTICS, NON-

ELECTRICAL 

14-JAN-1981 

DPS3.073-1 INACT
IVE 

RESILIENT CASTING 
PLASTICS, ELECTRICAL 

15-MAR-1974 

DPS3.076 INACT
IVE 

FLAME POLISHING 
ACRYLIC PLASTIC 

29-JAN-1986 

DPS3.077 INACT

IVE 

PLASTICS, MACHINING 

OF 

07-SEP-1976 

DPS3.077-1 D ACETAL PLASTICS, 
MACHINING 

05-JAN-1990 

DPS3.077-2 A MACHINING ACRYLIC 
PLASTICS - 

SUPERSEDED 

10-SEP-1976 

DPS3.077-3 C PHENOLIC PLASTICS, 
MACHINING 

05-JAN-1990 

DPS3.077-4 C NYLON PLASTICS, 
MACHINING 

05-JAN-1990 

DPS3.077-5 H SYNTHETIC RUBBER 
AND THERMOPLASTICS, 
MACHINING 

12-FEB-2002 

DPS3.077-6 NEW RIGID URETHANE 
FOAMS, MACHINING 

23-SEP-1976 

DPS3.077-7 C GLASS REINFORCED 
LAMINATES, 
MACHINING 

12-SEP-1994 

DPS3.08 BJ SWAGED CABLE 
ASSEMBLIES 

05-DEC-2014 

001-CSC
Departure to DPS3.08 

SWAGED CABLE 
ASSEMBLIES 

22-DEC-2010 

002-CSC
Departure to DPS3.08 

SWAGED CABLE 
ASSEMBLIES 

27-APR-2011 

12-001
Departure to DPS3.08 

NEW SWAGED CABLE 
ASSEMBLIES 

07-JAN-2013 

C17-468
Departure to DPS3.08 

SWAGED CABLE 
ASSEMBLIES 

03-SEP-2008 

DPS3.08-1 BF CONTROL CABLE 
INSTALLATION 

14-MAY-2013 

13-002

Departure to 
DPS3.08-1 

NEW CONTROL CABLE 

INSTALLATION 

17-MAY-2013 

C17-484
Departure to 
DPS3.08-1 

CONTROL CABLE 
INSTALLATION 

08-OCT-2010 

DPS3.081 A IDENTIFICATION (LINEN 
TAG) - SUPERSEDED 

13-MAY-1977 

DPS3.082 25-AUG-1972 
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INACT
IVE 

CONTROL CABLE AIR 
SEAL (INSTALLATION 
OF FINNED TYPE 

DPS3.083 A TESTING SWAGING 

TYPE CABLE TERMINALS 
- SUPERSEDED 

07-MAR-1975 

DPS3.084 E PRELOAD INDICATING 
WASHER - 

MANUFACTURING AND 
TESTING 
REQUIREMENTS 

03-NOV-2005 

DPS3.087 D SWAGED INSERTS 10-AUG-2005 

DPS3.110 B CANCELLED 20-FEB-1970 

DPS3.114 E SURFACE PREPARATION 
OF TEFLON FOR 
BONDING 

05-APR-1990 

DPS3.116 B HANDLING AND 
STORAGE OF TEFLON 
PARTS 

18-JUL-1990 

DPS3.14 V REPAIR OF SURFACE 
DEFECTS - ALUMINUM 

ALLOYS 

26-MAR-1999 

DPS3.14-17 B REPAIR OF SURFACE 
DEFECTS - ALUMINUM 
ALLOYS - AIRLIFT & 
TANKER PROGRAMS 

10-NOV-2008 

003-AHF
Departure to DPS3.14-
17 

REPAIR OF SURFACE 
DEFECTS - ALUMINUM 
ALLOYS - AIRLIFT & 
TANKER PROGRAMS 

12-JUN-2009 

DPS3.150 A STENCILING - 
SUPERSEDED 

20-MAY-1970 

DPS3.157 SUPER
SEDED 

FABRICATION OF VINYL 
MARKINGS WITH 
PROTECTIVE COATING - 
SUPERSEDED 

01-MAR-1963 

DPS3.158 L APPLICATION OF 
PLASTIC FILM 
MARKINGS 

12-NOV-2001 

DPS3.158-1 INACT

IVE 

APPLICATION OF AAL 

EXTERIOR MARKING 
FILM 

27-JUN-1980 

DPS3.159 G APPLICATION OF METAL 
FOIL NAMEPLATES 

04-DEC-1998 

047-MC

Departure to 
DPS3.159 

APPLICATION OF METAL 

FOIL NAMEPLATES 

19-AUG-2011 

s98-006B
Departure to 
DPS3.159 

APPLICATION OF METAL 
FOIL NAMEPLATES 

09-DEC-2003 

DPS3.16 B APPLICATION OF 
DECALCOMANIA 

10-DEC-2001 

DPS3.165 L AIRCRAFT SAFETY AND 
SURVIVAL EQUIPMENT 

29-OCT-2002 

DPS3.166 E EVACUATION SLIDES 

AND CYLINDERS 

22-SEP-1987 

DPS3.167 NEW LIMITED LIFE ITEMS 07-MAR-2003 

DPS3.17 E AIRCRAFT LUBRICATION 
INDEX 

08-JAN-2013 

DPS3.17-27 25-AUG-1972 
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INACT
IVE 

LUBRICATION DC-8 
AND DC-8F AIRPLANES 

s08-002
Departure to DPS3.17-

27 

Lubrication DC-8 and 
DC-8F Airplanes 

07-JAN-2009 

DPS3.17-28 INACT
IVE 

LUBRICATION OF A4 
SERIES AIRCRAFT 

22-SEP-1989 

DPS3.17-49 AT LUBRICATION OF DC-9, 
MD-80, MD-90 AND 717 

AIRCRAFT 

20-DEC-2013 

DPS3.17-51 AJ LUBRICATION OF DC-
10, KC-10, AND MD-11 
AIRCRAFT 

30-JAN-2014 

DPS3.17-54 G LUBRICATION OF C-17 

AIRCRAFT 

11-NOV-2011 

DPS3.17-55 A LUBRICATION OF T-45 
AIRCRAFT 

08-JAN-1990 

DPS3.171 F SINTERED POROUS 
BEARINGS (BUSHINGS 

15-FEB-1990 

DPS3.173 F ANTIFRICTION 
BEARINGS 

25-JAN-1996 

s95-039
Departure to 
DPS3.173 

Antifriction Bearings 11-JAN-1996 

s98-006B
Departure to 
DPS3.173 

Antifriction Bearings 09-DEC-2003 

DPS3.174 INACT
IVE 

CABIN PRESSURE 
SEALS 

25-AUG-1972 

DPS3.176 INACT
IVE 

CABIN SUPERCHARGER 
PROCESSING 

26-SEP-1975 

DPS3.177 M SOLID FILM 
LUBRICANTS 

28-SEP-2010 

001-MC
Departure to 

DPS3.177 

SOLID FILM 
LUBRICANTS 

05-APR-1995 

DPS3.178 B BURNISHING SOLID 
FILM LUBRICANT 

06-MAY-1992 

s98-006B
Departure to 

DPS3.178 

BURNISHING SOLID 
FILM LUBRICANT 

09-DEC-2003 

DPS3.179 INACT
IVE 

CABIN COMPRESSOR 
DC-8 MODEL 

26-SEP-1975 

DPS3.181 P METAL WORKING 
LUBRICANTS 

21-APR-2006 

014-MH
Departure to 
DPS3.181 

NEW METAL WORKING 
LUBRICANTS 

10-AUG-2015 

C17-337
Departure to 

DPS3.181 

METAL WORKING 
LUBRICANTS 

18-JUL-2002 

DPS3.182 C LUBRICATION OF 
PULLEY BEARINGS 

05-DEC-1990 

DPS3.185 G LUBRICATION OF 
AERIAL REFUELING 

BOOM 

08-SEP-1993 

DPS3.189 B 17-SEP-1996 
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IMPREGNATION, 
FLUOROTELOMER, 
WEBBING 

DPS3.202 V AMMUNITION AND 

EXPLOSIVES 

03-JUN-1998 

DPS3.203 INACT
IVE 

PRESERVATION OF 
GUNS - NAVAL 
AIRCRAFT 

14-JAN-1981 

DPS3.206 C INSTALLATION OF 

SHIELDED MILD 
DETONATING CORD 
(SMDC) 

19-AUG-1991 

s98-006B
Departure to 

DPS3.206 

INSTALLATION OF 
SHIELDED MILD 

DETONATING CORD 
(SMDC) 

09-DEC-2003 

DPS3.206-1 A INSTALLATION OF 
FLEXIBLE LINEAR 
SHAPED CHARGE (FLSC) 

ASSEMBLIES 

12-APR-2006 

DPS3.207 INACT
IVE 

INSTALLATION OF THIN 
LAYER EXPLOSIVE (TLX) 

14-DEC-1995 

DPS3.208 NEW INSTALLATION OF 

BONDED 
POLYESTER/FIBERGLAS
S DRAIN TUBING 

12-OCT-1989 

DPS3.22 AD IDENTIFICATION OF 
FLUID LINES - 

AIRCRAFT 

14-JAN-2002 

DPS3.22-17 B IDENTIFICATION OF 
FLUID LINES - MILITARY 
AIRCRAFT 

03-NOV-2010 

DPS3.231 AU IDENTIFICATION OF 

ELECTRICAL WIRE - 
MILITARY 

24-JUN-2019 

DCNPSO-008811_01
Engineering Order to 

DPS3.231 Rev AU 

01 DPS3.231 DOCUMENT 
CHANGE NOTICE 

24-JUN-2019 

002-LL
Departure to 
DPS3.231 

IDENTIFICATION OF 
ELECTRICAL WIRE - 
MILITARY 

09-JAN-2008 

007-MM

Departure to 
DPS3.231 

IDENTIFICATION OF 

ELECTRICAL WIRE - 
MILITARY 

04-MAR-1996 

012-LL
Departure to 
DPS3.231 

IDENTIFICATION OF 
ELECTRICAL WIRE - 
MILITARY 

15-OCT-2008 

021-MM
Departure to 
DPS3.231 

IDENTIFICATION OF 
ELECTRICAL WIRE - 
MILITARY 

27-AUG-1997 

032-MM

Departure to 
DPS3.231 

IDENTIFICATION OF 

ELECTRICAL WIRE - 
MILITARY 

24-MAR-2008 

DPS3.232 B LAMINATED ELECTRICAL 
IDENTIFICATION TAGS 

18-JUL-1983 

DPS3.233 C MARKING OF 

IDENTIFICATION TAGS 

10-JUL-1985 

DPS3.27 NEW MARKING METHODS 
AND MATERIALS 

30-JUN-1960 

DPS3.27-1 U MARKING METHODS 
AND MATERIALS, INK 
STAMPING 

25-AUG-2009 

- 05-MAR-2018 
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003-CV
Departure to 
DPS3.27-1 

MARKING METHODS 
AND MATERIALS, INK 
STAMPING 

008-MH

Departure to 
DPS3.27-1 

A MARKING METHODS 

AND MATERIALS, INK 
STAMPING 

11-MAY-2020 

011-LL
Departure to 

DPS3.27-1 

MARKING METHODS 
AND MATERIALS, INK 

STAMPING 

26-JUN-2008 

075-LT
Departure to 
DPS3.27-1 

MARKING METHODS 
AND MATERIALS, INK 
STAMPING 

28-OCT-2014 

HB-01

Departure to 
DPS3.27-1 

MARKING METHODS 

AND MATERIALS, INK 
STAMPING 

29-AUG-1997 

DPS3.27-10 INACT
IVE 

MARKING METHODS 
AND MATERIALS, 
TITANIUM TIPPED 

PENCIL MARKING OF 
PLATE GLASS 

19-FEB-1982 

DPS3.27-11 B MARKING METHODS 
AND MATERIALS, DRY 

BALL POINT PEN 
MARKING 

09-DEC-1987 

DPS3.27-12 B HIGH TEMPERATURE 
MARKING 

05-AUG-1997 

DPS3.27-2 F MARKING METHODS 

AND MATERIALS, 
STENCILING 

06-MAR-2002 

C17-474
Departure to 
DPS3.27-2 

MARKING METHODS 
AND MATERIALS, 
STENCILING 

09-JUL-2009 

TTC-001
Departure to 
DPS3.27-2 

A MARKING METHODS 
AND MATERIALS 
STENCILING 

12-JUN-2012 

DPS3.27-3 B MARKING METHODS 
AND MATERIALS, METAL 

IMPRESSION STAMPING 

29-SEP-1999 

DPS3.27-4 L ELECTROCHEMICAL 
ETCH-MARKING OF 
METALS 

31-AUG-2004 

042-HAF

Departure to 
DPS3.27-4 

- ELECTROCHEMICAL 

ETCH-MARKING OF 
METALS 

02-NOV-2018 

050-MC
Departure to 

DPS3.27-4 

ELECTROCHEMICAL 
ETCH-MARKING OF 

METALS 

17-APR-2013 

DPS3.27-5 A MARKING METHODS 
AND MATERIALS, 
MARKING BY 
VIBRATORY TOOL 

09-DEC-1987 

DPS3.27-6 A MARKING METHODS 
AND MATERIALS, 
ELECTRICAL- 
RESISTANCE STYLUS 
MARKING 

09-DEC-1987 

DPS3.27-7 H MARKING METHODS 
AND MATERIALS, 
TEMPORARY MARKING 

10-NOV-1995 

DPS3.27-8 INACT

IVE 

COLOR - CODE 

IDENTIFICATION 

26-JUN-1981 

DPS3.27-9 INACT
IVE 

MARKING METHODS 
AND MATERIALS, 
CHEMICAL ETCH-
MARKING OF METALS 

05-SEP-1985 

DPS3.301 AJ Supplier Packaging 06-MAR-2012 

DPS3.301-1 C 06-FEB-2007 
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BAR CODING - 
SHIPPING LABELS 

DPS3.301-2 A SPARE PARTS 
PACKAGING - DIRECT 

SHIP INITIATIVE 

10-MAR-2006 

DPS3.302 C INTERPLANT SHIPPING 07-MAY-1992 

DPS3.303 C PROTECTING METAL 
SURFACE PLATES & 

GAUGES 

18-OCT-1991 

DPS3.305 A PREPARATION OF 
CLASSIFIED MATERIAL 
FOR SHIPMENT 

17-AUG-1990 

DPS3.306 INACT

IVE 

CARE AND CLEANING 

OF LENSES 

06-SEP-1989 

DPS3.307 G CORROSION 
INHIBITING 
COMPOUNDS 

18-JAN-2006 

s98-006B

Departure to 
DPS3.307 

CORROSION 

INHIBITING 
COMPOUNDS 

09-DEC-2003 

DPS3.307-1 B FLOOR TRACK 
CORROSION 

PREVENTION 

19-NOV-1991 

s98-006B
Departure to 
DPS3.307-1 

FLOOR TRACK 
CORROSION 
PREVENTION 

09-DEC-2003 

DPS3.307-17 A CORROSION 

INHIBITING 
COMPOUNDS, MILITARY 
AIRCRAFT 

19-SEP-2006 

DPS3.307-2 INACT
IVE 

HYDRAULIC TUBING 
PROTECTION 

01-DEC-1995 

DPS3.310 K MATERIALS FOR 
PACKAGING PARTS FOR 
DISTRIBUTION 

14-APR-2005 

DPS3.310-1 F CLEANING, 
PRESERVING & 

PACKAGING METHODS 

14-APR-2005 

DPS3.310-10 K PREPARATION OF 
HAZARDOUS 
MATERIALS FOR 
SHIPMENT - 

SUPERSEDED 

14-JUN-2004 

DPS3.310-12 A PREPARING MILITARY 
SHIPMENTS - 
EQUIPMENT ON WHEELS 

18-MAR-1969 

DPS3.310-16 C CONTAINERS FOR 
MILITARY SHIPMENT 

20-MAR-1992 

DPS3.310-2 D CUSHIONING AND 
PACKING IN 
COMMERCIAL PRODUCT 

SHIPPING CONTAINERS 

24-JAN-1996 

DPS3.310-4 F PRESERVATION & 
PACKAGING DATA 
CODES 

27-JAN-1977 

DPS3.310-5 B TESTING MILITARY 

PACKAGING - 
SUPERSEDED 

21-AUG-1969 

DPS3.310-6 B PACKAGING SPECIAL 
MILITARY SHIPMENTS 

21-NOV-1975 

DPS3.310-9 J PREPARING MILITARY 

SHIPMENTS: MARKING 

22-MAY-1979 
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FOR SHIPMENT OR 
STORAGE 

DPS3.313 G PACKAGING 
COMMERCIAL SPARE 

PARTS & MATERIALS 
FOR DISTRIBUTION 

31-AUG-2004 

DPS3.314 B AIRPLANE STORAGE 13-AUG-1981 

DPS3.314-1 B MILITARY ASSEMBLY 

AND STORAGE 
PROTECTION 

09-JUN-1978 

DPS3.314-11 Y TWIN JET ASSEMBLY 
AND STORAGE 

PROTECTION 

01-DEC-2004 

DPS3.314-13 R DC-10/MD-11 
ASSEMBLY & STORAGE 
PROTECTION 

22-MAY-1996 

DPS3.314-15 A STORAGE OF USED 

AIRCRAFT 

19-OCT-1990 

DPS3.314-16 C AIRCRAFT ASSEMBLY & 
AIRCRAFT STORAGE 
PROTECTION - 
MILITARY 

21-JUL-2011 

DPS3.314-7 K DC-8 STORAGE 
PROTECTION 

08-JAN-1990 

DPS3.315 L OUTSIDE STORAGE 13-AUG-1996 

DPS3.315-1 INACT

IVE 

OUTSIDE STORAGE - 

DC-9 ASSEMBLIES 

22-AUG-1975 

DPS3.316 L STORING SPECIAL 
ASSEMBLIES 

10-APR-1986 

DPS3.317 P PRESERVATION AND 
PROTECTION OF 
MACHINED PARTS 

21-SEP-2000 

004-CP
Departure to 
DPS3.317 

PRESERVATION AND 
PROTECTION OF 
MACHINED PARTS 

12-APR-2001 

016-GL

Departure to 
DPS3.317 

A PRESERVATION AND 

PROTECTION OF 
MACHINED PARTS 

09-SEP-2016 

027-GL
Departure to 
DPS3.317 

A PRESERVATION AND 
PROTECTION OF 
MACHINED PARTS 

06-MAY-2019 

039-HAF
Departure to 
DPS3.317 

A PRESERVATION AND 
PROTECTION OF 
MACHINED PARTS 

23-MAY-2018 

C17-336
Departure to 

DPS3.317 

Preservation and 
Protection of Machined 

Parts 

18-OCT-2002 

C17-371ER
Departure to 
DPS3.317 

Preservation and 
Protection of Machined 
Parts 

20-MAY-2003 

DPS3.319 D PROTECTING AND 

IDENTIFYING INTERIOR 
FINISH PARTS AND 
MATERIALS 

15-JUN-1971 

DPS3.320 AB PROTECTION OF SHEET 

METAL AND SKINS 

08-MAY-2003 

C17-470
Departure to 
DPS3.320 

PROTECTION OF SHEET 
METAL AND SKINS 

15-DEC-2009 

DPS3.320-1 C PROTECTION OF MILLED 

SKINS - SUPERSEDED 

30-MAY-1984 

DPS3.321 N 19-JAN-1993 
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PROTECTION OF THIN 
WALL TUBING AND 
DUCTING 

DPS3.322 INACT

IVE 

MINIATURE PRECISION 

PARTS 

29-DEC-1980 

DPS3.323 J DUCTING SYSTEMS 
INDEX 

14-NOV-1980 

DPS3.323-1 T FABRICATION OF 
METALLIC DUCTING 

12-JAN-2005 

DPS3.323-2 F WELDING & BRAZING 
DUCTING 

10-AUG-2005 

DPS3.323-3 AB INSTALLING DUCTING 
SYSTEMS 

24-AUG-2004 

042-MC
Departure to 

DPS3.323-3 

INSTALLING DUCTING 
SYSTEMS 

31-OCT-2008 

046-MC
Departure to 
DPS3.323-3 

INSTALLING DUCTING 
SYSTEMS 

14-OCT-2011 

DPS3.326 C STORAGE AND 
HANDLING OF FLEXIBLE 
METAL HOSE 

26-APR-1991 

DPS3.327 INACT
IVE 

ASSEMBLY & 
DISASSEMBLY OF 

PANEL BOXES WITH 
KLIMP FASTENERS 

25-NOV-1992 

DPS3.328 L PACKAGING 
ELECTRONIC CIRCUIT 
COMPONENTS 

17-FEB-2010 

013-LL
Departure to 
DPS3.328 

PACKAGING 
ELECTRONIC CIRCUIT 
COMPONENTS 

16-FEB-2009 

DPS3.331 A PACKINGS & GASKETS 19-FEB-1970 

DPS3.332 B TESTING AND 
PRESERVING AIRCRAFT 
FLUID SYSTEM UNITS 

18-JUL-1983 

DPS3.334 M PETROLEUM BASE 

HYDRAULIC FLUID 
ASSEMBLIES 

16-DEC-2016 

DPS3.335 INACT
IVE 

HYDRAULIC FLUSHING 
PROCEDURE FOR NAVAL 
AIRCRAFT 

14-JAN-1981 

DPS3.335-7 INACT
IVE 

HYDRAULIC SYSTEM 
FLUSHING PROCEDURE 
MODEL A4D SERIES 
AIRCRAFT 

14-JAN-1981 

DPS3.335-9 INACT

IVE 

HYDRAULIC SYSTEM 

FLUSHING PROCEDURE 
- INFLIGHT FUELING 
STORE 

29-JUN-1973 

DPS3.336 INACT
IVE 

CLEANING AND 
PROTECTING WAVE 

GUIDES 

07-JUL-1992 

DPS3.337 D VISCOUS DAMPENERS, 
FILLING 

22-JUN-1994 

DPS3.338 A WAVEGUIDE 
INSTALLATION 

10-DEC-1986 

DPS3.339 D FLUID PROPERTIES AND 
CLEANLINESS LEVELS 
(TEST METHODS 

15-APR-2003 

DPS3.342 INACT
IVE 

AIRCRAFT 
REFRIGERATION 

SYSTEMS 

29-SEP-1972 
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DPS3.381 AU SEALING COMPOUNDS, 
TWO-PART 

01-MAY-2014 

001-NC
Departure to 

DPS3.381 

SEALING COMPOUNDS - 
TWO PART 

16-JUN-1995 

006-MC
Departure to 
DPS3.381 

SEALING COMPOUNDS - 
TWO PART 

21-JUN-1995 

DPS3.381-17 F SEALING COMPOUNDS, 

TWO-PART, MILITARY 
AIRCRAFT 

03-APR-2012 

DPS3.391 U DMS 2014 HYDRAULIC 
FLUID ASSEMBLIES 

31-AUG-2004 

DPS3.40 B INSULATION 

FABRICATION INDEX 

21-JAN-1966 

DPS3.40-18 J INSULATION 
INSTALLATION - 
MILITARY 

18-JUL-2008 

DPS3.40-21 L INSULATION BLANKET 

FABRICATION. 
(SUPERSEDED BY DPS 
3.40-26 FOR 
COMMERCIAL 

05-OCT-2004 

002-MA
Departure to DPS3.40-
21 

INSULATION BLANKET 
FABRICATION. 
(SUPERSEDED BY 
DPS3.40-26 FOR 
COMMERCIAL) 

20-JUN-2005 

C17-390
Departure to DPS3.40-
21 

INSULATION BLANKET 
FABRICATION. 
(SUPERSEDED BY DPS 
3.40-26 FOR 
COMMERCIAL 

18-DEC-2003 

DPS3.40-22 G INSULATION OF 
CONDITIONED AIR 
DUCTING 

02-SEP-2009 

DPS3.40-25 D INSULATION 
INSTALLATION, 

ELEVATED 
TEMPERATURE DUCTING 
- RADIANT PANEL 
COMPLIANT - 

COMMERCIAL 

05-DEC-2007 

DPS3.40-26 B INSULATION BLANKET 
FABRICATION - 
RADIANT PANEL 
COMPLIANT - 

COMMERCIAL 

26-APR-2005 

DPS3.40-4 INACT
IVE 

VINYL GLASS CLOTH 
INSULATION 

15-JAN-1981 

DPS3.40-5 R COMBINATION GLASS 
CLOTH INSULATION 

31-AUG-2004 

DPS3.40-7 A INSULATION OF WATER 
LINES 

06-AUG-1990 

DPS3.40-9 C INSULATION, 
FABRICATION AND 
INSTALLATION, CABIN 

FLOORS 

27-JAN-1992 

s98-006B
Departure to 
DPS3.40-9 

INSULATION, 
FABRICATION AND 
INSTALLATION, CABIN 
FLOORS 

09-DEC-2003 

DPS3.405 B HANDLING OF 
INSULATION BLANKETS 

11-NOV-1987 

DPS3.410 25-AUG-1972 
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INACT
IVE 

DC-8 INSULATION 
VAPOR BARRIER 

DPS3.410-1 INACT
IVE 

DC-8 COCKPIT 
INSULATION VAPOR 

BARRIER 

25-AUG-1972 

DPS3.425 M DC-9/MD-80/MD-
90/717 INSULATION 
VAPOR BARRIER 

26-AUG-2004 

DPS3.441 INACT

IVE 

IGNITER PLUGS 01-DEC-1995 

DPS3.442 C GAS TURBINE ENGINES 
& TURBINE 
ACCESSORIES 

09-MAY-2003 

DPS3.442-10 N GAS TURBINE 

AUXILIARY POWER 
UNITS 

14-APR-1998 

DPS3.442-13 INACT
IVE 

AIRCRAFT EMERGENCY 
GENERATOR 

28-MAY-1982 

DPS3.442-14 INACT

IVE 

JT3, JT3D, AND JT4 JET 

ENGINES 

25-AUG-1972 

DPS3.442-17 INACT
IVE 

CONWAY GAS TURBINE 
ENGINE 

25-AUG-1972 

DPS3.442-19 INACT
IVE 

J-52 GAS TURBINE 
ENGINES 

25-NOV-1992 

DPS3.442-21 T JT8D JET ENGINES 29-JUN-1992 

DPS3.442-22 K DC-10 CF6 JET ENGINE 
INSTALLATION 

29-MAY-1987 

DPS3.442-23 INACT
IVE 

DC-10 JT9D JET ENGINE 
INSTALLATION 

25-NOV-1992 

DPS3.442-25 H PRESERVATION AND 
STORAGE OF DC-10/KC-
10 ENGINES AND DC-9, 
DC-10, KC-10 AND MD-
11 AUXILIARY POWER 

UNITS 

09-AUG-1993 

DPS3.442-26 D JET ENGINE 
PRESERVATION AND 
STORAGE - C17 

AIRCRAFT 

14-JUN-2010 

020-LT
Departure to 
DPS3.442-26 

JET ENGINE 
PRESERVATION AND 
STORAGE - C-17 
AIRCRAFT 

22-NOV-1996 

021-LT

Departure to 
DPS3.442-26 

JET ENGINE 

PRESERVATION AND 
STORAGE - C-17 
AIRCRAFT 

30-JAN-1995 

DPS3.442-27 INACT
IVE 

JET ENGINE, F405-
RR-400, T-45 AIRCRAFT 

25-NOV-1992 

DPS3.442-28 A JET ENGINE, CF6-80C2, 

MD-11 AIRCRAFT 

29-JUN-1992 

DPS3.442-29 D JET ENGINE, PW4460 
AND PW4462, MD-11 
AIRCRAFT 

12-JAN-1996 

s98-006B

Departure to 
DPS3.442-29 

Jet Engine, PW4460 and 

PW4462, MD-11 Aircraft 

09-DEC-2003 

DPS3.442-30 C 05-JAN-1993 
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GAS TURBINE 
AUXILIARY POWER 
UNITS - C-17 AIRCRAFT 

DPS3.442-31 C V2500 JET ENGINES - 

MD-90 AIRCRAFT 

14-JUN-1996 

DPS3.442-32 A BR715 JET ENGINES - 
717 AIRCRAFT 

27-FEB-2003 

DPS3.442-8 INACT
IVE 

DETAILED 
PRESERVATION 

PROCEDURE FOR GAS 
TURBINE 
COMPRESSORS 

14-JAN-1981 

DPS3.447 INACT
IVE 

COMBUSTION STARTER 
SYSTEMS 

29-SEP-1972 

DPS3.46 C METAL STITCHING 16-SEP-1969 

DPS3.51 M LOCKING THREADED 
AND CYLINDRICAL 
PARTS 

24-AUG-2004 

C17-233
Departure to DPS3.51 

Locking Threaded and 
Cylindrical Parts 

20-JUL-1999 

DPS3.51-1 INACT
IVE 

SEALING BOMB 
EJECTOR BREECH CAPS 
USING LITHARGE AND 

GLYCERIN 

26-MAY-1982 

DPS3.51-2 INACT
IVE 

LOCKING THREADS - 
PERMANENT 

16-JAN-1990 

DPS3.51-3 C NONPERMANENT 
RETENTION OF 

THREADED FASTENERS 
AND FITTINGS 

01-APR-1992 

s98-006B
Departure to 
DPS3.51-3 

NONPERMANENT 
RETENTION OF 
THREADED FASTENERS 

AND FITTINGS 

09-DEC-2003 

DPS3.52 INACT
IVE 

IDENTIFICATION OF 
FORGINGS 

24-FEB-1981 

DPS3.54 K IDENTIFICATION 
MARKING OF RAW 

STOCK METALS 

12-JAN-1998 

012-MH
Departure to DPS3.54 

NEW IDENTIFICATION 
MARKING OF RAW 
STOCK METALS 

18-SEP-2012 

DPS3.55 E IDENTIFYING BARE 
WELDING ROD 

08-JAN-1971 

DPS3.57 T RUBBER 
IDENTIFICATION & 
PACKAGING 

04-AUG-2005 

DPS3.571 G STORING AND 

HANDLING RUBBER 

28-JAN-2003 

DPS3.572 D HOSE & HOSE 
ASSEMBLIES - 
SUPERSEDED 

06-AUG-1976 

DPS3.572-1 F HOSE & HOSE 

ASSEMBLY 
IDENTIFICATION & 
STORAGE 

29-JUN-1989 

DPS3.572-2 J HOSE & HOSE 

ASSEMBLY TESTING 

29-JUN-1989 

DPS3.572-4 G HOSE ASSEMBLY 
FABRICATION 

13-FEB-1998 
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DPS3.572-5 K HOSE & HOSE 
ASSEMBLY 
INSTALLATION 

03-APR-2008 

DPS3.574 F BUNGEE AND ELASTIC 

CORD 

06-JUL-1979 

DPS3.575 P AIRCRAFT TIRES 01-JUN-2011 

DPS3.575-1 INACT
IVE 

GROUND SERVICE 
EQUIPMENT (GSE TIRES 

AND TUBES 

04-FEB-1982 

DPS3.576 AH AGE CONTROL OF 
RUBBER 

20-JUN-2012 

DPS3.579 N MOLDED RUBBER SEALS 
& INSTALLATIONS 

01-JUN-2011 

DPS3.58 E FABRICATING RUBBER 
PARTS 

03-JUN-2010 

DPS3.58-1 INACT
IVE 

PREPARATION OF 
RUBBER CEMENTS 

25-AUG-1972 

DPS3.58-3 INACT
IVE 

FABRICATING DMS 
1894 SILICONE RUBBER 

PARTS 

19-DEC-1988 

DPS3.58-3912757 B WING ACCESS DOOR 
ASSEMBLY 

03-JUN-2010 

DPS3.58-4 B CANCELLED 09-OCT-1995 

DPS3.58-5616122 A WING ACCESS DOOR 
ASSEMBLY 

02-AUG-2010 

DPS3.581 INACT
IVE 

ANACOUSTIC WINDOW 
PANEL ASSEMBLIES - 
FABRICATION OF 

RUBBER PARTS AND 
ASSEMBLY 

01-JUN-1973 

DPS3.582 INACT
IVE 

INSTALLING 
DIAPHRAGM DOOR 
SEALS IN AIRCRAFT 

14-MAY-1987 

DPS3.584 L MOLDING CABLE 
JUNCTIONS & 
ELECTRICAL 
CONNECTORS 

10-APR-1989 

s95-053
Departure to 
DPS3.584 

MOLDING CABLE 
JUNCTIONS & 
ELECTRICAL 
CONNECTORS 

05-DEC-1995 

DPS3.59 INACT

IVE 

IDENTIFICATION OF 

PRECISION STEEL AND 
MONEL BALLS 

14-JAN-1981 

DPS3.601 AF ACCEPTANCE 
STANDARDS, DRIVEN 
SOLID RIVETS 

30-OCT-2013 

C17-505
Departure to 
DPS3.601 

ACCEPTANCE 
STANDARDS, DRIVEN 
SOLID RIVETS 

07-MAY-2013 

DPS3.621 T TRIMMING FLUSH HEAD 
RIVETS 

27-FEB-2003 

DPS3.63 INACT
IVE 

HUCK BLIND RIVETS 23-JAN-1981 

DPS3.631 INACT
IVE 

USE OF FABRIC 
ATTACHMENT RIVETS 
(THORNGREN TYPE) 

20-NOV-1992 

DPS3.651 AC 02-SEP-2015 
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SAFETYING WITH 
LOCKWIRE AND SAFETY 
CABLE 

DPS3.66 D PITCH DIAMETER 

OVERCUTTING AND 
UNDERCUTTING FOR 
SURFACE COATINGS 

10-MAY-1989 

DPS3.67 J INDEX OF FASTENER 

RELATED PROCESSING 
DOCUMENTS 

25-AUG-2004 

HB-01
Departure to DPS3.67 

INDEX OF FASTENER 
RELATED PROCESSING 
DOCUMENTS 

23-SEP-1995 

DPS3.67-1 B RIVET CODE - 
SUPERSEDED 

18-MAR-1971 

DPS3.67-10 J INSTALLATION OF 
HELICAL-COIL SCREW 
THREAD INSERTS 

23-APR-1987 

DPS3.67-11 K INSTALLATION OF 
BLIND BOLTS 
(THREADED STEM TYPE) 

25-SEP-2000 

DPS3.67-11-17 C INSTALLATION OF 
BLIND BOLTS 

(THREADED STEM TYPE) 

27-MAY-2011 

DPS3.67-12 AG MACHINE 
INSTALLATION OF 
SOLID RIVETS 

14-SEP-1998 

DPS3.67-12.1 C MACHINE 
INSTALLATION OF 
SOLID RIVETS AND 
INTERFERENCE FIT 
PINS, FRAME AND RING 

RIVETER 

24-FEB-2006 

DPS3.67-12.2 E MACHINE 
INSTALLATION OF 
3D0273E DOUBLE 
PROTRUDING HEAD 

SLUG RIVETS AND 
INTERFERENCE FIT 
PINS, SPAR AUTOMATIC 
ASSEMBLY SYSTEM, 
E-5000 

04-NOV-2011 

DPS3.67-12.3 A MACHINE 
INSTALLATION OF 
INTERFERENCE FIT 
PINS, ONE SIDED 

CLAMP UP MACHINE 

02-MAY-2005 

DPS3.67-12.4 A MACHINE 
INSTALLATION OF 
INTERFERENCE FIT 
PINS, UNIVERSAL 

SPLICE MACHINE 

28-MAY-2010 

DPS3.67-13 INACT
IVE 

INSTALLING TAP-LOK 
INSERTS 

23-JAN-1981 

DPS3.67-15 V INSTALLATION OF 
CAMLOC AND DOUGLAS 

STANDARD PART 
QUARTER TURN 
FASTENERS 

24-AUG-2004 

C17-109
Departure to DPS3.67-

15 

INSTALLATION OF 
CAMLOC AND DOUGLAS 

STANDARD PART 
QUARTER TURN 
FASTENERS 

14-OCT-1996 

DPS3.67-16 INACT
IVE 

INSTALLATION OF 
DEUTSCH DRIVE-PIN 

BLIND RIVETS 

13-MAR-1992 

DPS3.67-17 Y INSTALLATION OF PULL 
STEM BLIND RIVETS 

06-OCT-2009 
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DPS3.67-18 E INSTALLATION OF HI-
SHEAR RIVETS 

11-JUL-1989 

DPS3.67-19 L INSTALLATION OF 
NAS1329 AND NAS1330 
TYPE BLIND RIVET 
NUTS 

23-JUL-2008 

DPS3.67-2 N HOT & COLD DIMPLING 

(STATIONARY 
EQUIPMENT) 

17-FEB-1997 

C17-296
Departure to 
DPS3.67-2 

HOT & COLD DIMPLING 
(STATIONARY 
EQUIPMENT) 

10-AUG-2001 

DPS3.67-20 BF INSTALLATION OF 
LOCKBOLTS 

11-OCT-2005 

C17-477
Departure to DPS3.67-
20 

INSTALLATION OF 
LOCKBOLTS 

16-FEB-2010 

DPS3.67-20.1 D LOCKBOLT FIT - 
INCREASED 
INTERFERENCE 

27-AUG-2007 

DPS3.67-21 INACT

IVE 

INSTALLATION OF 

KELOX INSERTS AND 
STUDS 

22-SEP-1987 

DPS3.67-22 AU HOLE PREPARATION 23-FEB-2007 

020-MC

Departure to DPS3.67-
22 

HOLE PREPARATION 21-APR-1998 

DPS3.67-22-17 C HOLE PREPARATION 19-NOV-2012 

C17-402

Departure to DPS3.67-
22-17 

HOLE PREPARATION 29-NOV-2004 

C17-449
Departure to DPS3.67-
22-17 

HOLE PREPARATION 21-JUN-2006 

DPS3.67-22.1 G HOLE PREPARATION 
AND TRIMMING - 
GRAPHITE EPOXY 
COMPOSITES 

24-AUG-2004 

001-CDZ

Departure to DPS3.67-
22.1 

HOLE PREPARATION 

AND TRIMMING - 
GRAPHITE EPOXY 
COMPOSITES 

20-OCT-2009 

029-LT
Departure to DPS3.67-

22.1 

HOLE PREPARATION 
AND TRIMMING - 

GRAPHITE EPOXY 
COMPOSITES 

10-APR-1997 

039-LT
Departure to DPS3.67-

22.1 

HOLE PREPARATION 
AND TRIMMING - 

GRAPHITE EPOXY 
COMPOSITES 

07-NOV-1997 

C17-454
Departure to DPS3.67-
22.1 

HOLE PREPARATION 
AND TRIMMING - 
GRAPHITE EPOXY 

COMPOSITES 

23-FEB-2007 

DPS3.67-22.2 H HOLE PREPARATION 
AND TRIMMING - 
KEVLAR/EPOXY 
IMPREGNATED 

COMPOSITES 

05-MAY-2003 

DPS3.67-23 W RING COINING, HOLES 
AND SLOTS 

03-APR-2001 
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DPS3.67-24 P EDGE COINING 30-NOV-2000 

DPS3.67-25 INACT
IVE 

HOLE EXPANSION - 
GENERAL 

15-JAN-1988 

DPS3.67-27 AC RIVETING PROCEDURES 
- SOLID RIVETS 

18-APR-2011 

DPS3.67-28 H INSTALLATION OF 
BLIND NUT ASSEMBLIES 
AND BLIND NUT AND 

BOLT ASSEMBLIES 

28-AUG-1997 

DPS3.67-29 C INSTALLING PANELOC 
FASTENERS 

08-SEP-2005 

DPS3.67-3 N COUNTERSINKING FOR 
FLUSH ATTACHMENTS 

27-JAN-1995 

C17-144

Departure to 
DPS3.67-3 

COUNTERSINKING FOR 

FLUSH ATTACHMENTS 

12-MAY-1997 

C17-161
Departure to 

DPS3.67-3 

COUNTERSINKING FOR 
FLUSH ATTACHMENTS 

25-AUG-1997 

DPS3.67-30 F INSTALLATION OF 
CLINCH & STAKE NUTS 

12-JUN-1990 

C17-489
Departure to DPS3.67-

30 

INSTALLATION OF 
CLINCH & STAKE NUTS 

06-APR-2011 

DPS3.67-31 B CANCELLED 05-MAR-1996 

DPS3.67-32 INACT
IVE 

INSTALLATION OF 
PASTUSHIN SHEAR 

PANEL FASTENERS 

25-AUG-1972 

DPS3.67-33 C INSTALLATION OF 
RETRACTABLE SCREW 
FASTENERS 

25-AUG-2005 

DPS3.67-34 D INSTALLATION OF 

CURTAIN TRACK 

12-SEP-2005 

DPS3.67-35 D PORTABLE BROACHING 
- GENERAL 

07-JUN-1989 

DPS3.67-36 INACT
IVE 

SOUTHCO DRIVE PIN 
RIVETS 

25-AUG-1972 

DPS3.67-37 D DEICER DIMPLING 05-OCT-2005 

DPS3.67-38 J INSTALLATION OF 
KEYLOCKED INSERTS 
AND STUDS 

12-JAN-1998 

DPS3.67-39 BF THREADED PIN 

INSTALLATION [HI-LOK 
FASTENERS, MD PINS 
AND 3D0(XXX) PINS] 

28-FEB-2012 

C17-410

Departure to DPS3.67-
39 

THREADED PIN 

INSTALLATION [HI-LOK 
FASTENERS, MD PINS 
AND 3D0(XXX PINS] 

09-JUL-2004 

C17-507
Departure to DPS3.67-

39 

THREADED PIN 
INSTALLATION [HI-LOK 

FASTENERS, MD PINS 
AND 3D0(XXX) PINS] 

30-AUG-2012 

DPS3.67-39.1 G HI LOK & DAC ¿MD¿ PIN 
INCREASED 
INTERFERENCE FIT - 

SUPERSEDED 

22-MAR-1989 

DPS3.67-39.2 NEW 27-JUN-1996 
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INSTALLATION OF HIGH 
INTERFERENCE FIT 
PULL-IN PINS 

DPS3.67-40 C INSTALLATION OF 

CROWNED HEAD BOLTS 

15-MAY-1989 

DPS3.67-41 INACT
IVE 

CHEMICALLY EXPANDED 
RIVETS - INSTALLATION 
OF 

26-JAN-1981 

DPS3.67-42 AD FINISH, COLOR AND 

IDENTIFICATION 
REQUIREMENTS FOR 
STANDARD RIVETS 

01-DEC-2004 

DPS3.67-43 B INSTALLATION OF THIN 

WALL INSERTS 

09-FEB-1994 

DPS3.67-44 J FLUSH MOUNTED PANEL 
FASTENERS & INSERTS 

12-AUG-2008 

DPS3.67-45 F INSTALLATION OF 
PRESS NUTS 

12-SEP-2005 

DPS3.67-46 E INSTALLATION OF 

CALFAX QR STRESS 
PANEL FASTENERS 

23-MAY-1989 

DPS3.67-48 M INSTALLATION OF 
TUBULAR RIVETS 

05-JUL-2002 

DPS3.67-48-17 C INSTALLATION OF 

TUBULAR RIVETS, 
MILITARY AIRCRAFT 

13-OCT-2006 

DPS3.67-5 SUPER
SEDED 

NON-FLUSH RIVET 
INSTALLATION - 
SUPERSEDED 

27-JAN-1967 

DPS3.67-51 A HI TORQUE RECESSED 
HEAD SCREWS - 
SUPERSEDED 

21-JAN-1969 

DPS3.67-52 L INSTALLATION OF CLIP-

ON NUTS 

27-AUG-2012 

DPS3.67-53 C INSTALLATION OF 
EYELETS 

06-MAR-1990 

DPS3.67-54 J INSTALLATION OF HUCK 
BLIND BOLTS 

17-MAY-2001 

DPS3.67-54-17 D INSTALLATION OF HUCK 

BLIND BOLTS 

01-JUN-2012 

DPS3.67-55 INACT
IVE 

INSTALLATION OF 
MILSON PANEL 
FASTENERS 

16-JUL-1997 

DPS3.67-56 AE PIN STRESS COINING - 

HOLES & 
COUNTERSINKS 

26-NOV-2001 

DPS3.67-57 AK STRESS COINING OF 
HOLES & SLOTS (PAD & 
RADIUS 

26-NOV-2001 

DPS3.67-58 C Power Feed Drilling 26-OCT-2011 

DPS3.67-60 K INSTALLATION OF 
TAPER-LOKS 

05-DEC-2005 

DPS3.67-61 AK NAS1321 SLUG RIVETS 

& INTERFERENCE FIT 
PINS - MACHINE 
INSTALLATION 

26-AUG-1999 

DPS3.67-61-17 K 3D0273E SLUG RIVETS 
& INTERFERENCE FIT 

PINS - MACHINE 
INSTALLED 

04-AUG-2011 
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DPS3.67-62 P INSTALLATION OF 
CAPTIVE SCREWS AND 
RIVETLESS NUTPLATES 

08-MAR-2004 

C17-118

Departure to DPS3.67-
62 

INSTALLATION OF 

CAPTIVE SCREWS AND 
RIVETLESS NUTPLATES 

15-JAN-1997 

DPS3.67-62.1 H INSTALLATION OF FTI 
RIVETLESS NUTPLATES 

15-APR-2008 

070-LT

Departure to DPS3.67-
62.1 

INSTALLATION OF FTI 

RIVETLESS NUTPLATES 

29-APR-2011 

C17-527
Departure to DPS3.67-

62.1 

- INSTALLATION OF FTI 
RIVETLESS NUTPLATES 

06-MAR-2018 

DPS3.67-62.2 A INSTALLATION OF COLD 
EXPANSION RIVETLESS 
NUTPLATES FOR 
COMPOSITE 

APPLICATIONS 

10-APR-2018 

DCNPSO-004117_01
Engineering Order to 
DPS3.67-62.2 Rev A 

01 DPS3.67-62.2 
DOCUMENT CHANGE 
NOTICE 

10-APR-2018 

DPS3.67-64 A TRIMMING & 

REFINISHING OF 
TITANIUM FLUSH HEAD 
STUDS 

09-OCT-1991 

DPS3.67-65 H RECLAMATION OF 

STEEL AND TITANIUM 
FASTENERS 

30-APR-1997 

DPS3.67-66 F INSTALLATION OF 2ASP 
(3D02(XX FASTENERS 

06-OCT-2008 

C17-497

Departure to DPS3.67-
66 

INSTALLATION OF 

2ASP® (3D02(XX)) 
FASTENERS 

25-MAY-2011 

DPS3.67-68 B RING PAD STRESS 
COINING 

15-DEC-1989 

DPS3.67-7 H PORTABLE SQUEEZER 
DIMPLING 

22-JAN-1993 

DPS3.67-71 C INSTALLATION OF 
NAS93XX SERIES BLIND 
RIVETS (CHERRYMAX, 
ALLMAX AND HUCKMAX 

20-NOV-2006 

DPS3.67-72 NEW INSTALLATION OF 

GROMMETS AND 
WASHERS IN CLOTH 
MATERIAL 

14-JAN-1988 

DPS3.67-73 B INSTALLATION OF 

CROWN FLUSH RIVETS 

13-OCT-1998 

C17-162
Departure to DPS3.67-
73 

Installation of Crown 
Flush Rivets 

25-SEP-1997 

C17-420ER

Departure to DPS3.67-
73 

Installation of Crown 

Flush Rivets 

15-DEC-2004 

DPS3.67-74 G SPLIT SLEEVE COLD 
WORKING - HOLES AND 
COUNTERSINKS 

10-OCT-2008 

DPS3.67-74-17 C SPLIT SLEEVE COLD 
WORKING - HOLES AND 
COUNTERSINKS 

01-AUG-2012 

C17-526
Departure to DPS3.67-

74-17 

- SPLIT SLEEVE COLD 
WORKING - HOLES AND 

COUNTERSINKS 

13-MAR-2018 

DPS3.67-75 C INSTALLATION OF 
EXPANDABLE SLEEVE 
BOLTS 

02-AUG-1993 
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C17-149
Departure to DPS3.67-
75 

Installation of 
Expandable Sleeve Bolts 

23-JUN-1997 

DPS3.67-77 C INSTALLATION OF 

3D0163 CAPTIVE PANEL 
FASTENERS 

12-MAY-2011 

DPS3.67-78 C INSTALLATION OF 
PRESSURE 

APPLICATION FIXTURE 
(PAF, ADHESIVE 
BONDED FASTENERS 

21-APR-2006 

DPS3.67-78-17 A INSTALLATION OF 
PRESSURE 

APPLICATION FIXTURE 
(PAF), ADHESIVE 
BONDED FASTENERS 

24-JUN-2014 

DPS3.67-79 A INSTALLATION OF 
CHOBERT BLIND RIVETS 

08-JUN-1998 

DPS3.67-8 E PORTABLE VIBRATOR 
DIMPLING 

06-OCT-1989 

DPS3.67-80 B SPLIT MANDREL COLD 
WORKING OF HOLES 

23-JUN-2009 

DPS3.67-81 NEW INSTALLATION OF HIGH 

STRENGTH QUICK 
RELEASE PANEL 
FASTENERS 

24-OCT-1995 

DPS3.67-9 INACT
IVE 

AIRLOC FASTENER 
INSTALLATION 

26-JAN-1981 

DPS3.69 E FORMING ALUMINUM - 
GENERAL 

09-AUG-1988 

DPS3.69-1 A STRETCH 
STRAIGHTENING OF 
ROLLED SECTIONS 

01-JUN-1981 

DPS3.69-10 C FORMING OF 6000 
SERIES ALUMINUM 
ALLOYS 

23-SEP-1992 

003-SA
Departure to DPS3.69-

10 

FORMING OF 6000 
SERIES ALUMINUM 

ALLOYS 

25-MAY-2001 

DPS3.69-2 E HOT JOGGLING 
ALUMINUM ALLOYS 

03-AUG-1999 

HB-02
Departure to 

DPS3.69-2 

HOT JOGGLING 
ALUMINUM ALLOYS 

12-DEC-1995 

s89-140
Departure to 
DPS3.69-2 

Hot Joggling Aluminum 
Alloys 

18-OCT-1989 

DPS3.69-3 C SINGLE STAGE 

STRETCH FORMING 
7075 FLAT SHEET AND 
PLATE - SUPERSEDED 

20-JAN-1981 

DPS3.69-4 AP FORMING OF 7000 
SERIES ALUMINUM 

ALLOYS 

12-MAY-2009 

001-PM
Departure to 
DPS3.69-4 

FORMING OF 7000 
SERIES ALUMINUM 
ALLOYS 

21-NOV-2006 

002-PM
Departure to 
DPS3.69-4 

NEW FORMING OF 7000 
SERIES ALUMINUM 
ALLOYS 

09-APR-2007 

003-BO
Departure to 

DPS3.69-4 

FORMING OF 7000 
SERIES ALUMINUM 

ALLOYS 

05-APR-2010 

03-OCT-2014 
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003-MIC
Departure to 
DPS3.69-4 

FORMING OF 7000 
SERIES ALUMINUM 
ALLOYS 

004-AL

Departure to 
DPS3.69-4 

FORMING OF 7000 

SERIES ALUMINUM 
ALLOYS 

27-FEB-2002 

C17-509
Departure to 

DPS3.69-4 

FORMING OF 7000 
SERIES ALUMINUM 

ALLOYS 

11-OCT-2012 

CI002
Departure to 
DPS3.69-4 

FORMING OF 7000 
SERIES ALUMINUM 
ALLOYS 

07-JUL-1994 

COA-001

Departure to 
DPS3.69-4 

FORMING OF 7000 

SERIES ALUMINUM 
ALLOYS 

05-APR-2006 

COA-002
Departure to 
DPS3.69-4 

FORMING OF 7000 
SERIES ALUMINUM 
ALLOYS 

07-DEC-2006 

DPSQPL3.69-4
QPL to DPS3.69-4 

8 FORMING OF 7000 
SERIES ALUMINUM 
ALLOYS 

01-OCT-2014 

KC003A

Departure to 
DPS3.69-4 

FORMING OF 7000 

SERIES ALUMINUM 
ALLOYS 

21-JUL-1994 

DPS3.69-5 V FORMING OF 2000 
SERIES ALUMINUM 
ALLOYS & DMS 2249 

14-MAY-2010 

001-QF
Departure to 
DPS3.69-5 

FORMING OF 2000 
SERIES ALUMINUM 
ALLOYS AND DMS 2249 

16-JUL-2003 

DPSQPL3.69-5
QPL to DPS3.69-5 

- FORMING OF 2000 
SERIES ALUMINUM 

ALLOYS & DMS2249 

02-OCT-2020 

DPS3.69-6 A HOT FORMING 7075-T6 
LIGHTENING HOLES - 
SUPERSEDED 

17-DEC-1999 

DPS3.69-7 C FORMING OF 7079 

ALUMINUM ALLOY - 
SUPERSEDED 

20-JAN-1981 

DPS3.69-8 D FORMING OF 2219 
ALUMINUM ALLOY - 

SUPERSEDED 

09-AUG-1988 

DPS3.69-9 K FORMING 2024 
ALUMINUM ALLOYS - 
SUPERSEDED 

09-AUG-1988 

DPS3.694 F PEEN FORMING OF 

ALUMINUM ALLOY 
PARTS 

06-JAN-2006 

DPS3.694-17 A PEEN FORMING OF 
ALUMINUM ALLOY 
PARTS 

06-JUL-1999 

DPS3.695 B PEEN FORMING OF 
HONEYCOMB 
SANDWICH PANELING 

05-DEC-2005 

DPS3.701 SUPER

SEDED 

SHEARING, PUNCHING 

& BLANKING 2014 & 
7075 - SUPERSEDED 

11-DEC-1964 

DPS3.702 SUPER
SEDED 

SHEARING, PUNCHING 
& BLANKING OF 
MAGNESIUM - 

SUPERSEDED 

11-DEC-1964 

DPS3.80 K FLUID PIPING AND 
FITTINGS - INDEX 

05-APR-2004 

DPS3.80-10 AB INSTALLATION OF 
SWAGE-TYPE SLEEVE 

FITTINGS 

10-JUN-2002 

DPS3.80-11 F REPAIR OF 
PERMANENTLY 
INSTALLED PIPING 

02-AUG-1999 

DPS3.80-12 B 27-FEB-1989 
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LIPSEAL (DYNAMIC 
BEAM) END FITTING - 
INTERNAL SWAGE 

s98-006B

Departure to DPS3.80-
12 

LIPSEAL (DYNAMIC 

BEAM) END FITTING - 
INTERNAL SWAGE 

09-DEC-2003 

DPS3.80-13 H INTERNALLY SWAGED 
METAL SEAL 

COUPLINGS 

11-FEB-2003 

DPS3.80-14 E INSTALLATION OF 
CRYOFIT FITTINGS 

16-APR-1996 

DPS3.80-15 NEW INSTALLATION OF 
EXTERNAL RING SWAGE 

FITTINGS 

27-OCT-1989 

s98-006B
Departure to DPS3.80-
15 

INSTALLATION OF 
EXTERNAL RING SWAGE 
FITTINGS 

09-DEC-2003 

DPS3.80-16 A CANCELLED 07-JAN-1998 

DPS3.80-17 G INSTALLATION OF 
EXTERNAL SWAGE AND 
DEUTSCHLITE FITTING 
CONNECTIONS, C-17 

AIRCRAFT 

05-FEB-2014 

DPS3.80-18 A SELF BONDING FUEL 
COUPLINGS - 
ASSEMBLY AND 
INSTALLATION 

14-MAY-1999 

DPS3.80-19 A INSTALLATION OF 
PERMANENT FLARELESS 
DME SLEEVE FITTING 
CONNECTIONS, C-17 

AIRCRAFT 

28-AUG-2000 

DPS3.80-20 C INTERNALLY SWAGED 
7D0506 AND 7D0531 
FITTINGS 

16-JUN-2010 

DPS3.80-5 AK FLUID PIPING AND 

FITTINGS - 
FABRICATION 

10-JUN-2010 

DPS3.80-6 AD FLUID COUPLINGS - 
ASSEMBLY AND 
INSTALLATION 

24-AUG-2004 

DPS3.80-7 AW Fluid Piping and Fittings 
- Installation 

08-FEB-2012 

DPS3.80-9 C DOUBLE WALL AND 
IRREGULAR SHAPE 
TUBE FORMING 

07-OCT-1992 

DPS3.801 U FLARELESS TUBE 
FITTING (BITE-TYPE 
ASSEMBLY 

25-APR-2006 

DPS3.802 INACT
IVE 

UNIVERSAL CLUSTER 
FITTINGS 

29-DEC-1980 

DPS3.803 B TUBE FORMING 
TEMPLATES 

22-DEC-1969 

DPS3.804 R WIGGINS "WIG-O-FLEX" 
FLEXIBLE COUPLINGS 

29-SEP-1988 

s98-006B

Departure to 
DPS3.804 

WIGGINS "WIG-O-FLEX" 

FLEXIBLE COUPLINGS 

09-DEC-2003 

DPS3.806 C INTERNALLY SWAGED 
METRIC TUBE END 
FITTINGS 

11-JAN-1990 

s98-006B
Departure to 
DPS3.806 

INTERNALLY SWAGED 
METRIC TUBE END 
FITTINGS 

09-DEC-2003 
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DPS3.807 A ROSAN ADAPTERS - 
ASSEMBLY AND 
INSTALLATION 

13-JUL-1988 

DPS3.808 G INTERNALLY SWAGED 

7D0028 AND 7D0030 
FITTINGS 

27-NOV-2002 

HB-04
Departure to 

DPS3.808 

INTERNALLY SWAGED 
7D0028 AND 7D0030 

FITTINGS 

06-SEP-1996 

DPS3.809 U INTERNALLY SWAGED 
7D0197 AND 7D0259 
FERRULES AND THE 
INSTALLATION OF 

ASSOCIATED 
COMPONENTS 

24-OCT-2013 

DPS3.810 A COUPLING ASSEMBLY - 
LATCHING RETAINER 
TYPE 

18-MAR-1997 

DPS3.91 AJ DPS/SPECIFICATION 
CROSS INDEX 

18-NOV-1980 

DPS3.92 BF DPM/MATERIAL 
SPECIFICATION CROSS 
INDEX 

01-NOV-1991 

DPS3.93 C PERISHABLE MATERIAL 
STORAGE - 
SUPERSEDED 

10-SEP-1971 

DPS3.961 A AERO 2B-1 BOMB 

ARMING UNIT 

25-APR-1972 

DPS30.101 INACT
IVE 

DOUGLAS PARTS & 
ASSEMBLIES 

03-NOV-1975 

DPS30.102 INACT
IVE 

VENDOR BUILT 
DOUGLAS HYDRAULIC 
UNITS 

22-APR-2003 

DPS30.103 B PACKAGING PRECISION 
PARTS (AS 
MANUFACTURED BY 
VENDOR) - 
SUPERSEDED 

14-JUL-1971 

DPS30.103-1 INACT
IVE 

PACKAGING DC-8 & 
DC-9 SPARES 
(SUPPLIER DIRECT 

25-NOV-1992 

DPS30.104 NOTIC

E 

QUALITY CONTROL BY 

SUPPLIER - 
SUPERSEDED 

15-APR-1966 

DPS30.105 A FINISHING NAVAL 
AIRCRAFT 
COMPONENTS - 

SUPERSEDED 

16-MAY-1985 

DPS30.106 INACT
IVE 

VENDOR DESIGNED 
HYDRAULIC UNITS 

25-NOV-1992 

DPS30.108 B CANCELLED 26-JUL-1960 

DPS30.109 NOTIC
E 

VENDOR APPLIED DRY 
FILM LUBRICANTS - 
SUPERSEDED 

26-JUL-1960 

DPS30.110 INACT
IVE 

HYDRAULIC UNITS, 
CLEANLINESS 

REQUIREMENTS 

29-MAY-1975 

DPS30.200 NOTIC
E 

VENDOR 
CERTIFICATION - 
SUPERSEDED 

02-JUL-1965 

DPS30.201 NOTIC

E 

VENDOR 

REQUIREMENTS: FLASH 
& PRESSURE WELDING - 
SUPERSEDED 

07-OCT-1966 

DPS30.202 20-FEB-1958 
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NOTIC
E 

VENDOR 
REQUIREMENTS, HEAT 
TREATMENT OF 
ALUMINUM ALLOYS - 

SUPERSEDED 
DPS30.203 NOTIC

E 
VENDOR 
REQUIREMENTS 
SUBCONTRACTED 

FUSION WELDING - 
SUPERSEDED 

07-OCT-1966 

DPS30.502 INACT
IVE 

MANUFACTURING 
REQUIREMENTS FOR 
MODEL DC-8 LANDING 

GEARS 

20-DEC-1988 

DPS30.502-1 A MAGNETIC INSPECTION 
AND REWORK OF DC-8 
LANDING GEAR 

18-MAR-1969 

DPS30.503 INACT

IVE 

VENDOR BUILT 

DOUGLAS HYDRAULIC 
UNITS 

20-DEC-1988 

DPS4.025 W DISSIMILIAR METAL 
PROTECTION 

05-OCT-2000 

DPS4.025-1 INACT

IVE 

DISSIMILIAR METAL 

PROTECTION ¿ NAVAL 
AIRCRAFT 

23-MAR-1992 

DPS4.029 INACT
IVE 

FINISHING & 
PROCESSING CODE 

NUMBERS 

25-AUG-1972 

DPS4.115 INACT
IVE 

COATING TOOLING 
STOCK FOR PHOTO 
REPRODUCTION 

06-APR-1987 

DPS4.301 P INTERNAL PROTECTION 

OF HOLLOW MEMBERS 

12-APR-2002 

C17-311ER
Departure to 
DPS4.301 

INTERNAL PROTECTION 
OF HOLLOW MEMBERS 

19-DEC-2001 

DPS4.303 NEW LUBE HOLE PRIMING 18-FEB-1988 

s98-006B
Departure to 
DPS4.303 

LUBE HOLE PRIMING 09-DEC-2003 

DPS4.35 J APPLICATION OF NON-

SLIP MATTINGS 

07-SEP-2004 

DPS4.36 F RUBBING STRIPS - 
SUPERSEDED 

12-OCT-1992 

DPS4.40 D SCREEN PROCESS 
PAINTING 

08-MAY-2003 

DPS4.40-1 F NAMEPLATE 

FABRICATION - 
PAINTED METAL 

09-MAY-2003 

DPS4.40-10 B NAMEPLATES - 
ALUMINUM PROCESS 
ANODIZED 

25-OCT-1996 

s96-057
Departure to DPS4.40-
10 

NAMEPLATES - 
ALUMINUM PROCESS 
ANODIZED 

13-MAY-1997 

DPS4.40-2 J NAMEPLATE 

FABRICATION - VINYL 
FILM 

05-NOV-2010 

DPS4.40-3 G NAMEPLATE 
FABRICATION - EPOXY 
PAINTING 

03-APR-2002 

DPS4.40-3-17 B NAMEPLATE 
FABRICATION - EPOXY 
PAINTING 

11-APR-2011 
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DPS4.40-4 C CANCELLED 19-OCT-2004 

DPS4.40-5 B SCREEN PROCESSING 
POLYESTER FILM - 

SUPERSEDED 

28-MAY-1976 

DPS4.40-6 INACT
IVE 

SCREEN PROCESSING - 
REFLECTIVE SHEETING 

14-NOV-2001 

DPS4.40-7 G NAMEPLATE 
FABRICATION - 

THERMOPLASTIC 

05-NOV-2001 

DPS4.40-8 INACT
IVE 

SCREEN PROCESSING 
AAL EXTERIOR 
MARKING FILM 

05-SEP-1985 

DPS4.40-9 G POLYURETHANE SCREEN 

PROCESSED FILM 

22-JAN-2021 

DCNPSO-013412_01
Engineering Order to 
DPS4.40-9 Rev G 

01 DPS4.40-9 DOCUMENT 
CHANGE NOTICE 

22-JAN-2021 

DPS4.401 A ELECTROSTATIC SPRAY 

-FR PRIMER - 
SUPERSEDED 

23-JUN-2005 

DPS4.404 H AUTOMATIC SPRAY 
PROCESSING 

06-AUG-1998 

s98-006B

Departure to 
DPS4.404 

AUTOMATIC SPRAY 

PROCESSING 

09-DEC-2003 

DPS4.461 INACT
IVE 

PHOTO-ETCH 
DUPLICATION MYLAR 

FILM SCRIBE COAT 

22-OCT-2001 

DPS4.462 A PHOTO FILM - TOUCHUP 
AND HANDLING 

10-OCT-1990 

DPS4.495 INACT
IVE 

PLIABLE VENEER 
FINISHING SERIES 

25-AUG-1972 

DPS4.50-1 D STORING AND 

HANDLING FINISHING 
MATERIALS AND 
RELATED ITEMS 

21-JUL-1986 

DPS4.50-10 INACT

IVE 

APPLYING INTERIOR 

LACQUER 

25-AUG-1972 

DPS4.50-106 INACT
IVE 

THERMAL RADIATION 
REFLECTANT 
ELASTOMERIC COATING 

22-NOV-1991 

DPS4.50-109 R GLAZING REINFORCED 

PLASTIC LAMINATES 

30-MAY-2014 

C17-047
Departure to DPS4.50-
109 

GLAZING REINFORCED 
PLASTIC LAMINATES 

18-AUG-1995 

C17-138
Departure to DPS4.50-

109 

GLAZING REINFORCED 
PLASTIC LAMINATES 

10-APR-1997 

C17-494
Departure to DPS4.50-
109 

GLAZING REINFORCED 
PLASTIC LAMINATES 

26-APR-2011 

DPS4.50-110 INACT
IVE 

EPOXY POLYAMIDE 
COATING SYSTEM 

14-AUG-1987 

DPS4.50-111 INACT
IVE 

LAMP - COLOR COATING 22-NOV-1991 

DPS4.50-114 INACT
IVE 

EPOXY-TEFLON 
COATING 

13-JUL-1977 

DPS4.50-115 B COCKPIT CONTROLS - 
FINISHING 

13-NOV-1968 
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DPS4.50-117 R COATING, FUEL VAPOR 
BARRIER 

17-JUL-1997 

s03-005
Departure to DPS4.50-
117 

COATING, FUEL VAPOR 
BARRIER 

29-APR-2003 

s98-006B
Departure to DPS4.50-

117 

COATING, FUEL VAPOR 
BARRIER 

09-DEC-2003 

s99-012
Departure to DPS4.50-
117 

COATING, FUEL VAPOR 
BARRIER 

29-OCT-1999 

DPS4.50-118 INACT

IVE 

LIGHTPLATE 

ASSEMBLIES 

11-APR-1985 

DPS4.50-119 D ACRYLIC FINISH FLAT 
CLEAR - SUPERSEDED 

22-SEP-1989 

DPS4.50-12 INACT
IVE 

VINYL COATING FOR 
FLEXIBLE SURFACES 

22-NOV-1991 

DPS4.50-120 INACT
IVE 

LIGHTPLATE 
ASSEMBLIES (SHRIKE 

24-FEB-1981 

DPS4.50-122 INACT
IVE 

COATING, ACRYLIC 
SEAL 

14-FEB-1975 

DPS4.50-124 INACT
IVE 

FABRICATING PLASTIC 
SERVICE PLACARDS 

11-APR-1985 

DPS4.50-125 C COATING HIGH HEAT 
EMISSIVITY - 
SUPERSEDED 

28-NOV-1983 

DPS4.50-126 G ORGANOSOL COATINGS 
- SUPERSEDED 

04-NOV-1997 

DPS4.50-127 AJ FUEL TANK COATING 23-OCT-2013 

C17-047
Departure to DPS4.50-
127 

FUEL TANK COATING 18-AUG-1995 

C17-182
Departure to DPS4.50-
127 

FUEL TANK COATING 25-MAR-1998 

C17-329
Departure to DPS4.50-

127 

FUEL TANK COATING 04-OCT-2002 

DPS4.50-128 B COATING ELECTRICAL 
INSULATION - 
SUPERSEDED 

07-AUG-1995 

DPS4.50-129 INACT
IVE 

PRESTEC RADOME 
COATING 

17-MAY-1990 

DPS4.50-130 K POLYURETHANE 
COATINGS (U.S. PAINT) 
- SUPERSEDED 

06-FEB-1975 

DPS4.50-131 N COATING, ANTI-CHAFE 07-DEC-2010 

014-MV
Departure to DPS4.50-
131 

COATING, ANTI-CHAFE 02-SEP-1998 

C17-367A
Departure to DPS4.50-
131 

COATING, ANTI-CHAFE 04-AUG-2005 

C17-531
Departure to DPS4.50-

131 

A COATING, ANTI-CHAFE 02-JUL-2020 
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s02-011
Departure to DPS4.50-
131 

COATING, ANTI-CHAFE 16-OCT-2002 

s03-005

Departure to DPS4.50-
131 

COATING, ANTI-CHAFE 29-APR-2003 

s99-012
Departure to DPS4.50-

131 

COATING, ANTI-CHAFE 29-OCT-1999 

DPS4.50-132 INACT
IVE 

EXTERIOR 
POLYURETHANE 
COATINGS (FINCH 

13-JUL-1977 

DPS4.50-133 INACT

IVE 

EXTERIOR WAX 

COATING 

29-SEP-1972 

DPS4.50-134 INACT
IVE 

TINTING INTERIOR 
ORGANIC COATINGS 

13-NOV-1991 

DPS4.50-135 INACT
IVE 

ELASTILEUM 
POLYURETHANE 

COATING 

15-DEC-1987 

DPS4.50-136 INACT
IVE 

WALKWAY COATING 21-JAN-1977 

DPS4.50-137 INACT
IVE 

WOOD PROTECTIVE 
COATINGS 

25-NOV-1992 

DPS4.50-138 AB EPOXY PRIMER, 

DMS2104 

21-SEP-2012 

003-BSA
Departure to DPS4.50-
138 

A EPOXY PRIMER, 
DMS2104 

13-MAY-2019 

C17-533

Departure to DPS4.50-
138 

- EPOXY PRIMER, 

DMS2104 

21-APR-2020 

HB-01
Departure to DPS4.50-

138 

EPOXY PRIMER, 
DMS2104 

30-AUG-1996 

MH007
Departure to DPS4.50-
138 

EPOXY PRIMER, 
DMS2104 

17-AUG-2006 

DPS4.50-139 N PROTECTIVE SYSTEMS - 

PEELABLE 

26-JUN-1996 

s98-006B
Departure to DPS4.50-
139 

PROTECTIVE SYSTEMS - 
PEELABLE 

09-DEC-2003 

DPS4.50-140 D PROTECTIVE COATING - 

SOLVENT REMOVABLE - 
SUPERSEDED 

04-JAN-1991 

DPS4.50-141 INACT
IVE 

WATER BASE 
DECORATIVE COATINGS 

11-APR-1980 

DPS4.50-142 E CANCELLED 26-MAR-2002 

DPS4.50-143 J ALUMINIZED 
ELASTOMERIC COATING 

03-JUN-1999 

s03-005
Departure to DPS4.50-
143 

ALUMINIZED 
ELASTOMERIC COATING 

29-APR-2003 

s99-012
Departure to DPS4.50-
143 

ALUMINIZED 
ELASTOMERIC COATING 

29-OCT-1999 

DPS4.50-144 G TEFLON-S COATING - 

450F CURE 

12-JUL-2013 

DPS4.50-145 A COATING, ALUMINUM 
CERAMIC 

10-OCT-1996 
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DPS4.50-146 INACT
IVE 

EXTERIOR 
POLYURETHANE 
COATINGS (FINCH 
643-5 SERIES 

26-SEP-1975 

DPS4.50-147 INACT
IVE 

PHOSPHORESCENT 
COATING 
(NONRADIOACTIVE 

17-MAY-1990 

DPS4.50-148 INACT

IVE 

TOOLING TEMPLATE 

HOLE SIZE 
IDENTIFICATION 

11-APR-1985 

DPS4.50-149 INACT
IVE 

ACRYLIC 
NITROCELLULOSE 
LACQUER OVER EPOXY 

POLYAMIDE PRIMER 

14-FEB-1991 

DPS4.50-150 C COATING, CLEAR 
BAKED 

24-OCT-2001 

DPS4.50-151 B SUEDE COATING - 
SUPERSEDED 

25-MAR-1992 

DPS4.50-152 K WATER BASE FINISH 01-DEC-2010 

s03-005
Departure to DPS4.50-
152 

WATER BASE FINISH 29-APR-2003 

DPS4.50-153 L INTERIOR 
POLYURETHANE FINISH 

01-FEB-2005 

s03-005
Departure to DPS4.50-
153 

INTERIOR 
POLYURETHANE FINISH 

29-APR-2003 

s05-003
Departure to DPS4.50-
153 

INTERIOR 
POLYURETHANE FINISH 

30-JUN-2005 

DPS4.50-154 INACT
IVE 

PRIMER, BLACK EPOXY 22-NOV-1991 

DPS4.50-155 A COATING, FLEXIBLE 
URETHANE FOAM 

05-NOV-2001 

DPS4.50-156 INACT
IVE 

METALLIC FINISH, 
INTERIOR DECORATIVE 

22-NOV-1991 

DPS4.50-157 D WALKWAY COATING, 
POLYURETHANE 

13-SEP-2005 

DPS4.50-158 E FLEXIBLE 
POLYURETHANE FOAM 
COATING 

21-JAN-1999 

DPS4.50-159 A LADDER NONSKID 
COATING - 

SUPERSEDED 

08-JAN-1992 

DPS4.50-160 G COATING, NONSKID - 
FLUID RESISTANT 

31-JAN-2008 

DPS4.50-161 INACT
IVE 

GLASS FIBER LAMINATE 
POLYURETHANE 

COATING 

22-NOV-1991 

DPS4.50-162 INACT
IVE 

CORROSION INHIBITIVE 
TEMPORARY COATING 

15-DEC-1987 

DPS4.50-163 J POLYURETHANE 
COATING - DMS 2112 

15-MAY-2012 

s98-006B
Departure to DPS4.50-
163 

Polyurethane Coating - 
DMS 2112 

09-DEC-2003 

DPS4.50-164 INACT
IVE 

EROSION RESISTANT 
POLYURETHANE 

COATING SYSTEM 

22-NOV-1991 

DPS4.50-165 N 11-JUL-2013 
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POLYURETHANE 
TOPCOAT DMS2115 

s98-006B
Departure to DPS4.50-

165 

ALIPHATIC 
POLYURETHANE 

COATING DMS 2115 

09-DEC-2003 

s98-045
Departure to DPS4.50-
165 

ALIPHATIC 
POLYURETHANE 
COATING DMS 2115 

05-FEB-1999 

DPS4.50-165-17 F POLYURETHANE 

COATING DMS2115 

02-JUL-2015 

002-BSA
Departure to DPS4.50-
165-17 

- POLYURETHANE 
COATING DMS2115 

21-DEC-2017 

C17-393ER

Departure to DPS4.50-
165-17 

ALIPHATIC 

POLYURETHANE 
COATING DMS 2115 

20-JAN-2004 

DPS4.50-165-17.1 A ADVANCED 
MULTIFUNCTIONAL 

COATING, DMS2503 

02-JUL-2015 

DPS4.50-166 D CANCELLED 14-NOV-2000 

DPS4.50-167 C COATING, HIGH 
TEMPERATURE 

20-JAN-2011 

DPS4.50-168 G HEAT RESISTANT 
URETHANE COATING 

26-AUG-1992 

C17-047
Departure to DPS4.50-
168 

HEAT RESISTANT 
URETHANE COATING 

18-AUG-1995 

C17-182
Departure to DPS4.50-
168 

HEAT RESISTANT 
URETHANE COATING 

25-MAR-1998 

C17-367A
Departure to DPS4.50-

168 

HEAT RESISTANT 
URETHANE COATING 

04-AUG-2005 

C17-391
Departure to DPS4.50-
168 

HEAT RESISTANT 
URETHANE COATING 

11-DEC-2003 

s03-005

Departure to DPS4.50-
168 

HEAT RESISTANT 

URETHANE COATING 

29-APR-2003 

s98-006B
Departure to DPS4.50-

168 

HEAT RESISTANT 
URETHANE COATING 

09-DEC-2003 

s99-012
Departure to DPS4.50-
168 

HEAT RESISTANT 
URETHANE COATING 

29-OCT-1999 

DPS4.50-169 H ALKALINE REMOVABLE 

TEMPORARY 
PROTECTIVE COATING 

06-MAR-2001 

s05-003
Departure to DPS4.50-
169 

ALKALINE REMOVABLE 
TEMPORARY 
PROTECTIVE COATING 

30-JUN-2005 

DPS4.50-170 INACT
IVE 

COATING, DESOTO 
EXTERIOR 
POLYURETHANE 

01-MAR-1988 

DPS4.50-171 C POLYURETHANE 
COATING - DMS 2152 - 

SUPERSEDED 

14-APR-2004 

DPS4.50-172 B POLYURETHANE PRIMER 
- SUPERSEDED 

26-SEP-1990 

DPS4.50-173 C 22-JUN-1987 
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CHEMGLAZE RADOME 
COATING - 
SUPERSEDED 

DPS4.50-174 INACT

IVE 

THIOKOL - 

POLYURETHANE 
COATING SYSTEM 

04-DEC-1997 

DPS4.50-175 C DMS 2169 ADHESIVE 
PRIMER APPLICATION 

01-SEP-1999 

DPS4.50-177 INACT

IVE 

APPLICATION OF 

INTUMESCENT PAINT 

25-NOV-1992 

DPS4.50-178 B TEFLON-S COATING - 
LOW-TEMPERATURE 
CURE 

04-APR-2005 

DPS4.50-180 INACT

IVE 

FLEXIBLE 

POLYURETHANE 
COATING SYSTEM 
(NONSTRIPPABLE 

22-NOV-1991 

DPS4.50-182 INACT

IVE 

FLEXIBLE 

POLYURETHANE 
COATING SYSTEM 
(STRIPPABLE 

22-NOV-1991 

DPS4.50-183 INACT
IVE 

POLYURETHANE 
COATINGS (SIKKENS 

25-MAY-1990 

DPS4.50-184 A PHENOLIC PRIMER DMS 
1690 - SUPERSEDED 

05-APR-1990 

DPS4.50-187 INACT
IVE 

AKZO POLYURETHANE 
TOPCOATS 

02-AUG-1999 

DPS4.50-188 B RAIN EROSION 
RESISTANT COATING 

SYSTEM 

31-AUG-1993 

s98-006B
Departure to DPS4.50-
188 

RAIN EROSION 
RESISTANT COATING 
SYSTEM 

09-DEC-2003 

DPS4.50-189 L AKZO-NOBEL 
POLYURETHANE 
COATING SYSTEM 

21-NOV-2013 

s02-011
Departure to DPS4.50-

189 

DEXTER POLYURETHANE 
COATING SYSTEM 

16-OCT-2002 

s03-003
Departure to DPS4.50-
189 

DEXTER POLYURETHANE 
COATING SYSTEM 

05-MAR-2003 

s03-005

Departure to DPS4.50-
189 

DEXTER POLYURETHANE 

COATING SYSTEM 

29-APR-2003 

s05-003
Departure to DPS4.50-
189 

DEXTER POLYURETHANE 
COATING SYSTEM 

30-JUN-2005 

DPS4.50-190 F PRC-DESOTO 
POLYURETHANE 
COATING SYSTEM 

08-JUN-2007 

DPS4.50-191 A NYLON POWDER 

COATING SYSTEM 

19-OCT-1990 

s98-006B
Departure to DPS4.50-
191 

NYLON POWDER 
COATING SYSTEM 

09-DEC-2003 

DPS4.50-193 INACT

IVE 

IBERIA EXTERIOR 

POLYURETHANE 
COATING SYSTEM 

02-AUG-1999 

DPS4.50-194 E RAIN EROSION 
RESISTANT COATING 
SYSTEM 

30-MAY-2013 

013-MV
Departure to DPS4.50-
194 

RAIN EROSION 
RESISTANT COATING 
SYSTEM 

06-AUG-1998 
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s98-006B
Departure to DPS4.50-
194 

RAIN EROSION 
RESISTANT COATING 
SYSTEM 

09-DEC-2003 

DPS4.50-195 A U.S. PAINT 

POLYURETHANE 
COATING SYSTEM - 
SUPERSEDED 

18-JUN-2003 

DPS4.50-196 F CORROSION-

INHIBITING COATINGS 

31-JAN-2006 

DPS4.50-197 F ALUMINUM COATING OF 
ALUMINUM AND 
TITANIUM FASTENERS 

19-DEC-2011 

DPS4.50-198 E APPLICATION OF FIRE 

PROTECTION COATINGS 

09-DEC-2009 

DPS4.50-201 E COATING TOUCH-UP 
REQUIREMENTS 

12-FEB-2014 

DPS4.50-21 A FINISHING OF PLASTIC 
PARTS 

28-SEP-1962 

DPS4.50-23 G EROSION RESISTANT 
COATING FOR GLASS 
FIBER LAMINATES 

14-MAY-2003 

DPS4.50-27 INACT

IVE 

ENAMELS 12-FEB-1991 

DPS4.50-3 M ZINC CHROMATE 
PRIMER - SUPERSEDED 

05-AUG-1997 

DPS4.50-33 J PRETREATMENT 
COATING 

29-FEB-2008 

DPS4.50-36 AR EPOXY (FR) COATING 

SYSTEM 

03-AUG-2015 

002-MM
Departure to DPS4.50-
36 

EPOXY (FR) COATING 
SYSTEM 

13-OCT-1995 

011-MC

Departure to DPS4.50-
36 

EPOXY (FR) COATING 

SYSTEM 

13-OCT-1995 

015-MC
Departure to DPS4.50-
36 

EPOXY (FR) COATING 
SYSTEM 

27-MAY-1996 

BB006
Departure to DPS4.50-
36 

NEW EPOXY (FR) COATING 
SYSTEM 

18-OCT-2013 

s03-005

Departure to DPS4.50-
36 

EPOXY (FR) COATING 

SYSTEM 

29-APR-2003 

s05-003
Departure to DPS4.50-
36 

EPOXY (FR) COATING 
SYSTEM 

30-JUN-2005 

s97-028
Departure to DPS4.50-
36 

EPOXY (FR) COATING 
SYSTEM 

12-MAY-1997 

s99-012
Departure to DPS4.50-

36 

EPOXY (FR) COATING 
SYSTEM 

29-OCT-1999 

DPS4.50-36-17 B EPOXY (FR) COATING 
SYSTEM 

02-MAR-2011 

045-MC
Departure to DPS4.50-

36-17 

EPOXY (FR) COATING 
SYSTEM 

17-SEP-2010 

055-LT
Departure to DPS4.50-
36-17 

EPOXY (FR) COATING 
SYSTEM 

18-JUL-2001 
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C17-391
Departure to DPS4.50-
36-17 

EPOXY (FR) COATING 
SYSTEM 

11-DEC-2003 

C17-511

Departure to DPS4.50-
36-17 

EPOXY (FR) COATING 

SYSTEM 

11-JAN-2013 

C17-524
Departure to DPS4.50-

36-17 

- EPOXY (FR) COATING 
SYSTEM 

23-JAN-2018 

C17-532
Departure to DPS4.50-
36-17 

- EPOXY (FR) COATING 
SYSTEM 

20-APR-2020 

DPS4.50-38 INACT

IVE 

EPOXY THERMAL 

RADIATION 
REFLECTANT PAINT 

20-JAN-1988 

DPS4.50-39 E FINISHING OF PLATED 
FERROUS SPRINGS - 
SUPERSEDED 

31-OCT-1990 

DPS4.50-4 H SPRAY PAINTING 
METHODS AND 
TECHNIQUES 

12-SEP-2013 

s05-003

Departure to 
DPS4.50-4 

SPRAY PAINTING 

METHODS AND 
TECHNIQUES 

30-JUN-2005 

DPS4.50-42 E FINISHING 
NAMEPLATES AND 
HANDLES WITH 

ENGRAVED LETTERING - 
SUPERSEDED 

12-DEC-1995 

DPS4.50-43 INACT
IVE 

FASTENER HEADS - 
COATING AND 
FINISHING 

22-NOV-1991 

DPS4.50-45 C COCKPIT LIGHTING 
PANEL ASSEMBLY - 
SUPERSEDED 

12-OCT-1983 

DPS4.50-47 INACT
IVE 

NITROCELLULOSE 
LACQUER - 

SUPERSEDED 

28-APR-1989 

DPS4.50-48 INACT
IVE 

ACRYLIC 
NITROCELLULOSE 
LACQUERS 

01-JUL-1990 

DPS4.50-49 INACT
IVE 

RAIN EROSION 
RESISTANT COATINGS 
FOR METAL SURFACES 

26-AUG-1988 

DPS4.50-50 G COATINGS, TEMPORARY 
- FLIGHT TEST 

28-JUN-2000 

s98-006B
Departure to DPS4.50-
50 

COATINGS, TEMPORARY 
- FLIGHT TEST 

09-DEC-2003 

DPS4.50-52 INACT
IVE 

FIRE RETARDANT 
COATING 

14-FEB-1991 

DPS4.50-53 G PLASTIC PART 
FINISHING WITH FR 
PROTECTIVE COATING 

21-MAY-2014 

DPS4.50-56 INACT
IVE 

COATING, TEMPORARY, 
HIGH TEMPERATURE 

22-NOV-1991 

DPS4.50-57 INACT
IVE 

LACQUER TYPE 
INTERMEDIATE PRIMER 

28-APR-1989 

DPS4.50-58 INACT
IVE 

METAL LOFT BOARDS - 
FABRICATION AND 
FINISHING 

22-NOV-1991 

DPS4.50-62 AP IMPACT RESISTANT 
COATING SYSTEM 

06-NOV-2015 

008-GR
Departure to DPS4.50-
62 

A IMPACT RESISTANT 
COATING SYSTEM 

01-MAY-2019 
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012-MC
Departure to DPS4.50-
62 

ELECTRICAL 
DISCHARGE 
MACHINING 

02-NOV-1995 

016-MC

Departure to DPS4.50-
62 

ELECTRICAL 

DISCHARGE 
MACHINING 

23-JUN-2006 

031-MC
Departure to DPS4.50-

62 

ELECTRICAL 
DISCHARGE 

MACHINING 

10-DEC-2001 

035-MC
Departure to DPS4.50-
62 

IMPACT RESISTANT 
COATING 

23-JUN-2005 

035-MC R-1

Departure to DPS4.50-
62 

IMPACT RESISTANT 

COATING 

28-JUL-2005 

038-MC
Departure to DPS4.50-
62 

IMPACT RESISTANT 
COATING SYSTEM 

21-MAR-2008 

040-HAF
Departure to DPS4.50-
62 

IMPACT RESISTANT 
COATING SYSTEM 

25-AUG-2015 

062-LT

Departure to DPS4.50-
62 

ELECTRICAL 

DISCHARGE 
MACHINING 

14-NOV-2005 

C17-534
Departure to DPS4.50-
62 

- IMPACT RESISTANT 
COATING SYSTEM 

11-SEP-2020 

DPS4.50-63 INACT
IVE 

COATING 1000F HEAT 
RESISTANT 

25-NOV-1992 

DPS4.50-66 L PAINT ADHESION TESTS 02-MAR-2005 

004-BSA

Departure to DPS4.50-
66 

- PAINT ADHESION TESTS 08-JUN-2018 

GKN-006
Departure to DPS4.50-
66 

PAINT ADHESION TESTS 19-FEB-2013 

DPS4.50-71 INACT
IVE 

EXTERIOR ENAMEL - 
COMMERCIAL AIRCRAFT 

25-AUG-1972 

DPS4.50-73 P SEAL COATINGS, 
REINFORCED PLASTIC 
LAMINATES 

31-JAN-2006 

DPS4.50-74 G PLASTISOL COATINGS 01-DEC-1999 

s98-006B
Departure to DPS4.50-
74 

Plastisol Coatings 09-DEC-2003 

DPS4.50-75 INACT
IVE 

SYNTHETIC PRIMER, 
APPLICATION OF 

30-OCT-1990 

DPS4.50-76 INACT
IVE 

EPOXY SPATTER FINISH 22-NOV-1991 

DPS4.50-77 INACT
IVE 

VINYL FINISH 
APPLICATION 

14-NOV-1991 

DPS4.50-78 H PHENOLIC PRIMER DMS 
1690 - SUPERSEDED 

05-APR-1990 

DPS4.50-79 A THERMOCOLORS 
APPLICATION AND USE 
- SUPERSEDED 

20-NOV-1968 

DPS4.50-8 E METAL SURFACE 
SMOOTHING 

22-OCT-1990 

s98-006B
Departure to 
DPS4.50-8 

METAL SURFACE 
SMOOTHING 

09-DEC-2003 
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DPS4.50-80 F ALKALINE REMOVABLE 
PROTECTIVE COATING - 
SUPERSEDED 

16-DEC-1969 

DPS4.50-81 F COATING, HEAT 

TREATMENT 

11-SEP-1997 

DPS4.50-82 INACT
IVE 

FLUORESCENT PAINT 
(HIGH VISIBILITY 

30-MAY-1975 

DPS4.50-86 INACT
IVE 

HYPALON COATING - 
FLEXIBLE 

14-FEB-1975 

DPS4.50-89 M SMOOTHING INTERIOR 
DECORATIVE SURFACES 

22-JAN-2001 

s05-003
Departure to DPS4.50-
89 

SMOOTHING INTERIOR 
DECORATIVE SURFACES 

30-JUN-2005 

DPS4.50-9 H PLASTIC PREPARATION 
FOR FILLERS OR 
FINISHES 

22-JAN-2001 

DPS4.50-93 INACT
IVE 

SIGNS, TRANSLUCENT 
BACK LIGHTED 

22-AUG-1975 

DPS4.50-96 F COMMERCIAL INTERIOR 
FINISH 

02-AUG-1989 

DPS4.50-97 INACT
IVE 

THERMAL INSULATING 
COATING 

12-SEP-1991 

DPS4.50-98 1 CANCELLED 26-APR-1974 

DPS4.50-99 INACT
IVE 

FINISHING HIGH 
IMPACT POLYSTYRENE 

22-NOV-1991 

DPS4.502 B IMPACT EXTRUDING 
ALUMINUM ALLOYS 

12-DEC-2005 

DPS4.502-1 D CANCELLED 12-DEC-2005 

DPS4.503 D HOT FORMING OF 
STEEL PARTS 

28-SEP-1994 

DPS4.504 C HOT SPINNING 
ALUMINUM ALLOYS 

26-OCT-2005 

DPS4.505 E FABRICATION BY 

CONTROLLED 
DEFORMATION 
PROCESSES 

02-JUL-2009 

001-PS
Departure to 

DPS4.505 

FABRICATION OF 
CONTROLLED 

DEFORMATION 
PROCESSES 

24-MAR-2010 

002-PS
Departure to 

DPS4.505 

A FABRICATION BY 
CONTROLLED 

DEFORMATION 
PROCESSES 

29-MAR-2017 

CO-001A
Departure to 
DPS4.505 

FABRICATION OF 
CONTROLLED 
DEFORMATION 

PROCESSES 

23-JAN-2007 

DPS4.506 B ELECTRICAL 
DISCHARGE 
MACHINING 

15-DEC-2005 

001-SI

Departure to 
DPS4.506 

ELECTRICAL 

DISCHARGE 
MACHINING 

23-JUN-2006 

DPS4.507 U ROLLED THREADS & 
FILLETS - GENERAL 

09-DEC-2014 
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C17-520
Departure to 
DPS4.507 

ROLLED THREADS AND 
FILLETS-GENERAL 

12-JUN-2014 

DPSQPL4.507

QPL to DPS4.507 

- ROLLED THREADS & 

FILLETS - GENERAL 

20-MAR-2019 

DPS4.507-1 G ROLLED THREADS & 
FILLETS - TITANIUM 
ALLOY PARTS 

01-APR-2003 

DPSQPL4.507-1

QPL to DPS4.507-1 

- ROLLED THREADS & 

FILLETS - TITANIUM 
ALLOY PARTS 

20-MAR-2019 

DPS4.507-101 A ROLLED THREADS & 
FILLETS FACSIMILE 

DRAWING - 
SUPERSEDED 

30-JUL-1969 

DPS4.507-2 E ROLLED THREADS & 
FILLETS - SPECIAL 
FATIGUE 

REQUIREMENTS 

01-APR-2003 

DPS4.507-3 C CANCELLED 01-APR-2003 

DPS4.507-4 E CANCELLED 01-APR-2003 

DPS4.507-5 C ROLLED THREADS & 
FILLETS - STEEL ALLOY 
PARTS 

01-APR-2003 

DPSQPL4.507-5
QPL to DPS4.507-5 

- ROLLED THREADS & 
FILLETS - STEEL ALLOY 

PARTS 

20-MAR-2019 

s961
Departure to 
DPS4.507-5 

ROLLED THREADS & 
FILLETS - STEEL ALLOY 
PARTS 

04-DEC-1974 

DPS4.507-6 B ROLLED THREADS & 

FILLETS - COBALT 
ALLOY PARTS 

01-APR-2003 

DPSQPL4.507-6
QPL to DPS4.507-6 

- ROLLED THREADS & 
FILLETS - COBALT 
ALLOY PARTS 

20-MAR-2019 

DPS4.507-7 C ROLL FORMING OF 
THREADS AND FILLETS 
- ALUMINUM ALLOYS - 
SUPERSEDED 

01-DEC-1988 

DPS4.507-8 G ROLLED THREADS AND 
FILLETS - NICKEL 
ALLOYS 

01-APR-2003 

DPSQPL4.507-8
QPL to DPS4.507-8 

- ROLLED THREADS AND 
FILLETS - NICKEL 

ALLOYS 

21-MAR-2019 

DPS4.512 E STRESS RELIEF 
FORMING 7000 SERIES 
ALLOYS 

15-MAY-2001 

DPS4.514 C USE OF TEMPERATURE 

INDICATING MATERIALS 

19-OCT-2005 

DPS4.515 M BARREL PROCESSING 
METAL PARTS 

29-MAY-1990 

008-LT
Departure to 

DPS4.515 

BARREL PROCESSING 
METAL PARTS 

31-AUG-1995 

DPS4.516 B DECORATIVE METAL 
FINISHING - 
MECHANICAL 

31-MAR-1998 

DPS4.518 B ELECTRONIC DENT 

REMOVAL (LBD ONLY) 

30-MAR-1993 

ELECTRONIC DENT 
REMOVAL (LBD ONLY) 

09-DEC-2003 
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s98-006B
Departure to 
DPS4.518 
DPS4.519 B ROLL FORMING 

INTERNAL THREADS IN 
ALUMINUM ALLOYS 

09-NOV-1992 

DPS4.521 INACT
IVE 

HOT FORMING 
MAGNESIUM ALLOYS 

13-NOV-1981 

DPS4.540 INACT

IVE 

FORMING TUBES AND 

SHAPES 

13-NOV-1981 

DPS4.543 B PRESTRESSING METAL 
PARTS 

09-DEC-1987 

DPS4.545 D PROCESSING OF 
WELDED HONEYCOMB 

SANDWICH PANELS 

05-DEC-2005 

DPS4.546 E PROCESSING OF 
TITANIUM DIFFUSION 
BONDED HONEYCOMB 
SANDWICH PANELS 

14-FEB-1994 

AB002
Departure to 
DPS4.546 

NEW PROCESSING OF 
TITANIUM DIFFUSION 
BONDED HONEYCOMB 
SANDWICH PANELS 

06-MAY-1992 

DPS4.601 P METAL GRINDING 08-JUL-2011 

001-DM
Departure to 
DPS4.601 

METAL GRINDING 11-MAR-2011 

002-GL

Departure to 
DPS4.601 

METAL GRINDING 30-MAY-2006 

035-HAF
Departure to 
DPS4.601 

A METAL GRINDING 15-MAR-2019 

C17-517
Departure to 
DPS4.601 

METAL GRINDING 26-JUL-2013 

s91-020
Departure to 

DPS4.601 

METAL GRINDING 05-JUN-1991 

DPS4.700 SUPER
SEDED 

PURCHASING & 
RECEIVING QUALITY 
CONTROL - 

SUPERSEDED 

06-MAY-1966 

DPS4.701 D INCOMING MATERIALS 
RAW METALS - 
SUPERSEDED 

24-JUL-1998 

DPS4.703 B CASTINGS AND 

FORGINGS, 
MECHANICAL 
PROPERTIES TESTING 
OF 

29-APR-1970 

DPS4.704 AY MAGNETIC PARTICLE 

INSPECTION 

10-SEP-2012 

001-DAL
Departure to 
DPS4.704 

NEW MAGNETIC PARTICLE 
INSPECTION 

13-OCT-2016 

DPS4.704-1 A MAGNETIC PARTICLE 

INSPECTION - REWORK 

23-OCT-1964 

DPS4.704-2 B MAGNETIC PARTICLE 
INSPECTION - 
APPLICABILITY 

29-JAN-1982 

DPS4.705 C FLUOROSCOPIC 

INSPECTION OF 
ALUMINUM AND 

30-JUN-1982 
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MAGNESIUM ALLOY 
CASTINGS - 
SUPERSEDED 

DPS4.706 M INSPECTION 

REQUIREMENTS FOR 
CASTINGS 

10-SEP-2012 

018A-LT
Departure to 

DPS4.706 

INSPECTION 
REQUIREMENTS FOR 

CASTINGS 

30-OCT-1996 

C17-042
Departure to 
DPS4.706 

INSPECTION 
REQUIREMENTS FOR 
CASTINGS 

26-JUN-1995 

DPS4.707 BC PENETRANT 

INSPECTION 
(FLUORESCENT) 

10-DEC-2019 

DCNPSO-011149_01
Engineering Order to 
DPS4.707 Rev BC 

01 DPS4.707 DOCUMENT 
CHANGE NOTICE 

10-DEC-2019 

DPS4.707-1 L PENETRANT 
INSPECTION - VISIBLE 
DYE 

10-SEP-2012 

DPS4.707-2 F PENETRANT 

INSPECTION 
(FLUORESCENT) 
APPLICABILITY - 
SUPERSEDED 

06-JUL-2006 

DPS4.708 AG TORQUE WRENCH 

CONTROL AND USAGE 

15-MAY-2013 

DPS4.709 E FABRIC-TYPE SAFETY 
ASSEMBLIES 

25-SEP-1992 

DPS4.710 M MINIMUM FABRICATION 
PRACTICES FOR 

METALS 

27-SEP-2013 

DPS4.710-1 K EDGE CONDITION 
REQUIREMENTS 

24-AUG-2004 

DPS4.710-2 L SHEET METAL 
FABRICATION 
PRACTICES 

13-JAN-1999 

002-MC
Departure to 
DPS4.710-2 

SHEET METAL 
FABRICATION 
PRACTICES 

13-MAR-1995 

021-LT

Departure to 
DPS4.710-2 

SHEET METAL 

FABRICATION 
PRACTICES 

31-DEC-1996 

DPS4.710-2-17 C SHEET METAL 
FABRICATION 
PRACTICES 

10-NOV-2008 

001-AHF
Departure to 
DPS4.710-2-17 

SHEET METAL 
FABRICATION 
PRACTICES 

04-FEB-2000 

C17-001-CF
Departure to 

DPS4.710-2-17 

SHEET METAL 
FABRICATION 

PRACTICES 

03-MAR-2003 

C17-290
Departure to 
DPS4.710-2-17 

SHEET METAL 
FABRICATION 
PRACTICES 

01-JUN-2001 

DPS4.710-3 AK GENERAL FABRICATION 
PRACTICES - 
COMMERCIAL 

26-MAR-2008 

019-MC
Departure to 

DPS4.710-3 

GENERAL FABRICATION 
PRACTICES - 

COMMERCIAL 

31-JUL-1996 

DPS4.710-3-17 F GENERAL FABRICATION 
PRACTICES 

11-OCT-2013 

001-BTL
Departure to 

DPS4.710-3-17 

GENERAL FABRICATION 
PRACTICES 

29-MAR-2013 
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001-SO
Departure to 
DPS4.710-3-17 

GENERAL FABRICATION 
PRACTICES 

08-MAY-2003 

007-GKN

Departure to 
DPS4.710-3-17 

GENERAL FABRICATION 

PRACTICES 

08-APR-2013 

C17-356H
Departure to 

DPS4.710-3-17 

GENERAL FABRICATION 
PRACTICES 

20-DEC-2010 

C17-358
Departure to 
DPS4.710-3-17 

GENERAL FABRICATION 
PRACTICES 

26-NOV-2012 

C17-459

Departure to 
DPS4.710-3-17 

GENERAL FABRICATION 

PRACTICES 

16-JUL-2007 

DPS4.710-4 C SHEARING, PUNCHING 
& BLANKING 

17-NOV-1992 

DPS4.710-5 A SPRING FABRICATION 

PRACTICES 

22-OCT-1987 

DPS4.711 A TESTING OF TITANIUM 
RAW STOCK - 
SUPERSEDED 

15-MAY-1969 

DPS4.712 F SHEAR PIN CONTROL 24-AUG-2004 

DPS4.712-1 E SHEAR PIN STOCK 
CONTROL 

24-AUG-2004 

DPS4.713 AK ULTRASONIC 
INSPECTION - 

WROUGHT METALS 

10-SEP-2012 

003-AL
Departure to 
DPS4.713 

ULTRASONIC 
INSPECTION - 
WROUGHT METALS 

29-JAN-1997 

C17-124

Departure to 
DPS4.713 

ULTRASONIC 

INSPECTION - 
WROUGHT METALS 

24-JAN-1997 

DPS4.713-3 NEW ULTRASONIC 
DETECTION OF 
TITANIUM HYDRIDE 

22-MAR-1971 

DPS4.713-4 D ULTRASONIC SHEAR 
WAVE INSPECTION - 
SUPERSEDED 

31-MAR-1970 

DPS4.713-5 NEW THICKNESS 
MEASUREMENT, PULSE-

ECHO ULTRASONIC 
MEASUREMENT 

03-NOV-1999 

DPS4.713-8 C ULTRASONIC 
INSPECTION OF 

WELDMENTS 

06-SEP-2013 

DPS4.714 J ULTRASONIC 
INSPECTION 
APPLICABILITY 

31-MAR-1970 

DPS4.715 G ETCH INSPECTION OF 

MACHINED OR GROUND 
STEEL PARTS 

15-JUL-2015 

003-HAF
Departure to 
DPS4.715 

D ETCH INSPECTION OF 
MACHINED OR GROUND 
STEEL PARTS 

12-APR-2019 

004-CAM
Departure to 
DPS4.715 

- ETCH INSPECTION OF 
MACHINED OR GROUND 
STEEL PARTS 

20-MAY-2019 

C17-226R1

Departure to 
DPS4.715 

ETCH INSPECTION OF 

MACHINED OR GROUND 
STEEL PARTS 

18-MAY-1999 

C17-433
Departure to 
DPS4.715 

ETCH INSPECTION OF 
MACHINED OR GROUND 
STEEL PARTS 

12-AUG-2005 

- 22-FEB-2018 
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SN003
Departure to 
DPS4.715 

ETCH INSPECTION OF 
MACHINED OR GROUND 
STEEL PARTS 

UT-002

Departure to 
DPS4.715 

NEW ETCH INSPECTION OF 

MACHINED OR GROUND 
STEEL PARTS 

29-JUL-2015 

DPS4.719 E RADIOGRAPHIC 
INSPECTION OF TUBING 

FOR PNEUMATIC 
DUCTING 

24-AUG-2004 

DPS4.725 D DIMENSIONAL 
INSPECTION OF 
FORGINGS AND 

CASTINGS 

01-AUG-1996 

DPS4.727 NEW TESTING OF FORGINGS 
AND ROLLED RINGS 

31-JUL-1961 

DPS4.730 A ULTRASONIC 
RESONANCE 

THICKNESS 
MEASUREMENTS - 
SUPERSEDED 

21-APR-1972 

DPS4.732 B EDDY SONIC 
INSPECTION OF 

ADHESIVE BONDED 
METAL ASSEMBLIES - 
SUPERSEDED 

18-FEB-1988 

DPS4.734 F CONDUCTIVITY TEST 

FOR ALUMINUM ALLOYS 
- SUPERSEDED 

01-APR-1976 

DPS4.735 P EDDY CURRENT 
INSPECTION OF 
FASTENER HOLES 

23-AUG-2013 

DPS4.735-1 A EDDY CURRENT 
INSPECTION OF DC-10 
PYLON AFT BULKHEAD 

14-AUG-1989 

DPS4.735-2 B EDDY CURRENT 
DETECTION OF 

EXFOLIATION 
CORROSION 

24-MAY-1989 

DPS4.735-6 A EDDY CURRENT 
INSPECTION OF KC-10 
ARB YOKE ASSEMBLY 

24-MAY-1989 

DPS4.735-7 B EDDY CURRENT 
INSPECTION OF DC-8 
FASTENER HOLES 

28-SEP-1992 

DPS4.735-8 C EDDY CURRENT 

INSPECTION OF 
DC-9/MD-80 FASTENER 
HOLES 

17-JAN-1992 

DPS4.735-9 NEW EDDY CURRENT 
INSPECTION OF DC-

10/KC-10 FASTENER 
HOLES 

24-JUN-1986 

DPS4.736 W RADIOGRAPHIC 
INSPECTION - GENERAL 

03-JUN-2016 

DPS4.737 NEW ROLLSCAN INSPECTION 

- COMMERCIAL 

21-APR-1999 

DPS4.737-17 G ROLLSCAN INSPECTION 10-DEC-2020 

DCNPSO-014699_01
Engineering Order to 

DPS4.737-17 Rev G 

01 DPS4.737-17 
DOCUMENT CHANGE 

NOTICE 

10-DEC-2020 

DPS4.738 R NONDESTRUCTIVE 
INSPECTION OF 

01-MAY-2013 
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COMPOSITE 
STRUCTURES 

006-AHF
Departure to 

DPS4.738 

NONDESTRUCTIVE 
INSPECTION OF 

COMPOSITE 
STRUCTURES 

09-FEB-2011 

C17-115
Departure to 

DPS4.738 

NEW NONDESTRUCTIVE 
INSPECTION OF 

COMPOSITE 
STRUCTURES 

15-NOV-1996 

DPS4.738-1 F NONDESTRUCTIVE 
INSPECTION 
ACCEPTANCE CRITERIA 

FOR COMPOSITE 
STRUCTURES 

18-AUG-1992 

004-AHF
Departure to 
DPS4.738-1 

NONDESTRUCTIVE 
INSPECTION 
ACCEPTANCE CRITERIA 

FOR COMPOSITE 
STRUCTURES 

09-FEB-2011 

DPS4.738-2 D ULTRASONIC 
INSPECTION OF 

COMPOSITE 
STRUCTURES 

24-MAY-1990 

001-QMI
Departure to 
DPS4.738-2 

ULTRASONIC 
INSPECTION OF 
COMPOSITE 

STRUCTURES 

24-MAY-2011 

11-001
Departure to 
DPS4.738-2 

NEW ULTRASONIC 
INSPECTION OF 
COMPOSITE 
STRUCTURES 

02-MAR-2011 

C17-133

Departure to 
DPS4.738-2 

ULTRASONIC 

INSPECTION OF 
COMPOSITE 
STRUCTURES 

22-APR-1997 

DPS4.738-3 E RADIOGRAPHIC 

INSPECTION OF 
COMPOSITE 
STRUCTURES 

03-MAY-1990 

005-AHF
Departure to 

DPS4.738-3 

RADIOGRAPHIC 
INSPECTION OF 

COMPOSITE 
STRUCTURES 

10-FEB-2011 

DPS4.738-4 A RESONANCE 
INSPECTION OF 
ADHESIVE BONDED 

COMPOSITE 
STRUCTURES 

11-JUL-1989 

DPS4.738-5 A TAP TESTING 
COMPOSITE 
STRUCTURES 

06-AUG-1991 

DPS4.739 A INSPECTION OF METAL-
TO-METAL ADHESIVE 
BONDED ASSEMBLIES 

26-MAY-1989 

DPS4.739-1 NEW ACCEPTANCE CRITERIA 

FOR METAL-TO-METAL 
ADHESIVE BONDED 
ASSEMBLIES 

26-JAN-1988 

DPS4.739-2 A FOKKER BONDTEST 
INSPECTION 

25-MAY-1989 

DPS4.739-3 A NDT-210 BONDTEST 
INSPECTION 

06-JUL-1989 

DPS4.741 A ORGANIC COATING 
PRODUCTION TESTING 
INDEX - SUPERSEDED 

20-MAY-1970 

DPS4.741-1 A 20-MAY-1970 
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FILM THICKNESS 
MEASUREMENT - 
SUPERSEDED 

DPS4.741-3 A VISCOSITY 

MEASUREMENT - 
SUPERSEDED 

01-DEC-1969 

DPS4.743 B NONDESTRUCTIVE 
INSPECTION (NDI 

DEMONSTRATION 
PROGRAM 

17-JAN-2006 

DPS4.744 A EDDY CURRENT 
REFERENCE 
STANDARDS 

18-DEC-1991 

DPS4.745 NEW INSPECTION OF METAL 
FACED ADHESIVE 
BONDED SANDWICH 
STRUCTURE 

07-OCT-1987 

DPS4.745-1 B ACCEPTENCE CRITERIA 

FOR METAL-FACED 
ADHESIVE BONDED 
SANDWICH STRUCTURE 

09-APR-1997 

DPS4.745-2 NEW ULTRASONIC 

INSPECTION OF METAL-
FACED ADHESIVE 
BONDED SANDWICH 
STRUCTURE 

01-DEC-1988 

DPS4.745-4 A BONDASCOPE 

INSPECTION OF METAL-
FACED ADHESIVE 
BONDED SANDWICH 
STRUCTURE 

05-JAN-1990 

DPS4.746 A ULTRASONIC 

INSPECTION OF 
BRAZED HONEYCOMB 
STRUCTURE 

20-SEP-2013 

DPS4.747 G NONDESTRUCTIVE 
TESTING PROCEDURE 

APPROVAL 

22-APR-2013 

DPS4.751 NEW EDDY CURRENT 
SURFACE FLAW 
DETECTION 

25-NOV-1991 

DPS4.752 NEW EDDY CURRENT 
SPECIFIC INSPECTIONS 

23-SEP-1994 

DPS4.753 NEW ULTRASONIC SPECIFIC 
INSPECTIONS 

22-APR-1996 

DPS4.800 F HANDLING OF FRAGILE 
INSTRUMENTS AND 

EQUIPMENT 

04-APR-1986 

DPS4.800-3 INACT
IVE 

INSTRUMENTS AND 
EQUIPMENT (C9 

27-JUN-1980 

DPS4.801 AK FABRICATING TITANIUM 28-JUN-2006 

001-DA
Departure to 
DPS4.801 

FABRICATING TITANIUM 07-JAN-2008 

001-TI
Departure to 

DPS4.801 

FABRICATING TITANIUM 24-JUL-1995 

93-013
Departure to 
DPS4.801 

Fabricating Titanium 11-MAR-1993 

C17-123
Departure to 
DPS4.801 

Fabricating Titanium 25-JAN-1997 

DPS4.802-1 INACT
IVE 

AGE CONTROLS FOR 
AIR FORCE EQUIPMENT 

25-AUG-1972 
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DPS4.804 AF FABRICATION OF HIGH 
STRENGTH LOW ALLOY 
STEEL 

25-AUG-2020 

DCNPSO-011646_01

Engineering Order to 
DPS4.804 Rev AF 

01 DPS4.804 DOCUMENT 

CHANGE NOTICE 

25-AUG-2020 

002-VA
Departure to 

DPS4.804 

FABRICATION OF HIGH 
STRENGTH LOW ALLOY 

STEEL 

20-MAY-2011 

DPSQPL4.804
QPL to DPS4.804 

A FABRICATION OF HIGH 
STRENGTH LOW ALLOY 
STEEL 

25-AUG-2020 

DPS4.806 G FABRICATING 

PRECIPITATION 
HARDENING STAINLESS 
STEEL 

22-APR-2010 

DPS4.807 D PROCESSING & HEAT 
TREATMENT OF 

TORSION BARS 

11-JUL-1989 

DPS4.808 A PROCESSING 410 431 
AND 440C 
MARTENSITIC 

STAINLESS STEELS - 
SUPERSEDED 

21-JUN-1996 

DPS4.811 A PROCESSING BI-METAL 
STATORS 

11-MAR-1992 

DPS4.812 NEW FABRICATION OF 19-

9DL CORROSION 
RESISTANT STEEL (AMS 
5526 

03-JUL-1962 

DPS4.813 M PROCESSING NARROW- 
STRENGTH-RANGE 

PARTS 

03-JAN-1986 

DPS4.814 B CLOSE TOLERANCE 
STRENGTH CONTROL 

10-JUN-1992 

DPS4.815 B PROCESSING 
ALUMINUM ARMOR 

PLATE 

26-FEB-1968 

DPS4.816 G FABRICATION OF HEAT 
RESISTANT ALLOYS 

03-FEB-1995 

DPS4.817 B HOT ISOSTATIC 
PRESSING (HIP OF 

CASTINGS 

08-JUL-2005 

DPS4.818 C FABRICATING 
ALUMINUM-LITHIUM 
ALLOY 

17-DEC-1991 

DPS4.819 A ROLL PLANISHING OF 

WELD BEADS 

12-OCT-1995 

DPS4.901 AR OXYGEN SYSTEMS - 
BREATHING 

14-JUN-2012 

001-APC
Departure to 

DPS4.901 

NEW OXYGEN SYSTEMS - 
BREATHING 

02-AUG-2013 

HB-02
Departure to 
DPS4.901 

OXYGEN SYSTEMS - 
BREATHING 

11-NOV-1996 

HB-03

Departure to 
DPS4.901 

OXYGEN SYSTEMS - 

BREATHING 

22-APR-1997 

HB-04
Departure to 
DPS4.901 

OXYGEN SYSTEMS - 
BREATHING 

22-SEP-1998 

DPS4.901-17 A OXYGEN SYSTEMS - 
BREATHING - MILITARY 

25-FEB-2009 
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001-PE
Departure to 
DPS4.901-17 

NEW OXYGEN SYSTEMS - 
BREATHING - MILITARY 

19-FEB-2016 

004-APC
Departure to 

DPS4.901-17 

- OXYGEN SYSTEMS - 
BREATHING - MILITARY 

09-NOV-2018 

DPS4.901-1THRU-6 SUPER
SEDED 

SUPERSEDED 28-SEP-1979 

DPS4.901-5 E USE OF HALOGEN 
DETECTOR - 

SUPERSEDED 

30-MAR-1971 

DPS4.901-9 D 717 OXYGEN SYSTEMS - 
BREATHING 

29-MAR-2006 

002-APC
Departure to 

DPS4.901-9 

NEW 717 OXYGEN SYSTEMS - 
BREATHING 

01-AUG-2013 

DPS4.902 J BOTTLED GASES 24-MAY-1999 

s98-005
Departure to 

DPS4.902 

BOTTLED GASES 19-FEB-1998 

DPS4.903 L OXYGEN, LIQUID 16-SEP-2008 

DPS4.904 B EVACUATION SLIDE 
CYLINDERS - 

SUPERSEDED 

26-JUL-1985 

DPS4.996-17 NEW LOW PLASTICITY 
BURNISHING PROCESS, 
C-17 MAIN LANDING 
GEAR POST 

09-NOV-2007 

DPS4.998 C ABRASIVE BLAST 
FINISHING ALUMINUM 
PARTS 

27-FEB-1990 

DPS4.999 W SHOT PEENING OF 

METAL PARTS 

06-MAR-2006 

001-GC
Departure to 
DPS4.999 

SHOT PEENING OF 
METAL PARTS 

28-JUL-2010 

001-GF

Departure to 
DPS4.999 

SHOT PEENING OF 

METAL PARTS 

09-MAY-2007 

001-HAF
Departure to 
DPS4.999 

B SHOT PEENING OF 
METAL PARTS 

19-JUL-2018 

010-CAM
Departure to 
DPS4.999 

- SHOT PEENING OF 
METAL PARTS 

22-NOV-2019 

C17-523
Departure to 

DPS4.999 

SHOT PEENING OF 
METAL PARTS 

12-FEB-2015 

DPS4.999-1 NEW LASER PEEN 06-APR-2016 

DPSQPL4.999-1
QPL to DPS4.999-1 

1 LASER PEEN 06-APR-2016 

DPS4.999-2 B ROTARY FLAP SHOT 
PEENING OF 
REWORKED METAL 
PARTS 

10-AUG-2011 
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DPS5.00 R STEEL HEAT 
TREATMENT - GENERAL 

01-JUL-1991 

s92-056
Departure to DPS5.00 

STEEL HEAT 
TREATMENT - GENERAL 

30-JUN-1992 

DPS5.00-1 AV STEEL HEAT 
TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

15-MAY-2014 

001-BCV

Departure to 
DPS5.00-1 

STEEL HEAT 

TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

10-AUG-2009 

001-CHT
Departure to 

DPS5.00-1 

NEW STEEL HEAT 
TREATMENT - QUENCH 

AND TEMPER 
HARDENABLE 

15-JUN-2011 

001-HH
Departure to 

DPS5.00-1 

STEEL HEAT 
TREATMENT - QUENCH 

AND TEMPER 
HARDENABLE 

25-JUN-2010 

001-UTC
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT QUENCH 
AND TEMPER 

HARDENABLE 

13-MAR-2013 

002-BCV
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT-QUENCH 
AND TEMPER 
HARDENABLE 

13-JUL-2012 

002-HH
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT- QUENCH 
AND TEMPER 
HARDENABLE 

14-FEB-2012 

002-UTC
Departure to 
DPS5.00-1 

STEEL HEAT TREAMENT-
QUENCH TEMPER 
HARDENABLE 

05-JUN-2014 

003-UTC
Departure to 

DPS5.00-1 

STEEL HEAT TREAMENT-
QUENCH TEMPER 

HARDENABLE 

05-JUN-2014 

004-HH
Departure to 
DPS5.00-1 

A STEEL HEAT 
TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

18-APR-2016 

005-CAM
Departure to 
DPS5.00-1 

- STEEL HEAT 
TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

16-MAY-2019 

011-VA

Departure to 
DPS5.00-1 

STEEL HEAT 

TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

20-JAN-2015 

044-HAF

Departure to 
DPS5.00-1 

A STEEL HEAT 

TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

13-DEC-2019 

BM-003
Departure to 

DPS5.00-1 

STEEL HEAT 
TREATMENT - QUENCH 

AND TEMPER 
HARDENABLE 

03-JUN-2009 

BU004
Departure to 
DPS5.00-1 

NEW STEEL HEAT 
TREATMENT DATE 3 
SERIALIZED CHANGE - 

QUENCH AND TEMPER 
HARDENABLE 

16-APR-2012 

C17-490
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT-QUENCH 
AND TEMPER 

HARDENABLE 

07-FEB-2011 

28-FEB-2011 
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C17-491
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT-QUENCH 
TEMPER HARDENABLE 

C17-508

Departure to 
DPS5.00-1 

B STEEL HEAT 

TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

19-MAR-2013 

HB-02

Departure to 
DPS5.00-1 

STEEL HEAT 

TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

22-MAR-1995 

LN-002
Departure to 

DPS5.00-1 

STEEL HEAT 
TREATMENT - QUENCH 

AND TEMPER 
HARDENABLE 

30-SEP-1996 

s88-030
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT - QUENCH 
AND TEMPER 

HARDENABLE 

24-MAR-1988 

s89-228
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT - QUENCH 
AND TEMPER 

HARDENABLE 

06-MAR-1990 

s92-042
Departure to 
DPS5.00-1 

STEEL HEAT 
TREATMENT - QUENCH 
AND TEMPER 
HARDENABLE 

12-MAY-1992 

DPS5.00-11 T STEEL HEAT 
TREATMENT - 
MARTENSITIC 
STAINLESS STEELS 

08-JUL-2005 

001-PM

Departure to DPS5.00-
11 

STEEL HEAT 

TREATMENT - 
MARTENSITIC 
STAINLESS STEELS 

11-MAY-2007 

C17-514
Departure to DPS5.00-

11 

STEEL HEAT 
TREATMENT ¿ 

MARTENSITIC 
STAINLESS STEELS 

16-JAN-2013 

DPS5.00-12 F STEEL HEAT 
TREATMENT - 

VACUUM/PARTIAL 
PRESSURE 

13-JUN-2013 

010-VA
Departure to DPS5.00-
12 

STEEL HEAT 
TREATMENT - 
VACUUM/PARTIAL 

PRESSURE 

05-NOV-2013 

13-003
Departure to DPS5.00-
12 

NEW STEEL HEAT 
TREATMENT - 
VACUUM/PARTIAL 
PRESSURE 

18-JUN-2013 

DPS5.00-2 AT STEEL HEAT 
TREATMENT - 
PRECIPITATION 
HARDENABLE 

20-MAY-2016 

OL-001
Departure to 
DPS5.00-2 

A STEEL HEAT 
TREATMENT - 
PRECIPITATION 
HARDENABLE 

06-JAN-2015 

DPS5.00-3 H STEEL CASE 

HARDENING - 
NITRIDING 

13-MAY-2005 

DPS5.00-4 D STEEL CASE 
HARDENING - 
CARBURIZING 

13-MAY-2005 

DPS5.00-5 B STEEL CASE 
HARDENING - 
INDUCTION 

18-FEB-1977 

DPS5.00-6 INACT
IVE 

STEEL HEAT 
TREATMENT - TOOL 

04-FEB-1982 
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DPS5.00-7 E STEEL HEAT 
TREATMENT - 
STAINLESS STRAIN 
HARDENABLE GRADES 

14-NOV-2006 

001-CMF
Departure to 
DPS5.00-7 

STEEL HEAT TREAT-
STAINLESS STAIN 
HARDENABLE GRADES 

27-MAR-2012 

DPS5.00-8 J STEEL HEAT 

TREATMENT 
PYROMETRY - 
SUPERSEDED 

29-JUN-1988 

DPS5.00-9 INACT
IVE 

STEEL HEAT 
TREATMENT - 

ATMOSPHERE CONTROL 

16-APR-1982 

DPS5.08 E HEAT TREATMENT OF 
BERYLLIUM COPPER 
ALLOY 

11-MAY-2009 

DPS5.09 INACT

IVE 

ANNEALING OF COPPER 

TUBING 

19-DEC-1984 

DPS5.141 SUPER
SEDED 

CHROMIUM - IRON 
STEELS HEAT TREATING 
OF AISI TYPES 414, 
416, 420, 440 - 

SUPERSEDED 

08-NOV-1956 

DPS6.20 INACT
IVE 

FABRICATING P/N 
5749121 - STRUT 
ASSEMBLY 

26-SEP-1975 

DPS6.28 SUPER
SEDED 

SPECIFICATION FOR 
HARDENING BERYLLIUM 
COPPER 
(PRECIPITATION HEAT 
TREATMENT) - 

SUPERSEDED 

22-JUN-1960 

DPS6.30 T NICKEL BASE HEAT 
RESISTANT ALLOYS - 
HEAT TREATMENT 

08-JUL-2005 

DPS6.33 AD TITANIUM HEAT 

TREATMENT 

14-MAY-2007 

DPS6.65 SUPER
SEDED 

HARDENING NITRALLOY 
STEEL, N-135 (TYPE G) 
(DMS 54) - 
SUPERSEDED 

24-JAN-1957 

DPS6.66 DK FAA APPROVED 
MATERIALS & PROCESS 
DOCUMENTS 

02-APR-2021 

DCNPSO-008812_01
Engineering Order to 

DPS6.66 Rev DK 

01 DPS6.66 DOCUMENT 
CHANGE NOTICE 

02-APR-2021 

DPS7.00 J ALUMINUM HEAT 
TREATMENT - GENERAL 

15-AUG-2003 

DPS7.00-1 BL ALUMINUM HEAT 
TREATMENT 

PROCEDURES 

24-MAY-2006 

019-LT
Departure to 
DPS7.00-1 

ALUMINUM HEAT 
TREATMENT 
PROCEDURES 

15-OCT-1996 

DPS7.00-1-17 N ALUMINUM HEAT 
TREATMENT 
PROCEDURES 

14-DEC-2011 

001-AH
Departure to DPS7.00-

1-17 

ALUMINUM HEAT 
TREATMENT 

PROCEDURES 

21-MAR-2008 

001-GE
Departure to DPS7.00-
1-17 

ALUMINUM HEAT 
TREATMENT 
PROCEDURES 

11-DEC-2009 

002-AH

Departure to DPS7.00-
1-17 

ALUMINUM HEAT 

TREATMENT 
PROCEDURES 

30-JUN-2008 
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002-GE
Departure to DPS7.00-
1-17 

ALUMINUM HEAT TREAT 
PROCEDURES 

10-APR-2013 

065-LT

Departure to DPS7.00-
1-17 

ALUMINUM HEAT 

TREATMENT 
PROCEDURES 

08-AUG-2007 

C17-456
Departure to DPS7.00-

1-17 

ALUMINUM HEAT TREAT 
PROCEDURES 

04-MAY-2007 

GKN-003
Departure to DPS7.00-
1-17 

ALUMINUM HEAT 
TREATMENT 
PROCEDURES 

02-JUN-2008 

DPS7.00-2 F ALUMINUM HEAT 

TREATMENT - SHOP 
CONTROL 

13-NOV-1997 

DPS7.00-3 L ALUMINUM HEAT 
TREATMENT 
PYROMETRY - 

SUPERSEDED 

29-JUN-1988 

DPS7.00-4 H ALUMINUM HEAT 
TREATMENT - TESTING 

24-MAR-2010 

DPS7.00-5 G HEAT TREATMENT, 
REFRIGERATION AND 

HANDLING 2017(D) 
AND 2024(DD) RIVETS 

23-SEP-1992 

s97-025
Departure to 

DPS7.00-5 

HEAT TREATMENT, 
REFRIGERATION AND 

HANDLING 2017(D) 
AND 2024(DD) RIVETS 

07-MAY-1997 

DPS7.00-6 B LOCAL OVER AGING OF 
7075-T6 TO THE -T73 
TEMPER AND 7150-T61 

TO THE -T74D TEMPER 

11-SEP-1990 

DPS7.02 NEW HEAT TREATMENT OF 
MODIFIED 356 HIGH 
STRENGTH ALUMINUM 
ALLOY CASTINGS 

24-AUG-1962 

DPS7.18 INACT
IVE 

HEAT TREATMENT OF 
356 ALUMINUM SAND 
CASTINGS 

24-FEB-1981 

DPS8.00 A SELECTIVE LASER 
SINTERING OF 

POLYETHERKETONEKET
ONE (PEKK) RESINS 

18-MAR-2019 

DCNPSO-007802_01
Engineering Order to 

DPS8.00 Rev A 

01 DPS8.00 DOCUMENT 
CHANGE NOTICE 

18-MAR-2019 

DPS8.12 NEW POSTFORMING, GLASS 
FIBER REINFORCED 
PHENOLIC 

12-MAY-1970 

DPS8.13 C MULTI-PANE ACRYLIC 

WINDOWS 

03-MAY-1990 

DPS8.14 D STRETCHED ACRYLICS 05-JUL-1990 

DPS8.15 D POST-FORMING 
PHENOLIC LAMINATES 

16-APR-1991 

DPS8.15-1 H PRESSURE FORMING 

SOLID 
THERMOPLASTICS 

19-DEC-1995 

DPS8.16 B WAX EXTRUSION, 
CASTING & WRAPPING 

03-JUN-1968 

DPS8.19 E PROTECTING GLASS 

ENCLOSURES 

02-NOV-1990 

DPS8.20 INACT
IVE 

GLASS ENCLOSURES 19-JAN-1981 
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DPS8.20-1 A ACCEPTING DC 8 GLASS 
PANELS - SUPERSEDED 

13-JUN-1968 

DPS8.21 L WINDOW ASSEMBLIES, 
INTEGRALLY 

PROTECTED 

12-JAN-1996 

DPS8.22 N STRETCHING OF 
ACRYLICS 

15-MAY-1989 

DPS8.24-1 INACT
IVE 

SEALING, F4 OUTER 
WING 

06-APR-1987 

DPS8.24-10 F CANCELLED 05-MAR-1996 

DPS8.24-11 INACT
IVE 

LUBRICATION, 
F4H/F-110 OUTER WING 

01-NOV-1991 

DPS8.24-12 INACT
IVE 

FORMING LUBRICANTS 
AND USAGE 

01-NOV-1991 

DPS8.24-13 INACT
IVE 

MARTEMPERING OF 
LOW ALLOY STEELS 

01-NOV-1991 

DPS8.24-14 C INSTALLATION OF 
CHOBERT BLIND RIVETS 
- SUPERSEDED 

05-MAR-1996 

DPS8.24-15 J CANCELLED 05-MAR-1996 

DPS8.24-16 INACT
IVE 

CLEANING & 
INSTALLATION OF F4 
WING POSITION & 

ANTI-COLLISON LIGHTS 

09-JUN-1989 

DPS8.24-17 INACT
IVE 

F4/F15 AERODYNAMIC 
FAIRING COMPOUND 

01-NOV-1991 

DPS8.24-18 INACT
IVE 

INSTALLATION OF 
BEARINGS BY ROLLER 

STAKING 

01-NOV-1991 

DPS8.24-19 INACT
IVE 

STAKING BEARINGS IN 
ALUMINUM ALLOYS AND 
STEEL 

01-NOV-1991 

DPS8.24-2 INACT

IVE 

ALUMINUM HONEYCOMB 

(NON-PERF. SANDWICH 
ASSY - F4 WING 

01-NOV-2001 

DPS8.24-20 E STRUCTURAL BONDING 
WITH EPOXY 

ADHESIVES - F4/F15 - 
SUPERSEDED 

08-SEP-1971 

DPS8.24-21 INACT
IVE 

ELECTRICAL SYSTEM 
PROCEDURES, F4 WING 

01-NOV-1991 

DPS8.24-23 INACT

IVE 

CEMENTING NEOPRENE 

RUBBER 

01-NOV-1991 

DPS8.24-28 H HEAT TREATING AND 
TESTING 2024, 7050, 
7075 AND 7178 
OVERAGED TEMPERS 

FOR F4/F15/F18 

08-AUG-1989 

DPS8.24-29 F F-15 AIRCRAFT PRIMER, 
HIGH TEMPERATURE 
EPOXY - SUPERSEDED 

02-JUL-1990 

DPS8.24-3 INACT

IVE 

APPLICATION OF 

NAMEPLATES, F4 & F15 
SERIES AIRCRAFT 

01-NOV-1991 

DPS8.24-30 T F-15 SERIES AIRCRAFT 
EXTERIOR PAINTING - 
SUPERSEDED 

01-OCT-1990 

DPS8.24-31 INACT
IVE 

SEALING METHODS 
F-15 

01-NOV-1991 
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DPS8.24-32 F EDDY SONIC 
INSPECTION - 

SUPERSEDED 

04-JUN-1974 

DPS8.24-33 A ULTRASONIC 
INSPECTION OF F-15 
BONDED ASSEMBLIES - 
SUPERSEDED 

10-DEC-1971 

DPS8.24-34 A RADIOGRAPHIC 
INSPECTION OF F-15 
BONDED ASSEMBLIES - 
SUPERSEDED 

10-DEC-1971 

DPS8.24-35 A CANCELLED 02-MAR-1972 

DPS8.24-36 INACT
IVE 

INSTALLATION OF 
SOLID RIVETS, F-4/F-15 

01-NOV-1991 

DPS8.24-39 INACT
IVE 

INSTALLATION OF HI-
LOK FASTENERS, 

F-4/F-15 

01-NOV-1991 

DPS8.24-4 NEW VACUUM DEPOSITED 
CADMIUM - 
SUPERSEDED 

08-FEB-1963 

DPS8.24-40 INACT
IVE 

FUSION WELDING 
ALUMINUM AND 
ALUMINUM ALLOYS 

01-NOV-1991 

DPS8.24-41 INACT
IVE 

INSTALLATION OF 
ST3M405 CLINCH NUTS 

01-NOV-1991 

DPS8.24-42 INACT
IVE 

ELECTRICAL 
DISCHARGE 
MACHINING OF 
ALUMINUM HONEYCOMB 
CORE 

01-NOV-1991 

DPS8.24-43 INACT
IVE 

WELD REPAIR OF F-15 
STABILIZER SPAR 
SHEAR TANGS 

01-NOV-1991 

DPS8.24-44 INACT
IVE 

WELD REPAIR, 2219 
ALUMINUM CRUISE 

MISSILE MACHINED 
PARTS 

01-NOV-1991 

DPS8.24-5 INACT
IVE 

IDENTIFICATION OF 
F4/F15 PARTS AND 

ASSEMBLIES 

25-NOV-1992 

DPS8.24-6 AA F-4 SERIES EXTERIOR 
PAINT FINISHING (F18) 
- SUPERSEDED 

02-JUL-1990 

DPS8.24-8 INACT

IVE 

F4/F15 DISSIMILAR 

METAL PROTECTION 

25-NOV-1992 

DPS8.24-9 INACT
IVE 

PREPARATION AND 
APPLICATION OF 
PLASTIC FILLER AND 
PLASTIC SHIM 

COMPOUNDS 

01-NOV-1991 

DPS8.25 L CANCELLED 05-MAR-1996 

DPS8.26 A F-18 WEAPONS RACK - 
CROSS REFERENCE 

INDEX - SUPERSEDED 

30-APR-1985 

DPS8.27-8 INACT
IVE 

ECM POD 
MISCELLANEOUS PAINT 
COATING (APPLICATION 
OF 

25-NOV-1992 

DPS8.28 B CANCELLED 04-OCT-1995 
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DPS8.28-1 T CANCELLED 04-OCT-1995 

DPS8.28-2 A CANCELLED 04-OCT-1995 

DPS8.28-3 D CANCELLED 04-OCT-1995 

DPS8.31 - GENERAL NOTES AND 
CRITERIA FOR 

SELECTIVE LASER 
SINTERED PEKK PARTS 

27-JUL-2018 

DCNPSO-005285_01
Engineering Order to 

DPS8.31 Rev - 

01 DPS8.31 DOCUMENT 
CHANGE NOTICE 

27-JUL-2018 

DPS8.52 INACT
IVE 

METAL ADHESIVE 
BONDING - TOOLING 

19-JAN-1981 

DPS8.550 INACT
IVE 

HIGH TEMPERATURE 
WASH-AWAY PLASTER 

04-APR-1979 

DPS8.551 INACT

IVE 

WASH-AWAY SOLUBLE 

SALT MANDRELS 

18-FEB-1983 

DPS8.84 NEW LAMINATING MACHINE 
MODEL 36AH0, 
OPERATION OF 

23-AUG-1978 

DPS8.85 A TEST, CARBIDE 

PRECIPITATION IN 431 
CRES 

17-AUG-1990 

DPS8.86 A SANDWICH CORROSION 
TEST 

10-APR-1990 

DPS8.87 A IMMERSION 

CORROSION TEST - 
METALS 

10-APR-1990 

s98-006B
Departure to DPS8.87 

IMMERSION 
CORROSION TEST - 

METALS 

09-DEC-2003 

DPS8.88 A ADHESION STAIN TEST 
OF INTERIOR 
MATERIALS 

12-JUL-1982 

DPS8.89 INACT

IVE 

TESTING OF SIMULATED 

DECORATIVE HEATED 
SIDE PANELS 

26-MAY-1982 

DPS8.90 NEW GLASS FIBER 
DIAMETER, TEST FOR 

20-APR-1970 

DPS8.91 INACT

IVE 

STIFFNESS TEST, 

PENDULUM METHOD 

26-MAY-1982 

DPS8.920 B DRY TO TAPE TEST 01-FEB-1989 

DPS8.93 NEW BEACH EXFOLIATION 
CORROSION 

PROCEDURE 

03-MAY-1993 

DPS9.014 C CLEANING COPPER AND 
COPPER ALLOYS 

02-NOV-1995 

s98-006B
Departure to 

DPS9.014 

CLEANING COPPER AND 
COPPER ALLOYS 

09-DEC-2003 

DPS9.05 L CLEANING OF CARBON 
STEELS AND LOW 
ALLOY STEELS 

09-DEC-2014 

033-HAF

Departure to DPS9.05 

NEW 05-DEC-2013 

Page 93 of 104PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



CLEANING OF CARBON 
STEELS AND LOW 
ALLOY STEELS 

C17-225R1

Departure to DPS9.05 

CLEANING OF CARBON 

STEELS AND LOW 
ALLOY STEELS 

18-MAY-1999 

s98-006B
Departure to DPS9.05 

CLEANING OF CARBON 
STEELS AND LOW 

ALLOY STEELS 

09-DEC-2003 

DPS9.07 AN SURFACE TREATMENT 
OF CORROSION 
RESISTANT STEELS 

30-OCT-2014 

001-SF

Departure to DPS9.07 

SURFACE TREATMENT 

OF CORROSION 
RESISTANT STEELS 

10-MAR-2006 

004-GR
Departure to DPS9.07 

SURFACE TREATMENT 
OF CORROSION 
RESISTANT STEELS 

26-FEB-2007 

009-CAM
Departure to DPS9.07 

- SURFACE TREATMENT 
OF CORROSION 
RESISTANT STEELS 

15-JUL-2019 

041-HAF

Departure to DPS9.07 

- SURFACE TREATMENT 

OF CORROSION 
RESISTANT STEELS 

12-SEP-2017 

AG006
Departure to DPS9.07 

NEW SURFACE TREATMENT 
OF CORROSION 
RESISTANT STEELS 

24-OCT-2014 

C17-329
Departure to DPS9.07 

SURFACE TREATMENT 
OF CORROSION 
RESISTANT STEELS 

04-OCT-2002 

C17-445ER
Departure to DPS9.07 

SURFACE TREATMENT 
OF CORROSION 

RESISTANT STEELS 

15-FEB-2006 

DPS9.09 E DETECTION OF BURNS 
ON FERROUS ALLOYS - 
SUPERSEDED 

13-DEC-1974 

DPS9.11 INACT

IVE 

IMPREGNATING METAL 

CASTINGS 

14-JAN-1981 

DPS9.14 AE PREPARING ALUMINUM 
FOR WELDING AND 
BRAZING 

14-AUG-1998 

HB-02

Departure to DPS9.14 

PREPARING ALUMINUM 

FOR WELDING AND 
BRAZING 

12-MAR-1997 

DPS9.18 F REFINISHING OF 
REPROCESSED 

MAGNESIUM ALLOY 
PARTS 

12-OCT-1990 

s98-006B
Departure to DPS9.18 

REFINISHING OF 
REPROCESSED 
MAGNESIUM ALLOY 

PARTS 

09-DEC-2003 

DPS9.19 J CLEANING HEAT 
RESISTANT NICKEL 
BASE ALLOYS 

12-DEC-1995 

AG005

Departure to DPS9.19 

NEW CLEANING HEAT 

RESISTANT NICKEL 
BASE ALLOYS 

24-OCT-2014 

s827
Departure to DPS9.19 

CLEANING HEAT 
RESISTANT NICKEL 

BASE ALLOYS 

06-JAN-1983 

s98-006B
Departure to DPS9.19 

CLEANING HEAT 
RESISTANT NICKEL 
BASE ALLOYS 

09-DEC-2003 

DPS9.20 A SURFACE TREATMENT 

AND LUBRICATION OF 
TITANIUM FASTENERS 

23-JAN-1990 

DPS9.21 D CLEANING TITANIUM 
DETAILS FOR ADHESIVE 
BONDING 

24-MAR-2005 

Page 94 of 104PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



017-MV
Departure to DPS9.21 

CLEANING TITANIUM 
DETAILS FOR ADHESIVE 
BONDING 

10-DEC-1998 

DPS9.22 B PLATING, ALUMINUM, 

ION VAPOR DEPOSITED 
(IVD 

28-SEP-1995 

020-GL
Departure to DPS9.22 

PLATING ALUMINUM 
ION VAPOR DEPOSITED 

(IVD) 

29-AUG-2012 

028-HAF
Departure to DPS9.22 

A PLATING ALUMINUM 
ION VAPOR DEPOSITED 
(IVD) 

01-NOV-2019 

DPS9.22-1 NEW COATING, ALUMINUM 

SPUTTER 

24-OCT-2005 

DPS9.23 NEW MERCURY SPILL 
REMOVAL 

28-OCT-1970 

DPS9.24 B STORAGE AND 
HANDLING OF 

CHEMICALS AND 
CHEMICAL 
FORMULATIONS - 
SUPERSEDED 

18-NOV-1975 

DPS9.24-1 C PRECAUTIONARY 

LABELING OF 
HAZARDOUS 
SUBSTANCES - 
SUPERSEDED 

16-AUG-1984 

DPS9.25 INACT

IVE 

HANDLING OF 

RADIOACTIVE 
MATERIALS 

25-NOV-1992 

DPS9.251 INACT
IVE 

HANDLING OF 
MAGNESIUM - THORIUM 

ALLOYS 

14-JAN-1981 

DPS9.252 INACT
IVE 

HANDLING OF 
DEPLETED URANIUM 
WEIGHTS 

25-NOV-1992 

DPS9.26 G PHOSPHATE COATING 

STEEL 

10-MAR-1994 

DPS9.27 C BLACK (OXIDE 
COATINGS 

09-DEC-1987 

DPS9.28 AP SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS 

09-JUL-2015 

001-CAM
Departure to DPS9.28 

A SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS 

17-JUN-2020 

001-SUC

Departure to DPS9.28 

SPECIAL CADMIUM 

PLATING FOR HIGH 
STRENGTH STEELS 

19-MAY-2014 

002-DAL
Departure to DPS9.28 

NEW SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS 

21-NOV-2016 

019-GL
Departure to DPS9.28 

SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS 

29-FEB-2012 

023-HAF

Departure to DPS9.28 

D SPECIAL CADMIUM 

PLATING FOR HIGH 
STRENGTH STEELS 

07-AUG-2020 

C17-224R1
Departure to DPS9.28 

SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS 

18-JUN-1999 

C17-522
Departure to DPS9.28 

04-MAY-2015 

Page 95 of 104PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS 

EI003

Departure to DPS9.28 

NEW SPECIAL CADMIUM 

PLATING FOR HIGH 
STRENGTH STEELS 

05-MAR-2013 

SN005
Departure to DPS9.28 

- SPECIAL CADMIUM 
PLATING FOR HIGH 

STRENGTH STEELS 

30-MAR-2018 

DPS9.28-1 A SPECIAL CADMIUM 
PLATING FOR HIGH 
STRENGTH STEELS - 
POST CHROMATE 

TREATED 

20-AUG-2019 

DCNPSO-010186_01
Engineering Order to 
DPS9.28-1 Rev A 

01 DPS9.28-1 DOCUMENT 
CHANGE NOTICE 

20-AUG-2019 

DPS9.29 AR SURFACE TREATMENT 

OF TITANIUM 

11-JAN-2005 

002-PAS
Departure to DPS9.29 

SURFACE TREATMENT 
OF TITANIUM 

19-OCT-2012 

005-GR
Departure to DPS9.29 

SURFACE TREATMENT 
OF TITANIUM 

26-FEB-2007 

013-MH
Departure to DPS9.29 

NEW SURFACE TREATMENT 
OF TITANIUM 

06-NOV-2012 

AG004
Departure to DPS9.29 

NEW SURFACE TREATMENT 
OF TITANIUM 

24-OCT-2014 

DPS9.30 E CORROSION CONTROL 
AND TREATMENT 

19-JUL-1982 

s98-006B
Departure to DPS9.30 

CORROSION CONTROL 
AND TREATMENT 

09-DEC-2003 

DPS9.301 BD CLEANING ALUMINUM 
ALLOYS 

24-SEP-2004 

003-CAM

Departure to 
DPS9.301 

- CLEANING ALUMINUM 

ALLOYS 

14-MAY-2019 

007-AHF
Departure to 
DPS9.301 

CLEANING ALUMINUM 
ALLOYS 

19-SEP-2012 

C17-329
Departure to 
DPS9.301 

CLEANING ALUMINUM 
ALLOYS 

04-OCT-2002 

DPS9.302-1 E ANODIZING TITANIUM 
HYDRAULIC FITTINGS 

02-OCT-1986 

DPS9.307 A HAND CLEANING 
ASSEMBLIES PRIOR TO 
PAINTING - 
SUPERSEDED 

20-MAY-1970 

DPS9.309 H CLEANING MAGNESIUM 

ALLOYS 

11-JUN-1998 

DPS9.311 SUPER
SEDED 

REMOVAL OF LEAD AND 
KIRKSITE DIE PICK-UP - 
SUPERSEDED 

28-DEC-1962 

DPS9.312 W CLEANING & 

DEOXIDIZING 
AIRCRAFT EXTERIOR 
SURFACES 

09-JUL-2015 

C17-498
Departure to 

DPS9.312 

CLEANING & 
DEOXIDIZING 

AIRCRAFT EXTERIOR 
SURFACES 

10-MAY-2011 

DPS9.314 Y 05-OCT-2000 
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POLISHING & 
TEXTURING ALUMINUM 
SURFACES 

s98-006B

Departure to 
DPS9.314 

POLISHING & 

TEXTURING ALUMINUM 
SURFACES 

09-DEC-2008 

DPS9.314-1 A MILL POLISHING 
ALUMINUM EXTERIOR 

SURFACES 

25-NOV-1970 

DPS9.314-2 NEW MILL POLISHING 
ALUMINUM SHEETS 

01-MAY-1973 

DPS9.316 AJ STRIPPING OF ORGANIC 
COATINGS 

14-NOV-2012 

016-HAF

Departure to 
DPS9.316 

A STRIPPING OF ORGANIC 

COATINGS 

23-JUL-2020 

C17-537
Departure to 

DPS9.316 

- STRIPPING OF ORGANIC 
COATINGS 

18-DEC-2020 

DPS9.316-1 A STRIPPING ORGANIC 
COATINGS FROM SHOP 
EQUIPMENT 

12-MAY-1981 

DPS9.316-2 A STRIPPING ORGANIC 

COATINGS WITH 
PLASTIC MEDIA 
BLASTING (PMB 

15-FEB-2005 

007-CAM
Departure to 

DPS9.316-2 

A STRIPPING ORGANIC 
COATINGS WITH 

PLASTIC MEDIA 
BLASTING (PMB) 

16-JUL-2020 

008-HAF
Departure to 

DPS9.316-2 

STRIPPING ORGANIC 
COATINGS WITH 

PLASTIC MEDIA 
BLASTING (PMB) 

20-SEP-2011 

DPS9.316-3 A CHEMICAL STRIPPING 
OF ORGANIC 
COATINGS, COMPOSITE 

COMPATIBLE 

12-JUL-2019 

DCNPSO-009263_01
Engineering Order to 
DPS9.316-3 Rev A 

01 DPS9.316-3 DOCUMENT 
CHANGE NOTICE 

12-JUL-2019 

DPS9.316-4 - LASER REMOVAL OF 

ORGANIC COATINGS 

14-JUL-2020 

DCNPSO-012819_01
Engineering Order to 
DPS9.316-4 Rev - 

01 DPS9.316-4 DOCUMENT 
CHANGE NOTICE 

14-JUL-2020 

DPS9.318 E ULTRASONIC CLEANING 19-DEC-1995 

s94-011
Departure to 
DPS9.318 

ULTRASONIC CLEANING 24-FEB-1994 

DPS9.320 G FLUX AND STOP-OFF 

REMOVAL 

10-JAN-1992 

DPS9.33 N AIRCRAFT DRINKING 
WATER SYSTEMS 

07-NOV-1991 

s98-006B
Departure to DPS9.33 

AIRCRAFT DRINKING 
WATER SYSTEMS 

09-DEC-2003 

DPS9.331 F RAIN REPELLENT 

SYSTEM 

22-MAR-1995 

DPS9.332 G AIRCRAFT TOILET 
SYSTEMS 

20-SEP-1991 

DPS9.332-17 NEW 15-MAY-2009 
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AIRCRAFT WASTE 
SYSTEMS, C-17 
AIRCRAFT 

DPS9.333 C REMOVING FIRE 
EXTINGUISHING 
AGENTS 

09-MAY-2003 

DPS9.34 R SULFURIC ACID - 
SODIUM DICHROMATE 

ETCH 

02-FEB-2009 

006-LT
Departure to DPS9.34 

SULFURIC ACID- 
SODIUM DICHROMATE 
ETCH 

13-JUL-1995 

GKN-007

Departure to DPS9.34 

SULFURIC ACID - 

SODIUM DICHROMATE 
ETCH 

30-MAY-2014 

DPS9.341 U VAPOR DEGREASING 03-FEB-2012 

001-SCT

Departure to 
DPS9.341 

- VAPOR DEGREASING 29-MAR-2021 

004-HAF
Departure to 
DPS9.341 

VAPOR DEGREASING 08-MAY-2008 

008-GL
Departure to 
DPS9.341 

VAPOR DEGREASING 12-SEP-2008 

014-LT

Departure to 
DPS9.341 

VAPOR DEGREASING 04-OCT-1996 

029-GL
Departure to 
DPS9.341 

A VAPOR DEGREASING 19-OCT-2018 

041-MC
Departure to 
DPS9.341 

VAPOR DEGREASING 11-AUG-2008 

GKN-004
Departure to 

DPS9.341 

VAPOR DEGREASING 15-SEP-2009 

HD-003
Departure to 
DPS9.341 

- VAPOR DEGREASING 07-JUN-2017 

HD-004
Departure to 
DPS9.341 

- VAPOR DEGREASING 07-JUN-2017 

DPS9.341-1 E Aqueous Degreasing 22-FEB-2012 

003-APC
Departure to 
DPS9.341-1 

A AQUEOUS DEGREASING 09-NOV-2018 

006-CAM
Departure to 

DPS9.341-1 

- AQUEOUS DEGREASING 21-MAY-2019 

013-GL
Departure to 
DPS9.341-1 

AQUEOUS DEGREASING 21-DEC-2010 

043-HAF

Departure to 
DPS9.341-1 

A AQUEOUS DEGREASING 18-AUG-2020 

C17-326
Departure to 
DPS9.341-1 

AQUEOUS DEGREASING 26-SEP-2002 

GR-002
Departure to 
DPS9.341-1 

A AQUEOUS DEGREASING 26-FEB-2016 

DPS9.341-2 NEW AQUEOUS DEGREASING 

FOR ALUMINUM 
HONEYCOMB CORE 

12-SEP-1996 
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DPS9.35 C VACUUM DEPOSITED 
ALUMINUM COATING 

31-JUL-1989 

DPS9.351 C CHEMICAL BRIGHT 
DIPPING OF ALUMINUM 

ALLOY 

27-MAY-2003 

DPS9.37 D VARNISH, MOISTURE 
AND FUNGUS 
RESISTANT 

25-JUN-2002 

DPS9.38 A FUNGI TREATMENT - 

SUPERSEDED 

06-MAR-1970 

DPS9.40 C CHROME PICKLE 
TREATMENT FOR 
MAGNESIUM ALLOYS 
(DOW 1 

10-AUG-1990 

DPS9.41 D DICHROMATE 
TREATMENT OF 
MAGNESIUM ALLOYS 
(DOW 7 

18-NOV-1991 

DPS9.43 C SEALED CHROME 
PICKLE PROTECTIVE 
TREATMENT (DOW 10 

25-MAY-1989 

DPS9.441 D ANODIC TREATMENT 
FOR MAGNESIUM (DOW 

17 

30-MAY-1989 

DPS9.45 AW CONVERSION 
COATINGS FOR 
ALUMINUM 

19-MAR-2013 

001-MSA

Departure to DPS9.45 

CONVERSION 

COATINGS FOR 
ALUMINUM 

28-MAR-2006 

002-CMP
Departure to DPS9.45 

A CONVERSION COATING 
FOR ALUMINUM 

07-JAN-2016 

002-SF

Departure to DPS9.45 

CONVERSION 

COATINGS FOR 
ALUMINUM 

27-FEB-2007 

002-SF-R1
Departure to DPS9.45 

CONVERSION 
COATINGS FOR 
ALUMINUM 

15-MAR-2007 

002-WR
Departure to DPS9.45 

CONVERSION 
COATINGS FOR 
ALUMINUM 

15-NOV-2012 

004-MH

Departure to DPS9.45 

CONVERSION 

COATINGS FOR 
ALUMINUM 

06-AUG-1998 

005-BSA
Departure to DPS9.45 

- CONVERSION 
COATINGS FOR 
ALUMINUM 

28-MAY-2019 

008-CAM
Departure to DPS9.45 

- CONVERSION 
COATINGS FOR 
ALUMINUM 

03-JUL-2019 

011-MH
Departure to DPS9.45 

CONVERSION 
COATINGS FOR 

ALUMINUM 

21-FEB-2011 

CF-004
Departure to DPS9.45 

CONVERSION 
COATINGS FOR 
ALUMINUM 

15-DEC-2011 

HB-02
Departure to DPS9.45 

CONVERSION 
COATINGS FOR 
ALUMINUM 

27-OCT-1995 

DPS9.45-1 A APPLICATION OF NON-
CHROMATED SURFACE 

TREATMENTS 

22-APR-2020 

DCNPSO-012384_01
Engineering Order to 
DPS9.45-1 Rev A 

01 DPS9.45-1 DOCUMENT 
CHANGE NOTICE 

22-APR-2020 

DPS9.461 INACT

IVE 

WATERPROOFING 

LEATHER 

02-JAN-1986 
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DPS9.462 C WATERPROOFING 
NYLON FABRIC 

03-APR-1990 

s98-006B
Departure to 

DPS9.462 

WATERPROOFING 
NYLON FABRIC 

09-DEC-2003 

DPS9.480 B CHEMICAL MILLING 
INDEX & GLOSSARY 

22-NOV-1963 

DPS9.481 W CHEMICAL MILLING 
REQUIREMENTS FOR 

ALUMINUM ALLOYS 

26-SEP-2001 

C17-169
Departure to 
DPS9.481 

CHEMICAL MILLING 
REQUIREMENTS FOR 
ALUMINUM ALLOYS 

12-NOV-1997 

DPS9.481-1 U MASKING FOR 

CHEMICAL MILLING 

18-JUN-1996 

DPS9.481-2 AC CHEMICAL MILLING 
PROCEDURES FOR 
ALUMINUM AND 
ALUMINUM-LITHIUM 

ALLOYS 

14-APR-2005 

DPS9.481-3 B TAPER CHEMICAL 
MILLING PROCEDURES 
FOR ALUMINUM ALLOYS 

21-JUL-1988 

DPS9.482 B CHEMICAL MILLING 
REQUIREMENTS FOR 
LOW ALLOY STEELS 

12-FEB-1988 

DPS9.483 AA CHEMICAL MILLING 
TITANIUM ALLOYS 

28-JAN-2003 

C17-441
Departure to 
DPS9.483 

CHEMICAL MILLING 
TITANIUM ALLOYS 

17-JAN-2006 

DPS9.483-1 B CHEMICAL MILLING 
PROCEDURE FOR 

TITANIUM ALLOY - 
SUPERSEDED 

26-MAY-1976 

DPS9.483-2 A TAPER CHEMICAL 
MILLING PROCEDURES 
FOR TITANIUM ALLOYS 

19-AUG-1988 

DPS9.484 D CHEMICAL MILLING 
REQUIREMENTS FOR 
CORROSION RESISTANT 
STEEL ALLOYS 

18-DEC-1995 

028-MC

Departure to 
DPS9.484 

CHEMICAL MILLING 

REQUIREMENTS FOR 
CORROSION RESISTANT 
STEEL ALLOYS 

19-JUL-2000 

DPS9.485 NEW CHEMICAL MILLING 

REQUIREMENTS FOR 
NICKEL BASE ALLOYS 

13-MAR-2001 

DPS9.49 L PHOTOENGRAVING AND 
FINISHING 
NAMEPLATES, ETC. 

18-NOV-1997 

DPS9.505 INACT
IVE 

CERAMIC FILLER - HIGH 
TEMPERATURE 
CASTABLE 

04-AUG-1972 

DPS9.51 NEW CLEANING AIRCRAFT 
FUEL CONTROL 

SCREENS 

29-NOV-1960 

DPS9.52 NEW ELECTROCHEMICAL 
MACHINING GLOSSARY 

20-AUG-1970 

DPS9.54 E ELECTROCHEMICAL 
MACHINING 

17-DEC-1991 

DPS9.55 A ELECTROCHEMICAL 
MACHINING NICKEL 

16-JUL-1990 
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AND NICKEL BASE 
ALLOYS - SUPERSEDED 

DPS9.56 A ELECTROCHEMICAL 
MACHINING TITANIUM 

AND TITANIUM ALLOYS 
- SUPERSEDED 

16-JUL-1990 

DPS9.60 M FABRICATION OF 
PHOTO ETCHED METAL 

MARKINGS 

21-NOV-1997 

s98-006B
Departure to DPS9.60 

FABRICATION OF 
PHOTO ETCHED METAL 
MARKINGS 

09-DEC-2003 

s98-045

Departure to DPS9.60 

FABRICATION OF 

PHOTO ETCHED METAL 
MARKINGS 

05-FEB-1999 

DPS9.60-1 A FABRICATION OF 
METALPHOTO METAL 
MARKINGS 

23-OCT-2000 

048-MC
Departure to 
DPS9.60-1 

FABRICATION OF 
METALPLATE METAL 
MARKINGS 

19-AUG-2011 

DPS9.64 H ELECTROPOLISHING 

CORROSION RESISTANT 
STEELS 

13-OCT-1998 

DPS9.67 AA Electroless Nickel Plating 22-SEP-2011 

001-CMP

Departure to DPS9.67 

ELECTROLESS NICKEL 

PLATING 

14-MAY-2009 

020-HAF
Departure to DPS9.67 

B ELECTROLESS NICKEL 
PLATING 

05-MAR-2021 

CP-50
Departure to DPS9.67 

ELECTROLESS NICKEL 
PLATING 

02-FEB-1989 

DPS9.67-1 D ELECTROLESS NICKEL 

PLATING, PROCEDURES 
FOR - SUPERSEDED 

05-DEC-1972 

DPS9.67-2 A ELECTROLESS NICKEL 
PLATING - DC-10/MD-
11 MAIN LANDING 

GEAR TRUCK BEAM 
LUBE HOLE 

11-JAN-1996 

s98-006B
Departure to 
DPS9.67-2 

ELECTROLESS NICKEL 
PLATING - DC-10/MD-
11 MAIN LANDING 

GEAR TRUCK BEAM 
LUBE HOLE 

09-DEC-2003 

DPS9.68 H SILVER PLATING 18-NOV-1991 

DPS9.69 K COPPER PLATING 18-AUG-1995 

DPS9.70 B BLACK CHROMIUM 
PLATE, REQUIREMENTS 
FOR 

19-JAN-1988 

DPS9.71 AG Chromium Plating 10-MAR-2014 

001-SPC
Departure to DPS9.71 

CHROMIUM PLATING 03-NOV-2010 

002-CAM
Departure to DPS9.71 

B CHROMIUM PLATING 04-AUG-2020 

024-GL
Departure to DPS9.71 

CHROMIUM PLATING 25-FEB-2014 

037-HAF
Departure to DPS9.71 

B CHROMIUM PLATING 01-APR-2019 
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HX-001
Departure to DPS9.71 

NEW CHROMIUM PLATING 02-SEP-2015 

KE003
Departure to DPS9.71 

CHROMIUM PLATING 15-JUN-2011 

SN004
Departure to DPS9.71 

- CHROMIUM PLATING 15-FEB-2018 

UT-001
Departure to DPS9.71 

B CHROMIUM PLATING 15-MAR-2019 

DPS9.72 C RHODIUM PLATING 02-JUL-1990 

DPS9.73 A SOLDER PLATING 14-JUN-1990 

DPS9.74 AD CADMIUM PLATING 17-NOV-2014 

DPS9.76 J ELECTROLYTIC NICKEL 
PLATING 

31-JAN-1992 

DPS9.76-1 U SULFAMATE NICKEL 
PLATING 

29-JAN-2016 

003-SPC

Departure to 
DPS9.76-1 

A SULFAMATE NICKEL 

PLATING 

12-MAR-2021 

008-GR
Departure to 
DPS9.76-1 

SULFAMATE NICKEL 
PLATING 

08-SEP-2014 

011-CAM
Departure to 
DPS9.76-1 

A SULFAMATE NICKEL 
PLATING 

21-OCT-2020 

026-GL

Departure to 
DPS9.76-1 

SULFAMATE NICKEL 

PLATING 

19-AUG-2014 

029-HAF
Departure to 
DPS9.76-1 

E SULFAMATE NICKEL 
PLATING 

30-MAY-2019 

HD002
Departure to 
DPS9.76-1 

A SULFAMATE NICKEL 
PLATING 

12-MAY-2016 

SN006
Departure to 

DPS9.76-1 

- SULFAMATE NICKEL 
PLATING 

23-OCT-2018 

SU002
Departure to 
DPS9.76-1 

NEW SULFAMATE NICKEL 
PLATING 

11-JUL-2012 

DPS9.77 C GOLD PLATING 20-DEC-1989 

DPS9.78 D IDENTIFICATION OF 
PLATED BRASS PARTS 

25-JUN-2002 

DPS9.79 G IDENTIFICATION OF 
PLAIN METAL WASHERS 

25-JUN-2002 

DPS9.80 A VACUUM DEPOSITED 
CADMIUM, 
REQUIREMENTS FOR 

19-JAN-1988 

DPS9.82 B ZINC PLATING - 
SUPERSEDED 

05-JAN-1996 

DPS9.83 N METALLIZING 12-APR-1990 

DPS9.84 L 19-OCT-2006 
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THIN DENSE CHROMIUM 
PLATE 

005-GL
Departure to DPS9.84 

THIN DENSE CHROMIUM 
PLATE 

17-AUG-2007 

DPS9.84-1 D THIN DENSE CHROMIUM 
PLATE PROCEDURE - 
SUPERSEDED 

10-DEC-1999 

DPS9.85 H PLASMA ARC SPRAYING 30-MAR-1993 

DPS9.86 J ELECTRODEPOSITED 
TIN PLATING 

06-FEB-1992 

DPS9.87 SUPER
SEDED 

HIGH TEMPERATURE 
COATINGS FOR NON-
CORROSION RESISTANT 

STEELS - SUPERSEDED 

21-SEP-1961 

DPS9.88 D LOW HYDROGEN 
EMBRITTLEMENT (LHE) 
ZINC-NICKEL PLATING 
FOR HIGH STRENGTH 

STEEL 

13-MAY-2020 

DCNPSO-012512_01
Engineering Order to 
DPS9.88 Rev D 

01 DPS9.88 DOCUMENT 
CHANGE NOTICE 

13-MAY-2020 

DPS9.89 P BRUSH PLATING 13-OCT-2011 

009-HAF
Departure to DPS9.89 

A BRUSH PLATING 19-JUN-2019 

C17-228
Departure to DPS9.89 

BRUSH PLATING 26-MAY-1999 

DPS9.89-1 NEW BRUSH NICKEL PLATING 10-DEC-2009 

DPS9.95 NEW PLASMA ARC SPRAYED 
COATINGS ON 
COLUMBIUM 

04-AUG-2000 

DPS9.96 C FUSED HARD 
SURFACING 

16-NOV-1989 

DPS9.97 B COSMETIC PLASMA 
SPRAY OF 2024-T3 
ALCLAD ALUMINUM 

SKINS 

13-JUL-1994 

DPS9.98 D DETONATION GUN 
DEPOSITED COATINGS 

06-SEP-2013 

003-PAS
Departure to DPS9.98 

18-OCT-2012 

DPS9.99 C HIGH VELOCITY 

OXYFUEL (HVOF) 
DEPOSITED COATINGS 

22-AUG-2013 

001-WR ALC
Departure to DPS9.99 

A HIGH VELOCITY 
OXYFUEL (HVOF) 

DEPOSITED COATINGS 

21-MAY-2018 

018-HAF
Departure to DPS9.99 

D HIGH VELOCITY 
OXYFUEL (HVOF) 
DEPOSITED COATINGS 

30-AUG-2019 

C17-519

Departure to DPS9.99 

HIGH VELOCITY 

OXYFUEL (HVOF) 
DEPOSITED COATINGS 

07-MAY-2014 

DPS9.99-1 NEW HIGH VELOCITY 
OXYFUEL (HVOF) 
DEPOSITION COATING 

USING TUNGSTEN 
CARBIDE-COBALT-

16-APR-2010 
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CHROME ON 300M AND 
HYTUF STEELS 
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