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Number Rev Title Release
Date

1P20001 G ADHESIVE, EPOXY 

BASE, 
MULTICOMPONENT 

02-SEP-1999 

1P20003 C POTTING COMPOUND, 
EPOXY, ROOM 
TEMPERATURE CURE 

31-OCT-2012 

1P20008 B ENAMEL, UREA 
FORMALDEHYDE, 
BAKING, LUSTERLESS, 
HIGH TEMPERATURE 

AND SOLVENT 
RESISTANT 

01-APR-1965 

1P20016 G POTTING, COATING 
AND CABLE MOLDING 
COMPOUND, 

POLYURETHANE 

29-FEB-1992 

1P20025 G ADHESIVE, MODIFIED 
EPOXY, FLEXIBLE 

24-SEP-2020 

DCNPSO-013793_01
Engineering Order to 
1P20025 Rev G 

01 1P20025 DOCUMENT 
CHANGE NOTICE 

24-SEP-2020 

1P20040 F PRIMER, SILICONE 
RESIN BASE 

28-JUN-2018 

DCNPSO_005264_01
Engineering Order to 
1P20040 Rev F 

01 1P20040 DOCUMENT 
CHANGE NOTICE 

28-JUN-2018 

1P20047 D FORGINGS, TITANIUM 
ALLOY, 6AL-4V 

25-JUL-1972 

1P20051 E TAPE, FLUID LINE 
IDENTIFICATION, 
PRESSURE SENSITIVE 

20-DEC-2016 

1P20063 NEW HONEYCOMB CORE, 
ALUMINUM ALLOY 
(5052) 

20-SEP-1963 

1P20066 B PRIMER, FOR 

POLYURETHANE TO 
METAL NEOPRENE AND 
VINYL 

02-JUN-1964 

1P20089 F ADHESIVE, 
ELECTRICALLY 
CONDUCTIVE, ROOM 

TEMPERATURE CURE 

11-MAY-2020 
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DCNPSO-012857_01
Engineering Order to 
1P20089 Rev F 

01 1P20089 DOCUMENT 
CHANGE NOTICE 

11-MAY-2020 

1P20091 H COATING, SILICONE, 

HIGH TEMPERATURE 
THERMAL BARRIER 

28-JUN-2018 

DCNPSO-005259_01
Engineering Order to 

1P20091 Rev H 

01 1P20091 DOCUMENT 
CHANGE NOTICE 

28-JUN-2018 

1P20098 A ADHESIVE, 
POLYSULFIDE, 
CRYOGENIC RESISTANT 

11-JAN-1966 

1P20100 C GLASS FABRIC, 

PHENOLIC RESIN 
PREIMPREGNATED, B 
STAGE VACUUM BAG 
LAMINATING 

15-SEP-1995 

1P20109 B LUBRICANT, FLUID, 
PROPELLANT SYSTEMS 
COMPATIBLE 

05-OCT-2006 

1P20111 C PRIMER, SILICONE 
RESIN BASE 

09-OCT-2017 

DCNPSO-002823_01
Engineering Order to 
1P20111 Rev C 

01 1P20111 DOCUMENT 
CHANGE NOTICE 

09-OCT-2017 

1P20119 G GAS, SHIELDING, 
HELIUM, ARGON, 

OXYGEN MIXTURE - FOR 
WELDING 

27-SEP-2000 

STM0006 E COATING, THERMAL 
CONTROL, POTASSIUM 
SILICATE-ZINC OXIDE 

04-JUN-2019 

DCNPSO-008501_01

Engineering Order to 
STM0006 Rev E 

01 STM0006 DOCUMENT 

CHANGE NOTICE 

04-JUN-2019 

STM0013 A FILM, TRANSPARENT, 
FLEXIBLE, HEAT 

SEALABLE, FOR 
PACKAGING 
APPLICATIONS 

19-NOV-1969 

STM0022 E SEALANT, RTV 
SILICONE, GENERAL 

PURPOSE 

27-NOV-2002 

STM0037 A RUBBER, 
POLYURETHANE (85-95 
¿A¿ SHORE) 

08-JUL-1971 

STM0043 B GLASS CLOTH, 
PREIMPREGNATED, 
EPOXY RESIN, ¿B¿ 
STAGE 

09-AUG-1988 

STM0054 K PLASTIC SHEET, 
LAMINATED, THIN, 

COPPER CLAD 

04-AUG-1987 

STM0055 D FABRIC, GLASS ¿B¿ 
STAGE, EPOXY 
IMPREGNATED, FOR 

14-SEP-1984 

STM0057 B 18-OCT-2012 
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PRIMER FOR 
POLYURETHANE TO 
METAL, PLASTIC, AND 
ELASTOMERS 

STM0063 A POTTING AND CABLE 
MOLDING COMPOUND, 
POLYURETHANE 

14-NOV-1968 

STM0065 A COMPOUND, THERMAL 
JOINT 

24-MAR-1970 

STM0069 L TUBING, HEAT 
SHRINKABLE, 
ELECTRICAL 

INSULATION 

07-MAY-2020 

DCNPSO-012801_01
Engineering Order to 
STM0069 Rev L 

01 STM0069 DOCUMENT 
CHANGE NOTICE 

07-MAY-2020 

STM0086 B FABRIC, HIGH SILICA, 

WOVEN 

16-APR-1987 

STM0169 A ENAMEL, SILK SCREEN 21-MAY-1969 

STM0219 A AIR, HIGH PURITY, DRY 31-AUG-1967 

STM0239 E RUBBER, BUTYL, HIGH 

TEMPERATURE, LOW 
COMPRESSION SET 

13-FEB-2003 

STM0248 C INK, SILK SCREEN, 
CATALYZED 

20-AUG-1970 

STM0257 D INK, RUBBER STAMP 05-DEC-2018 

DCNPSO-006351_01
Engineering Order to 

STM0257 Rev D 

01 STM0257 DOCUMENT 
CHANGE NOTICE 

05-DEC-2018 

STM0334 E WITHDRAWN - LEAK 
TEST SOLUTION 
(LIQUID OXYGEN 
COMPATIBLE) 

04-MAR-2015 

STM0344 D TAPE, IMPREGNATED, 
LACING AND TYING 

15-APR-2014 

STM0363 E SUBSTRATES FOR 
THICK FILM CIRCUITS 

02-NOV-1999 

STM0375 A LUBRICANT, SOLID 
FILM, EXTREME 
ENVIRONMENT 

03-APR-1968 

STM0381 NEW SEALANT, SILICONE, 

HIGH TEAR STRENGTH 

24-JUN-1968 
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STM0391 F FUSE, DETONATING, 
PENTAERYTHRITE 
TETRANITRATE (PETN) 

01-AUG-2000 

STM0394 NEW DETERGENT, 
SYNTHETIC, NONIONIC 

25-JAN-1968 

STM0396 B RUBBER SILICONE: 
REDUCED AND 
ELEVATED 

TEMPERATURE 

12-JUN-1970 

STM0397 A TUBING, STEEL, 
CORROSION-
RESISTANT, 304L 
ANNEALED, 

11-MAR-1969 

STM0403 NEW NEW PRIMER, 
POLYIMIDE ADHESIVE 

07-AUG-1968 

STM0431 C DIELECTRIC INKS FOR 
THICK FILM CIRCUITS 

01-NOV-1999 

STM0432 D CONDUCTOR INKS FOR 
THICK FILM CIRCUITS 

01-NOV-1999 

STM0433 H RESISTOR PASTES FOR 

THICK FILM CIRCUITS 

02-NOV-1999 

STM0436 A PLATES AND FOILS, 
PHOTOGRAPHIC 
(PHOTOSENSITIVE 

16-FEB-1993 

STM0437 NEW TAPE, HEAT 
SHRINKABLE, 
POLYOLEFIN 

17-JUL-1968 

STM0446 NEW PLASTIC FOAM, 

POLYURETHANE, 
POROUS, HIGH 
DENSITY 

23-APR-1968 

STM0454 F INSULATION, EPOXY 
ABLATIVE 

29-OCT-2002 

STM0455 B TOPCOAT, INSULATION, 
EPOXY ABLATIVE 

20-JAN-1989 

STM0472 NEW SLEEVING, NYLON, 

BRAIDED 

19-AUG-1968 

Page 4 of 23PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



STM0473 NEW SLEEVING, 
POLYTETRAFLUOROETH
YLENE, BRAIDED 

19-AUG-1968 

STM0478 C TAPE, POLYIMIDE, 
PRESSURE SENSITIVE 

29-OCT-2019 

DCNPSO-011017_01
Engineering Order to 
STM0478 Rev C 

01 STM0478 DOCUMENT 
CHANGE NOTICE 

29-OCT-2019 

STM0484 R FABRIC, BETA GLASS, 
FLUOROPOLYMER RESIN 

COATED 

16-SEP-2009 

STM0502 D FASTENER, HOOK AND 
LOOP, NON-FLAMMABLE 

19-JUN-1981 

STM0503 D INSULATION, BLANKET, 
REFRACTORY 

10-JAN-1989 

STM0504 NEW THREAD, SEWING, 
QUARTZ 

22-APR-1969 

STM0505 A FABRIC, QUARTZ 01-JUL-1997 

STM0506 B SLEEVING, QUARTZ, 
BRAIDED 

15-DEC-1981 

STM0512 D YARN, METALLIC 

FILAMENT 

06-DEC-1999 

STM0525 B FILM, POLYETHYLENE 
TEREPHTHALATE, 
ALUMINIZED 

29-OCT-1982 

STM0530 B GLASS FABRIC, "B" 
STAGE, POLYIMIDE 
RESIN, IMPREGNATED 

28-MAR-1980 

STM0532 A COATING COMPOUND, 

ELECTRICAL, QUICK 
DRYING 

02-MAR-1979 

STM0533 NEW THREAD, GLASS, 
POLYTETRAFLUOROETH
YLENE COATED 

08-APR-1969 

STM0535 A 18-JUN-1974 
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INSULATION SLEEVING, 
ELECTRICAL, HEAT 
SHRINKABLE 

STM0536 NEW COATING, LOW 
FRICTION 

26-FEB-1970 

STM0537 A PAINT, FLAT BLACK, 
TEMPERATURE 

CONTROL 

05-MAR-1970 

STM0538 NEW PAINT, FLAT WHITE, 
TEMPERATURE 
CONTROL 

18-FEB-1970 

STM0548 A ADHESIVE, HIGH 
TEMPERATURE, LOW 
VISCOSITY 

07-JUL-1983 

STM0564 F RUBBER, 
FLUOROCARBON 

25-FEB-1972 

STM0566 C ADHESIVE, EPOXY, 
FLEXIBLE, FOR 
ELECTRICAL 

APPLICATIONS 

14-SEP-2012 

STM0573 D ADHESIVE, 
ELECTRICAL, PASTE 

03-AUG-1990 

STM0575 B GAS, SHIELDING, 

ARGON, HIGH PURITY, 
INDUCTION BRAZING 

29-JUN-1982 

STM0576 NEW GLASS BEADS: FOR 
CLEANING AND 
PEENING 

26-NOV-1969 

STM0577 F FABRIC, AROMATIC 
POLYAMIDE, TUBULAR-
WOVEN 

26-AUG-1997 

STM0584 A METAL, FOR PLASMA 

ARC SPRAY 

28-JAN-1972 

STM0585 J INSULATION, CORK 
COMPOSITE 

14-JAN-2021 

DCNPSO-015001_01
Engineering Order to 
STM0585 Rev J 

01 STM0585 DOCUMENT 
CHANGE NOTICE 

14-JAN-2021 

STM0589 NEW SOLVENT, CLEANING, 

GENERAL SERVICE 

11-MAR-1970 

Page 6 of 23PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



STM0592 A RUBBER, FOOD GRADE 09-DEC-1970 

STM0598 C WITHDRAWN - 
ADHESIVE, SILICONE 

PASTE, LOW 
OUTGASSING 

31-JAN-2013 

STM0599 A CANCELED - TAPE, 
FLUID LINE 
IDENTIFICATION, 

ANODIZED ALUMINUM, 
PRESSURE SENSITIVE 

27-NOV-2017 

DCNPSO-003227_01
Engineering Order to 
STM0599 Rev A 

01 STM0599 DOCUMENT 
CHANGE NOTICE 

27-NOV-2017 

STM0604 A TAPE, ADHESIVE, 
TRANSFER 

24-OCT-2002 

STM0605 E FABRIC, MESH, 
POLYESTER 

08-SEP-1987 

STM0606 A CANCELED - FILM, FEP 
FLUOROCARBON, 
PRESSURE SENSITIVE 

ADHESIVE 

07-NOV-2017 

DCNPSO-002991_01
Engineering Order to 
STM0606 Rev A 

01 STM0606 DOCUMENT 
CHANGE NOTICE 

07-NOV-2017 

STM0617 E COMPOUND, 

THIXOTROPIC, 
FILLETING 

15-OCT-2012 

STM0620 A INSULATION, ABLATIVE, 
RTV SILICONE 

04-MAY-1999 

STM0633 D CANCELED - CARBON 
CLOTH, FILLED 
PHENOLIC 
IMPREGNATED 

05-DEC-2017 

DCNPSO-003276_01
Engineering Order to 
STM0633 Rev D 

01 STM0633 DOCUMENT 
CHANGE NOTICE 

05-DEC-2017 

STM0644 A PRIMER, PIGMENTED, 

CATALYZED EPOXY 
CORROSION 
INHIBITING 

18-JUN-1991 

STM0647 A SILICONE, ROOM 
TEMPERATURE 
VULCANIZING, 

THERMALLY 
CONDUCTIVE 

24-OCT-2012 

STM0648 F SEALANT, ROOM 
TEMPERATURE 
VULCANIZING 

SILICONE, LOW 
OUTGASSING 

14-AUG-2017 
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DCNPSO-001915_01
Engineering Order to 
STM0648 Rev F 

01 STM0648 DOCUMENT 
CHANGE NOTICE 

14-AUG-2017 

STM0649 NEW BRAIDING YARN, 

NYLON, AROMATIC 
NON-MELTING 

20-AUG-1973 

STM0663 G INSULATION, FIBROUS 
GLASS, SILICONE 

BINDER 

08-OCT-2002 

STM0681 B CANCELED - FILM, 
POLYIMIDE, GOLD 
METALLIZED 

18-JAN-2018 

DCNPSO-003625_01

Engineering Order to 
STM0681 Rev B 

01 STM0681 DOCUMENT 

CHANGE NOTICE 

18-JAN-2018 

STM0683 A TAPE: HEAT-
REFLECTIVE, 

PRESSURE-SENSITIVE, 
ALUMINUM 

27-JUL-2001 

STM0684 B STEEL BAR, ALLOY HOT 
ROLLED - RELAY 

15-AUG-1978 

STM0685 C PRIMER, SPACE SYSTEM 03-AUG-2016 

STM0691 E FILM, POLYIMIDE, 
ALUMINIZED 

29-MAR-1996 

STM0693 D CANCELED - FABRIC, 
GLASS, RESIN 
IMPREGNATED 

30-JAN-2018 

DCNPSO_003782_01
Engineering Order to 

STM0693 Rev D 

01 STM0693 DOCUMENT 
CHANGE NOTICE 

30-JAN-2018 

STM0694 A TAPE, LACING, ARAMID 12-OCT-2012 

STM0695 E TAPE, PRESSURE 

SENSITIVE, POLYIMIDE, 
HEAT RESISTANT 

30-JUN-2009 

STM0698 A WIRE ROPE, FLEXIBLE, 
FOR AIRCRAFT 

CONTROL 

05-FEB-1981 

STM0701 A ADHESIVE, ATTACH 
MICROELECTRONIC 
COMPONENTS 

03-MAR-1982 

STM0702 NEW NWIRE, HIGH PURITY 
GOLD 

11-DEC-1979 

STM0703 E COATING, THERMAL 
INSULATION, ABLATIVE, 

LOW DENSITY 

07-MAR-1991 
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STM0704 D COATING, SILICONE, 
SILVER, ELECTRICALLY 
CONDUCTIVE 

07-MAR-1991 

STM0705 B WITHDRAWN - 
COATING, SILICONE, 

WHITE, FOR THERMAL 
CONTROL 

09-JUL-2008 

STM0706 D ADHESIVE, SILICONE, 
ROOM TEMPERATURE 
VULCANIZING, LOW 

OUTGASSING 

28-APR-1992 

STM0707 D SOLDER PASTE, 
MICROELECTRONIC 
GRADE 

04-AUG-1987 

STM0708 E ADHESIVE, FILM, 
SUBSTRATE BONDING 

24-APR-2014 

STM0711 B TAPE, PRESSURE 
SENSITIVE ACRYLIC 
ADHESIVE, GLASS 
FABRIC, ELECTRICAL 

INSULATION 

19-JUL-2011 

STM0712 D PASTE CONDUCTOR, 
FOR HYBRID 
MICROCIRCUITS 

19-APR-1988 

STM0713 D PASTE, DIELECTRIC, 
FOR HYBRID 
MICROCIRCUITS 

01-MAY-1989 

STM0717 A FILM, ADHESIVE 26-NOV-1980 

STM0718 D FILM, POLYIMIDE 
COVER, ADHESIVE 
COATED 

31-JAN-1985 

STM0719 C POLYIMIDE, COPPER 
CLAD 

31-JAN-1985 

STM0723 A CANCELED - SEALANT, 
SILICONE, HYPERGOLIC 
PROPELLANT 
RESISTANT 

08-FEB-2019 

DCNPSO-007083_01

Engineering Order to 
STM0723 Rev A 

01 STM0723 DOCUMENT 

CHANGE NOTICE 

08-FEB-2019 

STM0724 C THERMAL CONTROL 
COATING 

20-DEC-2002 

STM0725 NEW FABRIC, GLASS, EPOXY 
RESIN IMPREGNATED 

08-JUL-1981 

STM0726 NEW INSPECTION 
MATERIALS, 
PENETRANT 

31-JUL-1981 

STM0728 NEW HIGH-
COMPRESSIBILITY 
POWDER IRON ALLOY 

10-DEC-1981 

STM0730 D ADHESIVE, EPOXY, 

CRYOGENIC, AND 
ELEVATED 
TEMPERATURE 
RESISTANCE 

16-JUL-1985 

STM0732 M FABRIC, FIBERGLASS, 

EPOXY IMPREGNATED 

13-NOV-2003 

STM0733 C 23-JAN-1996 
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CLOTH, CARBON/EPOXY 
PREIMPREGNATED 

STM0734 F PREPREG, 
UNIDIRECTIONAL, 

CARBON/EPOXY 

29-JAN-1996 

STM0736 B ADHESIVE PRIMER, 
CORROSION 
INHIBITING 

27-MAR-1986 

STM0737 H ADHESIVE, EPOXY, 

HIGH STRENGTH 

16-JUN-2000 

STM0738 NEW COATING, CORROSION 
PREVENTIVE, WAX, 
AEROSOL 

15-OCT-1982 

STM0739 A ADHESIVE PRIMER, 
ADHESION PROMOTER 
FOR SILICONE 
ADHESIVES 

19-OCT-2017 

DCNPSO-002889_01

Engineering Order to 
STM0739 Rev A 

01 STM0739 DOCUMENT 

CHANGE NOTICE 

19-OCT-2017 

STM0741 A EPOXY, LOW 
VISCOSITY, POTTING 
COMPOUND 

29-JAN-1985 

STM0742 NEW ADHESIVE, ELASTOMER, 
HEATSETTING 

29-MAR-1983 

STM0743 - RUBBER, 

EPICHLOROHYDRIN, 
FATIGUE RESISTANT 

26-MAY-1983 

STM0744 A LUBRICATING OIL, 
SYNTHETIC 

05-JUL-1988 

STM0746 A RUBBER, ETHYLENE 

PROPYLENE, 60 SHORE 
¿A¿ HARDNESS 

23-APR-1985 

STM0747 A RUBBER, 
CHLOROBUTYL, 50 AND 
70 SHORE ¿A¿ 

HARDNESS 

18-MAR-1986 

STM0748 D PLASTIC MARKERS, 
LABELING AND 
IDENTIFICATION 

15-OCT-2012 

STM0749 B SLEEVING, 

EXPANDABLE, BRAIDED 

31-OCT-2012 

STM0750 F PLASTIC SHEET, 
LAMINATED, GLASS-

POLYIMIDE RESIN, 
COPPER-CLAD 

14-DEC-1988 

STM0751 A FABRIC, GLASS, 
POLYIMIDE RESIN 
IMPREGNATED, 
B-STAGE, FOR PRINTED 

WIRING BOARDS 

03-MAR-1988 

STM0752 F SOLVENT CLEANING 06-DEC-2000 
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STM0755 NEW WIRE FABRIC, STEEL, 
WELDED 

13-FEB-1986 

STM0757 C ROVING/TAPE, CARBON 
EPOXY, 

PREIMPREGNATED 

03-AUG-1988 

STM0758 D FABRIC, HIGH SILICA, 
¿B¿ STAGE PHENOLIC 

24-MAR-1988 

STM0760 NEW PRIMER, ADHESIVE, 
CORROSION RESISTANT 

05-OCT-1987 

STM0761 C FABRIC, GLASS, EPOXY 
PREIMPREGNATED 

15-JAN-1988 

STM0763 E FABRIC, HIGH SILICA, 
PHENOLIC 
IMPREGNATED 

02-JUN-1992 

STM0764 B PRIMER, EPOXY, 
CHLORINATED 
SOLVENT, CORROSION 
INHIBITING 

25-JUL-1989 

STM0765 B ENAMEL, EPOXY, 

CHLORINATED SOLVENT 

03-OCT-1988 

STM0766 NEW FABRIC, QUARTZ 
PHENOLIC 

08-MAY-1987 

STM0767 B TAPE, CARBON 
BISMALEIMIDE, 
UNIDIRECTIONAL 

10-APR-1989 

STM0768 C FABRIC, GLASS FIBER, 

BISMALEIMIDE 
IMPREGNATED 

22-AUG-1990 

STM0772 NEW SILICONE COMPOUND-
GAP FILLER, LOW 
VISCOSITY 

26-AUG-1987 

STM0775 NEW COATING, FUNGUS 
RESISTANCE 

28-MAR-1988 

STM0777 NEW 20-JUL-1988 
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LUBRICANT GREASE, 
NON-DRYING, PTFE, 
ROCKET PROPELLANT 

STM0778 NEW COATING, AROMATIC 
POLYURETHANE, 
MOISTURE CURING 

07-MAR-1988 

STM0781 NEW PAINT, BLACK, 
POLYURETHANE-BASE, 

THERMAL CONTROL 

24-FEB-1988 

STM0783 A LUBRICATING GREASE, 
SYNTHETIC, LOW-
OUTGASSING, RUST 

PREVENTATIVE, LOW 
TEMPERATURE, ROCKET 
PROPELLANT 
COMPATIBLE 

28-OCT-2008 

STM0784 D COMPOUND, 

ELECTRICALLY 
CONDUCTIVE 

31-OCT-2012 

STM0786 B RUBBER, SILICONE, 
EXPANDED, PRESSURE 
SENSITIVE ADHESIVE 

24-JUL-1990 

STM0787 A CORD, DETONATING 
PENTAERYTHRITE 
TETRAMITRATE (PETN) 

25-SEP-1989 

STM0789 NEW HIGH TEMPERATURE, 

EPOXY BLEND 
LAMINATE FOR HIGH 

09-FEB-1990 

STM0790 E PAINT, CONDUCTIVE 04-MAY-2006 

STM0791 B PRIMER, IMPACT 
RESISTANT 

10-FEB-1998 

STM0792 B TOPCOAT, ALIPHATIC 

POLYURETHANE 

20-JUN-1997 

STM0793 A CANCELED - TAPE, 
FLUID LINE 

IDENTIFICATION, 
PRESSURE SENSITIVE 

25-JUN-2019 

DCNPSO-009339_01
Engineering Order to 
STM0793 Rev A 

01 STM0793 DOCUMENT 
CHANGE NOTICE 

25-JUN-2019 

STM0794 A SEALANT, SILICONE, 
LOW OUTGASSING 

27-JUL-1992 

STM0800 NEW INSULATING 

COMPOUND, 

10-JAN-1992 
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ELECTRICAL 
EMBEDDING 

STM0801 NEW COMPOUND, 
THIXOTROPIC, 
COMPONENT 
ANCHORING 

10-JAN-1992 

STM0803 NEW NEW (CS) INSULATING 
COMPOUND, 

ELECTRICAL (FOR 
COATING 

10-JAN-1992 

STM0804 A PRIMER, HIGH SOLIDS, 
EPOXY, CORROSION 
INHIBITING 

13-JUN-1991 

STM0805 C ENAMEL, 
POLYURETHANE, HIGH 
SOLIDS 

10-AUG-2004 

STM0806 A ENAMEL, ALKYD, SEMI-
GLOSS LOW VOC 

CONTENT 

01-OCT-1993 

STM0807 A COATING, ORGANIC, 
REMOVABLE, 
CORROSION-

PREVENTIVE METAL 
PROTECTOR 

27-NOV-2012 

STM0808 B TAPE, LACING, KEVLAR, 
POLYURETHANE 
COATED 

10-MAR-2006 

STM0809 B FABRIC, BETAGLASS, 
POLYTETRAFLUOROETH
YLENE COATED, SINGLE 
SIDE ALUMINIZED, NO 
SILICONE ADDED 

22-MAR-1999 

STM0810 E TAPE, TEFLON, 
SILVERIZED 

11-AUG-2000 

STM0812 NEW COATING, THERMAL 

CONTROL, GLOSS 
WHITE, EPOXY 

06-MAR-1992 

STM0813 NEW CLEANER, 
ENVIRONMENTALLY 
SAFE 

06-MAR-1992 

STM0814 A ALUMINUM ALLOY 7075 
ALCLAD SHEET AND 
PLATE 

29-APR-1993 

STM0815 A ALUMINUM ALLOY 7075 

SHEET AND PLATE, 
SPECIAL THICKNESS 

10-SEP-1998 

STM0819 NEW PRIMER, SILICONE, 
HIGH SOLIDS 

16-SEP-1992 
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STM0820 F LABEL, PRESSURE-
SENSITIVE, ANODIZED 
ALUMINUM FOIL, LINE-
CONTENT 
IDENTIFICATION 

24-SEP-1998 

STM0821 NEW TAPE, ADHESIVE, 
PRESSURE SENSITIVE, 
TRANSFER 

15-JUN-1993 

STM0822 B SINGLE COMPONENT 
ACRYLIC CARRIER, 

SOLVENT BASED, FOR 
ANODIZED ALUMINUM 

24-MAY-1996 

STM0823 B FABRIC, CARBON, 
RESIN PRE-
IMPREGNATED 

31-OCT-1995 

STM0824 C FABRIC, ARAMID, RESIN 
PRE-IMPREGNATED 

27-SEP-1995 

STM0825 B ADHESIVE, FILM, 

STRUCTURAL 

25-APR-1995 

STM0826 A POTTING COMPOUND, 
HONEYCOMB 
REINFORCING 

26-JUL-1993 

STM0828 A INSULATION SLEEVING, 
ELECTRICAL, HEAT 
SHRINKABLE, 
POLYVINYLIDENE 

FLUORIDE SEMI-RIGID, 
CROSSLINKED 

31-OCT-2012 

STM0829 A ADHESIVE, CORE 
SPLICING AND CORE TO 
INTEGRAL MEMBER 

09-JUN-1995 

STM0830 A LAMINATE, 
DECORATIVE 

22-FEB-1996 

STM0831 A FOAM, POLYIMIDE 07-SEP-1995 

STM0832 NEW ADHESIVE, CONTACT 11-AUG-1993 

STM0833 D SUPERSEDED - SEALING 
COMPOUND, 
TEMPERATURE-
RESISTANT, INTEGRAL 

FUEL TANKS AND FUEL 

11-JUL-2006 
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CELL CAVITIES, HIGH 
ADHESION 

STM0834 NEW TAPE, ADHESIVE, 
ALUMINUM AND GLASS 

13-DEC-1993 

STM0835 C TAPE, SILICONE FOAM, 
ADHESIVE-BACKED 

27-JAN-2006 

STM0837 H PREPREG, WOVEN, 
STANDARD MODULUS 
CARBON/EPOXY 

20-DEC-1999 

STM0838 B FOAM, RIGID, CLOSED 

CELL, 
POLYMETHACRYLIMIDE 

09-APR-2002 

STM0839 F CORE, FOAM, 
SYNTACTIC EPOXY 

13-NOV-2000 

STM0841 NEW THREAD, BETA GLASS 21-DEC-1994 

STM0842 E ADHESIVE, FILM, 

EPOXY, 350F CURE 

12-JUN-2001 

STM0843 NEW SEALING, LUBRICATING 
& WICKING 
COMPOUNDS 

11-JAN-1995 

STM0844 B FOAM, 
POLYISOCYANURATE, 
SHEET, RIGID, CLOSED 
CELL 

24-MAY-1996 

STM0845 D ELASTOMERIC 

MATERIAL, THERMALLY 
CONDUCTIVE, 
REINFORCED SILICONE, 
BORON NITRIDE FIBER 
FILLED 

18-NOV-2013 

STM0846 A COATING, ORGANIC, 
HIGH TEMPERATURE 

20-JAN-1998 

STM0847 A CHEMICAL 

CONVERSION 
MATERIALS FOR 
COATING ALUMINUM 
AND ALUMINUM ALLOYS 
FOR LOW ELECTRICAL 

RESISTANCE 
APPLICATIONS 

02-SEP-2014 

STM0848 G PREPREG, WOVEN, 
HIGH MODULUS, 
CARBON/EPOXY 

10-JUL-1995 

STM0849 NEW 12-APR-1996 

Page 15 of 23PSDS 10.2 Window

4/12/2021https://psds.web.boeing.com/psds/servlet/Psds?action=SearchStandards&displayMode=-1...



SOLVENT, HANDWIPE, 
LOW VAPOR PRESSURE, 
ALIPHATIC 
HYDROCARBON 

STM0850 C THREAD, GLASS, 
POLYTETRAFLUOROETH
YLENE-COATED 

20-OCT-2000 

STM0851 B LUBRICANT, 
FLUOROCARBON 

DISPERSION 

05-DEC-2018 

DCNPSO-006585_01
Engineering Order to 
STM0851 Rev B 

01 STM0851 DOCUMENT 
CHANGE NOTICE 

05-DEC-2018 

STM0852 D LABEL PRESSURE-

SENSITIVE, ANODIZED 
ALUMINUM FOIL, LINE-
CONTENT 
IDENTIFICATION, 

SPACE STABLE 

30-JUN-1999 

STM0853 E PREPREG, WOVEN, 
CARBON/EPOXY AND 
WOVEN GLASS/EPOXY, 
LOW TEMPERATURE 

CURE 

16-NOV-1999 

STM0854 C ADHESIVE, FILM, LOW 
TEMPERATURE CURE 

16-NOV-1999 

STM0855 B FOAM, SILICONE 
RUBBER 

31-OCT-1995 

STM0856 A TAPE, PRESSURE 
SENSITIVE, 

POLYIMIDE/SILICONE 
ADHESIVE 

23-AUG-1995 

STM0857 NEW ABLATIVE COMPOUND, 
THERMAL, 
TROWELLABLE 

25-NOV-1996 

STM0858 C TOPCOAT, 
POLYURETHANE, FLUID-
RESISTANT 

09-MAY-2018 

DCNPSO-004368_01
Engineering Order to 

STM0858 Rev C 

01 STM0858 DOCUMENT 
CHANGE NOTICE 

09-MAY-2018 

STM0859 A WATER-BASED EPOXY 
PRIMER 

26-FEB-1997 

STM0860 C CORK, SUPER CLEAN 
GRANULES 

23-FEB-2006 

STM0861 A GLASS MICROSPHERES 26-FEB-1997 

STM0862 NEW EPOXY RESIN CURING 
AGENT 

26-NOV-1996 
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STM0863 D EPOXY ADHESIVE, 
TRANSLUCENT, TWO 
PART 

11-APR-2019 

DCNPSO-008126_01
Engineering Order to 

STM0863 Rev D 

01 STM0863 DOCUMENT 
CHANGE NOTICE 

11-APR-2019 

STM0865 C ADHESIVE, 
POLYURETHANE, 
CRYOGENIC 

26-FEB-2002 

STM0866 NEW FOAM, VINYL 

INTERPOLYMER 
NETWORK, RIGID 
CRYOGENIC 

14-APR-1997 

STM0867 A FOAM, 
POLYISOCYANURATE, 

RIGID, CRYOGENIC, 
MOLDED 

15-SEP-1998 

STM0868 A ENAMEL, ACRYLIC 
LATEX, WATERBORNE 

27-NOV-2002 

STM0869 A TAPE, 
POLYTETRAFLUOROETH
YLENE, PRESSURE 
SENSITIVE 

05-AUG-2003 

STM0870 NEW FOAM, POLYURETHANE, 
RIGID, INSULATION, 

FOAM-IN-PLACE 

21-AUG-1997 

STM0871 NEW SOLVENT, HANDWIPE, 
LOW VAPOR PRESSURE, 
ORGANIC 

04-SEP-1997 

STM0873 NEW ALUMINUM ALLOY 
PLATE, 7475, 
ANNEALED (7475-0) 

26-JUN-1998 

STM0874 M02 WITHDRAWN - 
ALUMINUM ALLOY 

PLATE, 7050-T7451 

20-MAR-2002 

STM0875 A ELECTROCONDUCTIVE 
BLACK PAINT 

05-JAN-1999 

STM0876 C CANCELED - PRIMER, 
EPOXY, CORROSION 
INHIBITING, 
CRYOGENIC 

17-DEC-2018 

DCNPSO-006669_01

Engineering Order to 
STM0876 Rev C 

01 STM0876 DOCUMENT 

CHANGE NOTICE 

17-DEC-2018 

STM0877 G FOAM, SPRAY-ON, 
POLYISOCYANURATE 

11-OCT-2019 

01 11-OCT-2019 
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DCNPSO-010771_01
Engineering Order to 
STM0877 Rev G 

STM0877 DOCUMENT 
CHANGE NOTICE 

STM0878 J FOAM, POLYURETHANE, 
POUR-IN-PLACE 

20-JUL-2018 

DCNPSO-005421_01
Engineering Order to 

STM0878 Rev J 

01 STM0878 DOCUMENT 
CHANGE NOTICE 

20-JUL-2018 

STM0879 NEW ALUMINUM ALLOY 2219, 
PLATE AND SHEET 

09-JUL-1999 

STM0880 B FOAM, SHEET, 
POLYISOCYANURATE, 
CRYOGENIC, CLOSED 
CELL 

14-MAR-2000 

STM0881 A COMPOUND, ABLATIVE, 
THERMAL, HAND-

PACKABLE 

28-MAY-1999 

STM0882 D ADHESIVE/TIECOAT, 
POLYURETHANE, 
CRYOGENIC 

29-JAN-2020 

DCNPSO-011800_01
Engineering Order to 
STM0882 Rev D 

01 STM0882 DOCUMENT 
CHANGE NOTICE 

29-JAN-2020 

STM0883 NEW ALUMINUM ALLOY 6061 
- T651 PLATE SPECIAL 

THICKNESS 

04-NOV-1998 

STM0884 NEW HIGH STRENGTH LOW 
ALLOY STEEL TUBING 

28-OCT-1998 

STM0885 NEW NICKEL ALLOY, 
CORROSION AND HEAT 
RESISTANT, SHEET, 
STRIP, FOIL AND PLATE 
52.5-19Cr-3.0Mo-5.1Cb

-.90Ti-.50Al-18Fe 
CONSUMABLE 
ELECTRODE OR 
VACUUM INDUCTION 
MELTED 1775 

SOLUTION HEAT 
TREATED 

23-JUL-2004 

STM0886 NEW POLYTETRAFLUOROETH
YLENE (PTFE), MOLDED, 

RODS, TUBES, 

22-SEP-1998 

STM0887 A ALUMINUM ALLOY 7050-
T7451 PLATE, SPECIAL 
THICKNESS 

15-MAR-2002 

STM0889 NEW ALUMINUM ALLOY 7075, 

PLATE AND SHEET 

17-MAY-1999 
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STM0890 B ALUMINUM ALLOY 
SHEET, 7475, 
SUPERPLASTIC 
FORMING GRADE 

26-OCT-1999 

STM0891 C ADHESIVE, 
POLYURETHANE, 

CRYOGENIC, BONDING 

30-MAR-2012 

STM0893 NEW ALLOY, CORROSION 
RESISTANT, BARS 20Cr 
- 35 Ni - 35 Co- 10 Mo 

VACUUM INDUCTION 
PLUS CONSUMABLE 
ELECTRODE VACUUM 
MELTED SOLUTION 
HEAT TREATED, WORK 

STRENGTHENED, AND 
AGED 

23-MAR-1999 

STM0894 NEW TUBING, WELDED, 
ALLOY 718 

04-MAY-1999 

STM0895 NEW TAPE, HOOK AND LOOP 

PILE, WOVEN FABRIC 
BACKING 

25-FEB-2000 

STM0896 NEW ADHESIVE, PRESSURE 
SENSITIVE 

27-AUG-1999 

STM0897 NEW TAPE, PRESSURE 
SENSITIVE, ALUMINUM 
FOIL-BACKED 

22-OCT-1999 

STM0899 NEW SOLVENT, HANDWIPE, 

ORGANIC, METHYL 
PROPYL KETONE 

10-NOV-1999 

STM0900 A GLASS FABRIC, 
PHENOLIC RESIN 

PREIMPREGNATED, 

28-APR-2000 

STM0901 NEW ALUMINUM ALLOY, 
ROUND SEAMLESS 
TUBING, 2219-T8P 

16-NOV-1999 

STM0902 NEW SEALANT, SILICONE, 

CRYOGENIC, WHITE 

20-JUL-2001 

STM0903 A TAPE, ANODIZED 
ALUMINUM, 

CONTROLLED OPTICAL 
PROPERTIES 

14-JUN-2000 

STM0904 E ALUMINUM-LITHIUM 
ALLOY SHEET, 2195, 
SUPERPLASTIC 
FORMING GRADE 

20-JUN-2003 
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STM0905 F CANCELED - INK, 
MARKING, EPOXY BASE 

05-SEP-2019 

DCNPSO-009385_01
Engineering Order to 
STM0905 Rev F 

01 STM0905 DOCUMENT 
CHANGE NOTICE 

05-SEP-2019 

STM0906 NEW ALUMINUM ALLOY 7075, 
BAR, ROD, WIRE AND 
SPECIAL SHAPES; 
ROLLED, DRAWN, OR 
COLD FINISHED 

06-DEC-2000 

STM0907 F PRIMER, EPOXY, 
CRYOGENIC, NO-
DEGLOSS 

27-SEP-2016 

STM0908 A PREPREG, SLIT TAPE, 
HIGH MODULUS, 

CARBON/EPOXY 

10-FEB-2003 

STM0909 A PLASTIC MARKERS, 
LABELING AND 
IDENTIFICATION 

30-APR-2007 

STM0910 NEW ADHESIVE, FILM, 
COMPOSITE BONDING, 
350F, SERVICE 
APPLICATIONS 

12-JUN-2001 

STM0913 A FOAM, POLYURETHANE, 
ONE-PART 

06-NOV-2018 

DCNPSO-006416_01
Engineering Order to 
STM0913 Rev A 

01 STM0913 DOCUMENT 
CHANGE NOTICE 

06-NOV-2018 

STM0914 B COMPOUND, THERMAL 
ABLATIVE, TROWELLED 
AND/OR HAND-PACKED, 
FOR THERMAL 
PROTECTION SYSTEMS 

24-APR-2002 

STM0915 NEW FOAM, POLYETHYLENE, 
FINE CELL, SHEET 

07-MAR-2002 

STM0916 NEW STEEL, CORROSION 

RESISTANT PLATE, 
PRECIPITATION 
HARDENABLE 

30-JAN-2002 

STM0917 A FIBERGLASS, 
POLYTETRAFLUOROETH
YLENE COATED, ATOMIC 

OXYGEN RESISTANT, 
BLACK 

01-AUG-2002 

STM0918 NEW CHEMICAL, CLEANER, 
ALKALINE, NON-

SILICATED 

23-JAN-2003 

STM0919 NEW CHEMICAL, ETCH, 
CLEANER, ALKALINE 

27-JAN-2003 
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STM0920 M01 (WITHDRAWN) MPK 
SOLVENT BLEND 

15-NOV-2002 

STM0921 NEW PREFORM, Z-DIRECTION 
COMPOSITE ROD 

28-JUL-2003 

STM0922 NEW FILM, PACKAGING, 
PRECISION-CLEANED 

17-MAY-2005 

STM0923 A TOPCOAT, EPOXY, 
WATER-BASED 

21-JAN-2004 

STM0924 NEW COATING, ORGANIC, 
EPOXY, WATER 

RESISTANT 

21-JAN-2004 

STM0925 A WIRE STRAND, 
NONFLEXIBLE, FOR 
AIRCRAFT APPLICATION 

10-MAR-2005 

STM0926 NEW FOAM, ROD 
REINFORCED, CLOSED 
CELL, 
POLYMETHACRYLIMIDE 

21-JUN-2005 

STM0927 NEW NICKEL ALLOY, 

CORROSION AND HEAT 
RESISTANT, BARS, 
FORGINGS, AND RINGS 
52.5Ni-
19Cr-3.0Mo-5.1Cb(Nb)

-0.90Ti-0.50Al-18Fe 
CONSUMABLE 
ELECTRODE OR 
VACUUM INDUCTION 
MELTED 1775F (968C) 

SOLUTION HEAT 
TREATED, 
PRECIPITATION-
HARDENABLE 

11-AUG-2005 

STM0930 A PRIMER, EPOXY, 

CORROSION 
INHIBITING 

02-MAR-2007 

STM0931 A CORD, SHOCK, 
ELASTIC, 5/16 INCH 

DIAMETER 

08-JAN-2007 

STM0935 NEW PREPREG, CYANATE 
ESTER, FIBERGLASS 
REINFORCED, 350°F 
CURE 

14-MAY-2009 

STM0936 A 16-MAY-2017 
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PREPREG, FABRIC, 
CARBON/EPOXY, 
STANDARD MODULUS 

STM0937 A PREPREG, FABRIC, 

FIBERGLASS/EPOXY 

17-MAY-2017 

STM0938 NEW SOLVENT, NON-
FLAMMABLE 

22-MAY-2013 

STM0939 C CABLE, ELECTRICAL, 
ETHERNET-CATEGORY 
5, SHIELDED, 100 OHM 

14-APR-2015 

STM0940 J CABLE, ELECTRICAL, 
NICKEL COATED, 

TETRAFLUOROETHYLEN
E INSULATED, 600 
VOLT, FLUORINATED 
ETHYLENE 
POLYTETRAFLUOROETH

YLENE CRYOGENIC 
TEMPERATURE 
SCREENING 

20-JAN-2021 

DCNPSO-015046_01
Engineering Order to 

STM0940 Rev J 

01 STM0940 DOCUMENT 
CHANGE NOTICE 

20-JAN-2021 

STM0941 NEW ALUMINUM-LITHIUM 
ALLOY ROD, 2195-T8M3 

18-NOV-2013 

STM0942 A FABRIC, GLASS, 
POLYTETRAFLUOROETH
YLENE COATED, 
CONDUCTIVE 

03-NOV-2014 

STM0943 A FABRIC, GLASS, 

POLYTETRAFLUOROETH
YLENE COATED, 
PERMEABLE 

13-NOV-2014 

STM0944 B PAINT, 

CHLOROSULFONATED 
POLYETHYLENE 
(MODIFIED) 

01-SEP-2016 

STM0946 A CLAMP, LOOP, 
CUSHIONED 

08-OCT-2014 

STM0947 A TAPE, 
POLYTETRAFLUOROETH
YLENE 

21-OCT-2014 

STM0948 B INSULATION SLEEVING, 
OXYGEN COMPATIBLE 

08-SEP-2015 

STM0949 B COMMUNICATION 
CABLE 

04-AUG-2015 

STM0950 D QUADRAX CABLE FOR 
DIGITAL VIDEO 
INTERFACE AND 

CAMERA LINK 
APPLICATIONS 

01-JUN-2017 

DCNPSO_001371_01
Engineering Order to 
STM0950 Rev D 

01 STM0950 DOCUMENT 
CHANGE NOTICE 

01-JUN-2017 

STM0951 C CABLE, ELECTRICAL 
THERMOCOUPLE, 
FLUOROCARBON/POLYI
MIDE INSULATED 

28-APR-2017 

01 STM0951 DOCUMENT 

CHANGE NOTICE 

28-APR-2017 
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DCNPSO_000847_01
Engineering Order to 
STM0951 Rev C 
STM0952 NEW COATING, 

POLYURETHANE 

18-JUL-2014 

STM0953 NEW WATER, HIGH PURITY 
FOR CHEMICAL 
PROCESSING AND 
PROOF TESTING 

18-DEC-2014 

STM0954 NEW PRIMER, CORROSION 
INHIBITING, FOR WET 
FASTENER 
INSTALLATION 

29-OCT-2014 

STM0955 A BEADS, GLASS, SPACER 28-FEB-2017 

STM0956 B FOAM, RUBBER, 
ELASTOMER, CLOSED 
CELL 

09-FEB-2018 

DCNPSO_004000_01
Engineering Order to 
STM0956 Rev B 

01 STM0956 DOCUMENT 
CHANGE NOTICE 

09-FEB-2018 

STM0957 - FOAM PLUG ASSEMBLY, 
POLYURETHANE, CRES 

EXTRACTION WIRE 

25-OCT-2017 

DCNPSO-002587_01
Engineering Order to 
STM0957 Rev - 

01 STM0957 DOCUMENT 
CHANGE NOTICE 

25-OCT-2017 

STM0960 B FASTENER TAPE, HOOK 

AND LOOP, ARAMID 

12-SEP-2019 

DCNPSO-010345_01
Engineering Order to 
STM0960 Rev B 

01 STM0960 DOCUMENT 
CHANGE NOTICE 

12-SEP-2019 

STM0961 - HOLLOW PARYLENE 

TRUSS STRUCTURE 

09-MAY-2019 

DCNPSO-008156_01
Engineering Order to 
STM0961 Rev - 

01 STM0961 DOCUMENT 
CHANGE NOTICE 

09-MAY-2019 
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